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Investigate the effect of heat treatment on microstructure
of HK and HH steels

Abstract

HK and HH steels have good resistant to oxidation, corrosion and sulphated conditions
for high chromium content. In this research the effect of heat treatment on HK & HH
steel structures was studied. From both products one 200x200 mm plate was casted.
Then a sample was prepared and was studied to observe microstructure before and
after heat-treatment. Studies show that mass carbides and sub-particles carbide are
clearly observed in HK & HH samples. Mass carbide present in samples found a better
distribution after heat treatment of quenching. Continuous carbides dissolve by heat
treatment and dissipated in the matrix by spherically and needle like structure which
improved the properties of steels. Presence of ferrite and austenite phases caused
segregation of alloy elements. Chemical equilibrium between ferritizing and
austenitizing alloy elements leads to a completely austenitic matrix steel.

Keywords: fireproof Steel, Hooper, microstructure, Carbide



35;1...'1:0&“‘ .

8" Congress & 3" International .. & L:O
Engineering Materials & Metallurgy 1 a 6))}“ '9;5"""";'6'0 ;‘J,o

Conference Conference 2014
Iranian Metallurgical Engineering Society & Iranian Foundrymen’s Soci- (Ol gal s )Seiaay ale (paail g o yal (55 8ll8a (acudiga (el )
18-19 Nov., 2014 - shahid Beheshti Conference Center, Tehran, Iran ARG by dapd Ml s slelilen 5, — YYAY uL.T YA 3 Yv

HH s HK sloo¥ss jLisbu 3oy p )l oldes pili oy

oS>

Ol 09 0l (e Coglie (ol saidlgns 5 Glale (ol 3ST Jlie 3 e S o0 (595 Yl ey HK g HH (slasYss
Shy dace So iz 99 5l oS e 5las 5 o) n HK G HH slas¥sd JlSle 5 » (5> Slles 1530 (g
o s 8 (S See LSl odalin gl 5 03,5 4 (S5l diged e ol (6 S50 ) leglee Yoo xY
HK g HH aigas )0 005 5, O3 mazd g slosgs slaa)5 ol lis b (o) 0028 5518 o 0 9550 ()l Slides
4 000 S Iy g Fcmlio @8 allSie )3 (slosgs a)lS (535 S e 9 ()l Slibes ploml Lol ows 2oy 4
S0 Ay (50,5 S 3l s g oad o o Sl az 0 VY e e sleo jo s Oyl b g sl lST a5 O g0
5 99 (oo )labinl polia sl Bl tel pliosd dijlse pae . C8l Sgup JUSlo g Wad (iSu Al ) (S99 5955
Sl molie 5 o8 3T pobie G (alord aijlse 315 elyate |y 3T polie (i g ool 5 o8 56 552

g g0 WT MalS aioy el il

A )l S g ;8o YLl Jgun Y 98 1 guulS slrojlg



3.5‘,1&‘-’:9“‘ .

JLLJ‘WJ‘J!);S&}«» -

8" Congress & 3 o International L M & L:ﬁ
Engineering Materials & Metallurgy 1 a 6‘)‘)) } w_w Jl}o

Conference Conference 2014
Iranian Metallurgical Engineering Society & Iranian Foundrymen’s Soci- (O g3l 54030 sale (asil g ol yal (55 ¢l (aiuaige yasdl)
18-19 Nov., 2014 - shahid Beheshti Conference Center, Tehran, Iran g it aed ol sla lales 300 — yyay L-‘L'T YA 5\'\"

doddlo
cemwbiol [l 50y Jdos (6,5 Lyl jo g Wigd o ooliiuwl alizee mlio 0 &l ) polde (laoVed aSiyl 4y axgi b
ge dme ) 5 Ll (Slse el (1als 5 S sl ((Foyen del (o 09z T 5l am 5 6,555, g 40 a5
3l el YU slws jo o9 mlio ;o (o0b; idi a5 0¥e8 90l gy b cplpln 098 g0 Olalad jae alS g 5095 )5
LS wlus Slabd (l (gai g a4 by (lo alje g e0gai ity | Ll jae 5008 (5ol ol I 56 S lus

b

o9 S (Sl

(ol Dlkes glaoysS 5 &5 lors mlio ;0 Wl ey Sl 3,8 ey el @ pglie (Sis, slasYsd oy
3 2l sladlo jo s jleslgls cnl adgi sl )lo)93 5 (cols Comal 5l g (58 Slacm)95 (55,9l lie slaoysS
3,18 3529 Dladgs 43S (nl S (rrmg ik g 4R8I (Sl 0l Gl
S paie Syge 4 i ) il et Shy ] npdshie (Byre popdle dao¥sd I ates ul oy ool 4 az g b
oetlei o

145 it l00Y5h &)l 4y glie (claoYgh iy 5 4 L

dys S5l 30 clace 0¥ g5 ol il ghaiie by pglie IS oo 4 005 5B+ € 5l i gled b olalacma 1o
Syge slas¥gd wias las 355 5l (095 Cweglie Vb slod )3 (S99 5 (S (Sl (S (B3 (Rl b
109 on e 35 09,5 dus )3 Loges Ol 4y polie Olaad adei yo colaiul
e o Ll citlos (gobj oSl YU (sles 5o Wil cpl wyio Loy b o S 5 A Yo %Cr (g5l (slasldl -1
aglio jlons (Bagl (25) 05 Sl (25 50 oS E21eSs @jei Cod g G gemlinnS]
S 5ol8 00iiS w81 Lyl 50 sl 05,5 ol el US55l i LT o8 e 45 @ %N 514 %CT (s> (slaill] Y
el Jgl 09,5 5l G 5 bl 53 09,5 (nl Cuoglite (rizmes il oo poliie Led Lawgio Ol pis Jlis )3 5 0392
35 55 sl ol ol 8 31 it el USG5 e 5 Y % 51 e sl U5 51+ % 31 it el 5 o5 Slasll] ¥
i il ol i gt Canglie 5)l> sl blia 0 5 005 5 o5 0uiiS Lol 5 0uiiS auST Lyl
OYAE ) ASM (Say aim 1o 0,15 il s c1siSy Loy s Ll o & Slabas b g 5> ollas

2 b el lal sats gl SouSe b culs) o (Sis, S5j al slasYgd po (Lol g onas 3T polie

4_>)‘5.o l_> J_...SL;‘O KW ‘) )L..ﬂ )L._‘>Lw el M] )5..49]41.03 u)ﬁ)'“"" ‘U”)S sJS...vﬁ ob; KW ‘) )L..ﬂ @9&@5)&
a0y 5LIT o ,ole (ol slp a5 casuin slo sogame J31s 50 ol § o8 saims LSS o351 polie polie (o,
M‘y‘;‘o )l_..ﬂ oﬁmso p.b‘)ﬁ ‘5...........:] Ao )13 ) Og>g0 WJB )‘..\M J)A-AS Q&A‘ (\V/\q ‘QL.JLLQ.MJ 9 @MQ) Gl 005

'ASM Handbook



3.5‘,1&‘.):9“‘ .

JLLJ‘WJJ);S&}» -

8" Congress & 3 o International L M & L:ﬁ
Engineering Materials & Metallurgy 1 a 6‘))) } ww ;ly

Conference Conference 2014
Iranian Metallurgical Engineering Society & Iranian Foundrymen’s Soci- (O g3l 54030 sale (asil g ol yal (55 ¢l (aiuaige yasdl)
18-19 Nov., 2014 - shahid Beheshti Conference Center, Tehran, Iran s it ded (Mol g sla islen 350 — VTAY L-‘L'T YA 5\'\"

oo a5 055l 0 352 g Fatsu, lp 1) Gl (nl (Sisu, K5 0 Glao¥sh j3 98y e JliSle § pliord oS5
ATAR el wls g L B)aS sloml 1) i o550 0525 ol LT (abiond oS 3 oeaS b g (e ) 5L S0 0 208
OYAY (Sii g S

Sl 3 S5l s ol slalye 3,135 o 3 S9md SV Sl olg 5 L 5, 5 5, 425 sl i
Gl s s sled Ll il o S olss 5 oIS uis g g5 el ojlail Lol o kil 5y, glbamiie
s Job obsjl s jo g caiS alSotinl gaisd co slails (9,0 0uiSTy g iy slaa )L LSl 5 sl 5 ails ol
e S Kmwgm e Sl aSS b )lBle f; olml g Al o5l alS o 65,k sles 285 Jlie 5o il o0 a8
OTAY (SSad YA o Sas ¢ L Samg)asd oo aals

Loy 558 et slajls &g oo |y o JBT i o Cgmms d¥s3 513 e3> g 4 o JBBT (6 Kaso, olakad 5o
505 ol ST gla JLoT ams s (L gl i S (318 aie) 50 45 3500 ssaliis (5318 oy gl B8
Doy (Sizyy Slalad o JBT 092y s Sizy, so¥sh o ml) gl JB T dlex 5l 53500 (sl garilges 5 paiees]
AN G )0 (o0 )13 136 Cod ) (5095 4 Canglie (S g (Sl (olss (s Sindle Sl (pile (ole>
XY (oS

L il oo S0 5 )5 Ol poolie b 50,55 ailio glgil 51 VL (il ol S5y lasldl ol ()8 Jlaie az ST
FSis a5 2lyd 2150 g Cosnl glacy uis il wlezdl o (o il o0 SiSTg500 bond GlocS 5 Jb (5
5 ki (glo sz S5 a5 ealplis VTR o) Kam 5 o) 5,5 aimlys JUidl 1, Lo 0is s Jolh 45 igdd oo
303 e Mp3Cs oo )l « 5w ,Som ;LS 10 39250 (slaan, 5 lgil crn jo .culils aales 5925 cotinl lails §,0 y0 &)
St s olie gy amme godiims olid (58) M wials anlys sgzg il alimdle b6 lado 4y 5 ably o i (gapalS
,o (lamellar) oY & s 35 M6C oo)5 500 g9 0l oo o5yl 0959 5LIT oloowds oS 5 40 45 0,5 (goaias
il g am)lS Slio 1 IS iie g adle cd p s an b 5,0l oo IS ol il atls 99y el Kew HlSl
Ve R olgloS)dl o

a3 PO Lo i ey (o] 5l Lot s Byl a8 Lal) 58 51 Ygmme 5 0t o s 535 (5506 LR 56
g g0 oSS Cas s g o8 il a0 AV e 51 YL Sl g ol 5 il
4S5 (Srge 4O WD (oo Syl polie (S, Uy b slas¥sd (35 plSorinl Sl cuel laaen ) ol e i baoy i
(Vo E il ee 5 Blatl) ailyso JSoul aes; 516 50 SIS (35050 ekl o5 55 0> slaoYad (59,55 e

OMR9R 09)

S 5 588 S Sl 153 4 oY b (6, S, el (5, olio S, HHLHK Jals 5¥55 653 5
5 stzss J oo Cilgi oo oS sl oo (g0l S5 0550 Sl (3051 sy § Ol 4 pslie SV 58 Glrars
WK S3b or LSl (g5, Geimred g all o il Jlade 51 Bzl 5 legs Sls (g5LT olie

ol o &y Sazme paigad Lyl )0 0308 Jloyl by ol jo 5w 48,5 5T onds (6,805, &5 55 Skl aSyl & axgil;
d5zge yolie lard oS5 g ol 00l B s maizme (535 0 olSialojl s (g yogiilsS SIUT (gl ouds oolicisl 50 diged
A Qg ES b 50 0gzge SIS olKws b s 5l (gl diges dmr o sols cdillas Ll 590 0 lailiwl b g 08 5 aseie ol o
D agd (SS gIle diged S plaS Ha 5l wngr sals eoliw 8 (65l oRiule;l 4 4 glaiged Lol ume lajl6 5l plaS o a0



3.5‘,11.5'340:91_‘_&‘ .

M‘mri)gj&y -

8" Congress & 5 ™ pternational L M % L:ﬂ
Engineering Materials & Metallurgy 1 a 6‘)‘)) } w_w Jl}o

Conference Conference 2014
Iranian Metallurgical Engineering Society & Iranian Foundrymen’s Soci- (O g3l 54030 sale (asil g ol yal (55 ¢l (aiuaige yasdl)
18-19 Nov., 2014 - shahid Beheshti Conference Center, Tehran, Iran s it ded (Mol g sla islen 350 — VTAY L-‘L'T YA 5\'\"

Sy, Sun pglas g (ASTM E 407-07) bl » I3l 21 9,500 « (ASTM E3-11) wlul 5 31,5 gJle diges (55l oobel
2L oo (ASTM E 883-11) ulul 5 (5,9

Slp &S adodp )l Sllee Sz ad (owy p BEL 5 Wl (SISl Sl Sl an LSl Dol Sy iged S
Y Soe ol Kol az 0 VYoo loo 5115 ol (610 2090 )5 colainl deiiz s (o oizms 51> Sldos 0,65 5115 oyl
0diS 8w Jaore A5 WA O pus &y 9 2, 0,95 5l Aigad e 9 Wil Jo Dl oo 5T B wias Ol > badiged el
V|

plasl 31 G IS loy 25, 15 sy 2 3,50 B, 3lln | a5 ks oy yr 255 il 4 SIS L g Lniges
sl gilime Jolhe Jold (o) cnl dBlioe (S5 Slibos J1 50 (0Sg Soe JLSle DlsS (oo oo 2 £58 0
oozl oladl 5 55 atylS 5 ALIO3 1,5 ol o 4y SIC iz 31 ool ¢ josbeans (slyr il oo &l 5 iudsy o oolooms
XY Ve ooliinl 8,90 oolom o losds .S (5,5 gl ool ol Ol 3 g diges b 0,5 51 b tengy Of Yaoero jlusly, .o
SiC L ALO3 &l)d lawgs aS 0 LS 5l amio iz idgs 9,500 o iadss (6l caiilbco o YO+ g Veee Foe (Fen
el 1l o 1+ Sl U ol 000l Ul ] Jplons 51 45505 59,8 2l 8Tyt 035000 52 5¥58 slaaigns 5l
oo b S be (o) 2 sl ladiges plowl s aBlgo Jo S S (oo Vo g Sy )05 al i) (e B0V oSG s
235 )18 emir 9 b))l 3,90 SEM

ool Julons & 325
Gb o Oyl an pglie (SiSu; o¥s8 55l a5l 0590 (nl 53 (w2 S)90 > 4 pglie (KiSu; SO wS slasYed
o] sty oolass 5JUT L LoJT DIN: 1.4837, DIN: 1.4848 5 ,lliasl Jslee o5 4 a5 HH, HK g55 51 ACH 5t

Loy (g p0giileS gy & 5HLs G peb il yo aid) HISy HK @)l as pglie (Sisk ) 3Yed (o1 bsowds 3IUT -) Joum

%C %Mn %Si %P %S %Cr %Ni %Mo %Al %W
-1ty HhYe VO ey o) AR7AS Va/f -/f4 ofe oA of )
%Nb %Co %Cu %Fe
<IYY -17¥ AYd NATAS

2 Lo (5 yiogiilgS by ) 4 5)Ld sloygd CSlu yo 4y HIG HH )l o 4 pglie (Ss ;) Y gd (ol 3IUT -F Jguo

%C %Mn %Si %P %S %Cr %Ni %Mo %Al %W
-IfY <IAY VIA ofeY o[ Yf/- WY ARY o/ ofeN
7Nb 7.Co %Cu %Fe
AR AR <IYF Fele

il gails oo 0 LS Le il oald ools ylid alizee slaojlasl o HH 2l 5l o oS S JLlo ¥V g ) IS (o

= 0 g s odwlice Lavailyy o iiin 10 (gan, 5 plid g Laasily ) e g die) ,0 0uiSTy sloogs (sloas,lS ol e 4



IS A s, L,

uu““a"'
: % 3 A -
8™ Congress & 3 International e & '.. LLAS e
Engineering Materials & Metallurgy l a LS)) g w,\;@g ;‘ "p
Conference Conference 2014
Iranian Metallurgical Engineering Society & Iranian Foundrymen’s Soci- (02 s Sdisa )y gale Gasil g oyl pal (65 ¢llis (acudigs pasil)
18-19 Nov., 2014 - shzhid Beheshti Conference Center, Tehran, Iran g i 2l Al gla len €0 — YYAY OL!T YA 3 Y

Ul LaoVgs asgfal sl ;o il co = /¥ Sgam 0 oo samlive il )0 oS (sl o358 loos,)S do s gy o
Sl S5 05 eonS deo )y ales Cu b oatiS Ik et ) g aies coul eaiS il pobie IS5 S 4
5SS o JSie s |y sl Sy 055 (5 5eSslr b 1 slal 3l 5 ablh rml S Sl oS Wish a5le (5,5b
MalS Ll o 4t a5 jghailan Lyl 45 955 oo LoSns 58 slonl el 3,57 oo cpmly |y oSl 5 b a8l ogdle

Jodoxo ¢ HH yio 9550 Yoo g0 3lusl 50 Laild ) po g diuoy 30 00iSTy (slodgs (slou yIS" of yod 4y s (gladild iy yoio HLislu Y S

30 a5 (slodgs a5 aS o odmline 1) 5l Oldas 51 L3 5V SlesS 5 L alogse 50 a)l5 dingy o8 Y US540
Wles S5 obul g ools rals |y ples wilgs oo 8)lo 3929 ailo; 0

L5 pmsanslS 0008 b Jokono HH. digos ol po yitdent 53 50aylS ol oudlico 9 SYL (2loiSy 3 50yl lw (los Y &

s yias el aculsai ools lus & (I JSCs jo (el slaojlasl jo HK aiges zl 5l o Sy, Sow L5l
GSpolie g Laasilo; o s 10 au)l5 old g Ladils) e g i) 10 0aiSTy slosgs slaaws) S of a4y cosiw] slaasls
SEM L a S (sloogs slaas )5 oo )0 HK diged ;o 098 o odalive slosgs slaan,l5 Gl bl )0 baee gou)5 5; Slgu,
D9 LD dgaz Al (yanss



8™ Congress & 3" ternational M ‘91 ",-535 el o
Engineering Materials & Metallurgy l a LSJ) N L.G,o ;‘ "p

Comtnnee Conference 2014
Iranian Metallurgical Engineering Society & Iranian Foundrymen’s Soci- (02 s Sdisa )y gale Gasil g oyl pal (65 ¢llis (acudigs pasil)
18-19 Nov., 2014 - shzhid Beheshti Conference Center, Tehran, Iran g i 2l Al gla len €0 — YYAY UL‘T YA 5 YY

200sS ol Joloro tHK digos aild) wo g ddo) 50 00iSTy (glodss (slaauy ;5 ol yorr WT sbails YRR Hlsle Y SSs
L5 mmmsnnelS

L5 pamaelS 1008l Joloro Laild po il 53 (o) pled ovalio g YL (2S5 )0 HK s L - F SOl
b ohd ol a8 Ll Slbl jo g0unlS Slgaw, 51, O3 olyed 4 da o ylid |y loogs slaos )5 0 o,leds JS 50
ety o S5 o b i )3 3y 5 45! oy b 5 s st S5 4 5 iy gt o it om
loas JSad glosgs (slaan,l5 GBlLbl jo 5 ) blas & g0 a5 oo S o5 clale T BbI o 5 e0wl o slosgs au,lS



8™ Congress & 5 2 International M &'ﬁf o
Engineering Materials & Metallurgy 1 a ‘5 ) ) J] \ i : l=‘ y

Conference Conference 2014
Iranian Metallurgical Engineering Society & Iranian Foundrymen’s Soci- (02 s Sdiaa ) sale Gasil g oyl pal (65 ¢llis (acuaiga (pasil)
18-19 Nov., 2014 - shahid Beheshti Conference Center, Tehran, Iran g i 2l Al gla len €0 — YYAY ULT YA 5 YY

0.5 oS 200508 2l Jolono ¢ HK digos (10095 gladun )5 Blbl 40 Lo sumtyl8 325 Slgary (5,20lo g (soun )5 wlid -8 JSis
Jsdoes U (55l a3lal 51 ey 5 0 00 o8 iulesl any sl oy 1 sl 0308 5,1, Sl 48] 5l o by S
30 00S Ty Do a3 008 5, SIS g (slongs an )l cwl eols lii Ty o¥gd g0 LSl Y 5 £ la IS jo ol 7l LG S
a5 Sl o (Sis 5 555 95 2y S5 gaz edalive (rizmen 5 ol 0ad el il e 5 cuil aiseg
Sl s 535 s s 9 9l it o 5los 3 Bais 535 05 8 Sl Sllas bl hlod (glosss
dge) 5o 0T S0 an 1T WiBls me Ceo 8 0l 9,5 Sy S By 5 sal o alugn 5 6l 00g8 slaa) S
b (6 S ol (63595 U (slodgs g dtwgny w)lS SaS 5l g Wl e

ouplio HMB+ g LosS )39 b 1) HK (165 oy Caomw g HH (365 o Caomw 00l 5150 ldos (slay oS SISl sl —F JSCi
.é,.»f;‘sn



| ~
8 Congress & 3 " International LA ot
Engineering Materials & Metallurgy 1 a ‘5.)) 9 "‘*G'“ ;‘ y
Canjerece Conference 2014
Iranian Metallurgical Engineering Society & Iranian Foundrymen’s Soci- (02 s St sale Gasil g 4l pal (65 ¢llis (acuaiga (pasil )
18-19 Nov., 2014 - shahid Beheshti Conference Center, Tehran, Iran g et apd ol e cla olen €50 — VYAV ULT YA 5 YY

MMY+ bS5 b1 HK 95 Cowly Coms (0 g HH (1205 G Coomw (Wl ouds (5l Oldos b8 (SIS el )L le - JS&
g 0 oudline

&S Al

A 03 zgog 4 HK g HH 565 diged ;0 au )5 50, Oy mazed g (slosgs slaag, S

ol SO SRR 58 s 50 Lau IS

23 (S35 S35 Do d g NS I 5 lie @5 95 S @ 5 (SO Slles plxl b ails; e 55 (lodgs w8
2 guge i 5 W iy dina)

ol |y LT olie Giolaz 5 coiinl 5 o b 5 g2y 5 05 o ol polia )l ol el ploonds 5lge pas
RPN

g g (k] MalS aee; el ozl 5T yolie 5 508 (G5T polie o (ol 45l5e

P58 (o) g od Dol & ()l Sllee LSl b d¥sd (59,03 (liee a5 358 o0 Sleiny

g gmaypp 00 23kl Szl by Wos¥ g8 gl SlSo Sl

XL

20 Dl (3B 609 ey L o) OTA) (el (Gt g ol (el (o o (lilands (S3gn dazme Lls )
ol ol iilgiosl sl (65, (biten ol S e ialod (s w0 oy HP-ND ol 4 sl 3¥58 (5L
Ol (o oBdls ()l nl ¢ 5 4t

Cr-35NIYD &), > 4 pylio oV 1o SilSe oles o Lo o) BLi,l ooy (OVFAR ) 0 cylilands L, ( dlans Y
ol 958 5 al ezl laiol O TAR 5Y58 psypmans

5 gl (odige (o e elan w0y g (SiSu; bulph 0 HKAD o¥g8 jLsle 5, (o) (VYAD) ¢ 05 e (lilaads Y
Dol (saro olfails () v 391955 9 pole ozl ool (551> Sllee

SHe plo g LSlan) 2 6545, Slapsie SLOTAD ¢ e (ol (ouge cboogl (I e (oubie iige b Doy ¥
2l Y53 5 5 el 1ol ATAR 5Ys5 sy sprans DIN:T.AB4S g o¥sh



3.5‘,1&‘-’:9“‘ .

Mol .
o i _ O 31 S e .
8™ Congress & 3" International - & ‘,. A O
Engineering Materials & Metallurgy 1 a 6‘)) 9 P8 e ) ;ly
Conference Conference 2014
Iranian Metallurgical Engineering Society & Iranian Foundrymen’s Soci- (O gl s Seiday gale Gasdl g oyl ol (6555 ¢l (pausigs yasal )
18-19 Nov., 2014 - shahid Beheshti Conference Center, Tehran, Iran g it aed ol sla lales 300 — yyay L-‘L'T YA 5\'\"

5- Covarrubias, O, Osvaldo, E, (2009). " Metallurgical Effects of Solution Heat Treatment Temperatures of Alloy
Haynes™ HR-120™ for Land-Based Turbine Application", IMRC 2009.

6- Saldana-Garces, R, Miranda-Perez, A, (2014). "Microstructural and Mechanical Properties of 308 and 409
Stainless Steel Welded by GTAW process", Symposium 5C- Structural and chemical characterization of Metals,
Alloy and compounds, MRS Proceedings, Cambridge, vol 1616.

7- linging, xu, zesheng, yan, (2013). "precipitation kinetics of M23C6 in T/P92 heat-resistant steel by applying
soft-impingement correction", Journal of Materials Research, vol 28, no 11, pp 1529-1537

8- Garrison, W, Maloney, J, (1991). "sulfide Stability, Void Nucleation and the toughness of Ultra High Strength
Steels", MRS Proceedings, vol 186.

9- Qiuzhi, Gao, Yongchang, Liu, (2012). " Martensite transformation in the modified high Cr ferritic heat-resistant
steel during continuous cooling", Journal of Materials Research, vol 27, no 21, pp 2779-2789

10- ASM Handbook, (2005). Heat Resistance Alloys, vol. 1, London

11- Garcia, J, Castillo, M, (2010). "Carbide Precipitation Study in a High Heat Resistance Austenitic Stainless Steel
HK 40", Structural and chemical characterization of Metals, Alloy and compounds, MRS Proceedings,
Cambridge, vol 1275.

12- linging, xu, zesheng, yan, (2013). "Microstructure cvolution and martensitic transformation behaviors of 9Cr-
1.8W-0.3Mo ferritic heat-resistant steel during quenching and partitioning treatment", Journal of Materials
Research, vol. 28, no 20, pp 2835-2843.



