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Preface

The field of nanocomposites involves the study of multiphase material where at least
one of the constituent phases has one dimension less than 100 nm. The promise of
nanocomposites lies in their multifunctionality, the possibility of realizing unique
combinations of properties unachievable with traditional materials. The challenges
in reaching this promise are tremendous. They include control over the distribution
in size and dispersion of the nanosize constituents, tailoring and understanding the
role of interfaces between structurally or chemically dissimilar phases on bulk proper-
ties. Large scale and controlled processing of many nanomaterials has yet to be
achieved. Our mentor as we make progress down this road is mother Nature and
her quintessential nanocomposite structures, for example, bone.
We realize that a book on a subject of such wide scope is a challenging endeavour.

The recent explosion of research in this area introduces another practical limitation.
What is written here should be read from the perspective of a dynamic and emerging
field of science and technology. Rather than covering the entire spectrum of nanocom-
posite science and technology, we have picked three areas that provide the basic con-
cepts and generic examples that define the overall nature of the field. In the first chap-
ter we discuss nanocomposites based on inorganic materials and their applications. In
the second chapter polymer based nanoparticle filled composites are detailed with an
emphasis on interface engineering to obtain nanocomposites with optimum perform-
ance. The third chapter is about naturally occurring systems of nanocomposites and
current steps towards naturally inspired synthetic nanocomposites. Finally a short
chapter contributed by our colleagues highlights the possibility of using theoretical
models and simulations for understanding nanocomposite properties. We hope
our readers will find the book of value to further their research interests in this fas-
cinating and fast evolving area of nanocomposites.

Troy, July 2003 P. M. Ajayan, L. S. Schadler and P. V. Braun
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1

Bulk Metal and Ceramics Nanocomposites

Pulickel Ajayan

1.1

Introduction

The field of nanocomposite materials has had the attention, imagination, and close
scrutiny of scientists and engineers in recent years. This scrutiny results from the
simple premise that using building blocks with dimensions in the nanosize range
makes it possible to design and create new materials with unprecedented flexibility
and improvements in their physical properties. This ability to tailor composites by
using nanosize building blocks of heterogeneous chemical species has been demon-
strated in several interdisciplinary fields. The most convincing examples of such de-
signs are naturally occurring structures such as bone, which is a hierarchical nano-
composite built from ceramic tablets and organic binders. Because the constituents of
a nanocomposite have different structures and compositions and hence properties,
they serve various functions. Thus, the materials built from them can be multifunc-
tional. Taking some clues from nature and based on the demands that emerging tech-
nologies put on building new materials that can satisfy several functions at the same
time for many applications, scientists have been devising synthetic strategies for pro-
ducing nanocomposites. These strategies have clear advantages over those used to
produce homogeneous large-grained materials. Behind the push for nanocomposites
is the fact that they offer useful new properties compared to conventional materials.
The concept of enhancing properties and improving characteristics of materials

through the creation of multiple-phase nanocomposites is not recent. The idea has
been practiced ever since civilization started and humanity began producing more
efficient materials for functional purposes. In addition to the large variety of nanocom-
posites found in nature and in living beings (such as bone), which is the focus of
chapter 3 of this book, an excellent example of the use of synthetic nanocomposites
in antiquity is the recent discovery of the constitution of Mayan paintings developed in
the Mesoamericas. State-of-the-art characterization of these painting samples reveals
that the structure of the paints consisted of amatrix of clay mixed with organic colorant
(indigo) molecules. They also contained inclusions of metal nanoparticles encapsu-
lated in an amorphous silicate substrate, with oxide nanoparticles on the substrate
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Copyright ª 2003 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim
ISBN: 3-527-30359-6

11

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



[1]. The nanoparticles were formed during heat treatment from impurities (Fe, Mn,
Cr) present in the rawmaterials such as clays, but their content and size influenced the
optical properties of the final paint. The combination of intercalated clay forming a
superlattice in conjunction with metallic and oxide nanoparticles supported on the
amorphous substrate made this paint one of the earliest synthetic materials resem-
bling modern functional nanocomposites.
Nanocomposites can be considered solid structures with nanometer-scale dimen-

sional repeat distances between the different phases that constitute the structure.
These materials typically consist of an inorganic (host) solid containing an organic
component or vice versa. Or they can consist of two or more inorganic/organic phases
in some combinatorial form with the constraint that at least one of the phases or fea-
tures be in the nanosize. Extreme examples of nanocomposites can be porous media,
colloids, gels, and copolymers. In this book, however, we focus on the core concept of
nanocomposite materials, i.e., a combination of nano-dimensional phases with dis-
tinct differences in structure, chemistry, and properties. One could think of the na-
nostructured phases present in nanocomposites as zero-dimensional (e.g., embedded
clusters), 1D (one-dimensional; e.g., nanotubes), 2D (nanoscale coatings), and 3D
(embedded networks). In general, nanocomposite materials can demonstrate
different mechanical, electrical, optical, electrochemical, catalytic, and structural prop-
erties than those of each individual component. The multifunctional behavior for any
specific property of the material is often more than the sum of the individual compo-
nents.
Both simple and complex approaches to creating nanocomposite structures exist. A

practical dual-phase nanocomposite system, such as supported catalysts used in het-
erogeneous catalysis (metal nanoparticles placed on ceramic supports), can be pre-
pared simply by evaporation of metal onto chosen substrates or dispersal through
solvent chemistry. On the other hand, material such as bone, which has a complex
hierarchical structure with coexisting ceramic and polymeric phases, is difficult to
duplicate entirely by existing synthesis techniques. The methods used in the prepara-
tion of nanocomposites range from chemical means to vapor phase deposition.
Apart from the properties of individual components in a nanocomposite, interfaces

play an important role in enhancing or limiting the overall properties of the system.
Due to the high surface area of nanostructures, nanocomposites present many inter-
faces between the constituent intermixed phases. Special properties of nanocomposite
materials often arise from interaction of its phases at the interfaces. An excellent ex-
ample of this phenomenon is the mechanical behavior of nanotube-filled polymer
composites. Although adding nanotubes could conceivably improve the strength of
polymers (due to the superior mechanical properties of the nanotubes), a noninteract-
ing interface serves only to create weak regions in the composite, resulting in no en-
hancement of its mechanical properties (detailed in chapter 2). In contrast to nano-
composite materials, the interfaces in conventional composites constitute a much
smaller volume fraction of the bulk material.
In the following sections of this chapter, we describe some examples of metal/cera-

mic nanocomposite systems that have become subjects of intense study in recent
years. The various physical properties that can be tailored in these systems for specific

1 Bulk Metal and Ceramics Nanocomposites2
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applications is also considered, along with different approaches to synthesizing these
nanocomposites.

1.2

Ceramic/Metal Nanocomposites

Many efforts are under way to develop high-performance ceramics that have promise
for engineering applications such as highly efficient gas turbines, aerospace materials,
automobiles, etc. Even the best processed ceramic materials used in applications pose
many unsolved problems; among them, relatively low fracture toughness and
strength, degradation of mechanical properties at high temperatures, and poor resis-
tance to creep, fatigue, and thermal shock. Attempts to solve these problems have
involved incorporating second phases such as particulates, platelets, whiskers, and
fibers in the micron-size range at the matrix grain boundaries. However, results
have been generally disappointing when micron-size fillers are used to achieve these
goals. Recently the concept of nanocomposites has been considered, which is based on
passive control of the microstructures by incorporating nanometer-size second-phase
dispersions into ceramic matrices [2]. The dispersions can be characterized as either

Fig. 1.1 New concept of ceramic metal nano-

composites with inter- and intra-granular designs:

properties of ceramic materials can be improved by

nanocomposite technology. This technique is based

on passive control of the microstructures by in-

corporating nanometer-sized second dispersions

into ceramic materials. This is a completely new

method to fabricate materials with excellent me-

chanical properties (such as high strength and

toughness), due to the desirable microstructure of

ceramics (Source:[228] Reprinted with permission)
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intragranular or intergranular (Figure 1.1). These materials can be produced by incor-
porating a very small amount of additive into a ceramic matrix. The additive segregates
at the grain boundary with a gradient concentration or precipitates as molecular or
cluster sized particles within the grains or at the grain boundaries. Optimized proces-
sing can lead to excellent structural control at the molecular level in most nanocom-
posite materials. Intragranular dispersions aim to generate and fix dislocations during
the processing, annealing, cooling, and/or the in-situ control of size and shape of
matrix grains. This role of dispersoids, especially on the nano scale, is important
in oxide ceramics, some of which become ductile at high temperatures. The intergra-
nular nanodispersoids must play important roles in control of the grain boundary
structure of oxide (Al2O3, MgO) and nonoxide (Si3N4, SiC) ceramics, which improves
their high-temperature mechanical properties [3–6]. The design concept of nanocom-
posites can be applied to ceramic/metal, metal/ceramic, and polymer/ceramic com-
posite systems.
Dispersingmetallic second-phase particles into ceramics improves their mechanical

properties (e.g., fracture toughness). A wide variety of properties, including magnetic,
electric, and optical properties, can also be, tailored in the composites due to the size
effect of nanosized metal dispersions, as described later in the chapter. Conventional
powder metallurgical methods and solution chemical processes like sol–gel and co-
precipitation methods have been used to prepare composite powders for ceramic/me-
tal nanocomposites such as Al2O3/W, Mo, Ni, Cu, Co, Fe; ZrO2/Ni, Mo; MgO/Fe, Co,
Ni; and so on. The powders are sintered in a reductive atmosphere to give homoge-
neous dispersions of metallic particles within the ceramic matrices. Fracture strength,
toughness, and/or hardness are enhanced due to microstructural refinement by the
nanodispersions and their plasticity. For transitionmetal particle dispersed oxide cera-
mic composites, ferromagnetism is a value-added supplement to the excellent me-
chanical properties of the composites [7,8]. In addition, good magnetic response to
applied stress was found in these ceramic/ferromagnetic-metal nanocomposites, al-
lowing the possibility of remote sensing of initiation of fractures or deformations
in ceramic materials.
Nanocomposite technology is also applicable to functional ceramics such as ferro-

electric, piezoelectric, varistor, and ion-conducting materials. Incorporating a small
amount of ceramic or metallic nanoparticles into BaTiO3, ZnO, or cubic ZrO2 can
significantly improve their mechanical strength, hardness, and toughness, which
are very important in creating highly reliable electric devices operating in severe en-
vironmental conditions [9]. In addition, dispersing conducting metallic nanoparticles
or nanowires can enhance the electrical properties, as described later. Dispersion of
soft materials into a hard ceramic generally decreases its mechanical properties (e.g.,
hardness). However, in nanocomposites, soft materials added to several kinds of cera-
mics can improve their mechanical properties. For example, adding hexagonal boron
nitride to silicon nitride ceramic can enhance its fracture strength not only at room
temperature but also at very high temperatures up to 1500 8C. In addition, some of
these nanocomposite materials exhibit superior thermal shock resistance andmachin-
ability because of the characteristic plasticity of one of the phases and the interface
regions between that phase and the hard ceramic matrices.

1 Bulk Metal and Ceramics Nanocomposites4
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Advanced bulk ceramic materials that can withstand high temperatures (>1500 8C)
without degradation or oxidation are needed for applications such as structural parts of
motor engines, gas turbines, catalytic heat exchangers, and combustion systems. Such
hard, high-temperature stable, oxidation-resistant ceramic composites and coatings
are also in demand for aircraft and spacecraft applications. Silicon nitride (Si3N4)
and silicon carbide/silicon nitride (SiC/Si3N4) composites perform best in adverse
high-temperature oxidizing conditions. Commercial Si3N4 can be used up to
�1200 8C, but the composites can withstand much higher temperatures. Such Nano-
composites are optimally produced from amorphous silicon carbonitride (obtained by
the pyrolysis of compacted polyhydridomethylsilazane [CH3SiH-NH]m[(CH3)2Si-NH]n
at about 1000 8C), which produces crystallites of microcrystals of Si3N4 and nanocrys-
tals of SiC [10] (Figure 1.2). The oxidation resistance, determined by TGA analysis,
arises from the formation of a thin (few microns) silicon oxide layer.
Processing is key to the fabrication of nanocomposites with optimized properties.

Some examples of commonly used processes for creating nanocomposites are dis-
cussed below.

Fig. 1.2 Calculated phase diagrams of the system Si/B/C/N allows for the

creation of high-temperature ceramic nanocomposites. The system Si/B/C/N is

being investigated with respect to processing new covalent materials. Based

on this system, several nanocomposites (SiC/Si3N4) have been developed

that can, for example, withstand high temperatures (�1500 8C) without
degradation or oxidation [10]. (Source [229] used with permission)

alternative web site: http://aldix.mpi-stuttgart.mpg.de/E_head.html,

used with permission
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1.2.1

Nanocomposites by Mechanical Alloying

Mechanical alloying was originally invented to form small-particle (oxide, carbide, etc.)
dispersion-strengthened metallic alloys (Figure 1.3) [11]. In this high-energy ball
milling process, alloying occurs as a result of repeated breaking up and joining (weld-
ing) of the component particles. The process can prepare highly metastable structures
such as amorphous alloys and nanocomposite structures with high flexibility. Scaling
up of synthesized materials to industrial quantities is easily achieved in this process,
but purity and homogeneity of the structures produced remains a challenge. In addi-
tion to erosion and agglomeration, high-energy milling can provoke chemical reac-
tions that are induced by the transfer of mechanical energy, which can influence
the milling process and the properties of the product. This idea is used to prepare
magnetic oxide-metal nanocomposites via mechanically induced displacement reac-
tions between a metal oxide and a more reactive metal [12,13]. High-energy ball
milling can also induce chemical changes in nonmetallurgical systems, including si-
licates, minerals, ferrites, ceramics, and organic compounds. The interest in mechan-
ical alloying as a method to produce nanocrystalline materials is due to the simplicity
of the method and the possibility for scaled-up manufacturing.
Displacement reactions between a metal oxide and a more reactive metal can be

induced by ball milling [14]. The reaction may progress gradually, producing a nano-
composite powder. In some cases, the reaction progresses gradually, and a metal/me-
tal-oxide nanocomposite is formed. Milling may also initiate a self-propagating com-

Fig. 1.3 Schematic of the for-

mation process of typical nano-

composite microstructures by

the mechanical alloying method.

(Source [230, 11] used with

permission)

1 Bulk Metal and Ceramics Nanocomposites6
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bustive reaction [15]. The nature of such reactions depends on thermodynamic para-
meters, the microstructure of the reaction mixture, and the way the microstructure
develops during the milling process. The mechanical stresses developed during
high impact hits can also initiate combustion in highly exothermic systems, melting
the reaction mixture and destroying the ultrafine (nanocrystalline) microstructure.
Milling mixtures of ceramic and metal powders can induce mechanochemical reac-
tions, and this process is an efficient way of producing nanocermets [16]. Depending
on the thermodynamics of the metal/metal-oxide systems and the kinetics of the ex-
change (displacement) reactions during processing, various nanocomposite systems
could evolve. As an example, the reduction of metal oxides with aluminum during
reactive ball milling can result in nanocomposites of Al2O3 and metallic alloys (Fe,
Ni, Cr; particularly binary alloy systems), and such ceramics with ductile metal inclu-
sions produce toughened materials with superior mechanical properties [17]. These
nanocomposite materials also have better thermomechanical properties, such as high-
er thermal shock resistance, due to better metal–ceramic interfacial strength.
Ball milling by direct milling of a mixture of iron and alumina powders has been

used to prepare nanocomposites with magnetic phases, such as nanoparticles of iron
embedded in an insulating alumina matrix [18]. The average particle size can be re-
duced to the 10-nm range, as indicated by x-ray diffraction linewidths and electron
microscopy. The magnetic properties of this system (e.g., saturation magnetization
and coercivity) can be tailored by changing the phase composition, particle size,
and the internal stresses accumulated during milling. In this system, the iron nano-
particles were formed with lattice strains of about 0.005; coercivities up to 400 Oe were
achieved. The magnetization of the iron particles is 25%–40% less than that expected
for bulk iron. Systems of smaller magnetic particles embedded in a nonmagnetic ma-
trix can be prepared by high-energy ball milling [19]. For example, nanocomposites of
Fe3O4 particles dispersed in Cu have been prepared by ball milling a mixture of Fe3O4

and Cu powders directly, as well as by enhanced ball milling-induced reaction between
CuO and metallic iron [20]. Both processes result in magnetic semi-hard nanocom-
posites with a significant superparamagnetic fraction, due to the very small particle
sizes of the dispersed magnetic phase. In situ chemical reactions provide a means to
control the ball milling process and to influence the microstructure and magnetic
properties of the product. Nanocomposite magnets (such as hard magnetic SmCoFe
phases in soft magnetic Fe/Co systems), discussed in detail later in this chapter, are
routinely prepared by mechanical milling and heat treatment. The metastable nano-
crystalline/amorphous structures inherently obtained in mechanically alloyed pow-
ders result from repeated deformation and fracture events during collisions of pow-
ders with the balls. Plastic deformation in powders initially occurs through the forma-
tion of shear bands, and when high dislocation densities are reached, the shear bands
degenerate into randomly oriented subgrains. The large surface area of the nanocrys-
talline grains often helps in the transformation of crystalline into amorphous struc-
tures [21]. Deformation-induced defect density and the local changes in temperature
due to impacts affect the diffusion coefficients of the several species involved during
themilling process. In fact, the final microstructure and stoichiometry ofmechanically
milled samples often reflects the competing processes ofmilling-induced disorder and

1.2 Ceramic/Metal Nanocomposites 77
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diffusion-limited recovery, rather than being solely dependent on the starting material
(e.g., depending on whether the starting mixtures are pre-alloyed or in their elemental
forms).

1.2.2

Nanocomposites from Sol–Gel Synthesis

Aerogels, due to their high-porosity structure, are clearly an ideal starting material for
use in nanocomposites. Aerogels are made by sol–gel [22,23] polymerization of se-
lected silica, alumina, or resorcinol-formaldehyde monomers in solution and are ex-
tremely light (densities �0.5–0.001 g cc-1) but highly porous, having nanosize pores.
In nanocomposites derived from aerogels, the product consists of a ‘substrate’ (e.g.,
silica aerogel) and one or more additional phases (of any composition or scale). In the
composites, there is always at least one phase whose physical structures have dimen-
sions on the order of nanometers (the particles and pores of the aerogel). The addi-
tional phases may also have nanoscale dimensions or may be larger. The systemsmost
commonly made are silica-based nanocomposite systems [24], but this approach can
be extended to other aerogel (alumina, etc.) precursors.
Aerogel nanocomposites can be fabricated in various ways, depending on when the

second phase is introduced into the aerogel material. The second component can be
added during the sol–gel processing of the material (before supercritical drying). It
can also be added through the vapor phase (after supercritical drying), or chemical
modification of the aerogel backbone may be effected through reactive gas treat-
ment. These general approaches can produce many varieties of composites. A non-
silica material is added to the silica sol before gelation. The added material may be
a soluble organic or inorganic compound, insoluble powder, polymer, biomaterial,
etc. The additional components must withstand the subsequent processing steps
used to form the aerogel (alcohol soaking and supercritical drying). The conditions
encountered in the CO2 drying process are milder than in the alcohol drying process
and are more amenable to forming composites. If the added components are bulk
insoluble materials, steps must be taken to prevent its settling before gelation. The
addition of soluble inorganic or organic compounds to the sol provides a virtually
unlimited number of possible composites. Two criteria must be met to prepare a com-
posite by this route. First, the added component must not interfere with the gelation
chemistry of the aerogel precursor. Possible interference is difficult to predict in ad-
vance, but it is rarely a problem if the added component is reasonably inert. The second
problem is the leaching out of the added phases during the alcohol soak or supercri-
tical drying steps. This problem can be a significant impediment if a high loading of
the second phase is desired in the final composite. When the added component is a
metal complex, it is often useful to use a chemical binding agent that can bind to the
silica backbone and chelate the metal complex. Many use this method to prepare na-
nocomposites of silica aerogels or xerogels. After the gel is dried, the resulting nano-
composite consists of an aerogel with metal atoms or ions uniformly (atomically) dis-
persed throughout the material. Thermal post-processing creates nanosize metal par-
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ticles within the aerogel matrix. Such composites can have many applications. An
example is their use as catalysts for gas-phase reactions or for catalyzed growth of
nanostructures.
Vapor phase infiltration through the open pore network of aerogels provides another

route [25] to creating various forms of aerogel-based nanocomposites; almost any com-
pound can be deposited uniformly throughout an aerogel. In fact, adsorbed materials
in silica aerogels can be modified into solid phases by thermal or chemical decom-
position. The same is true for materials that have a porous interior structure, such

Fig. 1.4 (a) Microstructure of aerogel-encapsulated phase nanocomposite. (b) Left

image of three pieces of nanocomposites shows silica aerogel samples that have been

coated with silicon nanoparticles by chemical vapor methods. The composites emit red

light when excited with ultraviolet light. Right image of six pieces of nanocomposites

prepared by adding metal salts or other compounds to a sol before gelation; they show

different colors depending on the metal species present. The deep blue aerogel contains

nickel; the pale green, copper; the black, carbon and iron; the orange, iron oxide. (Source,

the silica aerogel photo gallery [231] used with permission)
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as zeolites. The nanosize pores within these porous hosts can be utilized for depositing
a second phase by chemical or vapor phase infiltration and thermal decomposition.
Recently, single-walled carbon nanotubes have been deposited within pores of zeolites
to create nanocomposite materials that have unique properties, such as superconduc-
tivity [26].
Some examples of nanocomposites (Figure 1.4) that have been created out of silica-

based aerogel matrices are the following:
Silica aerogel/carbon composites [27]: These can be made by the decomposition of

hydrocarbon gases at high temperatures. The fine structure of aerogels allows the
decomposition to take place at a low temperatures (200–450 8C). Carbon loadings
of 1%–800% have been observed. The carbon deposition is uniform throughout
the substrate at lower loadings, but at higher loadings, the carbon begins to localize
at the exterior surface of the composite. These nanocomposites have interesting prop-
erties, such as electrical conductivity (above certain loadings) and higher mechanical
strength relative to the aerogel.
Silica aerogel/silicon composites [28]: Thermal decomposition of various organosilanes

on a silica aerogel forms deposits of elemental silicon. In this case, rapid decomposi-
tion of the silane precursor leads to deposits localized near the exterior surface of the
aerogel substrate. The nanocomposite, with 20–30-nm diameter silicon particles, ex-
hibits strong visible photoluminescence at 600 nm.
Silica aerogel/transition-metal composites [29]: Organo/transition-metal complexes

can be used to deposit metal compounds uniformly through the aerogel volumes.
The compounds can be thermally decomposed to their base metals. These intermedi-
ate composites, due to the disperse nature of the metallic phase and hence their high
reactivity, can be converted to metal oxides, sulfides, or halides. The loading of the
metallic phase can be changed by repeated deposition steps. The nanocomposites
contain crystals of the desired metal species with sizes in the range of 5–100 nm
in diameter.

Fig. 1.5 Photoluminescence

intensity (irradiance) vs. oxygen

pressure (concentration gives a

similar plot) at two temperatures

measured with a prototype sen-

sor made of silica aerogels. The

photoluminescence intensity is

indirectly proportional to the

amount of gaseous oxygen

within the aerogel. The quench-

ing of photoluminescence by

oxygen is observed in many

luminescent materials. Source

[232] used with permission)
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The chemical structure of the silica (or other oxide) backbone of an aerogel can also
be easily modified. For example, silica aerogel surfaces can be partially reduced by
hydrogen. The resulting composite consists of thin interior surface layers of oxy-
gen-deficient silica (SiOx). This material exhibits strong visible photoluminescence
at 490–500 nm when excited by ultraviolet (330 nm) light. The chemical process
used to change the surface characteristics of the aerogel does not alter the physical
shape or optical transparency of the original structure. This composite is the founda-
tion for the aerogel optical oxygen sensor [30] (Figure 1.5), which is based on the fact
that the intensity of photoluminescence is indirectly related to the oxygen concentra-
tion in the nanocomposite.

1.2.3

Nanocomposites by Thermal Spray Synthesis

Thermal spray processing is a commercially relevant, proven technique for processing
nanostructured coatings [31]. Thermal spray techniques are effective because agglom-
erated nanocrystalline powders are melted, accelerated against a substrate, and
quenched very rapidly in a single step. This rapid melting and solidification promotes
the retention of a nanocrystalline phase and even amorphous structure. Retention of
the nanocrystalline structure leads to enhanced wear behavior, greater hardness, and
sometimes a reduced coefficient of friction compared to conventional coatings.
Figure 1.6 shows a generalized thermal spray process [32]. To form the starting

powders, conventional powders can be cryomilled to achieve a nanocrystalline struc-
ture [33–35]. Under the right conditions, for example, Fe alloyed with Al, precipitates
form, and these precipitates stabilize the nanoscale grain structure to 75% of the melt-
ing temperature of the pure metal. Pure metals (except for aluminum) require some
alloying before the nanocrystalline structure is stable at elevated temperatures [36]. For
WC/Co and Cr3Cr2/NiCr, the hard particles are broken into nanometer-size grains,
and they are embedded in the binder [37, 38]. Other systems have also been milled
for thermal spraying, such as steel [39] and NiCr/Cr3C2. In all cases, there appears to be
some nitrogen or oxygen contamination.
The nanoscale powders, prepared by various techniques, must be agglomerated so

that grains on the order of 50 nm can be introduced into the thermal spray gun. Unlike
sintering of ceramics, this agglomeration does not prevent full densification. A reason-
ably narrow particle size distribution ensures uniform heating. Nanocrystalline feed-
stock is generally injected internally (inside the torch), but powders can be injected
externally. The type of flame or jet produced depends on the thermal spray techni-
que, and within each technique, gas heating and gas flow parameters can control
the velocity and temperature profile. The temperature and velocity profile, combined
with the spray distance (the distance from the end of the nozzle to the substrate),
control the temperature that the powders reach. Successive impact of particles in a
molten or viscous state on the substrate or on previously deposited layers of material
forms a coating.
The ability to maintain the nanocrystalline structure during processing and upon

consolidation is critical to improving its properties because it is the nanoscale micro-
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structure that leads to the unique properties. Several parameters are critical: (a) The
thermal stability of the agglomerated powders: nanocrystalline materials can experi-
ence grain growth at temperatures well below the temperatures observed for conven-
tional materials. The high surface area drives this growth. (b) The degree of melting
that occurs in flight: this can be controlled by the spray distance, the temperature of the
jet, and the velocity of the jet, and optimal parameters are determined primarily by
experiment. (c) The cooling rate: a high cooling rate leads to high nucleation and
slow grain growth, which promotes the formation of nanocrystalline grains. The sys-
tems that tend to maintain their nanocrystalline structure even at elevated temperature
are apt to have impurities or a second phase that stabilize the grain structure [40]. For
example, cryomilling often results in nanoscale particles (oxides, nitrides, or oxyni-
trides) [41] that fix the grain boundaries. In addition, significant impurities or excess
solute atoms at the grain boundaries also limit grain growth [42, 43].
Plasma spraying and high velocity oxy fuel (HVOF) processes are the most widely

used thermal spray methods for producing nanocrystalline and nanocomposite coat-
ings. In plasma spraying, an electric arc is used to ionize an inert gas to produce a
highly energetic thermal plasma jet with gas temperatures and velocities of approxi-
mately 11000 K and 2000ms-1. Vacuum plasma spraying and low-pressure plasma
spraying have been used to effectively process WC/Co nanocomposite coatings.
Use of HVOF involves an internal combustion chamber in which fuel (hydrogen,
propylene, acetylene, propane) is burned in the presence of oxygen or air (HVAF).
This results in a hypersonic gas velocity. The particle velocities are higher than the
800ms-1 achieved with plasma spray, and the thermal energy is lower (it may reach
3000 K), which reduces superheating and particle vaporization. The high speed and

Thermal spray
source

TTorch variables
-  power
-  type of thermal energy
-  gas flow
-  gas composition
-  temperature
-  cooling

Feedstock variables
-  powder type
-  powder size and shape
-  carrier gas: flow and velocity
-  injection geometry

Jet variables
-  jet exit velocity and temperature
-  particle velocity and temperature
-  particle trajectory

Substrate variables
-  substrate type
-  substrate temperature

Particle variables
-  impact energy
-  impact angle
-  solidification state
-  rheology
-  morphology

Spray Distance

Cooling
mechanismi

Fig. 1.6 Schematic for a generalized thermal spray

process, showing the different variables used. The

qualities of the coatings (bonding to the substrate,

microstructure of the coating, hardness, wear re-

sistance, etc.) are affected by a multidimensional

parameter space
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low temperatures result in more strongly adhering and more homogeneous coatings
with lower oxide content.
WC/Co coatings are of great interest because they already exhibit excellent wear

properties. Nanostructuring further increases the wear resistance and decreases
the coefficient of friction. Thermally sprayed WC/Co coatings, however, do not always
exhibit improved properties. WC/Co coatings sprayed via HVOF exhibited decreased
wear resistance due to decomposition of the carbide phase during spraying [44]. Na-
nostructured powders reach temperatures almost 500 8 higher than their conventional
counterparts. Vacuum plasma spraying, however, resulted in coatings with signifi-
cantly improved wear resistance and lower coefficient of friction, presumably because
the Ar atmosphere prevented oxidation of the carbide phase [45].
Cr3C2/NiCr composites are also used in applications where wear resistance is re-

quired, but they have an added advantage over WC/Co, which has excellent corrosion
resistance. Nanostructuring of these coatings has also resulted in improved hardness
and scratch resistance, as well as reduced coefficient of friction. The improved homo-

Fig. 1.7 Microstructures of

thermal-sprayed Cr3C2/NiCr

coatings. Top micrograph shows

conventional coating and bot-

tom micrograph shows nano-

composite microstructure.

A uniform, dense microstructure

is observed in the nanostruc-

tured coatings, compared to an

inhomogeneous microstructure

in the conventional coating.

(Source [37] used with permis-

sion)
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geneity of these structures, as well as a high density of Cr2O3 nanoparticles (formed by
oxidation during the thermal spray process), compared to conventional materials,
cause the improved properties. Figure 1.7 shows an example of the improved homo-
geneity of nanostructured coatings. Ceramics such as alumina/titania and zirconia
have also been thermally sprayed, and the nanostructured powders have lead to sub-
micron final grain sizes in the coatings. Key to achieving excellent properties is mini-
mizing the degree of melting [46] so as to maintain the nanostructure in the final
coating. On the other hand, significant deformation or splatting of the particles is
required upon impact, to assure a large surface contact between the particles [47].
Thus, some melted particles lend well to continuous, good-quality coatings.

1.3

Metal Matrix Nanocomposites

During the past decade, considerable research effort has been directed towards the
development of in situ metal-matrix composites (MMCs), in which the reinforce-
ments are formed by exothermal reactions between elements or between elements
and compounds [48]. With this approach, MMCs with a wide range of matrix materi-
als (including aluminum, titanium, copper, nickel, and iron), and second-phase par-
ticles (including borides, carbides, nitrides, oxides, and their mixtures) have been pro-
duced. Because of the formation of stable nanosized ceramic reinforcements, in situ
MMCs exhibit excellent mechanical properties.
MMCs are a kind of material in which rigid ceramic reinforcements are embedded

in a ductile metal or alloy matrix. MMCs combine metallic properties (ductility and
toughness) with ceramic characteristics (high strength andmodulus), leading to great-
er strength to shear and compression and to higher service temperature capabilities.
The attractive physical and mechanical properties that can be obtained with MMCs,
such as high specific modulus, strength, and thermal stability, have been documented
extensively. Interest in MMCs for use in the aerospace and automotive industries and
other structural applications has increased over the past 20 years. This increase results
from the availability of relatively inexpensive reinforcements and the development of
various processing routes that result in reproducible microstructure and properties.
The family of discontinuously reinforced MMCs includes both particulates and

whiskers or short fibers. More recently, this class of MMCs has attracted considerable
attention as a result of (a) availability of various types of reinforcement at competitive
costs, (b) the successful development of manufacturing processes to produce MMCs
with reproducible structure and properties, and (c) the availability of standard or near-
standard metal working methods, which can be utilized to fabricate these composites.
The particulate-reinforced MMCs are of particular interest due to their ease of fabrica-
tion, lower costs, and isotropic properties. Traditionally, discontinuously reinforced
MMCs have been produced by several processing routes such as powder metal-
lurgy, spray deposition, mechanical alloying (MA), and various casting techniques.
All these techniques are based on the addition of ceramic reinforcements to the matrix
materials, which may be in molten or powder form. For conventional MMCs, the
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reinforcing phases are prepared separately prior to the composite fabrication. Thus,
conventional MMCs can be viewed as ex situ MMCs. In this case, the scale of the
reinforcing phase is limited by the starting powder size, which is typically on the order
of micrometers to tens of micrometers and rarely below 1 lm. Other main drawbacks
that must be overcome are interfacial reactions between the reinforcements and the
matrix and poor wettability between the reinforcements and the matrix due to the
surface structure of the reinforcements as well as to contamination.
The properties of MMCs are widely recognized to be controlled by the size and

volume fraction of the reinforcements as well as by the nature of the matrix/reinforce-
ment interfaces. An optimum set of mechanical properties can be obtained when fine,
thermally stable ceramic particulates are dispersed uniformly in the metal matrix.
Efforts have been made to meet such requirements and have led to the development
of novel composites – in situ MMCs in which the reinforcements are synthesized in a
metallic matrix by chemical reactions between elements or between element and com-
pound during fabrication of the composite. Compared with conventional MMCs pro-
duced by ex situ methods, in situ MMCs exhibit the following advantages: (a) forma-
tion of reinforcements that are thermodynamically stable in the matrix, leading to less
degradation in elevated-temperature services; (b) reinforcement/matrix interfaces that
are clean, resulting in strong interfacial bonding; (c) the formation of reinforcing par-
ticles of a finer size with a more uniform distribution in the matrix, which yields better
mechanical properties.
The great potential that in situ metal matrix nanocomposites offer for widespread

applications has resulted in the development of a variety of processing techniques for
production during the past decade. Using these routes, in situ composites with a wide
range of matrix materials (including aluminum, titanium, copper, nickel, and iron)
and second-phase particles (including borides, carbides, nitrides, oxides, and their
mixtures) have been produced. Particularly attractive among the several techniques
available for synthesizing MMCs are the solidification processes in which the reinfor-
cing particles are formed in situ in the molten metallic phase prior to its solidification.
What makes them so attractive is their simplicity, economy, and flexibility. The judi-
cious selection of solidification processing techniques, matrix alloy compositions, and
dispersoids can produce new structures and affect a unique set of useful engineering
properties that are difficult to reach in conventional monolithic materials. Specifically,
the solidification conditions that are present during processing play an important role
in dictating the microstructure and the mechanical and physical characteristics of
these structures. Microstructure refinement arising from rapid solidification proces-
sing (RSP) offers a potential avenue for alleviating solute segregation and enhancing
dispersion hardening by substantially reducing the size of the reinforcing phases and
modifying their distribution in the matrix. As example, RSP of Ti/B or Ti/Si alloys
accompanied by large undercoolings and high cooling rates is very effective in produ-
cing in situ Ti-based nanocomposites containing large volume fractions of reinforcing
particles [49]. These particles are formed in situ in Ti/B or Ti/Si alloys either upon
solidification or, subsequently, by controlled decomposition of the resulting supersa-
turated solid solutions.
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More recently, several workers have used the RSP route [50] to fabricate in situ TiC
particulate-reinforced Al-based composites. In their work, master material ingots were
prepared by melting a mixture of Al, Ti, and graphite powder in a graphite-lined in-
duction furnace under an argon atmosphere, followed by direct chill cast. Chill block
melt spinning was used to prepare rapidly solidified samples in ribbon form. These
ribbons were further milled into powders (100 � 250 lm), which were subsequently
canned and degassed and then extruded into rods. In situ formed TiC particles of 40�
80 nm were reported to be distributed uniformly in the aluminummatrix with a grain
size of 0.3 � 0.85 lm. The authors reported that RSP can significantly refine the
microstructure of the composites. For TiC/Al composites, the microstructure is often
characterized by the presence of agglomerated TiC particles. These particles, with a
size of 0.2� 1.0 lm, accumulate at the Al subgrain or the grain boundaries. The larger
particles have polyhedral morphology, and the smaller ones are round or globular. In
comparison, typical rapidly solidified microstructures consist of a uniform, fine-scale
dispersion of TiC particles with a size of 40� 80 nm in an Al supersaturated matrix of
0.30 � 0.85 lm grain size. One main advantage of RSP is its ability to produce alloy
compositions not obtainable by conventional processing methods. Furthermore, RSP
materials have excellent compositional homogeneity, small grain sizes, and homoge-
neously distributed fine precipitates or dispersoids.
The homogeneity of composite materials is crucially important to high-performance

engineering applications such as in the automotive and aircraft industries. A uniform
reinforcement distribution in MMCs is essential to achieving effective load-bearing
capacity of the reinforcement. Nonuniform distribution of reinforcement can lead
to lower ductility, strength, and toughness of the composites. Nanoscale ceramic par-
ticles synthesized in situ are dispersed more uniformly in the matrices of MMCs,
leading to significant improvements in the yield strength, stiffness, and resistance
to creep and wear of the materials. For example, in situ fabrication of TiC-reinforced
Al, Al/Si, and Al/Fe/V/Si matrix composites by the RSP route is far more effective in

Fig. 1.8 Increase in strength (r) of in-situ fabri-

cated TiC-reinforced Al nanocomposites with in-

creasing volume fractions or decreasing diameters

of dispersed-phase (TiC) particles. (Source [50]

used with permission)
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improving the tensile properties of these composites, due to the formation of a refined
microstructure. The in situ composites exhibit excellent strength at room temperature
and elevated temperatures. The values of strength (r) increased with increasing vol-
ume fractions or decreasing diameters of dispersed-phase (TiC) particles (Figure 1.8).
When the volume fraction of dispersed particles is about 15–30 vol % and the particle
diameters 40–80 nm, the values of r are 120–270 MPa and 200–350 MPa, respec-
tively (Figure 1.8).
Nanocrystalline materials in general are single- or multi-phase polycrystals with

grain sizes in the nanometer range. Owing to the extremely small dimensions,
many properties of nanocrystalline samples are fundamentally different from, and
often superior to, those of conventional polycrystals and amorphous solids. For exam-
ple, nanocrystalline materials exhibit increased strength or hardness, improved duc-
tility or toughness, reduced elastic modulus, enhanced diffusivity, higher specific heat,
enhanced thermal expansion coefficient, and superior soft magnetic properties in
comparison with conventional polycrystalline materials [51]. Crystallizing completely
amorphous solids under proper heat treatment conditions can result in formation of
nanocrystalline materials. However, controlled crystallization of amorphous alloys can

Tab. 1.1 Typical magnetic properties of nanocrystal/amorphous

composites and amorphous alloys. Alloy 1: Fe73.5 Cu1 Nb3 Si13.5 B9

(at. %). Alloy 2: Fe73.5 Cu1 Nb3 Si16.5 B6 (at. %).

Core loss: 100 kHz, 0.2 T [52].

Alloy t

(lm)

Bs

(T)

Br /Bs

(%)

Hc

(A m-1)

lc

(1 kHz)

Core loss

(kW/m-3)

ks

(�10-6)

Curie temp.

(K)

Alloy 1 18 1.24 54 0.53 100000 280 +2.1 843

Alloy 2 18 1.18 58 1.1 75000 280 � 0 833

Fe/Si/B/M 20 1.41 16 6.9 6000 460 +20 631

Co/Fe/Si/B/M 18 0.53 50 0.32 80000 300 � 0 453

Fig. 1.9 Compressive stress–

strain curves of amorphous

and partly crystallized

Zr57Al10Cu20Ni8Ti5 alloy nano-

composite (a) as-cast, (b) 40 vol.

% nanocrystals, (c) 45 vol. %

nanocrystals and (d) 68 vol. %

nanocrystals. The sample con-

taining a volume fraction of 40%

nanocrystals (b) seems to pro-

vide the best compromise be-

tween strength and ductility.

(Source [53] used with permis-

sion)
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be used to obtain partially crystallized materials with nanosized crystallites embedded
in the residual amorphous matrix. This special nanocrystal/amorphous nanocompo-
site structure allows the materials to exhibit excellent mechanical or magnetic proper-
ties. The Fe/Cu/Nb/Si/B alloys are a good example of this type of material. The Fe/Si/
B/M (M: additives) alloys properly prepared by annealing amorphous alloys and hav-
ing bcc Fe solid solution and 10-nm-diameter nanostructures embedded in the resi-
dual amorphous matrix, show excellent soft magnetic properties (Table 1.1). The na-
nocrystal/amorphous composite shows high saturation flux density, lowmagnetostric-
tion, and excellent soft magnetic properties. This nanocomposite, therefore, is ex-
pected to find use in many kinds of magnetic devices such as choke coils and trans-
formers.
Production of bulk nanostructured composites with amorphous matrices has been

carried out by die casting and mechanical alloying and subsequent consolidation at
elevated temperatures in Zr-based alloys [53]. The distribution of finely dispersed na-
nocrystals increases the flow stress significantly. For example, a Zr57Al10Cu20Ni8Ti5
sample containing a volume fraction of 40% nanocrystals (Figure 1.9, curve b) seems
to provide the best compromise between strength and ductility.

1.4

Bulk Ceramic Nanocomposites for Desired Mechanical Properties

Over the past half century, ceramics have received significant attention as candidate
materials for use as structural materials under conditions of high temperature, wear,
and chemical attack that are too severe for metals. However, one characteristic of these
ceramics that has prevented them from being widely used is their inherent brittleness.
Thus, significant scientific effort has been directed towards making ceramics more
flaw-tolerant through design of their microstructure. An important example of
high-toughness structural ceramics is self-reinforced silicon nitrides, which were first
developed during the 1970s [54]. These materials have high toughness and room-tem-
perature strength, along with good resistance to corrosion and oxidation. However,
their high-temperature (>1000 8C) strength is compromised by low creep resistance
and the occurrence of subcritical crack growth. These phenomena are caused by the
softening of a glassy phase that is located at the grain boundaries as the temperature is
increased. A possible way to overcome this problem is the fabrication of Si3N4/SiC
nanocomposites [55]. Also, several approaches have been used to improve the proces-
sability (the sinterability of these materials is rather poor) and high-temperature prop-
erties of monolithic silicon nitrides, with limited success.
Considerable attention has been devoted to ‘functionally graded nanocomposite ma-

terials’, for which gradually varying the dispersion (nanoparticles) to matrix ratio in
chosen directions continuously changes the material. An example of such a material is
SiC dispersions in a C (pyrolytic graphite) matrix, which has served well as thermal
barriers on the space shuttle due to its excellent resistance to oxidation and thermal
shock. One route to preparing these composite systems is by chemical vapor deposi-
tion using multicomponent gas reactions. For example, 10–100-nm sized SiC disper-
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sions can be prepared with pyrographite using precursors of SiCl4/C3H8/H2 or SiCl4/
CH4 in CVD. The entire range of compositions from carbon to SiC has been prepared
by this method [56]. Changing the deposition conditions can control the morphologies
of the second phase and hence the microstructure of the composites; this control in-
fluences the mechanical properties of the material. Nanocrystalline carbide-embedded
composites, particularly those with amorphous or diamond-like carbon matrices, can
be considered for tribological applications. The challenges here are to minimize for-
mation of the sp2 soft graphite-like phase during synthesis and to retain a high fraction
of the hard a-C matrix. Pulsed laser deposition (in which laser-ablated plumes from
graphite are intercepted by a low-energy metal plasma produced by magnetron sput-
tering) [57] at near room temperature has been used successfully to create �10 nm
TiC/TiCN nanocrystals embedded uniformly in a-C with diamond-like characteris-
tics. Hardness values as high as 60 GPa, coefficient of friction values as low as
0.1, and high toughness values have been achieved in these films, which have
high tribological value and possible applications in surface-protection coating technol-
ogies. The two-phase heterogeneous structure in the nanocomposites provides crack
deflectionmechanisms, reducing the tendency toward easy brittle failure in these hard
composites.
Significant interest was generated in 1991 whenNiihara [58] reported large improve-

ments in both the fracture toughness and the strength of materials with a unique
microstructure: ceramics with nanometer-range particles (20–300 nm) embedded
within a matrix of larger grains and at their grain boundaries. These ceramics report-
edly showed up to 200% improvement in both strength and fracture toughness, better
retention of strength at high temperatures, and better creep properties. Materials like
SiC, Al2O3, ZrO2 and Si3N4 are excellent candidates for demanding structural applica-
tions due to their mechanical and thermomechanical properties (Figure 1.10) [59]. The
incorporation of fine SiC and Si3N4 particles (smaller than 300 nm) in an alumina

Fig. 1.10 Mechanical properties of a SiC/zirconia-toughened mullite nano-

composite as a function of nanosized SiC content. (Source [59] used with

permission)
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(Al2O3, a structural ceramic material) matrix first demonstrated the concept of struc-
tural nanocomposites. The dispersion of these particles improved the fracture tough-
ness from 3 to 4.8 MPa m1/2 and the strength from 350 to 1050 MPa at only 5 vol. %
additions of SiC [60]. The bending strength of such composite was also measured to be
� 1 GPa. Further improvements in strength to about 1500 MPa were achieved by
annealing the samples at 1300 8C. The high strengths were maintained to about
1000 8C. For Si3N4/SiC nanocomposites, several processing techniques have been
used, including conventional powder processing, sol–gel processing, and polymer
precursor processing; the SiC particles can originate from admixed commercial
SiC powders, SiCN powders produced by plasma synthesis, in situ reaction pyrolysis
of carbon-coated Si3N4 particles, and pyrolysis of a polycarbosilane based on SiCN
precursor. An example of conventional processing is co-milling of the solid precursor
powder materials followed by hot pressing, which produces nanocomposites posses-
sing both inter- and intra- granular SiC particles [61]. Intragranular particles are most
effective in toughening the material, because they are mainly responsible for crack
deflection and crack impediment. Intergranular particles are often detrimental (in-
itiating cracks), but they could provide some advantages by grain refinement during
processing. The toughness of the composite depends on the volume fractions of these
two types of dispersoids, and controlling these fractions precisely is challenging. In
polymer-based processing, a mixture of Si3N4 powder, sintering additives, and poly-
methylphenylsilane is pyrolyzed at �1000 8C in Ar and sintered in nitrogen. Another
possibility is preparing an amorphous Si/N/C powder by crosslinking and pyrolysis of
polymethylsilazane [62]. Whereas the conventional process leads to a micronanostruc-
ture with nano-sized SiC dispersions mainly inside Si3N4 grains, the polymer-proces-
sing route results in atto (nano-nano) structures. Hybrid polymer/powder processing
can also be applied to other composite microstructures such as Al2O3/SiC. Coating a
silicon-containing polymer (polycarbosilane) onto alumina powder, followed by pyr-
olysis, can result in a finer SiC nanophase [63]. Novel, superior processing routes
can be used to prepare well dispersed ceramic nanocomposites, for example
Al2O3/SiC. Colloidal consolidation and reaction sintering is one such process [64]:
micro-size particles of the two phases are colloidally dispersed and consolidated to
form uniform compacts. The SiC phase particles are then oxidized to reduce them
to nanometer-size cores. The interfacial reaction between the oxidized SiC particles
and the alumina matrix produces mullite. The advantage of this process is that particle
sizes need not be brought down to nanoscale by milling and can be controlled well by
oxidation. Also, due to the volume increase that occurs during reaction sintering,
shrinkages often seen during sintering are small.
Materials fabricated from polymer-derived powders made by hot pressing have

yielded the best mechanical properties. These techniques are expensive and limit
the shapes that can be fabricated. Gas-pressure sintering or pressure-less sintering
are the most attractive processing techniques. However, to date, research on gas-pres-
sure sintering has used mixed powders, which result in poor powder dispersion, ag-
glomeration of SiC, and changes in the glass phase chemistry due to reaction with SiC.
Thus, the focus for future processing rests on routes that produce commercially viable
powders with uniform dispersion of SiC particles (with controlled size and volume
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fraction) that can be fabricated into dense components by gas-pressure or pressure-less
sintering. The effects of reinforcement on the mechanical properties of silicon nitride
nanocomposites is not well understood. As with the Al2O3/SiC nanocomposites, the
presence of the SiC at the grain boundaries restricts grain growth, resulting in the
formation of a matrix of finer Si3N4 grains. In fact, at higher volume percent of re-
inforcements, grain growth is reported to be severely restricted, resulting in fine a-
Si3N4 grains and a composite showing superplastic (large strain to failure) beha-
vior. The ‘nanosize’ strengthening and toughening effect due to thermal expansion
mismatch proposed for Al2O3/SiC composites needs to be critically examined for
Si3N4/SiC composites: the difference between the thermal expansion coefficients
of Si3N4 and SiC is small and in the opposite sense as in Al2O3/SiC. The presence
of a liquid phase in Si3N4 and its composites further complicates matters: reactions
between the reinforcements and the liquid phase could alter its composition and quan-
tity, thus changing the sintering behavior and creep resistance. Thus, a more funda-
mental understanding of the effect of nanosized SiC reinforcements on the behavior
of Si3N4 matrix composites is required. In particular, systematic studies of the effects
of reinforcement size and volume fraction on the microstructure, processing, and
properties of these nanocomposites are needed. Such studies exist for composites
in which the reinforcement size is in the several-micron range, and in these stu-
dies, both the reinforcement size and volume fraction significantly affect the fracture
toughness and strength [65].
For unreinforced Si3N4 ceramics, there is sufficient evidence that creep in the liquid

phase-sintered materials is controlled by grain boundary transport and sliding. Thus,
the incorporation of fine reinforcements at the grain boundaries may improve creep
resistance [66]. The amount and viscosity of the intergranular phase due to chemical
reactions and accelerated crystallization, the hindrance of grain-boundary sliding due
to fixing by SiC particles, and the obstruction of easy diffusion paths by the SiC par-
ticles explain the better creep resistance of the nanocomposites [67]. For Al2O3/SiC
nanocomposites, the better creep resistance (5 vol. % SiC nanoparticles reduces
the tensile creep of Al2O3 by 2–3 orders of magnitude) is explained by SiC nanopar-
ticles fixing the grain boundaries, resulting in less grain-boundary sliding, a small
viscoelastic contribution to creep, and enhanced grain-boundary strength, allowing
plastic deformation of grains through dislocation motion [68]. The presence of non-
bridged grain boundaries causes a rearrangement of the microstructure due to initial
grain sliding. But this initial sliding process is stopped easily as boundaries fixed by the
SiC nanoparticles are encountered; hence, only lattice mechanisms based on disloca-
tion motion or, to a lesser extent, viscoelastic mechanism, contribute to creep. How-
ever, in general, the studies on nanocomposites and the exact mechanisms of creep
resistance have not been entirely conclusive, and systematically investigating the ef-
fects of various microstructural parameters as a functions of particle size, oxidation,
and volume of the dispersed phase is desirable. An additional factor that needs careful
control is the volume fraction of reinforcements on the grain boundary as opposed to
within the grain. The erosion properties of such composites also deservemention. The
residual surface stress induced by grinding and polishing nanocomposites (e.g.,
Al2O3/SiC) and monolithic alumina are quite different, and studies show that the
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residual surface stress in the nanocomposite is more sensitive to surface treatment
than that in the corresponding monolithic structure. Direct observations by transmis-
sion electron microscopy suggest that deformation micromechanisms, from twinning
in the alumina to dislocation generation in the nanocomposite, dominate the plastic
deformation induced by the surface treatments.
Crack-tip bridging by particles is a primary mechanism of strengthening ceramic

nanocomposites. Small brittle particles (for example, silicon carbide particles in Al2O3/
SiC composites) cause crack tip bridging at small distances behind the cracks [69].
Residual stresses around the particles cause the strengthening mechanism to operate
effectively even at small volume fraction loading of SiC. The increase in the nanocom-
posite strength due to the reduction in the critical flaw size is achieved by the fine
dispersion of nanoparticles [70]. Intergranular fracture, which is responsible for frac-
ture in monolithic alumina, is suppressed in the nanocomposite, because the crack
extension along grain boundaries is suppressed by particles that strongly bond the
matrix–matrix interfaces. Hence, transgranular fracture is a common mode of frac-
ture in nanocomposites. Tensile stresses in the intragranular particles induce the
cracks to extend to the particles, leading to particle bridge toughening.
Finally, dispersing metallic second-phase particles into ceramics is not only suitable

for improving themechanical properties of ceramics, but also presents a wide variety of
advantages for addition of new functions such asmagnetic, electric, and optical proper-
ties, due to the size effect of nanosized metal dispersion. Granular films can be made
with a ceramic phase embedded with nanosize metal granules [71] (e.g., Fe/Al2O3, Fe/
SiO2). Such films display unusual and often enhanced transport, optical, andmagnetic
properties. An important parameter that affects the physical behavior of granular films
is the percolation threshold of the embedded metal phase. Percolation effects in na-
nocomposites are discussed later in this chapter. A dramatic manifestation of this
percolation effect is the change, by many orders of magnitude, of the electrical resis-
tivity (insulator-to-metal transition) as the percolation threshold is passed. The percola-
tion threshold is generally found tobe in the rangeof 0.5–0.6metal volume fractions for
nanocomposite films [72]. The mechanical properties can also undergo changes near
the percolation threshold. The obvious explanation for this is that a change occurs in
deformation behavior as the embedded phase forms connected networks that spread
through the matrix phase. Conventional powder metallurgical methods and solution
chemical processes like sol–gel, and coprecipitation methods can also be used to pre-
pare composite powders for ceramic/metal nanocomposites such as Al2O3/W, Mo, Ni,
Cu, Co, Fe; ZrO2/Ni, Mo; MgO/Fe, Co, Ni and so on. They are sintered in a reductive
atmosphere that gives homogeneous dispersion ofmetallic particleswithin the ceramic
matrices. Themicrostructural refinement bynanodispersion and the plasticity enhance
the fracture strength, toughness, and/or hardness.
In summary, the advantage of ceramic nanocomposites lies not only in the mechan-

ical strength of the composite material but also in other mechanical properties such as
fracture toughness, hardness, and creep resistance. The degree of improvement in
these properties depends on the composite systems involved. Although there are
some generalities in the strengthening and toughening mechanisms in such compo-
sites, such as crack deflection and crack-tip bridging by the dispersed particles, the
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actual size, location, and volume fraction of particles strongly influence the final out-
come with respect to mechanical behavior.

1.5

Thin-Film Nanocomposites: Multilayer and Granular Films

Thin-film nanocomposites are films consisting of more than one phase, in which the
dimensions of at least one of the phases is in the nanometer range. These nanocom-
posite films can be categorized as multilayer films, in which the phases are separated
along the thickness of the film, or granular films, in which the different phases are
distributed within each plane of the film (Figure 1.11). Multilayered thin-film nano-
composites consist of alternating layers of different phases and have a characteristic
thickness on the order of nanometers. These films are usually used for their enhanced
hardness, elastic moduli, and wear properties. The elastic moduli is higher in multi-
layered thin films than in homogeneous thin films of either component. The super-
modulus effect [73] is observed in some metallic systems, by which, at certain char-
acteristic thicknesses (typically �2 nm, corresponding to a bilayer consisting of one
layer of each phase) of the film, the elastic modulus increases bymore than 200%. The
most satisfactory explanation of this effect assumes an incoherent interface between
the adjacent layers [74], suggesting that atoms are displaced from their equilibrium
positions and that, during loading, all the layers undergo compression, which results
in a higher resistance to deformation. The increase in hardness of the multilayer na-
nocomposites has been explained [75] by considering that, when ultrathin films of
materials with different dislocation line lengths are stacked, the strength approaches
the theoretical limit. The dislocations cannot move from layer to layer, due to the
difference in dislocation line lengths, and the films are thin enough that independent
dislocation sources do not become operative. Conventional thin-film deposition tech-
niques (sputtering, physical vapor deposition, CVD, electrochemical deposition, etc.)
can produce multilayer nanocomposites, and the excellent flexibility of these techni-
ques creates extremely thin films of uniform compositions.

Fig. 1.11 Schematic of possible microstructures for nanocomposite and nanostructured coatings:

isotropic dispersed multiphase microstructure (e.g., TiC/amorphous carbon), multilayered mi-

crostructure (e.g., TiN/TiC) for nanocomposite coatings, and homogeneous alloyed microstructure

as possible homogeneous nanostructured coatings (e.g., NiCoCrAlY alloy)
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Granular nanocomposite films are those that contain both phases (metal and cera-
mic) in the same layer of the film and have no abrupt interfaces across the film thick-
ness as in multilayer films. Here, one phase can be in the nanosize range (similar to
dispersions), or both phases can have nanocrystalline grains distributed contiguously
and laterally in the film. Granular nanocomposite coatings are also common; in these,
the matrix phase is a polymer and the dispersed phase is inorganic. Granular films in
which at least one distributed phase has electrical/magnetic properties aremainly used
in electrical and magnetic applications [76]. In certain systems consisting of metal and
ceramic particles (such as iron oxide/silver and alumina/nickel), changing the fraction
of the phases present can alter the magnetic properties. At small volume fractions of
the metal component, the material exhibits ferromagnetic behavior. Beyond a certain
volume fraction of the metal phase, the ferromagnetic ordering gives way to
superparamagnetism, because, once the metal particles attain percolation, the film
behaves essentially like the metallic phase. An important parameter that critically
affects the properties of granular films is the percolation threshold of the metal, which
typically corresponds to a metal volume fraction of 0.5–0.6. A dramatic observation at
percolation is the large (several orders of magnitude) change in electrical resistivity of
such films, going from an insulating ceramic-like behavior to a conducting-metal
behavior. Similar techniques (such as CVD or electrochemical methods) as used in
multilayer film growth can also be used to prepare homogeneous nanostructured com-
posite films. As an example, nanostructured AlN/TiN composite films were made by
CVD using high-speed deposition of gaseous precursors (AlCl3, TiCl4, NH3) to form
insoluble solidmixtures [77]. In the films so generated, the grain sizes corresponded to
8 nm (AlN) and 6 nm (TiN). The grain size range allows the films to have better duc-
tility and greater toughness compared to bulk AlN/TiN composites.

1.6

Nanocomposites for Hard Coatings

Improved wear resistance, good high-temperature stability, and improved friction
properties are important characteristics of good coatings for use in applications
such as cutting tools. Most widely used coatings are made from TiN, TiC, TiAlN,
CrN, diamond-like carbon (DLC), WC/C, MoS2, Al2O3, etc. For improved coatings
in which lower friction, increased life time, increased toughness, higher thermal sta-
bility, and in some cases, environmental (biomedical, for example) compatibility are
needed, new types of materials are being considered, including nanocomposite ma-
terials [78]. Nanocomposite structures such as multilayers or even isotropic coatings
can be made from nanoscale entities with properties superior to single-phase materi-
als. This approach of using nanocomposites is an alternative to using specific alloying
elements in single-phase coating materials (to improve properties such as hardness)
and provides far better flexibility in tailoring multifunctional coatings.
Nanocomposite coatings usually consist of two or more phases combined as multi-

ple layers [79] or as homogeneous isotropic multiphase mixtures. Classical multilayer
(3 to many layers) coatings have total thicknesses of several micrometers, and the
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many layers are typically used to provide toughness (by crack deflection at the many
interfaces) and properties such as oxidation resistance (due to, e.g., TiAlN layers).
Building multilayer structures also provides better tribological properties [80]. Gradi-
ent layers are also often introduced to counterbalance the vast differences in thermal
expansion coefficients between multiple layers, which would cause internal stresses
and delamination at the interfaces between layers. In nanoscale multilayer coatings,
when the thickness of each layer is in the nanometer range, superlattice effects can
increase the hardness and other properties of the coatings. The increased hardness of
such coatings (e.g., TiN/VN), where the superlattice period is a few nanometers, can be
orders of magnitude higher than that of the corresponding base materials [81, 82]. The
hardness increase in these nanoscale multilayer films results mainly from hindering
dislocation movements across the sharp interfaces between two materials having
vastly different elastic (particularly shear modulus) properties and lattice mismatch
(coherency strain) [83]. One interesting point to note is that, if the individual layers
are very thin (less than 3–5 nm typically), the hardness increase can disappear, be-
cause the strain field around the dislocations falls mainly outside the particular
layer. Also, the sharpness of the interface also affects the hardening mechanisms,
because high-temperature interdiffusion between layers can decrease the sharp varia-
tion in shear modulus. Another possible reason for increased hardness and improved
chemical stability is chemical differences intentionally inserted at the interfaces so as
to induce strains and electronic interactions; for example, TiAlN/CrNmultilayer struc-
tures are more efficient than TiAlN films [84]. The hardness effect resulting from
lattice mismatch disappears at multilayer periods greater than 10 nm, due to lattice
relaxation (Figure 1.12). Hence, for practical applications, the thickness of the layers in
these coatings is designed based on the above considerations so as to obtain the opti-
mum hardness values and wear properties with appropriate temperature stability. In
fact, for many coating applications (e.g., coatings for cutting tools), toughness at high
operating temperatures and chemical stability are more crucial than hardness alone
[85]. Commercial multilayer coatings with multilayer periods in the nanoscale range
do exist; for example, WC/C coatings used in the cutting tool industry. When the
multilayer nanoscale coatings are deposited by periodic variation of the deposition
(e.g., sputtering) conditions, a templating effect is often observed. In building
superlattice structures from different materials of different structures, the layer first
deposited can force the next layer (of the different material) to adopt the crystallo-
graphic structure of the first layer; this occurs, for example, in TiN/Cr2N coatings
in which Cr2N is forced into the structure of the TiN (fcc) underlayer [86] and in
TiN/AlN, in which the AlN (originally wurtzite) is forced into the NaCl structure
of the TiN.
In addition to nanoscale multilayer coatings, it is also possible to fabricate isotropic

nanocomposite coatings consisting of crystallites embedded in an amorphous matrix,
with grain sizes in the nanometer range. These coatings generally have one phase that
is hard (load bearing; e.g., transition metal carbides and nitrides) and a second phase
that acts as a binder and provides structural flexibility (amorphous silicon nitride,
amorphous carbon). The formation of these composite structures involves phase se-
paration between twomaterials (which show complete immiscibility in solid solution),
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which are often codeposited, for example, by sputtering or plasma deposition. Unlike
in multilayer composite systems, the possible material compositions and particle sizes
in nanocomposite coatings are restricted by material properties and deposition con-
ditions. Typically, these nanocomposite coatings are deposited by plasma-assisted che-
mical vapor deposition (PACVD) or physical vapor deposition (PVD). Very hard (�50–
60Gpa) coatings of nanocomposites have beenmade from a TiN/a-Si3N4 system, using
PACVD from TiCl4, SiCl4/SiH4, and H2 at about 600 8C [87]. The nanocomposite con-
tains nanocrystalline TiN (4–7 nm) in a matrix of amorphous Si3N4. The gas phase
nucleation (uncontrollable rates), chlorinated precursors (unreacted species remain in
the process, contaminating the films), and high processing temperatures are disad-
vantages in this process. PVD processing can be used to prepare the same coatings
by sputteringTi andSi targets innitrogengas at roomtemperatures.Thedisadvantage is
that the films are of inferior quality, and the hardness is lower than the PACVD-de-
posited nanocomposite coatings. In addition to improved hardness, nanocomposite
coatings also show better oxidation resistance in comparison to TiN coatings.
It is interesting to note and analyze the high hardness of these nanocrystalline par-

ticles/amorphous matrix coatings. Typically in single-phase nanocrystalline materials,
the major increase in hardness comes from the lack of plastic deformation because the
dislocations face far more barriers to mobility. However, hindered dislocation alone
cannot explain the superior hardness properties of these nanocomposite coatings.

Fig. 1.12 Hardness of several multilayered nanocomposite coatings as a

function of multilayer period in the coatings. The individual layers in these

coatings can differ in inherent elastic properties (modulus) as well as in

structure and lattice spacing. (Source [78] used with permission)
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Since the nanocrystallites within the amorphous matrices are only a few nanometers
large, dislocation formation simply does not occur, and hence, plastic deformation is
largely quenched. Plastic deformation occurs through a pseudo-plastic deformation in
which the nanocrystals move against each other. Since this process requires higher
energy, resistance to plastic deformation in these materials is relatively high. Crystal-
line carbides in amorphous carbon matrices are a good example of this category of
nanocomposites and can provide hard, low-friction coatings [88]. Ti/C systems are
most promising in this regard. Advances in laser-assisted deposition techniques
(e.g., magnetron sputtering-assisted pulsed-laser deposition) have aided the fabrica-
tion of hard composites with nanocrystalline and amorphous phases [89]. The volume
fraction and particle size of the coatings can be adjusted to obtain optimum properties
in terms of toughness and hardness. The design of appropriate particle size allows for
the optimum generation of dislocations and micro- and nano-cracks, which result in a
self-adjustment in composite deformation from hard elastic to plastic at loads exceed-
ing the elastic limit. Thus, compliance of the coatings is improved and catastrophic
brittle failure is avoided. Such load-adaptive nanocomposites based on optimal design
of the composite microstructure are extremely useful in applications subject to wear.
Hard coatings such as TiN and Ti-C-N/DLC have significant advantages in aero-

space systems. Apart from their hardness, toughness, and low friction properties,
these coatings also resist attack by corrosive fluids that are used (as engine oils or
lubricants) in aircraft engines and parts. Magnetron sputter-assisted pulsed-laser de-
position is a good candidate technique for depositing such coatings in different con-
figurations, such as functional-gradient, multilayer, and granular nanocomposites
[90]. The tailoring of the different architectures in creating appropriate coatings
that blend the various tribological properties is key to creating high-performance
hard coatings. Nanostructured coatings provide several pathways for reducing stress
in hard coatings and terminating cross-sectional dislocations, with possibilities for
controlling dislocation movement by dispersion strengthening or lattice mismatching
between alternate layers, as discussed above.
Other systems that create excellent nanocomposite-based, low friction, hard coatings

are based on carbide particles (Ti, Ta, Nb, etc.) in DLC matrices [91–93] (Figure 1.13).
Several techniques, such as PVD, pulsed-laser deposition, and reactive magnetron
sputtering, are used to deposit these coatings. These typically contain larger crystalline
particles (10–50 nm) surrounded by thick amorphous carbon coatings (5 nm). The
particle sizes are large enough to allow dislocations but are too small for crack pro-
pagation. The larger grain separation allows incoherency strains to develop and, under
loading, cracks to originate between crystallites, which allow pseudoplastic deforma-
tion. Thus, their hardness is alsomuch higher (�30 Gpa) than that of single-crystalline
carbidematerials, and these coatings have, in addition, much higher toughness. These
types of coatings can also be modified by introducing other elements; for example, W
or Cr for creating optically absorptive coatings for solar energy converters [94] and
materials such as MoS2 (TiN/MoS2, TiB2/MoS2) for lubricating coatings [95].
Metal carbide/ductile metal systems are considered for cutting tools, because the

carbide phase provides hardness and themetal provides toughness. For example, com-
posites such as WC/Co, WC/TiC/Co are commonly used in cutting and forming tool
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applications, and these can be synthesized by various routes [96]. These nanocompo-
sites, in which the particle or grain sizes of the component phases are in the nan-
ometer range, have much better mechanical properties (strength, hardness, tough-
ness). Typically, reductive decomposition of W- and Co-containing salts, followed
by gas-phase carburization (with CO/CO2) are used to prepare nanocomposites
such as WC/Co. These processes produce carbon-deficient metastable carbide phases
with inferior mechanical properties. Alternative approaches, in which a polymer pre-
cursor such as polyacrylonitrile is used as the carbon source during the chemical
synthesis and subsequent heat treatment to obtain high-quality nanocomposites (par-
ticle sizes �50–80 nm), have been developed [97]. TaC/Ni nanocomposites are inter-
esting from two aspects: excellent thermal stability and outstanding mechanical prop-
erties [98]. They are used as surface coatings for protection against wear and corrosion.
These nanocomposites can be prepared by devitrification of sputtered amorphous
films of Na/Ta/C of nonstoichiometric composition. The grain size of the matrix
Ni is about 10–30 nm, and the TaC particles (�10–15 nm) are uniformly distributed
in the matrix. Even at 700 8C, no grain growth is observed, suggesting excellent ther-
mal stability for these nanocrystalline duplex-phase composites. The measured hard-
ness of the composite (12 GPa) matches that of conventional WC/Co nanocomposites
at a much reduced volume fraction (35%) of the composite.

Fig. 1.13 Plan-view transmis-

sion electron microscope ex-

aminations of W-DLC layers: (a)

electron diffraction pattern of a

W-DLC with 9.7 at. % W, (b)

electron diffraction pattern of a

W-DLC with 32.0 at. % W, (c)

dark-field micrograph of the W-

DLC layer with 9.7 at. %W, taken

with WC rings. (Source [93] used

with permission)
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Chemical and physical vapor deposition (CVD and PVD, respectively), and laser
ablation have been used to prepare a variety of superhard nanocomposites made of
nitrides, borides, and carbides. In these systems, the hardness of the nanocomposite
significantly exceeds that given by the rule of mixtures in bulk. For example, the hard-
ness of nanocrystalline MnN/a-Si3N4 (M = Ti, W, V, etc.) nanocomposites with the
optimum content of Si3N4 (close to the percolation threshold) reaches 50 GPa,
although that of the individual nitrides does not exceed 21 GPa. For a binary solid
solution, such as TiN1-xCx, the hardness increases monotonically with increasing x
from that of TiN to the that of TiC, following the rule of mixtures. Recently, super-
hardness has been achieved in coatings consisting of a hard transition-metal nitride
and a soft metal that does not form thermodynamically stable nitrides, such as nano-
crystalline MnN-M’ (M = Ti, Cr, Zr, M’ = Cu, Ni) [99]. However, these systems have low
thermal stability and their hardness decreases upon annealing to �400 8C.
The generic concept for the design of novel superhard nanocomposites that are stable

up to high temperatures (�1000 8C, which is very important in industrial applications)
is based on thermodynamically driven segregation in binary (and ternary) systems.
These systems display immiscibility and undergo spinodal decomposition even at
such temperatures. In these systems, any small local fluctuation in the composition
of themixed phase decreases the free energy of the system, thus leading to spontaneous
segregation and, as a result, a nanocomposite that remains stable against grain or
particle coarsening develops. For many hard coatings (e.g., PVD deposited films,
in which the compressive stress is typically 4 to 6 GPa or even greater than 10
GPa), the measured enhancement of the apparent hardness and elastic modulus is
due to high biaxial compressive stress. It is important to perform annealing experi-
ments in such systems to verify what the real, ‘intrinsic’ hardness of the film is. The
observed high resistance of superhard nanocomposites to crack formation has been
studied in terms of conventional fracturemechanics scaled down to dimensions of 1–2
nm. An analysis of indentation curves measured on superhard nanocomposites in
terms of Hertzian elastic response shows that they are indeed strong materials.
The stress concentration factor based on nanoscale flaws is low, and therefore, the
stress needed to propagate such a small nanocrack is very high. The propagation
of such nanocracks in 3D nanocomposites involves much deflection and branching
of the plane of the cracks, which hinder growth of the nanocracks. However, the self-
organization of these systems, due to thermodynamically driven spinodal segregation,
results in a very low concentration of intrinsic flaws. Thus, the remarkably high re-
sistance of these nanocomposites to crack formation can be understood in terms of a
high threshold for the initiation of larger microcracks, which may lead to their cata-
strophic growth.
Carbon–carbon nanocomposites: Carbon–carbon composites have received much

attention due to their tremendous potential for applications in the aerospace, automo-
bile, and energy industries. This material’s attractive properties include low specific
weight, low thermal expansion, high thermal shock resistance, and high strength over
large temperature ranges. They are usually made with carbon fiber reinforcement,
with the matrix being disordered or partially graphitized carbon infiltrated from var-
ious resins, pitches, and gaseous (hydrocarbon) precursors. The main limitation of
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Fig. 1.14 Comparison of the tensile

strength (a), modulus (b), and electrical

resistivity (c) of composite carbon fibers

with 1 and 5 wt. % nanotube loadings with

the corresponding values in unmodified

isotropic pitch fibers. Each data point

represents an average value for strength,

modulus, or resistivity obtained from 12

composite fibers. Standard deviations of

experimental values are strength, 15%;

modulus, 15%; and resistivity, 20%.

(Source [100] used with permission)

1 Bulk Metal and Ceramics Nanocomposites30

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



these composites is their susceptibility to oxidation, but surface modification or coat-
ing of the fibers or addition of appropriate ceramic refractory fillers that shield against
oxygen attack at high temperatures alleviates this problem. The advent of several novel
forms of nanocarbons has led to attempts to create nanocomposites with nanocarbon
(e.g., nanotubes) components. In a recent experiment, single-walled carbon nanotubes
(5% by weight) were uniformly dispersed in an isotropic petroleum pitch matrix to
make nanotube-based carbon nanocomposite fibers (Figure 1.14), with better electri-
cal and mechanical properties than isotropic pitch-based carbon fibers [100]. The ten-
sile strength increased nearly 100%, and the electrical conductivity increased four-
fold. The advent of the new carbon nanostructures suggests that novel carbon–carbon
composites can be prepared with properties far superior to those of conventional car-
bon–carbon-fiber-based composites. The challenges lie in achieving proper disper-
sion of these nanostructures and tailoring the interfacial strength between the nano-
carbons and the matrix.

1.7

Carbon Nanotube-Based Nanocomposites

The mechanical behavior of carbon nanotubes is exciting, since nanotubes are seen as
the ultimate carbon fiber ever made [101]. The most important application of nano-
tubes, based on their mechanical properties, will be as reinforcements in composite
materials. Chapter 2 includes a detailed discussion of nanotube-based polymer com-
posites; here, we briefly discuss some developments regarding ceramic/metal-matrix-
based nanotube composites. The nanotube reinforcements promise to increase the
fracture toughness of the composites by absorbing energy through their highly flex-
ible elastic behavior during deformation, which will be especially important for nano-
tube-based ceramic matrix composites. Possible applications are in lightweight armor
or conductive durable ceramic coatings. An increase in fracture toughness on the
order of 10% has been seen in nanotube/nanocrystalline SiC ceramic composite fab-
ricated by a hot-pressing method at 2273 K (25 MPa in Ar for 1 h) [102].
Nanoscale ceramic powders with carbon nanotubes provide another opportunity for

creating dense ceramic-matrix composites with enhanced mechanical properties. The
strength and fracture toughness of hot-pressed a-alumina is typically much greater
than that of conventional grain-size polycrystalline alumina. Addition of carbon nano-
tubes to the alumina results in lightweight composites with even greater strength and
fracture toughness (Figure 1.15). The mechanical properties of such composites de-
pend strongly on the processing method and surface treatment of the carbon nano-
tubes. Sintered alumina has high strength, hardness, and fracture toughness. An ex-
citing possibility, as well as a processing challenge, is incorporating carbon nanotubes
into an alumina-matrix composite to improve these properties. Alumina (c-phase)
matrix composites with 5–20 vol. % MWNT (multiwalled nanotubes) have been fab-
ricated [103]. The c-phase alumina powder was transformed to a-alumina (with mean
particles sizes close to 60 nm) during sintering at 1300 8C. The MWNT were lightly
oxidized at 640 8C in air, which removed the disordered carbonaceous material and
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Fig. 1.15 (a) Fracture tough-

ness of multiwalled nanotube

(MWNT)/alumina nanocompo-

site compared with that of sin-

tered nanophase alumina. The

inset in (a) shows an indent and

resulting cracks. The micro-

structure of the nanocomposite

is shown in (b). (c) Diametral

strengths of alumina-matrix na-

notube composites hot-pressed

in Ar at 1300 8C and 60MPa for 1

h and containing various

amounts of MWNT. (Source

[103])
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made it easier to disperse the nanotubes. The alumina- MWNT mixtures were dis-
persed in organic solvents via ultrasound, dried, and then sintered by hot pressing
in a graphite die at 1300 8C and a pressure of 60 Mpa. The structures of the
MWNT remained the same before and after processing, without any visible degrada-
tion. The density of the sintered composites was > 97% of the theoretical density.
The diametral strengths of alumina-MWNT composites with different MWNT con-

tents indicate great improvements in fracture toughness with addition of nanotubes.
The bulk alumina made from nanoparticles had a strength of 654 MPa, compared to
typical strengths of 200–350MPa for sintered bulk alumina, and was even comparable
to strengths reported for single-crystal alumina (sapphire) of 350–1000MPa. With the
addition of purified, well-dispersed nanotubes, the strength first increased at 5 and 10
vol. % MWNT and then decreased for higher vol. percents of MWNT. The fracture
toughness of bulk alumina and alumina/MWNT composites shows that, for 5 vol.
% MWNT composites, the toughness increased by about 25% to about 5.1 MPap
m. The toughness values were higher than those reported for single-crystal alumina

(sapphire) and polycrystalline alumina. The hardness of the composite depends on
how well the nanotubes are dispersed in the matrix and how the nanotube surface
is modified (with functional groups via oxidation) to produce anchors to the ma-
trix; for the best value, the Vickers hardness is 20.4 GPa compared to 18.4 GPa for
bulk alumina. From the general trends in the results of a few scattered reports in
the literature, the strength and fracture toughness of bulk structures hot-pressed
from nanophase ceramic powders is much higher than the typical strength and tough-
ness of conventional polycrystalline ceramics. The addition of small amounts of na-
notubes to nanophase ceramics to form dense nanocomposite improves the diametral
strength and fracture toughness. However, the real improvements occur when the
nanotubes are purified and well dispersed in the matrix, so that large aggregates
do not create macrodefects in the structures, leading to easy fracture and lower
strength. Vacuum hot pressing also removes entrapped gases in the composite pow-
der mixture, preventing formation of residual stresses and reduction of strength.
These processing improvements show the great promise of nanophase alumina/
MWNT composites for light-weight, high-strength, high-toughness materials and
in applications such as impact-resistant body armor.
It is widely perceived that carbon nanotubes will allow the construction of compo-

sites with extraordinary properties. Metal-matrix composites, as discussed before, are a
new range of advanced materials and normally, the liquid-phase fabrication method is
an efficient process because of its simple processing. If carbon nanotubes can remain
stable within some suitable high-strength metal matrix, outstanding nanocomposites
may be obtained. The rapid solidification technique allows the extension of alloying
levels and more refined microstructures, which can lead to enhanced mechanical and
physical properties. In addition, rapid solidification processing may help carbon na-
notubes to survive the process because of the controllable melting step, which is the
most important issue to be solved in fabricating nanotube-reinforced composites. Ra-
pid solidification processing has achieved the successful synthesis of nanotube/
Fe80P20 metallic glass nanocomposites [104]. Their properties show that the addition
of nanotubes greatly enhances the thermal stability of the glass matrix and increases
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the low-temperature electrical resistivity by 70% (Figure 1.16; Table 1.2). The activa-
tion energy of crystallization for the nanotube composite is higher than those of both
the Fe80P20 metallic glass and the metallic glass containing 2% carbon. The onset
temperature of crystallization for the nanotube composite is almost 100 K higher
than for the original glass, according to magnetothermal analysis (MTA).

Fig. 1.16 Magnetic susceptibility vs. temperature for various amorphous al-

loys in nonisothermal heat treatments. The temperatures at the end of the first

transition are indicated. The first peak in the plots corresponds to the first

crystallization process. The onset temperature of crystallization for amorphous

Fe/P/2% CNTs is about 100 K higher than that for amorphous Fe/P alloy at the

same heating rate. (Source [105] used with permission)

Tab. 1.2 The onset temperatures at a heating rate of 5 K min-1

and activation energy of crystallization for various amorphous metallic

glass nanocomposite materials containing carbon (C) and Carbon

Nanotubes (CNTs) [105].

Materials Activation energy (kJ mol-1) Onset T (MTA, K)

Fe/P 354.0 � 0 630

Fe/P/2C 460.9 � 29.8 709

Fe/P/2CNTs 574.1 � 35.4 729
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1.8

Functional Low-Dimensional Nanocomposites

Recent years have seen a drive towards creating heterogeneous nanostructures, which
could serve as multifunctional materials and essentially satisfy the definition of func-
tional nanocomposites. These stand out from the bulk nanocomposites that are the
main subject of this book, but will have important applications as nanoscale sen-
sors, electronic and optical nanodevices, nanoprobes, nanoelectromechanical sys-
tems, unique reinforcements, and drug-delivery media. These are particularly inter-
esting for layered material systems in which atomic layers of different material com-
positions (e.g., graphite, dichalcogenides, clays, etc.) can be assembled into different
geometries on the nanoscale. Some excellent examples, which are described below, are
endohedral fullerenes (metal/carbon systems), filled carbon nanotubes, boron/car-
bon/nitrogen nanostructures, and nanosize coaxial cables from a wide range of
layered materials.
What are the various synthetic strategies for creating such composite nanoscale

structures? One simple, elegant idea is to use infiltration of nanoporous struc-
tures, commonly used in bulk composites for creating heterogeneous materials. At
the nanoscale, this problem is not trivial, especially if the process occurs through
the infiltration of a liquid or molten phase in which the viscosity of the infiltrating
phase is high. A very useful example of such a nanocomposite structure is nanotubes
and nanowires built into porous alumina templates. The alumina template can be
prepared by anodization of Al metal in acidic solvents, and it is possible to create
templates with straight, random pores that have diameters of 20–50 nm and are sev-
eral micrometers long, running through the thickness of the alumina template [106].
Once the templates with pores are prepared, they can be filled (via electrochemical
deposition) with nanowires (such as Au, Co, etc.; Figure 1.17) by changing the elec-
trochemical conditions and introducing metal-containing solvents into the electrolyte
[107]. The structure of the metal wires can be tailored (amorphous or crystalline) by
changing the electrochemical deposition conditions. The distinct difference between
nanowires created by other techniques and by template-based synthesis is that the
latter technique offers the possibility of creating well-separated individual nanowires
with adjustable diameters. Structures such as carbon nanotubes can also be deposited
in the pores defined by such templates, by infiltration of gaseous hydrocarbon precur-
sors (e.g., acetylene, benzene) and subsequent annealing [108]. Electrochemical tech-
niques for materials processing (from highly anisotropic wires inside porous tem-
plates to particle-dispersed thin-film nanocomposites) provide a powerful alternative
technique to vapor phase deposition and solid state reaction for the synthesis of na-
nomaterials and nanocomposites [109]. Their main advantage is control of the process
so as to modulate dimensions and compositions. Their disadvantages are mainly poor
crystallinity (being a low-temperature deposition process) and contamination with im-
purities from the electrochemical baths.
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1.8.1

Encapsulated Composite Nanosystems

Here, we describe the creation and characterization of composite carbon/metal-based
nanostructures (systems consisting of combinations of a layered material and a solid
phase, which have been studied by several groups in recent years). These are unique
nanocomposite systems with promise for many interesting applications.
Graphite-encapsulated metal/ceramic structures are interesting systems, and the

generation of metal/carbon nanosystems requires knowledge of the interactions of
metal atoms and the graphite lattice. The experimental study of the behavior of indi-
vidual metal atoms in a graphitic environment is difficult and has been successful in
only a few cases. In 1993, Ruoff et al. [110] performed carbon-arc discharge experi-
ments using C anodes filled with metals and metal carbides and obtained carbon na-
notubes and polyhedral carbon nanoparticles that contained both encapsulated metals
and metal carbides. Polyhedral graphitic particles generally contain a hollow core,
which is given shape by the outer faceting of the particle, and metal nanoparticles
can easily fill these cores during formation (Figure 1.18). Metal surfaces are expected
to act as nucleation sites for graphitic carbon to surround. The expected tendency of
preexisting graphitic filaments is to wrap around metallic nanocrystallites and close by

Fig. 1.17 Nanowires grown in alumina templates. Top schematic shows how pores in a

straight-pore anodic alumina template are filled with metal by electrodeposition. Scanning

electron micrograph of Co nanowire-filled template is shown in lower image; an individual

nanowire removed from the template is shown (right). (Courtesy Prof. Mamoun Mu-

hammed, The Royal Institute of Technology Stockholm, Sweden)
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saturating all carbon dangling bonds. The properties of encapsulated metal crystals
have been the subject of many experimental studies [111]. Graphite-coated ferromag-
netic metal crystals should show a reduced magnetic coupling that depends on the
thickness of the graphite shell [112], with potential applications in magnetic recording
media. Guerret-Piecourt et al. [113] sought general principles relating to the nature and
structure of the fillingmaterials, for efficient filling of nanotubes made via the electric-
arc method (Figure 1.19). Several metals and/or their compounds have been encap-
sulated in carbon cages and studied; e.g., Ti, Cr, Fe, Co, Ni, Cu, Zn, Mo, Pd, Sn, Ta, W,
Gd, Dy, and Yb. In later experiments, the authors also managed to fill hollow carbon
nanostructures with semiconducting structures such as Se, S, Sb, and Ge by similar
processes [114]. S, present as impurity in the carbon, was later reported to play a major
role in the effective formation of the filled carbon nanotube/nanoparticle structures.
The above technique has made it possible to encapsulate a large number of carbides
nanocystallites [115, 116] (LaC2, YC2, CeC2, Gd2C3, TiC, V4C3, ZrC, TaC, MoC, NbC,
HfC). With pure metals such as Fe, Ni, or Co, which strongly interact with carbon,
encapsulating nanowires inside nanotubes is challenging. However, experiments have

Fig. 1.18 (a) Schematic of an endohedral fullerene. Structural model of a La atom in C82

fullerene (b) Encapsulated nanoparticle of lanthanum carbide inside a carbon polyhedral

particle (approximately 50 nm in diameter) produced in an arc discharge with a composite

carbon/La electrode. (c) Encapsulated nanoparticles of metals (Fe, Co, Au) in spherical

graphitic layers (carbon onions). These structures were produced by electron irradiation of

carbon soot containing the metal species
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shown that onion-like nanoparticles of metal-containing carbon clusters can be pro-
duced relatively easily with the arc method. Here, the metal or metal carbide encap-
sulate is protected by the C layer coating, which effectively insulates the magnetic
metal particles from oxidization upon exposure to the environment and retains its
magnetic properties. It is noteworthy that high melting point refractory metal carbides
such as TaC, NbC, and MoC, which exhibit superconducting transitions at low tem-
peratures, have been inserted into nanotubes and graphitic nanoparticles [117]. Bulk
magnetic susceptibility measurements of encapsulated TaC, MoC, and NbC revealed
diamagnetic responses and superconducting transitions between 10 K and 14 K, re-
spectively. The structure and state of these encapsulated nanostructures affects their
physical properties; for example, a shrinkage in the lattice parameters for the (fcc) MoC
encapsulated structure appears to decrease the Tc by 3.8 K.
Magnetic alloy (e.g., FeCo) nanoparticles encapsulated in carbon layers can also be

made in radio frequency (RF) torch reactors, and acetylene was used to generate a large
number of carbon-coated particles [118]. The carbon lamination provides several func-
tions for these nanoparticles that have low magnetocrystalline anisotropy and large
saturation magnetization (making them valuable as soft magnetic materials). These
functions include oxidation protection, prevention of coarsening and particle coales-
cence during growth, shielding interparticle magnetic interactions, and even reducing
eddy current losses in high frequency environments. This technique can readily pro-
duce particle sizes anywhere from 5 to 50 nm. Other techniques, such as the tungsten
arc, blown arc, or electric arc generation, can be used to create encapsulated nanos-
tructures of similar dimensions.
The first experiments on filling of nanotubes date to 1993, where the filling was

done via capillary forces, which pushed molten metals and compounds into the cav-
ities of nanotubes during oxidative opening of their tips (Figure 1.20) [119]. Since then,
the most efficient filling of hollow nanostructures to create heterogeneous nanoma-
terial systems has been achieved by chemical treatment. Tsang et al. [120] filled larger

Fig. 1.19 (a) High-resolution transmission electron micrograph of a Mn metal-filled

carbon nanotube made by electric arc discharge with electrodes of carbon filled with Mn

(b) Encapsulated nanotubes with Fe carbides, formed during a chemical vapor deposition

process involving hydrocarbon and metalorganic precursors
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multi-walled carbon nanotubes oxidatively by opening the ends in nitric acid and then
filling with solutions containingmetal oxides (e.g., oxides of Ni, Co, Fe, U,Mo, Sn, Nd,
Sm, Eu, La, Ce, Pr, Y, Zr, Cd) using capillary force. They were then dried to form
encapsulated solid materials inside the nanotube cavities. Several other material sys-
tems such as Pd, Ag, Au, AuCl, proteins, and enzymes have been introduced into
nanotubes with this method. Recently it was reported that single-walled nanotubes
(SWNTs) can be opened selectively and filled by wet-chemistry techniques [121]. Treat-
ment with concentrated HCl leads to the selective opening of SWNTs at their tips, and
foreign materials may be drawn in, in a similar fashion as MWNTs; the much smaller
(�1 nm) cavities in SWNT make the filling more challenging. Usually, the nanowires
formed inside the nanotubes are single crystals. Alternative strategies to fill nanotube
cavities with materials have been explored. For example, exposing SWNT nanotubes
filled with AgCl/AgBr to light or an electron beam can reduce the encapsulated com-
pounds, resulting in extremely small Ag nanowires [122]. Similarly, constrained che-
mical reactions within narrow channels can be used to create and characterize nano-
wire structures of many materials. These promise to be ideal structures for studying
1D properties (electrical, thermal, optical) in materials for applications such as quan-
tum wires and magnetic storage arrays. Characterization of these structures is often
challenging, but recent progress in highly spatially resolved microscopy and spectro-
scopy techniques have enabled researchers to carefully study the structure–property
relationships in confined nanocomposite wires. SWNTs containing fullerenes in their
inner hollow are another unique form of nanocomposite structure with interesting
electronic properties. C60 insertion into SWNT could occur during their formation
in the arc or laser process. Very recently, researchers have managed to introduce
C60 inside SWNTs in high yield (Figure 1.21) by thermally annealing C60 powders

Fig. 1.20 Top: (a) High-resolu-

tion transmission electron mi-

crographofaKIcrystal ina1.4-nm

diameter SWNT, (b) its structural

representation. Encapsulation of

halidesandothermaterialswithin

SWNTs enables the study of 1D

crystal structures formed on the

smallest scale possible. Bottom:

(c, d) Schematic of a filledMWNT

and a corresponding transmis-

sion electron micrograph of Pb

oxide nanowire-filled nanotube,

formed by capillary filling of the

molten material inside nanotube

cavities. In(d)thehorizontal lines

indicate graphite planes which

have a separation of 0.34 nm.

(Source, top image and sche-

matic [233] used with permis-

sion)
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over SWNTs above 600 8C under vacuum [123]. This class of hybrid materials may
form the basis of functional devices for applications in electronics, biomedicine,
and microelectromechanical systems. Similarly, endohedral fullerenes [124] (or full-
erenes containing single or multiple metal atoms, which in their own right can be
considered novel nanocomposite systems; e.g., La2@C80, Gd@C82, etc.) have been
introduced into SWNTs through the vapor phase. These structures are breaking
new ground because creation of nanocomposite structures with discrete atomic spe-
cies in their cores are resulting in the discovery of novel properties of 1D nanoscale
materials.
Recent theoretical studies suggest that the presence of a metal nanowire inside a

nanotube greatly alters the mechanical properties of the nanotube, for example, sup-
pressing tube-buckling instability. Increasing tube diameter increases the bending
strength; however, in contrast to hollow tubes, there is no decrease in the maximum
deflection before buckling. Analysis of the principal bending vibrational mode shows a
lowering of the frequency, associated with increased tube inertia. Remarkably, metal-
filled tubes exhibit strong damping, whereas unfilled single-walled and multi-walled
tubes show no damping of oscillations (Figure 1.22). Simulations of multi-walled na-
notubes revealed the lack of damping behavior; the dissipation of the mechanical en-
ergy is intrinsically associated with tube filling by a dissimilar material [125]. These
studies demonstrated the benefits of filling tubes with solids for modifying the bend-
ing strength and flexibility, suggesting implications for nanotube-based elements in
micromechanical devices or nanoprobes. Experimental studies on these unique 1D
nanocomposite systems are eagerly awaited, since a variety of them have already
been fabricated.
Condensed-phase electrolytic processing provides an alternative way to fabricate

nanotubes with or without encapsulated metals. The technique involves passage of
an electric current through graphite electrodes immersed in molten mixtures of ionic
salts (e.g., LiCl, SnCl2) under inert gas atmospheres [126]. The graphite crucible anode

Fig. 1.21 (a) Transmission

electron micrograph of a

La2@C80@SWNT assembly.

Each C80 molecule appears as a

dark circle, and the SWNT

(1.4 nm diameter) itself appears

as two parallel lines. (b) Effect of

inserted Gd metallofullerenes

(GdMFs) on the topography and

band structure of a single-walled

nanotube (SWNT). The illustra-

tion of a (11,9) GdMF-SWNT.

Schematic representation of es-

timated modulation of conduc-

tion (Ec) and valence (Ev) band

edges is also shown. (Source:

top image [234], bottom part

[235] used with permission)
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contains the electrolyte salt, which is heated by an external furnace. When the salt
mixture melts, the cathode (graphite rod) is immersed in the electrolyte. During elec-
trolysis, the graphite electrode interacts with the molten electrolyte, forming nanos-
tructures. If pure LiCl is used as the electrolyte, the carbonaceous material formed
consists of tangled carbon nanotubes, some of which contain the carbide of the
salt (i.e., LiC). Adding small amounts of low-melting metals such as Sn, Pb, and
Bi to the electrolyte forms nanowires of the respective metals. The formation of car-
bide nanowires is based on the reduction of metal ions on the graphite cathode surface
and intercalation of the Li between the graphite layers, followed by the formation of
Li2C2. Carbon then precipitates in the form of nanotubes. When Sn, Pb, and Bi are
added to the electrolyte, the cations derived from these metals are discharged at the
electrode surfaces by the electrons provided by oxidation of the carbide. This ultimately
forms metallic nanowires surrounded by graphitic sheets in the nanotube form. This
technique has also generated carbon-encapsulated Sn/Pb nanowires [127].
Pyrolysis of hydrocarbons over metal catalysts at elevated temperatures also pro-

duces filamentous structures containing metal and carbon [128]. If the catalyst con-
centrations are high (>10–20%), encapsulation of the metal catalysts can produce
nanowire composites. Pyrolysis of organic compounds or other carbon sources
such as C60 in the presence of transition metal species (e.g., metallorganics such

Fig. 1.22 Damping in pure vs.

metal-filled nanotubes, simula-

tion results. Top: bending of

filled nanotubes; filling makes

the nanotubes stiffer to bending

and buckling. Oscillatory fre-

quency (fo) of vibration, as a

function of tube diameter for

filled and hollow tubes as func-

tion of tube diameter. The filled

nanotube composite structures

show high damping during vi-

brations. (Source [125])
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as ferrocene) leads to nanotubes containing these metals or their alloys [129]. Metal
nanowires over carbon structures can also be prepared via substitution. Recent work
suggests that suspending SWNTs and exposing them to metal vapor can be used to
fabricate nanowires of Pt, Au, Ti, etc. Hollow nanotubes of the metal are formed
around nanotube templates [130]. Composite nanotube-based nanocomposites con-
sisting of nanotubes and other materials can also be created by coating nanotube tem-
plates by capillary effects. Nanoscale skins of layered oxides such as V2O5 can be uni-
formly coated onto nanotube surfaces [131] (Figure 1.23). It is also possible to create
composite nanowire systems by CVD techniques, in which individual layers of lami-
nated materials such as MoS2 andWS2 are coated onto multi-walled carbon nanotubes
[132]. The electronic properties of these coated tubes are dominated by their outermost
shells (oxides or sulfides, which are generally semiconducting or insulating). How-
ever, the inner tube structure (carbon nanotubes) may dominate the mechanical prop-
erties. In this way, it will be possible to tailor both the mechanical and electronic prop-
erties of these 1D systems. Physical property characterization of these nanocomposite
systems is challenging, but much excitement exists about uncovering a rich range of
properties inherent to these nanoscale multiphase systems.
Multiple-phase nanowires, constituting different structures along the wire length,

may also become important in future nanotechnology. The advantage here will be the
ability to form controlled junctions, which could have semiconducting properties
(metal–semiconductor junctions), novel deformation behavior (whereby toughness
may be increased when they are used as reinforcements), photoluminescence (if

Fig. 1.23 Scanning electron micrograph showing

the fibrous structure of carbon nanotube/V2O5

nanocomposite. The individual nanotubes (seen as

tiny filaments) are finely coated with subnanometer

layers of the oxide, uniformly on the surface,

modifying the nanotube surface properties. The

structure was made by mixing nanotubes and oxide

powder and annealing.

Fig. 1.24 High resolution transmission electron micro-

graph of a heterojunction formed between an Fe nanowire

and a multiwalled carbon nanotube. The structure was

formed in the vapor phase during pyrolysis of hydrocarbon

and ferrocene. Similar structures can also be made by step-

wise electrodeposition inside alumina nanoporous mem-

branes.
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phases are semiconducting with distinct n- or p- character), or thermoelectric-junction
properties. Carbon nanotube–metal junctions have been made by using excess cat-
alyst (Fe) in the chemical vapor deposition process or by electrochemical deposition in
porous alumina templates (Figure 1.24) [133, 134], but the properties of thesemultiple-
phase nanowires have not been evaluated. Controlled solid-state reactions have been
used to form heteronanowires of single-walled carbon nanotubes and nanorods of
silicon carbide and transition-metal carbides (TiC) [135]. The reactions are carried
out via contact annealing with a metal (or Si) solid surface and nanostructures
such as nanotubes. The structures created are some of the smallest heterojunctions
that have ever been made and will play a large role in the fabrication of future hybrid
nanodevices. Similarly, techniques such as laser ablation have been used to form coax-
ial cables containing heterocompositional layers. For example, high resolution trans-
mission electron microscopy and spatially resolved electron energy loss spectroscopy
have characterized wires that consist of b-silicon carbide sheathed inside amorphous
silicon oxide surrounded by graphitic shells made of C or h-BN [136] (Figure 1.25).
These coaxial nanocables of semiconductor-insulator-metal/semiconductor structures
could find applications in nanoscale electronics. The formation of such multiple-layer
nanocable structures is challenging and has to be controlled through the self-assembly
of various elemental and molecular species in the vapor phase during relatively short
growth times, and the directed assembly of such complex structures is one of the most
crucial steps in the creation of useful low-dimensional functional nanocomposite
structures.
Recent work has also demonstrated that semiconductor nanowires can be control-

lably grown in cross-bar array architectures, and, if the crossing nanowires can be
doped into n- or p- type, then light emission can result at the crossing junctions
when a voltage is applied across the wires. High-temperature laser-assisted deposition

Fig. 1.25 Transmission electron micrograph of

nanocable structure (SiC/SiO2/BN/C) showing a

crystalline core and an amorphous layer. Inset: the

selected area diffraction pattern indicates that the

crystalline core is b-phase SiC with the <110> axis

parallel to the electron beam. Bottom: profiles of B

and C across half a nanocable from EELS mea-

surements, showing a phase separation of graphite

and BN layers. (Source [136] used with permission)
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has been used to grow single-crystal indium phosphide (InP) nanowires using catalytic
gold particles [137], either in p-doped or n-doped form. Superlattice nanowires can also
be made with alternating blocks of different semiconducting materials (e.g., Si and
SiGe) on a single wire [138]. A hybrid pulsed-laser ablation/chemical vapor deposition
method can be used to custom-create various heterostructures on individual nano-
wires. These structures systematically contain junctions and interfaces between the
multiple blocks present in the same wire, enabling them to be useful in miniaturized
transistors, LEDs, and lasers.

1.8.2

Applications of Nanocomposite Wires

Of several applications proposed for composite nanowire structures, only one is dis-
cussed here. Magnetic recording exploits the hysteresis behavior of ferromagnetic
materials: the residual magnetization of a tape or magnetic disc is a record of the
maximum field intensity the material experienced with respect to the magnitude
and direction of the applied field. For long-term storage, usable magnetic materials
should have a reasonably high coercivity, because external magnetic fields should
not alter the magnetization. However, the coercive force should not be too large if
the medium is to be reusable, since the magnetic fields used during recording should
be capable of remagnetizing the material for new data recording. Recently, feature
sizes on magnetic disks made using complicated e-beam lithography protocols
have shrunk to the sub-100 nm range [139]. Ferromagnetic Fe nanowires could pro-
vide an ideal system for recording, but the tendency to oxidize is strong in nanoscale
metallic systems. The encapsulation of Fe nanowires within carbon nanotubes will
assure that the metal is maintained in the reduced state, due to the protective C coat-
ing. These encapsulated nanowires exhibit magnetic coercivities larger than those
associated with pure Ni and Co nanowires [140]. The coercive field decreases linearly
with increasing temperature, revealing the presence of anisotropy. The small size,
anisotropy, and the single (isolated) domain nature of the encapsulated Fe crystals
appear to be responsible for this enhanced coercivity. The magnetic properties of en-
capsulated Fe nanowires do not degrade with time, because they are sealed within the
graphitic tubes. These nanowire arrays may have significant potential inmagnetic data
storage device applications (e.g., quantized magnetic disks) due to their size and ani-
sotropic behavior, with the possibility of drastically increasing the attainable recording
density. Film structures of this kind, based on single-domain elements, exhibit the
best available storage densities (e.g., 65 Gb in-2) [141]. The type of magnetic nanocom-
posite particles should also find applications in the fabrication of fine-particle magnets
for use in magnetic inks and as toners in xerography.
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1.8.3

Applications of Nanocomposite Particles

Several strategies are being pursued for creating nanoparticles containing multiple
shell structures (for multifunctionality), with each shell composed of different materi-
als. Template-based approaches are effective in this situation, for which an inner re-
movable template particle (silica, polymer beads) can be used to coat shells of other
materials (e.g., a metal) via multi-step colloidal or vapor-phase assembly and can later
be easily removed to create empty shells. These could even be filled with different
materials to produce multiple-shell composites [142]. Creating uniform coatings on
particle templates by colloidal self-assembly is based on the concept of self-assembled
organic molecular species. The two ends of the molecules to be joined have specific
functional groups (e.g.. thiols, amines, carboxylic groups) that can be targeted for spe-
cific interactions with the template and the clusters that are used to make the coatings.
Uniform, dense packing of the molecules around the templates leads to close packing

Fig. 1.26 Fabrication of multilayer nanoparticle

structures by colloidal synthesis. Top: micrograph of

silica spheres being continually coated with gold

nanoparticles until a uniform coating is produced.

The process of attachment of gold particles (shown

in the schematic below) occurs via connectors of

self-assembled monolayers of bifunctional organic

molecules (e.g., mercaptopropyltrimethoxysilane).

Multiple-layer structures can be fabricated by col-

loidal assembly techniques. (Courtesy Prof. Ma-

moun Muhammed)
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of the clusters that form a porous but space-filled shell around the template (Figure
1.26). Noninteracting metal-coated magnetic particles (SiO2/Au, Fe3O4/Au, NiO/Co,
etc.) or coated semiconducting particles (PbS/CdS) are examples of such composite
particle structures. These structures can have applications in magnetic recording, as
multilayered catalyst materials, or in drug delivery. In such applications of drug de-
livery systems [143], for which a biocompatible outer layer and a drug-containing inner
core are necessary, the multilayered particle approach will be crucial. As an alternative
to colloidal templating, structures such as PbS-coated CdS nanocomposite particles (a
few nanometers in diameter) may be synthesized by ion displacement in inverse mi-
croemulsions and could be useful in nonlinear optical applications. The observed large
refractive nonlinearity in these nanocomposite particles may be attributed to the op-
tical Stark effect and to strong interfacial and internanoparticle interactions.

1.9

Inorganic Nanocomposites for Optical Applications

Nonlinear optical effects, such as nonlinear optical absorption and second- and third-
order optical nonlinearities, can be used to make optical limiters, optical modulators,
etc. Although many organic materials have high optical absorption and nonlinearity,
their thermal and optical stabilities are poor. Often, it helps to create hybrids or com-
posites (organic/inorganic, inorganic/inorganic) that have acceptable optical proper-
ties and stability. Quantum-confined nanoparticles have been extensively used in the
fabrication of such composites because of their novel optical and electronic properties.
The organic-matrix nanocomposites for optical applications are described in chapter 2,
which briefly discusses some of the organic materials that contain dispersed nanopar-
ticles in various hosts.
Recent advances in controlling the fabrication and dispersion of semiconductor

nanoparticles in polymer and ceramic matrices have suggested possible uses for
such nanocomposites in optical applications. A good example of an optically func-
tional ceramic nanocomposite is GaAs nanocrystals embedded in SiO2 matrix. The
interest in the novel optical properties of semiconductor nanocrystals [144] has re-
sulted in strategies to package them as nanocomposites. A variety of techniques,
such as colloidal synthesis, self-assembly, and electrochemistry, can be used to pro-
duce the semiconductor nanoparticles; however, ion coimplantation (Ga+, As+) is an
efficient way of creating well-dispersed nanocomposite materials (e.g., GaAs/SiO2)
[145]. Typically, the ions are implanted at fluxes of �1016 cm-2 into 100 nm silica films
on Si substrates and annealed at appropriate temperatures to create nanocrystals of
GaAs (several nanometers in size) in the matrix (Figure 1.27). Photoluminescence
studies show an efficient, broad luminescence band in the visible and near-infrared
spectral regions due to quantum confinement in GaAs nanocrystals and defect states
in SiO2.
Nanoparticles in matrices have interesting photoluminescence properties, due to

the effects of quantum confinement on their optical properties. Indirect band semi-
conductors such as Si and Ge have very poor luminescence efficiency (hence, efficient
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light emitters cannot be fabricated directly from them), because the band center tran-
sition is optically forbidden. But, by making the particle sizes smaller than the exciton
Bohr radius (4.9 nm for Si, 24.3 nm for Ge), the resulting confinement produces an
increase in oscillator strength, shifting the luminescence to higher energies; this al-
lows tailoring novel optical materials, which are otherwise impossible. To take full
advantage of the particle size effect, the particles must be separated, and the best pos-
sible way of accomplishing this is to disperse the particles in a matrix. Understanding
andminimizing the interaction of the hostmatrix and the particles that create interface
states are crucial to many of the optical applications. Embedding nanoparticles in dif-
ferent matrices and studying the optical properties provides a way to decipher interface
effects. Ge quantum dots have been studied in various hosts, and one way to minimize
host interaction is to embed them in oxygen-free environments, such as AlN; AlN/Ge
multilayer structures deposited by pulsed-laser deposition show a blue-shifted photo-
luminescence peak [146]. Similarly, indium oxide (InO) nanoparticles dispersed (by
solvent-phase impregnation) within the pores of mesoporous silica (prepared by sol–
gel technique) show multiple photoluminescence peaks related to the size and struc-
ture of the particles [147]. Amorphous InO particles (<6 nm) show a photolumines-
cence peak that is down-shifted compared to slightly larger crystalline particles. For
larger aggregates of InO particles, no photoluminescence is observed. Si nanoparticles
themselves are interesting from the point of view of photoluminescence, and porous
Si, which contains small particle domains, has been studied in great detail. The pro-
blem with porous Si is the structural nonuniformity, lack of reproducibility in emis-
sion and aging, and environmental degradation problems. Incorporating light-emit-
ting Si structures in a matrix that is chemically inert and has a wide band gap suitable
for quantum confinement can overcome this problem. Nanocomposites of Si nano-
particles (�5 nm) embedded in polycrystalline diamond matrix have been prepared

Fig. 1.27 Transmission electron micrograph, left,

GaAs nanocrystals embedded inside SiO2 glass

matrix. Sequential ion implantation followed by

thermal annealing was used to form GaAs nano-

crystals in SiO2 films. Right, efficient, broad

photoluminescence band observed in the red and

near infrared spectral regions. The efficient lumi-

nescence is attributed to both quantum confine-

ment states in GaAs nanocrystals and defects in

SiO2. (Source [145] used with permission)
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and studied. The room temperature photoluminescence behavior of such materials in
the 1.6–2.5 eV range shows a strong increase in emission efficiency from the Si na-
nostructures. The studies conducted on this nanocomposite reveal that selecting the
size of the embedded Si particlesmakes it possible to tune the luminescence frequency
in the yellow–green spectral region.
Nanocomposites of nanosized metal particles in transparent dielectrics can also be

applied as nonlinear optical materials in photonic devices. These materials are char-
acterized by large third-order optical nonlinearity (v3) and fast response times, which
are important for device applications such as optical computing, real time holography,
and phase conjugators. To incorporate metal nanoparticles into dielectrics, several
techniques such as ion implantation, sol–gel techniques, and sputtering can be em-
ployed. It is even possible to prepare graded layers of metal nanoparticle distributions
(with different particle sizes and interparticle separations) by implantation, and these
structures can be carefully tailored to produce interacting and noninteracting nano-
particle layers that produce different optical response in the plasma resonance fre-
quencies. Several of these composite systems have been studied, for example, Au/
SiO2, Ag/SiO2, Au/Al2O3, Au/TiO2 with metal concentrations varying from 15%–
60%, for nonlinearity and plasma resonance frequency shifts. High values of suscept-
ibilities (v3 �6 � 10-7 esu, compared to low values of �10-12–10-11 esu for glass) have
been reported for composites containing an optimized fraction of the metal compo-
nent [148, 149]. Groups II–VI semiconducting nanocrystals (e.g., CdS) prepared in
glass hosts have been studied in great detail, because of their large optical nonlinear
response and small carrier lifetimes. Enhancement of carrier recombination rates is
observed in nanocrystals with large surface-to-volume ratios, and the enhancement
results from increases in the density of surface states and fast surface recombination
and capture due to multiphoton emission. Surface recombination in nanocrystals em-
bedded in glass matrices exhibits thermally activated nonradiative recombination,
which is enhanced at reduced particle size. The semiconductor/glass interfaces in
the composites may give rise to deep traps responsible for photoactive phenomena.
In recent years, nanoparticles have been used to make transparent nanocomposite

structures having high refractive indices. Polymers containing inorganic particles in a
range of 1–100 nm (nanocomposites) are interesting in this regard. In contrast to
composites having particles in the micron size range, nanocomposites do not scatter
light and are interesting for optical applications. Preparation of nanocomposites with
refractive indices over the entire range of <1 to >3, which is by far the lowest and
highest ever achieved for a polymer composite, has been possible. Transparent poly-
meric materials can be coated with surface layers (�100 nm thick) of UV-absorbing
nanocomposites to inhibit degradation of the polymer by UV light [150]. High-refrac-
tive-index transparent materials are mainly used for improving the optical coupling
efficiencies in photonic devices. The refractive indices of polymers vary between
1.3 and 1.7, those for inorganic semiconductors vary between 2 and 5, and for
high bandgap semiconductors this value is <3. The technological challenge in creat-
ing near-transparent high-refractive-index organic/inorganic nanocomposites lies in
the creation of nanoparticles in the size range 20–40 nm, to produce high-refrac-
tive-index nanoparticles with low absorption coefficients in the visible range. Exam-
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ples of such composites are PbS, InP, GaP, Ge, and Si particles in a gelatin matrix. The
particle sizes, as well as the loading fraction of the particles, affect the refractive index
and absorption coefficient. Very small particles show reduced refractive index. But
typically there is a critical size above which the value of refractive index reaches
the bulk value (for PbS this is �25 nm). Hence, to obtain predictable values of refrac-
tive index, it is important to have good dispersion of particles. The particles useful for
creating these nanocomposites can be produced through a variety of techniques, ran-
ging from mechanical attrition [151] (followed by centrifugation to obtain near-uni-
form Si particles) to colloidal processing. Nanocomposites can then be prepared by
mixing and spin coating (or casting) aqueous solutions of gelatin with suspension
of nanoparticles in appropriate organic solvents.

1.10

Inorganic Nanocomposites for Electrical Applications

The incorporation of particles of a nonpiezoelectric phase into a piezo material is
unlikely to improve properties such as the strain per unit field or the charge per
unit force, but the dielectric loss of the nanocomposite material under high alternat-
ing electric fields is an interesting issue. High-drive electrical applications are often
restricted by reduced efficiency, due to heating caused by the large dielectric loss at
high fields. A clear distinction has been shown between weak and strong field behavior
in materials such as BaTiO3. Above a critical field level, the dielectric constant and
dielectric loss increase dramatically, due to hysteretic domain wall motion and the
resultant reorientation by spontaneous polarization. It is possible that incorporating
nanosized particles (SiC of small volume percentages, �2.5%) into an electroceramic
matrix (BaTiO3) may hinder domain wall motion sufficiently to reduce dielectric losses
at high fields [152]. Accordingly, the microstructure requires the particles to be situ-
ated intragranularly. This concept is similar to that used in the development of hard
ferromagnetic materials, for which heat treatment is used to produce a fine dispersion
of particles within the microstructure, which increases the resistance to domain wall
motion. In addition to the possible effect of the particles on piezoelectric properties,
additional issues that require examination include the influence of any secondary
phases produced by solid-state reactions between the matrix and nanoparticles; in
a BaTiO3/SiC system, heat treatment and hot pressing can form new phases such
as Ba2TiSi2O8. When such reaction phases are present in the composite, the permit-
tivity of the system is lowered. Addition of silicon carbide leads to a change in the
microstructure of the material and a decrease in grain size. This outcome has
been reported in structural systems, which show corresponding improvements in
mechanical properties. In addition, the fracture mode was transformed from transgra-
nular for monolithic BaTiO3 to intergranular for the nanocomposite. Many studies
have been undertaken to fabricate piezoelectric particle-dispersed ceramic nanocom-
posites from other materials: Pb(Zr, Ti)O3 nanocomposites have been prepared from
high-purity PZT powder and small amounts of oxides (Al2O3, MgO, etc.) [153]. Small
additions of a second phase improve the mechanical properties, such as hardness and
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fracture toughness, of the PZT. The nanocomposite’s reduced grain size during pro-
cessing with the second phase is responsible for the improved mechanical properties.
The piezoelectric properties of these composites remain essentially unchanged,
although for the MgO composites, the electromechanical coupling factor (which is
important for actuator applications) becomes larger.
Nanocomposites can also be useful for such applications as electrical contact ma-

terials, particularly to replace the toxic Ag/CdO contacts being used now. The reactive
milling process has been used for manufacturing Ag/SnO2 nanocomposites. A high-
energy ball mill controls the reaction to obtain nanosized SnO2 particles in an Ag
matrix [154]. Then this powder is hot pressed into electrical contacts with superior
erosion resistance and good thermal and electrical conductivity. Such cermet-like na-
nocomposites (in different configurations) have applications in other areas, like sen-
sors. Many reports have appeared on gas-sensing technologies based on the measure-
ment of changes in the electrical resistances ofmetal oxides (such as SnO2, TiO2) as the
environment is changed. The sensitivity and selectivity of these metal oxide sensors
can be affected by deposition of discontinuous metal films on their surface. Metals
such as Pd, Pt, etc. have been used as surface activators. Similarly, incorporating metal
clusters into bulk oxides to form nanocomposites also makes it possible to tailor the
effective bulk electrical response of sensor materials. This incorporation allows the
range of resistivity changes caused by changes in the carrier concentration at the sur-
face or bulk of the metal oxide sensor material to be altered.
Although ceramic/metal composites are exciting mostly due to improved mechan-

ical properties, the temperature-dependent electrical behavior of metal in ceramic na-
nocomposites is quite interesting [155]. As examples, Ag and Pb particles have been
prepared in silica gels by electrochemical methods. DC electrical characterization of
these materials shows surprising changes from semiconducting to metallic behavior
as a function of temperature and depending on particle size. The electron conduction
mechanism in these nanocomposites is complicated but, in general, occurs via two
conductionmechanisms: electron tunneling betweenmetal particles andmetallic con-
duction due to the presence of metal percolated paths. The particle size and micro-
structure of the composite can be changed to adjust these properties [156]. The variable
conductivity of these composites can be used in applications, such as electromagnetic
induction shielding.

Percolation Effects and Transport Phenomena in Composite Systems

To understand nanocomposites in terms of conduction processes, we need a basic
understanding of the bulk materials as well as of the composite filler. This is where
certain issues arise. When dealing with organic or inorganic insulators and semicon-
ductors, we may rely on a form of charge transport through the medium in terms of
variable range-hopping conductivity when we add fillers to the system [157]. However,
the conductivity is determined by the dominant charge carrier, because the carrier’s
mobility in hopping from one site to the next is the dominating feature of the con-
duction mechanism. A detailed study of hopping and its effect on conductivity has
been summarized earlier [158, 159].
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For metal filler systems in insulating matrices, the dominating feature is the type of
filler, with particular regard for its size and shape [160]. Changing the electrical
transport properties of these insulators with nanosize fillers is necessary, because
we want to retain the innate properties that make the insulators useful. We also
want to induce electronic properties that allow us to make quantitative determinations
without altering the chemical and/or physical nature of the dominant medium (in-
sulator). For the simple percolative effect, we must look at the insulating/metallic
mix. In general, for bulk transport properties, the conductivity follows a power law
behavior:

r ¼ r0ðp� pcÞ
t ðfor t ¼ 2Þ ð1Þ

where r denotes the conductivity and p represents the mass fraction [161]. In the past,
this behavior has been shown to agree with 3D behavior, by Monte-Carlo simulations
for thick films [162].We do not deal with this behavior in detail here, except to note that
the study of superconductivity in percolating films is relevant for the interpretation of
critical temperature and heat capacity data [163]. A more detailed application of per-
colation theory deals with the effect of varying the number of interconnections present
in a random system [164]. Fourier et al. [165] proposed a model in bulk materials,
based on the Fermi–Dirac distribution, that describes the critical insulator-to-conduc-
tor transition:

logðrcÞ ¼ logðrncÞ þ
logðrf Þ � logðrncÞ
1þ exp½bðp� pcÞ�

ð2Þ

where rc is the composite conductivity, rf is the filler conductivity, rnc is the nanocry-
stalline conductivity, p is the mass fraction, and b is an empirical parameter that leads
to the change in conductivity at the percolation threshold pc.
On a macro scale, we look at transport properties in terms of 3D processes. The

dimensionality of the charge responds to its environment in the x, y, and z direc-
tions, as well as to the field that affects it. The simple phrase ‘the path of least resis-
tance’ is very true for 3D transport. For years, many organic and inorganic materials
were examined for their conduction dimensionality on the nanoscale.
In examining composites for their electrical (and electronic) properties, considera-

tion of the volume or mass fraction addition (where we add a metallic component to
our insulator) is crucial. However, where this volume addition occurs, the structural
phenomena have a large bearing on the composite’s transport properties. Alterna-
tively, the metal particles can be distributed randomly, but their proximity (path
length) and size can be varied, depending on the technique for adding them.
Some clusters will aggregate and therefore nucleate to form larger grain sizes, but
other deposition techniques result in islands of metallic clusters. This heterogenity
has a dramatic effect on the conduction process as well as on the dimensionality
of the conduction pathway. Variable ranges for the critical mass fraction of added
filler (5%–50%) required to reach the percolative threshold have been reported.
Why should we care about these values and how are they important? The reason
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is both complex and simple. To influence transport phenomena, both the shape and
size of the filler are crucial. In addition, the manner of deposition and the resulting
pathway and mean distance between islands of particles or colloids also directly influ-
ence the dimensionality of the charge carriers. We should be aware of certain effects of
various fillers. The electrical conductivity of very thin metal films can be much lower
than in a bulk material. Closer examination of the thin films reveals a discontinuous
structure, where the metal appears as clusters or islands. Detailed examinations have
been made of the transition of materials frommetallic ballistic transport to insulating,
indicating that it is percolative in effect.
As mentioned above, in recent years, the size-dependent properties of nanocrystal-

line solids have attracted much attention. By gaining an in-depth knowledge of these
materials, we can start to use nanocrystalline fillers as components in emerging com-
plex composites. Small changes in the physical size of a simple nanocrystalline ma-
terial can lead to large changes in its physical properties [166]. In general, to under-
stand such fillers, we must examine many complexities before expanding the inves-
tigations into macro- or even nanoscale composites. Work in this field is still inade-
quate for a complete understanding of percolation effects and dimensionality when
nanofillers are used in composites (Figure 1.28) [167]. However, recent studies of
carbon nanotubes as a filler in a conjugated polymer have led to some interesting
results. Carbon nanotubes were used as fillers in thin-film nanocomposites, and al-
tered conductivity was measured. What makes this effect interesting is that a reason-
ably well characterized material (the carbon nanotube) was used as a filler in a semi-
conducting polymer – one whose low conductivity despite conjugation falls in the
insulating range [168]. The effect at percolation was to change the conductivity of
the composite by 10 orders of magnitude.

Fig. 1.28 Filler fraction depen-

dence of the conductivity of

particle/polymer matrix compo-

sites, demonstrating the perco-

lation transition. Insets are

schematic microstructures re-

flecting the extent of particle

clustering, at and above the

transition. (Source [167] used

with permission)
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1.11

Nanoporous Structures and Membranes: Other Nanocomposites

Nanoporous materials are materials with pores that have dimensions in the nanoscale.
In many ways, these materials can be considered nanocomposites, because they have
one phase (empty space) that is either randomly dispersed or ordered within a solid
matrix. We have already discussed examples of some of these structures, such as hol-
low carbon nanotubes with straight hollow channels or porous alumina templates
made by electrolytic methods. Examples of random pore distribution are zeolites, me-
soporous silica, and porous silicon, all of which have important applications. In this
section, we discuss in a little more detail the importance of a few select structures in
the realm of nanocomposites. An exhaustive treatise of porous materials and mem-
branes is beyond the scope of this book but has been dealt with elsewhere [169].
The transformation of a chemically homogeneous material into a porous structure

by some form of chemical reaction controlling pore size is challenging, because che-
mical homogeneity and selectivity during such processes do not appear to go hand in
hand. However, several strategies can be used (Figure 1.29). Examples include zeolites
(pore diameter �0.3–0.4 nm), Al foils converted to alumina having straight pores
(diameter �7–250 nm) via an electrochemical self-organization, compact polymeric
membranes and also mica plates and glassy metals treated by irradiation or particle
(e.g., ion) beams that also develop straight pores (‘chemical drilling’), porous carbon
structures generated by carbonization of appropriate polymeric precursors and sub-
sequently subjected to an activation reaction (diameter 0.3–4 nm), and cyclodextrin
polymers [170] (diameter �0.8 nm).
The pore sizes in porous structures and membranes range from 0.3 nm to 10 lm.

Pore dimensions below 0.3–0.4 nm may also be considered, but these are nearly the
dimensions of ordered or disordered interstices in solids. However, the upper limit of
10 lm covers the pores of most membranes. Pore size uniformity (and distribution) is
obviously important for applications such as separations on any size scale [171]. In
addition, the physical and chemical character of the pore surfaces can play a signifi-
cant role at smaller pore sizes, especially when gases or vapors are to be separated. In
general, the fabrication of a defect-free porous membrane addresses two problems:
one is the creation of pores of the desired local geometry (size, void fraction, and
pore coordination number); the other is the achievement of mechanical robustness
while repeating the local arrangement over macroscopic distances.
Polymeric membranes useful at lower temperature (20–100 8C) and for large-scale

routine applications are an important class of porous materials [172]. Ceramic mem-
branes, compared with their polymeric counterparts, are usually more fragile, more
expensive, and harder to fabricate. On the other hand, ceramic membranes tend to
withstand harsher separation conditions (e.g., high temperatures, solvents, and cor-
rosive or fouling-favoring environments) and can often be cleaned easily. Carbon
membranes are based on appropriate polymeric or pitch precursors, and they are in-
termediate (in character and properties) between polymeric and ceramic membranes
[173]. The properties of carbonmembranes are closer to the properties of their ceramic
counterparts: high temperature and chemical stability (except in oxidative environ-
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ments at temperatures>350–400 8C). Current interest in carbon membranes focuses
mostly on those appropriate for gas separations; at least for air separation, these mem-
branes exhibit a combination of permeability and selectivity superior to those known
so far for polymeric materials. Examples of applications include separation of CO2

from CH4 in landfill gas, production of oxygen-enriched air, and separation of propy-
lene from propane. As a consequence of some of the routes for their preparation and/
or their final structure, BN and SiC membranes constitute a bridge between carbon
and generic ceramic membranes. Because BN is superior to C in terms of oxidative
resistance, developing BN versions of C membranes is potentially interesting. In ana-
logy to the fabrication of porous carbon structures from pitch and other precursors,
appropriate organic precursors can be found for BN fibers. Deposition of a precursor
organosilicon polymer or oligomer [174] (e.g., polycarbosilane) on porous ceramic
substrates, followed by pyrolysis, can be used to fabricate silicon carbide or Si-O-C
containing ceramic top layers of composite membranes. Pores from <1 nm to meso-
pores can be generated, depending on the precursor and the processing. In very recent
years, self-assembled single-walled carbon nanotube-based arrays have been proposed
formembranes (Figure 1.30). Themembrane action is based on quantized transport of
water through nanotubes [175] (<1 nm pore size), mimicking water transport in phy-
siological structures through tubules of similar dimensions.

Fig. 1.29 2D schematics of a selection of 3D bicontinuous structures com-

monly encountered in nanoporous materials. Except for structure (e), the void

part in indicated by black. (a) Fully ordered pore network, as in zeolites (pore size

0.4–1 nm). (b) Generic nanoporousmaterial with an imprecisely tailored porous

network. (c) Structure generated by compression/mild sintering of solid, nearly

round nanoparticles. Pores down to a few nanometers are achievable. (d)

Structure typically generated by spinodal decomposition (a Corning silica-based

product with 4 nm pores) (e) Nanoporous carbon with a reference nanodo-

mained graphitic structure. Black lines represent graphitic planes and slit-

shaped pores correspond to missing graphitic material. (f) Nanoporous ma-

terial with tubular pores in a parallel semiordered arrangement, anodic alumina

(with a minimum pore size in the 10-nm range), and various mesoporous

zeolites (pore size in the range of several nanometers). (Courtesy Dr. Kon-

stantinos Beltsios, Institute of Physical Chemistry, NCSR, Demokritos, Greece)
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Several forms of well-defined nanostructured carbons (Figure 1.31) exist, and these
forms have important practical applications, such as development of electronic, cat-
alytic, and hydrogen storage systems. These materials can be synthesized by thermal
chlorination of various carbides. It has so far been possible to synthesize nanoporous
carbon, nanoparticles with multi-walled, band-like lamellar graphitic carbon, and tur-
bostratic carbon. The nanoporous amorphous carbon consists of very high-surface-
area carbon with a tunable, very narrow, pore size distribution and is suitable in ap-
plications such as supercapacitors and specific adsorbents. Template-based (e.g.,
quartz, silicates) synthesis techniques can also be used to prepare such materials.
Structures such as mesoporous aluminum silicate or nanoporous silica have well-or-
dered arrays of open structures randomly connected by pores (pore size<3.5 nm). The
pores can be filled with organic solvents, heated, then pyrolyzed at high temperature;
finally, the template is etched off to produce nanoporous carbons [176].
Semiconductor and metal porous membranes have specialized applications [177].

The most important example of metal membranes is hydrogen-separating palladium-
based membranes [178], which work on the basis of selective diffusion of gaseous
species through the metal lattice. Composite membranes also exist, in which one
or more top or buried layers are added to a bulk membrane material. At least one
of the layers plays an active role in separation or provides defect healing. Composite
materials, consisting of a matrix material (most often a polymer) and a dispersion of a

Fig. 1.30 Above: schematic of a possible multiple layer membrane consisting

of self-assembled nanotubes (along the arrows), packed together densely.

Between the membrane layers is a water-salt mixture. Simulation suggests that

osmotic pressure can drive selective transport of species across the mem-

branes, as shown by molecules moving through the nanotubes. Such porous

architectures can find use in many applications ranging from bioseparations to

drug delivery. (Courtesy Prof. Shekhar Garde, Department of Chemical Engi-

neering, Rensseloer Polytechnic Institute, Troy, New York, USA)
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standard nanoporous material (such as zeolites or microporous carbon), can also be
useful in catalysis and separation applications.
Straight-pore alumina membranes (which were briefly described above, in the sec-

tion on preparation of templates for the growth of nanowires and nanotubes) are pre-
pared by anodic oxidation of thin aluminum foils, in the electrolysis of a solution of
oxalic, phosphoric, chromic, or sulfuric acid [179]. The electrolyte is chosen among
those having some capacity for dissolving alumina. As electrolysis progresses, self-
organization occurs; the aluminum oxide formed in the anode undergoes spatial re-
distribution, resulting in a honeycomb-like structure, with straight pores distributed in
a nearly hexagonal arrangement. Pore sizes in the 10–250 nm range, porosities on the
order of 0.2–0.3, and film thickness in the 10–100 lm range are usually obtained. For
separation applications requiring small pores, it is preferable to develop asymmetric
versions of anodic alumina membranes. In addition to asymmetry achievable by de-
positions, changing the conditions during growth, especially through voltage changes,
makes asymmetry possible. In addition to the anodic porous alumina structures cre-
ated, novel approaches being tested include, for example, the use of a master pattern
(made of, e.g., SiC) with nanosize features to imprint well-defined surface textures that
guide the formation of nearly defect-free pore channels with high aspect ratio over a
wide area [180]. Long-range ordered channel arrays with dimensions on the order of
millimeters and a channel density of 1010 cm-2 can be obtained, with aspect ratios of
over 150 for individual channels.
Although the limited thickness achievable by the aluminum anodization approach

makes the membranes produced unlikely candidates for extensive use as gas-separa-
tion membranes, a substantial amount of research has been dedicated to generating
model asymmetric ceramic structures with additional functional layers deposited for
specific functions; oriented microcrystals of porous phosphate structures and zeolite-
like solids (which have tailorable pore sizes of 2–20 nm) can be grown on the surface
of straight-pore alumina membranes to provide added functionality in separation ap-

Fig. 1.31 Atomic-level sche-

matic of nanoporous carbon

structure with loaded metal

particles. High surface area of

porous carbon materials are

ideal for holding dispersed metal

catalyst particles for use in het-

erogeneous catalysis. (Source:

[236] used with permission)
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plications [181, 182]. Straight-pore alumina membranes have been used as templates
for generating a porous metal membrane by electroless plating [183]. Dissolution can
remove the original and intermediate templates.
Polymeric nanoporous materials and nanocomposite materials have improved the

technology of polymeric membranes drastically. In a complete reversal of roles for
organic and ceramic matter in the building of organized gas- or vapor-selective ma-
terials, it has been possible to infiltrate the channels of zeolite-like materials with di-
mensionally constrained active organic (and metal-containing organic) phases. The
architecture of the inorganic zeolite can be used to build other porous structures,
including porous carbons. For example, a zeolite structure exposed to propylene
gas at a high temperature, after carbonization and acid washing, yields a micropor-
ous/nanoporous carbon material [184].

1.12

Nanocomposites for Magnetic Applications

1.12.1

Particle-Dispersed Magnetic Nanocomposites

Magnetic nanocomposites in which magnetic species are dispersed within nonmag-
netic or magnetic matrices are practically useful. Magnetic recording, giant-magneto
resistance, and magnetic refrigeration are some important areas in which magnetic
nanocomposites have relevance. Nanocomposite magnets with both particle/matrix
systems being magnetic have received much attention, because they may have
high remanence (associated with exchange coupling at interfaces separating hard
and soft magnetic phases) and large energy product, (BH)max, relative to conventional
magnetic materials [185]. The remanence enhancement can be as high as 0.8 Ms, the
saturationmagnetization, compared to the isotropic value of 0.5Ms.Many reports have
appeared on the enhanced magnetic properties of nanocomposite magnets made of
hard magnetic phases such as Nd2Fe14B and Sm2Fe17N3 within soft magnetic matrices
(e.g., a–Fe) [186]. The effect of the strength of intergrain exchange interaction is im-
portant in these materials and influences properties of nanocomposite magnets such
as coercivity and maximum energy product [187]. Decreasing the grain size of the
material and reducing the intergrain exchange interaction can increase the maximum
energy product to as high as 200 kJ m-3 [188]. In general, the coercivity also increases
(and peaks at some value) with a decrease of the exchange constant compared to the
intragrain exchange interaction. Nanosize magnetic particles typically have grain sizes
smaller than the critical single domain particle size. Also typically in magnetic nano-
composite films, the coercivity increases with grain size if the grains are isolated (no
interaction), but when the grains start contacting and exchange interaction kicks in,
the coercivity falls rapidly with grain size. The coercivity is highest at percolation,
where the grains just start touching each other. In a very recent study, exchange-
coupled nanocomposites were fabricated by nanoparticle self-assembly. Here, both

1.12 Nanocomposites for Magnetic Applications 5757

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



FePt and Fe3O4 particles were incorporated as nanometer-scale building blocks into
binary assemblies, which were subsequently annealed to obtain FePt/Fe3Pt nanocom-
posites, in which FePt is a magnetically hard phase and Fe3Pt a soft phase. An opti-
mum exchange coupling, and therefore an optimum energy product, is obtained by
independently tuning the size and composition of the individual building blocks [189].
The improvements in magnetic properties in nanocomposites can be explained as

follows. A nanocomposite magnet can be considered as hard and soft magnetic grains
connected by magnetically interacting springs. The intergrain interaction has a ten-
dency to align the magnetization in each grain in the same direction. When a mag-
netic field is applied in the opposite direction, reversal of magnetization occurs only in
the soft grain (until a critical field value is reached). The magnetization in these grains
is reversed when the field is removed, resulting in high values of reversible suscept-
ibility. However, for high applied fields, which reverse the magnetization even in the
hard grains, the magnetization in the soft grains does not reverse upon removal of the
field. This effect is most notable inmagnets (Nd/Fe/B) having grain sizes smaller than
50 nm. The strength of interaction between the grains is crucial in determining the
properties of the nanocomposite magnets; in addition, the magnetic properties also
depend on the grain size, the fraction of soft and hard phases present, and the shape of
the grains.
Different synthesis routes can be used to produce magnetic composites. Melt spin-

ning/splat cooling of alloys accompanied by heat treatments such as fast annealing
have been used to prepare alloy ribbons of nanocrystalline and nanocomposite mag-
nets (e.g., containing Nd2Fe14B, Fe3B, and a-Fe). The most successful technique has
been mechanical alloying of two-phase mixtures (e.g., a-Fe/Sm2Fe17N3), which typi-
cally results in two-phase mixtures consisting of a nanocrystalline soft magnetic ma-
trix and an amorphous hard magnetic phase. Annealing and crystallization at higher
temperatures lead to nanocomposite magnets that show superior magnetic behavior.
The evolution of the microstructure and grain morphology during mechanical milling
and subsequent heat treatments affects the magnetic properties and has to be con-
trolled precisely. Cosputtering from multiple targets is another method capable of
fabricating uniform nanocomposite structures. Uniform thin-film nanocrystalline co-
balt grains (10–20 nm) surrounded by graphitic layers have been prepared by this
technique followed by post-annealing treatments [190–192]. The Co/C system is im-
miscible, with a negative interdiffusion coefficient, and because the carbides in this
system are metastable, they decompose into the elemental forms. Hence, uniform
films of segregated magnetic and encapsulant layers can be fabricated for controlling
the magnetic interaction between the different Co grains present in the films. Such
films may prove useful for high-density magnetic recording, because carbon provides
good isolation, so as to reduce the intergrain exchange interaction. The thickness of the
film deposited also needs to be controlled for preparing optimal recording media, and
this thickness should be comparable to the grain size (�10–15 nm) within the films
for best performance.
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1.12.2

Magnetic Multilayer Nanocomposites

The increase in storage density of hard disk drives and the parallel decline in cost per
megabyte (MB) of storage is happening rapidly [193]. Along with disk performance and
price, sputter equipment is evolving in both design and efficiency. Current standard
processing modules involve heating, dc or RF sputter deposition, and cooling. Further
improvements and required modifications of these modules, as well as new proces-
sing steps such as substrate cleaning, multilayer deposition, and plasma chemical
vapor deposition of carbon are necessary in the future. Magnetic nanocomposites
are the end result of many of those improvements.

1.12.2.1 Microstructure and Thermal Stability of Layered Magnetic Nanocomposites

Granular solids consist of small metal granules embedded in an immiscible medium,
which may be insulating or, less frequently, metallic [194]. Like other artificially struc-
tured solids, granular solids have intricate structure on the nanometer scale and extra
degrees of freedom within which the physical properties can be manipulated to
achieve tailored materials for applications and for explorations of physical phenom-
ena. The relevant extra degree of freedom for granular solids is the granule size.
In magnetic granular solids, all such granules are single domains exhibiting ‘hard’
magnetic properties. On the other hand, for samples with large metal volume frac-
tions, the metal granules form an infinite network, exhibiting metallic conductivity
and ‘soft’ magnetic properties, because the conducting paths and magnetic closure
structure are readily facilitated. For most common metals (e.g., Fe, Au, Co, Cu),
the ultrafine solid granules can be made as small as 10 to 100 nanometers. This is
the size range in which finite-size effects, single-domain magnetic properties, and
other phenomena are observed. Work on this type of nanostructured film began
with the pioneering studies of Abeles et al. [195]. These films have attracted consider-
able attention in recent years because of theoretical suggestions dealing with their
physical properties and also because of practical applications, among which the
use of ferromagnetic nanocomposites as data recording media stands out. For this
application, superior magnetic performance can be tailored by manipulating the
size and volume fraction of the particles. Other advantages also derive from the struc-
ture of the film, in that the insulating portion of the film provides chemical and me-
chanical protection to the metal particles.
A variety of deposition methods can be used to produce granular, layered magnetic

solids. Of these, sputtering is the most versatile. Sputtering is most often applied via a
single homogenous target, or by cosputtering. Sequential deposition is also applicable
if layer formation can be avoided. Generally, because the nanostructures of granular
metal solids are strongly influenced by the processing conditions, deposition para-
meters such as deposition rate, sputtering pressure, and substrate temperature
must be tightly controlled. Multilayer thin films with an under layer and a cover layer
(total film thicknesses are usually in the range of several micrometers) have been
prepared with multiple-gun dc and RF sputtering systems. The multilayers were de-
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posited onto glass or silicon substrates. Flowing high-purity gas (Ar, N2, etc.) was used
in sputtering. The sputtering parameters, including gas pressure, the power rates of
the sputtering guns, and the target-to-substrate distance, were chosen to produce films
with maximum coercivity. Heat treating the as-deposited films in a furnace or rapid
thermal annealing yielded nanocomposite films with random nanostructure. Gener-
ally, high coercivity is obtained only after heat treatment.
As an example, cobalt nitride films, CoN, in pure form and also as a nanocomposite

in a boron nitride or silicon nitride matrix were generated by reactive sputtering of
cobalt metal, cobalt boride, or cobalt silicide as targets, respectively, in nitrogen plas-
ma [196]. Cobalt nitride decomposes into the elements when heated under vacuum at
500 8C. The nanostructure of the composites was preserved in the heat treatment, thus
creating a fine dispersion (<10 nm) of cobalt particles in a ceramic matrix. The mag-
netic properties of the nanocomposites were studied in detail; the precursor cobalt
nitride is paramagnetic but the cobalt dispersions, having dimensions smaller than
single magnetic domain size, show characteristics typical of systems such as super-
paramagnetism and, at temperatures lower than the blocking temperature, marked
hysteresis. The coercive fields at 5 K for the BN and Si3N4 nanocomposites are
3250 and 850 Oe, respectively.
The problem of long-term stability of written bits in magnetic data storage devices

places a fundamental limit on the possible increase in area density for conventional
magnetic recording. Because decreased magnetic grain size is required for the im-
proved media signal-to-noise ratio that is needed to support higher area densities,
thermal energy becomes significant relative to the switching energy, and the playback
signal amplitude decays over time. Thermal stability will ultimately limit the maxi-
mum area density achievable with conventional longitudinal recording. The key as-
pects of the media microstructure contributing to thermal stability are the grain
size and grain size distribution, alloy composition, alloy segregation, lattice defects,
and strain. Random nucleation processes occurring during media deposition create
grain size distributions. Continued increases in area density will require tighter grain
size distributions and improved microstructural control of very thin magnetic layers
[197].
Controlling the media grain size and tightening the grain size distribution are prob-

ably the most difficult, yet most important, aspects of media processing. Due to the
exponential dependence of the decay on KlV/kT, (KlV is the product of the uniaxial
anisotropy energy density and the switching volume), small changes in V determine
the difference between stable and unstable bits, with the smallest grains in the dis-
tribution decaying first. Thermal decay experiments have shown that the data cannot
be well explained without taking the contribution of the grain size distribution into
account. Slow lateral grain growth rates or high nucleation rates favor smaller average
grain sizes. Materials or growth conditions that limit surface mobility reduce the grain
size. Because a minimum number of atoms are needed to form a critical nucleus, a
narrower grain size distribution is expected as the grain size approaches the size of the
critical nucleus. To significantly improve the grain size distribution, one needs a reg-
ular array of nucleation sites or a new type of media in which the magnetic grains do
not grow together to form a fully dense film. Although research on so-called self-as-
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sembled quantum dot arrays for media is ongoing, these approaches are still far from
being implemented for production media.

1.12.2.2 Media Materials

Area densities in longitudinal magnetic recording have reached 36 Gbits in-2 in labora-
tory demonstrations [198] and 10 Gbits in-2 inmedia designs already in use (12� 4 nm
grains) [199]. Roadmaps toward 40–100 Gbits in-2 have been proposed [200]. At such
densities, tight control of the media microstructure, especially grain size, grain size
dispersion, and chemical isolation to break exchange are necessary, in order to keep
the media noise within acceptable bounds [201]. Continued grain size scaling to dia-
meters considerably below 11–12 nm should be possible, allowing for densities well
beyond the currently perceived 40–100 Gbits in-2 limit. This prospect has been the
driving force behind industrial and academic research in the area of thin-film hard
magnet materials, which promise minimal thermally stable grain sizes down to
2–3 nm and a more than 10-fold potential density gain. However, for extremely
high density recording media, typically defined as >100 Gbits in-2, the critical values
of relevant magnetic properties will be stringent for achieving low media noise: coer-
civities of 4 kOe and weak exchange coupling in grains <10 nm are estimates.
High-Kl (uniaxial magnetocrystalline anisotropy) materials are attractive for ultra-

high-density magnetic recording applications (e.g., audio tapes, video cassettes, mag-
netic memory devices) because they allow smaller, thermally stable media grains (Fig-
ure 1.32). Particle-dispersed recording systems are also possible targets for future
magneto-optical data storage. For the particulates, high magnetization is crucial, be-
cause it determines the strength of the field to be detected during read/write. Metals
such as Fe and Co have high magnetization, but one drawback is that they oxidize
easily when particle sizes are small. Alloys have advantages in this regard and encap-
sulation in a medium (matrix) can solve several problems associated with chemical
stability of the particulates. The search for higher magnetic recording densities pur-

Fig. 1.32 Schematic of multilayer microstructures

of typical nanocomposites used in magnetic re-

cording media. The area bound by the thick jagged

lines corresponds to the transition between bits

(dimension of each bit�80� 400 nm). Within each

bit, the grains of the magnetic layer, CoCrPt, have

uniaxial anisotropy due to the random orientation

of magnetic moments. The total magnetic moment

is the vector sum of all magnetic orientations

(shown by arrows M). The orientation of the Cr

layers can induce magnetization in the plane of the

film by their epitaxial relationship. The thickness of

the films correspond to 20 nm for the CoCrPt layer

and �40 nm for the Cr layer. (Courtesy Prof. M.

Shima, Department of Materials Science & Engi-

neering, Rensselaer Polytechnik Institute, Troy, New

York 12180, USA.)
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sues particle sizes that are<10 nm. With such small particle sizes, high magnetocrys-
talline anisotropy is needed to avoid thermal and field fluctuations that can destroy the
magnetization in recorded locations. When particle sizes become that small, in many
material systems the magnetization can become inherently unstable, due to effects
such as superparamagnetism. Intrinsic magnetic properties of several potential alter-
native media alloys can be found in reference [202]. Recent studies have emphasized
rare earth intermetallic compounds with high magnetic anisotropy and small grain
sizes in the search for the best magnetic properties for high-density recording media.
Nanocomposites, e.g., metal/carbon, metal/oxide, or immiscible metal/metal mix-

tures, are prospective routes toward generating <10-nm granular structures, needed
for ultrahigh density recording. Much work has been reported on nanocrystalline rare-
earth transition-metal films, most prominently Co5Sm- and Co17Sm2-based films.
High-density recording studies have been reported on CoSm/Cr structures with coer-
civities in the 2000–4000 Oe range. Another example is nanocrystalline high coerciv-
ity CoPr/Cr films, for which coercivities of about 8000 Oe and grain sizes of 10 nm
have been obtained.
Face-centered tetragonal (fct) structures of near-equiatomic composition, CoPt and

FePt, have been studied extensively. Both compositions result in large coercivities,
close to the theoretical maximum obtained for 12–15-nm-thick epitaxial Fe/Pt
(001) films with perpendicular orientation grown on MgO substrates. ‘Nanometer-
size’ CoPt particles (100–300 nm) obtained by dc-magnetron sputtered, and post-an-
nealed CoPt films exhibited coercivities of about 30–37 kOe. Annealed nanocompo-
site CoPt/C films may be tailored for magnetic recording media applications. Some of
the common problems with hard magnet nanomaterials are unfavorably high proces-
sing temperatures during annealing or growth, which may adversely affect grain
growth. As a consequence, the noise performance is compromised, as was recently
found in perpendicular recording studies of polycrystalline ordered Fe/Pt (001)
thin films. Codeposited nanophase materials, e.g., CoPt/Ag and CoPt/C, may allevi-
ate some of these problems. CoPt alloys undergo phase transition from fcc to the more
anisotropic face-centered tetragonal (fct) phase at higher temperature (835 8C), which
makes this material magnetically hard. RFmagnetron sputtering from targets contain-
ing CoPt alloys and Ag can be used to prepare nanocomposite (CoPt/Ag), and post-
annealing treatment embeds the hardmagnetic phase. Large coercivities, which can be
tailored over the whole range by changing the processing route and hence the micro-
structure, were achieved for these multilayer films of CoPt fct phases in a fcc Ag ma-
trix, with average grain sizes in the range of 7–100 nm [203]. Different matrix materi-
als (other than Ag) can also be used, serving as the isolation material between the hard
magnetic grains, for example, silica and carbon. Carbon should be an ideal isolation
material, because it does not react with Co or Pt to form carbides. CoPt/C nanocom-
posite films have been prepared that show the high coercivity and chemical stability
required for high density recording media. Exciting new developments in high density
recording media may further derive from chemical synthesis routes, self-assembly of
magnetic nanoparticles, and template-based growth of magnetic nanowire arrays;
these options are currently being explored for generating monodisperse, ordered na-
noparticle arrays.
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In addition to the common applications outlined above, magnetic nanocomposite
materials also have applications in ferrofluids, imaging, and separation technologies
and as magnetic carriers for drug delivery. The challenge here is to make the magnetic
nanocomposite particles (e.g., silica-coated iron oxide) resistant to agglomeration and
chemical attack. The magnetic particles are often coated with protective and functional
materials such as silica, which can be done effectively and easily by sol–gel synthesis
or liquid phase coating processes (Figure 1.33). The silica coating provides protection
against chemical attack and also provides a shell that can be modified chemically to
make functional nanocomposites [204]. The sol–gel process (performed in organic
solvent via hydrolysis of tetraethoxysilane) is good for making thin inorganic films
with tailored porosity; however, because the coating is porous, chemical protection
is not necessarily achieved. Supersaturated monosilicic acid can be used to achieve
homogeneous thick coatings on particles. Often, a combination of the two processes
is used to obtain uniform coatings of silica on magnetic particles. The key in this
technology is to provide a protective coating without any reduction inmagnetic proper-
ties such as saturation magnetization (important for magnetic carrier technology) and
to provide an outer surface for additional easy modification. Thin silica films also
ensure the stability of the magnetic nanocomposites against aggregation and metal
(Fe) release to the environment, which may contaminate the systems during use. Iso-
tropic ferrofluid dispersion can be obtained for these silica-coated magnetic particles
(due to electrostatic repulsion and strong hydration forces between the outer silica
surfaces) in the absence of a magnetic field, and the dispersion can be easily switched

Fig. 1.33 Schematic and micrograph showing the fabrication of core shell

structures. Several possible routes can be used to make such structures, for

example, vapor phase coating or multi-step precipitation via nanoemulsion

processing. The micrograph shows cobalt (core)-nickel oxide shell magnetic

nanocomposite particles in the 20 nm size range. Such structures could find

applications in magnetic xerography and as ferrofluids. (Micrograph courtesy

Prof. Mamoun Muhammed)
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to an anisotropic structure in external magnetic fields. These nanocomposites have
applications as stable ferrofluids and in magnetic carrier applications. Magnetic par-
ticles embedded in polymer matrices (e.g., iron oxides inside a conductive polyaniline
matrix) have also been synthesized for the fabrication of conductive, superparamag-
netic plastic films [205]. Deposition of conductive polymer chains and magnetic na-
noparticles in a layer-by-layer fashion may lead to new properties such as giant mag-
netoresistance (GMR) and novel organic-based nanostructured GMR materials.

1.13

Nanocomposite Structures having Miscellaneous Properties

Photoelectrochemical properties are inherent to semiconducting nanostructures. Elec-
trochemical deposition from baths loaded with colloidal nanoparticles of the semicon-
ductor (e.g., Ni films incorporating TiO2, CdS, etc.) can produce metal films contain-
ing photoactive semiconducting particles. Much larger photocurrents are produced
from these nanocomposite electrodes compared to conventional semiconductor elec-
trodes and contiguous nanocrystalline semiconductor electrodes [206]. Separating the
semiconductor nanostructures within a matrix in a nanocomposite system and creat-
ing intimate contacts between the particles and the molecular redox media can im-
prove quantum yields in the photoexcitation processes. Controlling the local environ-
ments of the semiconductor species in the nanocomposite can modulate electron
transfer and carrier mobility at the electrodes. Such photoelectrodes provide an
interesting context for studying charge transfer processes at semiconductor–molecu-
lar contacts. As noted here, electrochemical deposition to fabricate nanocomposites is a
powerful synthetic approach that has been used in several other instances to create
nanocomposites with enhanced properties. One example is the formation of Ni/
Al2O3 films [207], where �50 nm Al2O3 particles are uniformly distributed in a Ni
matrix. The only requirement for this synthesis process is a stable inclusion phase
(ceramic or semiconductor) and its well-dispersed suspension in the electrochemical
solution. The Ni/Al2O3 nanocomposite shows enhanced mechanical properties due to
reinforcement of the ductile metal matrix by the hard ceramic nanoparticles (disper-
sion hardening). These can be used as coatings that retain most of the properties of the
metal.
Applications of TiO2 colloids and thin films extend from photovoltaics to catalytic

devices and sensors. Nanocrystalline TiO2 and ordered structures have been synthe-
sized by the sol–gel method. Processing conditions can be controlled to produce var-
ious interesting (isotropic to anisotropic) morphologies and structures in the micro-
structure of the films that can be deposited. Rod-like or truncated pyramidal morphol-
ogies are formed at the anatase phase as the temperature is varied during processing
[208]. Controlling the base used in the colloidal synthesis can make aligned rod-like
structures self-organize into regular arrays. The ordering occurs due to surface charges
and forces that can be altered by controlling the basicity and the dielectric constant of
the colloidal medium. Thin-film optoelectronic devices with semiconductor and metal
nanoparticles are hot candidates for research these days [209]. Alternating layers of
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TiO2 thin films and modified nanoparticles (semiconductor–metal layers) have been
prepared for nonlinear optical applications [210]. Layer-by-layer assembly and surface
sol–gel processing are used to fabricate these nanocomposites. Surface-stabilized
(with organic monolayers such as thiols) gold nanoparticles (4–5 nm) can, in addi-
tion, be assembled into layers forming close-packed monoparticulate layers; multi-
layer films of TiO2/Au can be prepared this way. The surface hydroxyl groups present
on the Au particles act as an active component in the surface sol–gel process [211],
which can be used to makemetal oxide thin films with nanometer-scale control of film
thickness.
The optical properties of small semiconductor particles are interesting, showing

quantum confinement effects and shifts in their absorption spectra. Also, dielec-
tric/nanocrystalline semiconductor interfaces enhance carrier recombination to pico-
seconds, with the possibility of ultrafast optical applications. Applications of semicon-
ductor polymer nanocomposites in optics are discussed briefly in the next chapter.
Similarly, metal/semiconductor hybrid nanoparticles produce novel effects such as
enhanced optical nonlinearity [212] and shifted plasmon resonances for the metal
particles [213]. Such hybrid nanocomposite particles (CdS/Ag) have been prepared
in glass matrices by a modified melt–quench process [214]. The hybrid CdS-coated
Ag nanoparticles exhibit red-shifted plasmon resonance absorption spectra, which can
be tuned by the heat treatment that controls the particle size and other interfacial
effects (Figure 1.34). Arrays of nanometer-sized CdSe clusters have been fabricated
inside the pores of porous silicon matrices. The purpose here is to increase photolu-
minescence by enhancing the light-emitting centers by chemical infiltration [215]
(using first an aqueous Cd(COO)2 solution, resulting in the formation of CdO, and
subsequently selenidation by passage of H2Se). The nanosize semiconducting clus-
ters (3–5 nm) provide the high-density light-emitting centers in this nanocomposite
on top of the intense photoluminescence spectra in the visible range from the porous
silicon. Electrochemically depositing metal (Au) within pores of optically transparent
nanoporous alumina templates can be used to prepare interesting optical nanocom-
posites. The plasmon resonance absorption band of the metal nanoparticles as a func-
tion of particle size and aspect ratio (nanoparticle vs. nanowires in the channels of the
alumina) was studied in such composites [216]. As the particle size decreased, the kmax

(wavelength of maximum absorption intensity) approached theoretical values and
reached a quasi-static lower limit for particles of �16 nm, irrespective of the aspect
ratio.
Functional nanocomposites in which nanoparticles are deposited inside appropriate

substrates can be used as sensors that react by changing optical properties in response
to gas exposure. CdO-doped SiO2 nanocomposites have been prepared by RF cosput-
tering, and show gas-sensing capabilities [217]. This nanocomposite showed a change
in optical transmittance during exposure to nitrogen oxide gas. For such nanocompo-
sites to function, the embedded nanoparticles should change optical transmittance
upon exposure to gases, the matrix should have porosity for the gas molecules to dif-
fuse and interact with the particles, and the matrix should be transparent to allow
detection of the changing optical signals.
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Many nanocomposite systems derive their usefulness from the fact that value-added
functions can be advantageous, in addition to the primary function of the nanostruc-
tured phase. For example, we already discussed the dispersion-induced toughening
and strengthening of ceramic nanocomposites (Al2O3/SiC, Si3N4/SiC, etc.), and, if
the dispersoid phase acquire add new functions, such as piezoelectricity and ferroe-
lectricity, then new applications can result. Conventional powder metallurgy techni-
ques (milling, mixing, and hot pressing) can be used to prepare barium titanate-dis-
persed MgO nanocomposites [218]. The criteria for the formation of well-dispersed
nanocomposites are that the dispersoids do not react with the matrix phase during
sintering. In these perovskite-dispersed composites, the mechanical properties
were not degraded, but new piezoelectric properties were added, enabling possible
applications as sensors. Such materials have sensing ability for crack propagation
by using electromotive forces or by introducing internal strains via electrical im-
pulses, resulting in increased fracture toughness. The introduction of piezo- and fer-
ro-electricity into structural ceramic nanocomposites will create new materials that
exhibit ‘intelligent’ functions [219]. For transition-metal dispersed-oxide ceramic com-
posites, ferromagnetism is also compatible with its excellent mechanical properties. In
addition, good magnetic response to applied stress was found in these ceramic/fer-

Fig. 1.34 Optical (luminescence) property of CdS-coated Ag particles embedded in a

glass matrix nanocomposite. Plot shows the plasmon peak position as a function of the

ratio of the CdS shell volume to the total particle volume in the nanocomposite particle.

Semiconductor/metal hybrid nanoparticle composites were prepared in a glass host by a

modified melt/quench process and examined with respect to their optical properties. The

coated hybrid nanoparticles exhibit surface plasmon resonance absorption spectra that are

red-shifted relative to that of a dispersion of homogeneous Ag nanoparticles in the same

host. (Source [214] used with permission)
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romagnetic-metal nanocomposites, showing the possibility of remote sensing of frac-
ture or deformation of ceramic materials.
Nanocomposites can also be effective as catalytically active membranes (e.g., cata-

lytic converters in automobiles), in which a catalytically active phase is uniformly dis-
tributed in a matrix of high porosity. The operating conditions for such materials are
quite demanding, because they are used over a wide range of temperatures and che-
mical environments. Nanostructured c-Al2O3 catalyst supports with a dispersed cer-
ium oxide phase and supporting noble-metal nanoparticle (Pt, Pd, etc.) heterogeneous
catalysts are commonly used in automotive exhaust streams. The ceria phase serves as
an oxygen-storage component, to buffer sudden changes in the fuel/air ratio; it also
stabilizes the alumina structure and the noble metal particle dispersion. Calcination of
sol–gels (prepared from Al and Ce chlorides and nitrides), followed by microwave or
autoclave heating, have been used to prepare such nanocomposites [220]. The micro-
wave-generated powder contains nanocrystalline ceria and alumina phases, suitable
for catalytic applications. Note that, in nanocomposite structures, microstructure evo-
lution and the final dispersion structure and its relation to the matrix decide the func-
tionality of the composite. For example, if the final product in the above alumina/ceria
composite is autoclaved instead of microwaved, a coarse microstructure that has no
catalytic ability results. Silica/copper oxide nanocomposites have been prepared by a
sol–gel process (controlled hydrolysis/polymerization of sodiummetasilicate and cop-
per nitrate via a microemulsion technique with anionic surfactants) and show promise
in catalytic applications [221]. These nanocomposites have specific surface areas ran-
ging from 200 to 400m2 g-1 and are mesoporous, with pore sizes in the range 3–6 nm.
Nanocomposites are also being considered for use as photocatalysts to decompose
environmental pollutants and harmful microorganisms. As an example of such ma-
terials, transparent nanocomposite anatase films have been deposited at low tempera-
tures on various substrates by a sol–gel method [222]. For the substrate, materials
such as porous SiO2 work well because, for such applications, a high surface area,
transparency to light (including UV), and durability for the photocatalytic activity
are required.
Low-dimensional catalytic nanocomposites can also be envisioned. For example,

molybdenum carbide has been considered as a substitute catalyst for metals like
Ru in several heterogeneous catalysis systems. Sonochemically prepared nanocompo-
sites of molybdenum oxide and carbide dispersed as discontinuous surface coatings
on microspheres of silica are being considered as nanocomposite catalysts and fit the
profile of the optimal catalyst material, considering that the composites retain the
nanoscale dimensions of the active phases, provide effective interaction between
the catalyst and the solid support, and have a uniform distribution of the active phase
on the support surface [223]. The formation of strong interfacial Si-O-Mo bonds is
observed in this material. The use of sonochemical activation is yet another approach
to breaking down and dispersing precursor materials into nanocrystalline forms and
simultaneously activating surfaces onto which the dispersed phase can be uniformly
coated.
Oxidation-resistant coating systems have been developed, based on nanocomposite

technology, for applications such as resistive heating elements for industrial melting.
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Materials such as Mo, which has several excellent electromechanothermal properties,
are used for such applications, but suffer from severe oxidation problems. MoSi2 is a
substitute material for such applications, due to its excellent resistance to oxidation at
high temperatures. The high temperature strength of this material is a problem, and
incorporation of SiC into the MoSi2 matrix provides a compromise. The best solution
is to put MoSi2/SiC coatings onto Mo substrates, by techniques such as RFmagnetron
sputtering of composite targets [224]. As deposited films, they are usually amorphous
but can be converted into nanocrystalline form by annealing under vacuum at
>1000 8C. The high interdiffusion of Si and C in these films can be minimized if
the sputtered films are made in a nitrogen atmosphere. Pyrolysis of MoSi2 particles
coated with polycarbosilane and subsequent hot-pressing can also be used to prepare
bulk MoSi2/SiC nanocomposite materials for high-temperature applications [225].
Uniform dispersions of SiC particles are obtained in the MoSi2 matrix after densifica-
tion. The room-temperature and high-temperature flexural strengths of this nanocom-
posite are several times those of unreinforced matrix.
DLC-based nanocomposites possess very interesting properties and hence can be

targeted for several applications (a high-profile application being the DLC coating
on the Gillette Mach 3 razor blade). Amorphous diamond-like/quartz-like (C:H/
Si:O) composites and metals containing such materials constitute a class of DLC-
based nanocomposites with unique bulk and surface properties. These nanocompo-
site materials have excellent diffusion barrier properties, high wear resistance, and low
coefficient of friction, in addition to good adhesion to most substrates, variable elec-
trical resistivity, thermal shock resistance, and controllable optical properties. Films of
diamond-like nanocomposites can be deposited by plasma-assisted vapor deposition of
organosilane precursors and involves C- and Si-containing free radicals and, option-
ally, transition-metal atoms [226]. These nanocomposites can find applications in tri-
bology, especially in magnetic recording read/write heads. DLC/SiO2 nanocomposites
have been prepared with better optical clarity as thin films [227]. The films of the
nanocomposite (Figure 1.35) were deposited at room temperature by RF plasma,
from tetraethoxysilane (TEOS) as the precursor. The advantage of this precursor is
that it serves as the source for both the DLC and the SiO2 during a simultaneous
deposition process. By introducing O2 into the plasma, the surface of the deposited
film can be made more hydrophilic, changing its wetting characteristics.

Fig. 1.35 Beer–Lambert plot of normalized ab-

sorbance of DLS/SiO2 nanocomposites as a func-

tion of volume fraction of DLC. With increasing RF

power the normalized absorbance increases line-

arly with the volume fraction of DLC in the nano-

composite thin films. The slope is the optical ab-

sorption, and the value obtained for the nano-

composite is similar to typical polar absorptions

found for organic compounds. (Source [227] used

with permission)
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1.14

Concluding Remarks on Metal/Ceramic Nanocomposites

This chapter includes examples of how ceramic and metal-based nanocomposite
materials can be useful in several applications and how they can be superior to
conventional composites and to the separate, independent constituent phases.
Thischapter in no way provides an exhaustive list, and the field is still evolving,
providing new directions for applications of nanocomposites. Some of the synthesis
techniques were discussed, as were challenges involved in fabricating nanocomposites
with optimized properties. Synthesis parameters, which determine the micro-
structure, greatly affect the final properties of the nanocomposite, particularly
with respect to tailoring the interface between the constituent phases. In the next
chapter we discuss another important class of nanocomposites based on polymer
matrices.
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2

Polymer-based and Polymer-filled Nanocomposites

Linda S. Schadler

2.1

Introduction

Polymer composites are important commercial materials with applications that in-
clude filled elastomers for damping, electrical insulators, thermal conductors, and
high-performance composites for use in aircraft. Materials with synergistic properties
are chosen to create composites with tailored properties; for example, high-modulus
but brittle carbon fibers are added to low-modulus polymers to create a stiff, light-
weight composite with some degree of toughness. In recent years, however, we
have reached the limits of optimizing composite properties of traditional micro-
meter-scale composite fillers, because the properties achieved usually involve compro-
mises. Stiffness is traded for toughness, or toughness is obtained at the cost of optical
clarity. In addition, macroscopic defects due to regions of high or low volume fraction
of filler often lead to breakdown or failure.
Recently, a large window of opportunity has opened to overcome the limitations of

traditional micrometer-scale polymer composites – nanoscale filled polymer compo-
sites – in which the filler is<100 nm in at least one dimension (Figure 2.1). Although
some nanofilled composites (carbon black [1] and fumed silica [2, 3] filled polymers)
have been used for more than a century, research and development of nanofilled poly-

Fiber Filler

< 100nm

< 100nm

~1nm
Three-dimensional Filler

Plate-like Filler

Fig. 2.1 Schematic of nanoscale

fillers
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mers has greatly increased in recent years, for several reasons. First, unprecedented
combinations of properties have been observed in some polymer nanocomposites [4].
For example, the inclusion of equi-axed nanoparticles in thermoplastics, and particu-
larly in semicrystalline thermoplastics, increases the yield stress, the tensile strength,
and Young’s modulus [5] compared to pure polymer. A volume fraction of only 0.04
mica-type silicates (MTS) in epoxy increases the modulus below the glass transition
temperature by 58% and the modulus in the rubbery region by 450% [6]. In addition
[7], the permeability of water in poly(e-caprolactone) decreases by an order of magni-
tude with the addition of 4.8% silicate by volume. Yano et al. [8] showed a 50%
decrease in the permeability of polyimides at a 2% loading of MTS. Many of these
nanocomposites are optically transparent and/or optically active.
A second reason for the large increase in research and development efforts was the

‘discovery’ of carbon nanotubes in the early 1990s [9]. Although more careful review
has shown that nanotubes have been observed since the 1960s [10], it was only in the
mid-1990s that they were made in the quantities required for property evaluation of
composites. The properties of these carbon nanotubes, particularly strength and elec-
trical properties, are significantly different from those of graphite and offer exciting
possibilities for new composite materials.
Third, significant development in the chemical processing of nanoparticles and in

the in situ processing of nanocomposites has led to unprecedented control over the
morphology of such composites. It has also created an almost unlimited ability to
control the interface between the matrix and the filler.
Thus, this is an exciting time to study nanocomposites, because of the unique com-

binations of properties that are achievable and because of the high potential for suc-
cessful commercial development. Although the technical community has made ad-
vances in the processing of nanocomposites, we are just beginning to assemble
the interdisciplinary teams required to understand, tailor, and optimize properties.
We have at our fingertips, however, the ability to change the size, shape, volume frac-
tion, interface, and degree of dispersion or aggregation. Thus, the opportunities may
well become limitless when theory and experiment have assembled enough informa-
tion to guide further development.
A relevant question addressed throughout this chapter is: What is unique to nano-

fillers compared to micrometer-scale traditional fillers, and how do the composites
compare to their macroscopic counterparts? The most obvious difference is the small
size of the fillers. For example, very small nanoparticles do not scatter light signifi-
cantly, and thus it is possible to make composites with altered electrical or mechanical
properties that retain their optical clarity. In addition, the small size means that the
particles do not create large stress concentrations and thus do not compromise the
ductility of the polymer. A similar concept applies for electrical breakdown strength.
The small size of nanofillers can also lead to unique properties of the particles them-

selves. For example, single-walled nanotubes are essentially molecules, free from de-
fects, and have a modulus as high as 1 TPa and strengths that may be as high as 500
GPa. Single-crystal particles that are optically active, but are unmanageable on the
macro scale can be combined in a polymer to achieve the optical gain of the material
and the ease of processing afforded by the polymer.
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In addition to the effect of size on particle properties, the small size of the fillers
leads to an exceptionally large interfacial area in the composites. Figure 2.2a shows the
surface area per unit volume as a function of particle size for spherical particles that are
ideally dispersed. The increase in surface area below 100 nm is dramatic. The interface
controls the degree of interaction between the filler and the polymer and thus controls
the properties. Therefore, the greatest challenge in developing polymer nanocompo-
sites may be learning to control the interface. Thus, it seems relevant to define the
interfacial region and discuss its properties.
As defined in traditional composites, the interfacial region is the region beginning at

the point in the fiber at which the properties differ from those of the bulk filler and
ending at the point in the matrix at which the properties become equal to those of the
bulkmatrix [11]. It can be a region of altered chemistry, altered polymer chainmobility,
altered degree of cure, and altered crystallinity. Interface size has been reported to be
as small as 2 nm and as large as about 50 nm. Figure 2.2b shows interparticle spacing
as a function of particle size for an ideally dispersed nanoparticle composite: at low
volume fractions the entire matrix is essentially part of the interfacial region. For ex-
ample, for 15-nm particles at a filler loading of 10 vol %, the interparticle spacing is

Fig. 2.2 (a) Surface area per unit volume vs. particle size for spherical particles

that are ideally dispersed, and (b) interparticle distance for spherical particles

that are ideally dispersed (Thanks to B.J. Ash for preparation of this figure)
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only 10 nm. Even if the interfacial region is only a few nanometers, very quickly the
entire polymer matrix has a different behavior than the bulk. If the interfacial region is
more extended, then the polymer matrix behavior can be altered at much smaller
loadings. Therefore, by controlling the degree of interaction between the polymer
and the nanofiller, the properties of the entire matrix can be controlled.
To implement the novel properties of nanocomposites, processing methods that

lead to controlled particle size distribution, dispersion, and interfacial interactions
are critical. Processing technologies for nanocomposites are different from those
for composites with micrometer-scale fillers, and new developments in nanocompo-
site processing are among the reasons for their recent success.
This chapter highlights what we feel are important concepts for understanding and

developing polymer nanocomposites. We start with a description of nanotube or na-
nofiber fillers, plate-like fillers, and equi-axed fillers. We then introduce the interfacial
region and attempt to give a broad understanding of how to control it, without delving
too deeply into the chemistry involved. This is followed by a section on the processing
of composites. Finally, we describe some of the properties that have been achieved in
nanofilled polymer composites.

2.2

Nanoscale Fillers

Nanoscale fillers come in many shapes and sizes. For ease of discussion, we have
grouped nanofillers into three categories (Figure 2.1). Fiber or tube fillers have a dia-
meter <100 nm and an aspect ratio of at least 100. The aspect ratios can be as high as
106 (carbon nanotubes). Plate-like nanofillers (Figure 2.1) are layered materials typi-
cally with a thickness on the order of 1 nm, but with an aspect ratio in the other two
dimensions of at least 25. Three dimensional (3D) nanofillers are relatively equi-axed
particles <100 nm in their largest dimension. This is a convenient way to discuss
polymer nanocomposites, because the processing methods used and the properties
achieved depend strongly on the geometry of the fillers.

2.2.1

Nanofiber or Nanotube Fillers

2.2.1.1 Carbon Nanotubes

Micrometer-size carbon tubes, which are similar in structure (but not in dimensions)
to the recently discovered multi-walled carbon nanotubes, were first found in 1960 by
Roger Bacon [12]. These nanosized, near-perfect whiskers (termed nanotubes) were
first noticed and fully characterized in 1991 by Sumio Iijima [9] of NEC Corporation in
Japan. He was investigating the surface of carbon electrodes used in an electric arc-
discharge apparatus that had been used to make fullerenes. Several exciting develop-
ments have taken place in this field since then, and several books document recent
progress [13].
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The first nanotubes observed were multi-walled nanotubes (MWNT). MWNTs con-
sist of two or more concentric cylindrical shells of graphene sheets coaxially arranged
around a central hollow core with interlayer separation as in graphite (0.34 nm) [14]. In
contrast, single-shell or single-walled nanotubes [15, 16] (SWNT) are made of single
graphene (one layer of graphite) cylinders and have a very narrow size distribution (1–
2 nm). Often many (tens) single-shell nanotubes pack into larger ropes. Figure 2.3
shows electron micrographs of SWNT and MWNT. Both types of nanotubes have
the physical characteristics of solids and are microcrystals, although their diameters
are close to molecular dimensions. In nanotubes, the hexagonal symmetry of the car-
bon atoms in planar graphene sheets is distorted, because the lattice is curved and
must match along the edges (with dangling bonds) to make perfect cylinders. This
leads to a helical arrangement of carbon atoms in the nanotube shells. Depending
on the helicity and dimensions of the tubes, the electronic structure changes consid-
erably [17, 18]. Hence, although graphite is a semi-metal, carbon nanotubes can be
either metallic or semiconducting. Nanotubes are closed by fullerene-like end caps
that contain topological defects (pentagons in a hexagonal lattice). The electronic char-
acter of the ends of these tubes differs from the cylindrical parts of the tubes and is
more metallic, due to the presence of defects in these regions [19].
The discovery of nanotubes has complemented the excitement and activities asso-

ciated with fullerenes [20]. Although fullerenes have fascinating physical properties,
their relevance in the nanocomposite field is limited, so we shall restrict our discussion
of carbon nanostructures to nanotubes.

Fig. 2.3 (a) HRTEM image showing the SWNT in bundles, (b) HRTEM images of a

MWNTalong its length and at the end, (c) schematic showing two examples of the helicity

that occurs, zigzag and armchair
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The properties of carbon nanotubes are unique compared to other graphite fibers.
Their structure remains distinctly different from that of traditional carbon fibers [21],
which have been used industrially for several decades (e.g., as reinforcements in tennis
rackets, airplane body parts, and batteries). Nanotubes represent the ideal, most per-
fect, ordered carbon fiber, the structure of which is entirely known at the atomic level.
Table 2.1 shows measured and theoretical properties of both SWNT and MWNT. A
nice review of the mechanics of nanotubes was recently published [22]. The mechan-
ical properties reported in Table 2.1 were determined directly on nanotubes by using
various methods of loading with an AFM. Salvetat et al. [23] were able to place SWNT
ropes across a silicon bridge and bend them using an AFM tip. They found that the
modulus decreased dramatically as the size of the bundle increased (Figure 2.4). Wal-
ters et al. [24] did a similar study and measured the complete stress–strain curve. The
modulus of an SWNT rope, which, at this point for composites, is the relevant form of
SWNT, was low at small strains and increased at higher strains. As further support of
this, Wood et al. [25] found similar results with a more indirect measurement of the
stress–strain curve. Because individual SWNTs are theorized to have a modulus as
high as 1 TPa, this low modulus of larger ropes at low strains implies that slippage
occurs between the individual nanotubes within the rope. The mechanics of this are
not clear, but may be similar to that of rope mechanics [26]. If so, individual strands
can slip until they are tightly packed, and then there is large friction between them;
only then is the modulus of the individual fibers evident. When SWNT ropes were
pulled directly by two AFM tips [27], a realistic modulus for the individual tubes
within the bundle was achieved only if the SWNT in contact with the tips were

Tab. 2.1 Theoretical and experimentally measured properties of

carbon nanotubes.

Property Nanotubes Graphite

Lattice structure (Cylindrical) hexagonal lattice helicity

Nanotubes: ropes, tubes arranged in

triangular lattice with lattice parameters of

a = 1.7 nm, tube– tube distance = 0.315

Planar hexagonal, plane-to-

plane distance c = 0.335

Specific gravity 0.8–1.8 g cc-1 (theoretical) 2.26 g cc-1

Elastic modulus �1 TPa for SWNT

�0.3–1 TPa for MWNT

1 Tpa (in-plane)

Strength 50–500 GPa for SWNT, 10–60 GPa for MWNT

Resistivity �5–50 micro-ohm-cm 50 (in-plane)

Thermal conductivity 3000 W m-1K-1 (theoretical) 3000 W m-1K-1 (in-plane)

6 W m-1K-1 (c axis)

Thermal expansion Negligible (theoretical) –1 � 10-6 K-1 (in-plane)

29 � 10-6 K-1 (c axis)

Oxidation in air >700 8C 450–650 8C
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counted as the cross sectional area. If the whole rope was used to determine the cross
sectional area, themodulus wasmuch lower. The important implication of this finding
is that the modulus of SWNT can be realized only when the SWNT are isolated from

Fig. 2.4 A plot of modulus vs.

SWNT rope diameter showing

the decrease in the modulus of

SWNT ropes as a function of

rope diameter. This highlights

the poor load transfer between

the SWNT within the rope and

the need for separating SWNT

from the ropes for use in com-

posites. Reprinted with permis-

sion from [23] copyright 1999,

American Phyiscal Society

Fig. 2.5 Stress vs. strain curves for MWNT. The variation in the curves is

partially a function of the difference in MWNT diameter. Reprinted with per-

mission from [28]

2.2 Nanoscale Fillers 8383

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



the bundles and/or the bundles are small enough that matrix is in contact with each
one.
The most direct measurement of the mechanical properties of MWNT was con-

ducted by Yu et al. [28] using two AFM tips (Figure 2.5). They found a range of mod-
ulus and strength. The range inmodulusmay again be due to difficulty in determining
the cross sectional area. Failure occurred via a sword-and-sheath mechanism (tele-
scoping) first observed by Wagner et al. [29] (Figure 2.6), implying that only the out-
ermost nanotube is carrying the load and the rest are slipping inside. Therefore, a
smaller cross sectional area may be required for appropriate calculations of the mod-
ulus. Thus, the variability in the number of layers in an MWNT probably accounts for
the broad scatter in the modulus (Table 2.1). The important implication of this in
composites, however, is that MWNT do not have the high modulus that is achievable
with isolated SWNT. MWNT do have reversible deformation in compression, which
may prove useful. Bower et al. [30] showed that MWNTs buckle under a compressive
strain of about 4.7% and that this buckling is reversible under very large strains, prob-
ably due to the ability of the nanotubes to slide within each other.
The fracture and deformation behavior of nanotubes is intriguing. Simulations have

shown that highly deformed nanotubes switch reversibly into different morphological
patterns with an abrupt release of energy. Nanotubes become flattened, twisted, and
buckled as they deform [31]. They sustain large strains (40%) in tension without show-
ing signs of fracture. These changes in deformation modes, such as buckling, have
been recorded by TEM. The flexibility is related to the in-plane flexibility of the planar
graphene sheet and the ability of the carbon atoms to rehybridize, with the degree of
sp2–sp3 rehybridization depending on the strain. Such nanotube flexibility under me-
chanical loading is important for their potential application as nanoprobes and in na-

Fig. 2.6 Transmission electron

micrographs showing the tele-

scopic failure that can occur in

MWNT. Reprinted with permis-

sion from [29] copyright 1998,

American Institute of Physics
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nocomposites. This behavior also offers an advantage against breakdown that could
occur during composite processing.
In addition to the deformation mechanics described, new modes of plastic behavior

have been predicted in nanotubes at higher temperatures (relevant to nanotube/cera-
mic composites, for example). Pairs of a 5–7 pair defect, called a Stone–Wales defect
in sp2 carbon systems, are created at high strains in the nanotube lattice and become
mobile. Such mobility leads to a step-wise size reduction (localized necking) of the
nanotube. It also introduces changes in helicity in the region where the defects
have moved (similar to a change in lattice orientation where a dislocation passes
through a crystal) [32].
High-temperature fracture of individual nanotubes under tensile loading has been

studied by molecular dynamics simulation. Elastic stretching elongates the hexagons
until, at high strain, some bonds are broken. The local defect is then redistributed over
the entire surface by bond saturation and surface reconstructions. The final result of
this process is that instead of fracturing, the nanotube lattice unravels into a linear
chain of carbenes (carbon atoms linked by double bonds into a chain) [31]. Such be-
havior is unusual in crystals. It could play a role in increasing the toughness of na-
notube-filled ceramic composites during high-temperature loading by increasing the
energy absorbed during deformation.
The electrical properties of nanotubes are also unique. Calculations have predicted

that all thearmchair tubes (Figure2.3c) aremetallic,whereaszigzagandhelical tubesare
eithermetallic or semiconducting [33]. The electronic conduction process in nanotubes
is unique because the electrons are confined in the radial direction in the singular plane
of the graphene sheet. Conduction in the armchair (metallic) tubes occurs through
gapless modes, because the valence and conduction bands always cross each other
at the Fermi energy [34]. In most helical tubes that contain a large number of atoms
in the unit cell, the 1D band structure shows an opening of the gap at the Fermi energy,
lending it semiconducting properties. This unique electronic behavior occurs only in
small nanotubes. As the diameter of the tubes increases, the band gap (which varies
inversely as the tube diameter) tends toward zero, yielding a zero-gap semiconductor
that is equivalent to theplanargraphenesheet [35]. InanMWNT, theelectronic structure
of the smallest inner tubes is overshadowed by the outer, larger, planar, graphene-like
tubes. Experiments in which the band structure obtained from individual MWNT
resembles that of graphite substantiate this phenomenon. In a later section, discussion
of the electrical conduction and optical properties of nanotube-filled polymer compo-
sites demonstrates the electronic importance of nanotube properties.

2.2.1.2 Nanotube Processing

The best methods to date for producing ideal nanotubes are based on the electric-arc
and laser-ablation processes [36]. The material prepared by these techniques has to be
purified by tedious chemical separation methods. Not one of these techniques is sui-
table for producing the quantities needed for industrial applications (e.g., in compo-
sites). In addition, this barrier has hindered research and development. In recent
years, work has focused on developing chemical vapor deposition techniques using
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catalyst particles and hydrocarbon precursors to grow nanotubes [37]. In the past, such
techniques were used to produce large quantities of hollow nanofibers of carbon. The
drawback of catalytic CVD-based nanotube production is the inferior quality of the
structures, which contain gross defects (twists, tilt boundaries, etc.), particularly be-
cause the structures are created at much lower temperatures (600–1000 8C) compared
to the arc or laser process (�2000 8C).
However, recently a major breakthrough has resulted in the efficient production of

single-walled nanotubes by what is called a HiPCO process [38]. The technique, devel-
oped at Rice University, has become the main source for commercially available high-
purity SWNT in gram quantities. The technique uses the high-pressure (several atmo-
spheres) disproportionation of CO gas in the presence of iron carbonyl catalyst vapor
[39]. The plan proposed by the Rice group is to produce nanotubes in pound quantities
by the year 2005 at a reasonable price (a few dollars per gram). Nanotubes obtained by
this method are greater than 80% pure by weight, and the 20% impurity consists
principally of iron particles from the catalyst. These particles should not have
much effect on the mechanical properties of nanotubes when used as filler but could
certainly have effects on their electrical, magnetic, and optical properties.
In his first experimental report, Iijima [9] showed MWNT sticking to the ends of

graphite electrodes that were used in the production of fullerenes. Fullerenes are
formed in the vapor phase from the evaporation of graphite electrodes. MWNT are
formed on the cathode surfaces used in such soot generation. A year after the discov-
ery of MWNT, it was found that, if conditions are right, the evaporated carbon can be
made to condense continuously on the cathode surface as a cigar-shaped deposit. This
builds up into a boule a few centimeters long, made of a graphite shell packed with
nanotubes and other forms of closed graphite nanoparticles [40]. The technique is
similar to what Roger Bacon used almost 30 years ago to generate large (micrometer
size) arc-grown carbon whiskers, although he used very different conditions in his
experiment. The method is similar to the Kratschmer–Huffman method of generat-
ing fullerenes [41]. To generate MWNT, a dc arc is normally used (with a modest
voltage of 20 V and currents of <100 amp) in an inert atmosphere of 500 torr he-
lium. Surprisingly, such perfect structures as nanotubes self-assemble in the plasma
created in the interelectrode region, where the temperature is close to 3500 8C. The
time scale for formation of these nanostructures is extremely short; a MWNT 5 nm in
diameter and 1000 lm long grows in about 10-4 s [42].
The inside of the deposit formed in the electric arc-discharge contains a highly por-

ous network of randomly oriented MWNT structures that are organized on a macro-
scopic scale into pencil-like columns aligned in the axial direction of the deposit.
Although MWNT grown by the electric-arc method has so far been the most perfect
in terms of structure and properties, the technique suffers from drawbacks. Being a
batch process limits the amount of material that can be produced, and the material in
the deposit contains substantial amounts of nanoparticles that have polyhedral shapes
and are low in aspect ratio. Several parallel attempts to make nanotubes through cat-
alytic vapor deposition have overcome some of the problems of the arc process. In
general, catalytic metal particles are exposed to a medium containing gaseous hydro-
carbon species. Nanofibrils (twisted hollow fibers) are formed [43]. One good example
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is the Hyperion fibers that have been in commercial use for some time [44]. Control-
ling the size of the catalyst seed has enabled achieving uniformity in the size of the
fibers. The process can be scaled to produce large amounts of material. In some cases,
when the catalysts are prefabricated into patterned arrays, well-aligned nanotube as-
semblies are produced (Figure 2.7) [45]. Similarly, template-based approaches are also
in use: the aligned pores of a nanoporous membrane (such as electrodeposited porous
alumina) are filled with carbon species through vapor deposition and later graphitized
to produce nanotubes. The templatemembrane is removed to obtain aligned nanotube
arrays [46, 47].
Single-walled nanotubes are made with a combination of catalyst and dense carbon

vapor. Both are simultaneously introduced into an inert atmosphere by an electric arc
[48] or through laser ablation [49]. In the former, the setup is similar to that used for
MWNT synthesis, but a hole is drilled in the anode and packed with a mixture of the
metal catalyst and graphite powder. Several metals and combinations of metals have
been used to obtain good yield of nanotubes. The best so far consists of a mixture of Ni
and Y with graphite in a 15:5:80 weight ratio. When the electric arc is struck with such
a modified electrode, spectacular growth occurs in the reaction vessel, which becomes
decorated with a network of webs that contain SWNT. Upon closer look, the webs
contain ropes of nanotubes that consist of tens of SWNT (Figure 2.8). The maximum
density of nanotubes is seen in the product that grows around the cathode like a collar,
which consists of>50%wt. nanotubes. The rest of the carbon soot contains fullerenes,
partially graphitized carbon (glassy carbon), amorphous carbon, and finely distributed
catalyst particles. In the laser-ablation technique, a metal (Ni-Co) containing a small
percentage (<1% wt.) of graphite target placed in an oven is ablated with a strong laser
pulse under an inert atmosphere. A felt of nanotube material is generated and is col-
lected onto a water-cooled target by forced gas flow. Using two coordinated laser pulses
breaks down the carbon formation better, producing a very high yield of nanotubes,
with >90% of the collected material being SWNT.

Fig. 2.7 Scanning electron mi-

crographs showing MWNT

grown by catalytic vapor depo-

sition onto catalysts prefabrica-

ted into patterned arrays resul-

ting in well aligned nanotube

assemblies
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2.2.1.3 Purity

Nanotubes consisting of large impurity fractions are not useful for either laboratory
studies or composite manufacture. For example, MWNT processed by the arc-dis-
charge method have a significant volume fraction of other carbonaceous materials.
In addition, they may contain a high content of scrolled layers instead of nano-
tubes. Figure 2.9a shows typical material as produced. Because the extra carbonaceous
material and catalyst can play a significant role in determining the composite’s proper-
ties, they must be removed. In addition, we still need better control in manipulating
(slicing, joining, and making larger structures from nanotube building units) nano-
tubes, especially through generalized approaches such as chemistry.
Nanotubes are insoluble, and hence all the purification procedures must use filtra-

tion-based techniques. As a result, the nanotube products can never be as pure as, for
example, fullerenes. All purification procedures follow certain essential steps: preli-
minary filtration to get rid of large graphite particles, dissolution to remove fullerenes
(in organic solvents) and catalyst particles (in concentrated acids), microfiltration, set-
tling, and chromatography to separate MWNT and nanoparticles or SWNT from the
amorphous carbon impurities [50]. Nanotubes must be kept separated when in sus-
pension and are typically dispersed with a surfactant (e.g., sodium dodecyl sulfate)
prior to the last stage of separation. Some reports claim that SWNT samples with

Fig. 2.8 Scanning electron micrograph showing SWNT grown by a catalyzed arc-discharge method

(a)      (b)       (c)

Fig. 2.9 Scanning electron Micrographs showing the purity of MWNT (a) as received MWNTproduced by

arc-discharge, (b) purified MWNT, (c) MWNT grown by CVD
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>99% purity can be made by repeating some of these steps [51]. Recent efforts [52] to
use size-exclusion chromatography have yielded good separation between nanotubes
and nanoparticles. Curran et al. [53] achieved a 20% yield by using toluene. Oxidation
of any remaining carbonaceous material in a 600 8C oven [54] can follow. Figure 2.9b
shows the purity that can be obtained with this method, but the yield is very low [55].
Other oxidation methods, such as plasma or acid oxidation, work but damage the
nanotubes [56]. Processing MWNT by chemical vapor deposition or pyrolysis [57]
is an alternative, which yields MWNT contaminated with catalyst but with little
else in the way of impurities. A higher concentration of defects may result (Figure
2.9c). MWNT processed by laser-deposition techniques, including the nanofibers pro-
duced by Hyperion [58], have a significant number of defects relative to pure MWNT
but are produced purely. The effect of such defects on the mechanical properties is
unclear, but they lead to early oxidation and probably reduce both the strength and the
conductivity.
It is now possible to cut nanotubes (SWNT) into smaller segments by extended

sonication in concentrated acid mixtures [59]. The resulting pieces of broken nano-
tubes (open pipes that are typically a few hundred nanometers long) form a colloidal
suspension in solvents and can be deposited onto substrates or further manipulated in
solution and functionalized at the ends. Such segments can perhaps be joined with
appropriate chemical bridges to construct long nanotube chains resembling polymers.
A whole gamut of possible chemistry based on nanotubes is just beginning to unfold.
In the future, it may be possible to dissolve such functionalized nanotubes in organic
solvents and later separate them to produce high-purity samples.
Because size and helicity are two important parameters that affect nanotube proper-

ties, selection on the basis of both these factors is important. This is mostly relevant to
SWNT, because the MWNT shows average properties that tend to be semi-metallic
only. Fortunately, the size distribution produced during the high-yield synthesis of
SWNT is quite narrow, with an overwhelming majority of the nanotubes having dia-
meters close to 1.4 nm. The nanotube diameter can be tuned in the range between 1.2
and 5 nm by altering the temperature (from 700 8C to 1200 8C) under which they are
formed. It is fortuitous that, when SWNT are formed in high yield, a majority of the
tubes have armchair (or close to armchair) arrangement, and this arrangement is in-
dependent of the conditions used in synthesis. This size and helicity have a strong
bearing on the possible usability of nanotubes, especially in electronics.

2.2.1.4 Other Nanotubes

Other types of nanotubes require mention, and these could have some role in the
fabrication of novel nanocomposite materials. The closest in structure and mechan-
ical properties to carbon nanotubes are hexagonal boron/nitrogen nanotubes, which
can be produced by arc-discharge, laser ablation, and CVD processes and can be fab-
ricated intomultiwalled and single-walled structures. Themodulus and strength of BN
nanotubes are very similar to those of their carbon counterparts [60]. The advantages of
using themwould be better oxidation resistance and their electrically insulating nature
(for certain dielectric applications). The lattice of carbon nanotubes can be doped (to

2.2 Nanoscale Fillers 8989

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



certain levels) with boron and nitrogen, providing a broad range of possible BCN na-
notube structures [61]. Boron has an exceptionally interesting effect: insertion of boron
into carbon nanotubes during growth allows selection of their helicity (zigzag nano-
tubes are stabilized) [62]. The average length of nanotubes is also much higher if boron
is added during growth, because boron acts as a surfactant near the growing ends,
making it difficult for the structure to close. Nitrogen also can be inserted into the
carbon nanotube lattice, but this insertion produces corrugated nanotube structures
[63]. The presence of unsaturated nitrogen atoms in the lattice of nanotubes makes
them more easily dispersed in solutions, and such nanotubes make good interfaces
with certain polymers. Thus, doping nanotubes improves their surface reactivity. This
could ultimately aid in the design of strong nanotube matrix (particularly polymer)
interfaces, which is necessary in high-strength composites. These modified nanotube
lattices also lead to modified electrical and optical properties and hence novel proper-
ties for composites in which they are embedded.
Most layered materials can be fabricated into nanotubes. Examples other than those

noted above are nanotubes made of dichalcogenides (MoS2, WS2, etc.) [64], nanotubes
of several oxides (V2O5, MoO3, etc.) [65], and organic nanotubes [66]. These materials
(including the BCN types) are not currently available in bulk quantities, and hence very
little data is available on the mechanical and electrical properties of composites that
contain these nanostructures. However, research is moving quickly in synthesizing
several such nanotubular structures, which could ultimately find novel applications
in multifunctional nanocomposites.

2.2.2

Plate-like Nanofillers

Themost common 2D fillers are layered silicates. Themost well known layered silicate
is mica. Mica is made up of large sheets of silicate (on the order of centimeters or
more) with relatively strong bonds between the layers. Smectic clays or phyllosili-
cates, on the other hand, have relatively weak bonding between the layers, and the
layers are small flakes. Each layer consists of two sheets of silica tetrahedra (corner
shared) with an edge-shared octahedral sheet of either alumina (aluminosilicates)
or magnesia (magnesium silicates) [67]. Due to isomorphic substitution of alumina
into the silicate layers (Al3+ for Si4+) or magnesium for aluminum (Mg2+ for Al3+), each
unit cell has a negative charge between 0.5 and 1.3. The layers are held together with a
layer of charge-compensating cations such as Li+, Na+, K+, and Ca+. These charge-com-
pensating cations provide a route to the rich intercalation chemistry and surface mod-
ification required to disperse clays at the nanoscale into polymers. The cation-ex-
change capacity (CEC) defines the number of exchangeable interlayer cations and
is usually described as mEq/100 g. Values range from 60–120 for smectic clays. A
typical structure is shown in Figure 2.10 [68]. As they occur in nature or syntheti-
cally, the layers are 20–200 nm in diameter laterally and come in aggregates known
as tactoids, which can be �1 nm or more thick. Examples of smectic clays include
montmorillonite (CEC �76.4–119mEq/100 g), which is an aluminosilicate; sapo-
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nite, a synthetic material that closely resembles montmorillonite; hectrite, which is a
magnesium silicate (CEC �55mEq/100 g), and its synthetic equivalent Laponite.
Montmorillonite tends to have sheets that are up to 200 nm wide, and Laponite sheets
are 25–30 nm wide.
For these layered silicates to be useful as nanocomposites, the layers must be se-

parated. Silicate clays are inherently hydrophilic, but polymers tend to be hydropho-
bic. This presents an interesting challenge in terms of being able to disperse the si-
licate layers in a polymer. Fukushima and Inagaki [69] demonstrated that an exchange
reaction could be used to replace the inorganic exchange ions in the galleries between
the layers with alkylammonium surfactants (dioctadecyldimethylammonium). This
opens the galleries enough and makes them hydrophobic enough that a Nylon mono-
mer could be intercalated between the layers, resulting in a clay/Nylon nanocomposite.
Figure 2.11 [70] shows the increase in interlayer spacing, measured by x-ray diffrac-
tion, as a decrease in the peak position for montmorillonite swelled with alkylammo-
nium surfactants of various lengths. The intercalation also modifies the polarity of the
layers by lowering the interfacial free energy of the silicate [67]. The number of onium
ions that can pack into the galleries depends on the charge density of the clay and the
cation-exchange capacity. This, as well as the length of the surfactant chain, deter-
mines the distance between the layers. At lower charge densities, the surfactant packs
in monolayers and, as the charge density increases, bilayers and trilayers can form
(Figure 2.12) [4]. At very high CECs (�120mEq/100 g) and long surfactants (>15 car-
bons), the packing can be ordered in a paraffin-type structure. The positively charged
heads of the onium ions prefer to pack close to the clay layer, and the organic ends tend
to fill the middle. Further processing of the layered silicates to form polymer compo-
sites is discussed in the processing section below.
In general, the properties of the clay layers are unknown, and estimates are made

based on composite properties of similar materials in bulk. The properties are not
unusual. For these fillers, it is the aspect ratio that is the most significant. Their

Silicate Layer
0.96 nm

O
Si

Al, Mg, Fe
OH

Exchangeable Cations
(Li+, Na+, K+, Ca+)

Gallery,
Interlayer

δδδδ    -

δδδδ    +

Tetrahedral layer
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Fig. 2.10 Schematic of the crystal structure of 2:1 layered silicates (smectites). Van der Waals in-

terlayer or gallery containing charge-compensating cations (M+) separates covalently bonded oxide

layers, 0.96 nm thick, formed by fusing two silica tetrahedral sheets with an edge-shared octahedral

sheet of alumina or magnesia. Reprinted with permission from [68]
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high aspect ratio theoretically makes them efficient for carrying loads. Such clay layers
are almost impermeable to gases and water through the layer thickness and thus pro-
vide an excellent barrier to gas and water in composites.
Layered silicic acids provide an alternative to smectic clays. The intercalation chem-

istry is similar to that of smectic clays, and they can be obtained with high purity and
with structural properties that compliment those of clays [71]. Examples of layered
silicic acids include kanemite (NaHSi2O5), makatite (Na2Si4)9 · nH2O), octosilicate
(Na2Si8O17 · nH2O), magadiite (Na2Si13O29 · nH20), and kenyaite (Na2Si20O41 ·
nH2O). The thickness of the layers varies from 0.5 nm for makatite to 1.77 nm for
kenyaite [72]. The general structure of layered silicic acids involves layers of SiO4 tetra-
hedra with an abundant hydroxyl siloxane surface. Interlayer alkali ions can be ex-

Fig. 2.11 X-ray diffraction patterns of n-mont-

morillonite as the length of the alkylammonium

chain length increases. Reprinted with permission

from [70]

Fig. 2.12 Schematic of the

orientation of alkylammonium

ions in the galleries of layered

silicates with different layer

charge densities. Reprinted with

permission from [4]
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changed with the resulting active hydroxyl sites, leading to enhanced bonding with the
intercalates.
Layered double hydroxides (LDH), for example, Mg6Al2(OH)16CO3 · 4H2O, have a

positive (instead of negative) charge on theMg(OH)2 layers. They are produced synthe-
tically [73] and provide an opportunity for intercalation with organic anions. They have
been used successfully to make nanocomposites [74, 75].
Transition-metal dichalcogenides are layered materials that can be intercalated with

lithium. After intercalation, MoS2 and WS2 can be placed in distilled water and exfo-
liation occurs [76, 77]. Titanium and tantalum dichalcogenides have also been used to
make nanocomposites [78, 79]. Essentially any layered material, including graphite
[80], with appropriate chemistry can be expanded, creating the potential for intercala-
tion of a polymer.

2.2.3

Equi-axed Nanoparticle Fillers

Production of nanoparticles with controlled size and degree of aggregation is the goal
of many research efforts. The primary driver for this interest is the effect of particle
size on their properties. For example, the optical absorption spectrum of Au changes
with the size of the Au particles. The electroluminescence of semiconducting nano-
particles is also size-dependent. One of the advantages of using nanoparticles in a
composite structure is that the particle size and distribution can be stabilized. Materi-
als that cannot be grown easily as single crystals can be used at the nanoscale and
dispersed in a polymer to take advantage of the single-crystal properties. In addi-
tion, the particles can lend properties to the polymers that they cannot achieve alone
or with traditional fillers. For example, nanoparticle-filled polymers can lead to an
increase in modulus and strength, but also maintain the polymer’s ductility. This
is because the nanoparticles are such small defects relative to their micrometer-sized
counterparts.
Nanoparticles have been available for more than a century. Carbon black made by

pyrolysis is available in a range of surface areas and degrees of aggregation. Silicamade
by a variety of methods, including the wet chemical process developed by Stober [81],
the commercial LudoxØ process [82], as well as flame processes, have been available for
years. Although recent developments have been made [83], these are well-established
processes. These nanoparticles have found significant applications in the rubber in-
dustry, in catalysis, chemical mechanical polishing, water treatment, and other appli-
cations. In recent years, significant progress in the diversity of processes for making
nanoparticles has led to a more diverse set of nanoparticles and better control of par-
ticle size, morphology, and surface properties. Recent developments in in-situ proces-
sing of nanoparticles within a polymer matrix are discussed in the composite proces-
sing section 2.4.3. In this section, we focus on the preparation of discrete particles that
are subsequently incorporated into a polymer matrix.
Aerosol methods usually result in the formation of nanoparticles by condensation

from a gas phase [references in 84–87]. One example of a highly successful commer-

2.2 Nanoscale Fillers 9393

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



cial aerosol processes is flame hydrolysis. Here, a vapor precursor (such as silicon
tetrachloride to make silica) is burned in a hydrogen/oxygen fuel mixture to produce
the metal oxide. Titania, alumina, and zirconium oxide can all be produced this way.
For silica, particle sizes range from 7 to 27 nm, and the surface areas range from 100 to
380m2 g-1. The specific surface area and agglomerate structure can be controlled by
adjusting the temperature and time of reaction. At higher temperatures, particle coa-
lescence is fast, and low-surface-area materials result. At lower temperatures, coales-
cence is slow relative to the collision rate, and fractal agglomerates result [88]. Figure
2.13a shows a typical silica agglomerate.
Pyrolysis is another aerosol method and is commonly used to make carbon black, an

amorphous form of carbon. The particles have a size range of 20–300 nmwith surface
areas of 20–500m2 g-1.
In a third method, called gas condensation [89, 90], a metal vapor is formed in either

an oxygen atmosphere or an inert gas. In an oxygen atmosphere, the metal reacts with
the oxygen to formmetal oxides, which are collected by cooling the gas and condensing
the nanoparticles. A large range of metal oxides can be processed this way, including
TiO2, Al2O3, CuO, CeO2, ZnO, ZrO2, Fe2O3, and Y2O3 [91]. In an inert atmosphere,
metal nanoparticles result. Advantages of this method are that the particle size dis-
tribution is narrow, the particles are crystalline, and the surfaces are clean. Figure
2.13b shows typical metal oxide particles that result from this process. They tend
to be isolated, crystalline, and spherical. In the past dozen years or so, great progress
has been made in understanding the processes by which such nanoparticles are made
and the fundamental relationships between their sizes and structures and their special
properties [92–95]. In the late 1990s these processes were improved and ton quantities
of gas-condensed metal-oxide nanoparticles have been produced.
Laser ablation processes are another form of gas condensation. Here, targets (metal,

metal oxide, or semiconductor) are ablated with a laser (often a pulsed laser). An inert
or reactive gas is supplied to cool, condense, and sometimes react with the target
material. By varying the pulse frequency, gas flow rate, and total pressure, the size
of the particles and particle aggregates can be controlled. For example, increasing

Fig. 2.13 Micrographs showing (a) typical silica nanoparticle agglomerates and (b) titania

made via gas condensation. (Thanks to T. Li for these micrographs)
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the gas flow rate decreases the primary particle size, but increasing the laser fluence
and total gas pressure produces larger primary particles. Significant quantities of na-
noparticles can be produced this way. Many types of materials can be processed, in-
cluding SiO2, MgO, Fe3O4, Mg2SiO4, CaTiO3, MgAl2O4 [96], Al2O3 [96–98], TiO2 [97],
Fe2O3 [97], and many others [99, 100].
Other methods for creating a vapor that condenses into nanoparticles include plas-

ma and chemical vapor condensation, spray pyrolysis, electrospray, and plasma spray
[101]. These processes can form a wide range of nanoparticles. One interesting varia-
tion on the aerosol process developed recently combines sol–gel processing with the
aerosol process. Hydrolysis and condensation of TEOS is carried out in a laminar flow
chamber at temperatures ranging from room temperature to 100 8C [102]. The advan-
tage of this low-temperature process is that a large specific area (400m2 g-1) can be
produced because of the low coalescence rate relative to the collision rate. In addi-
tion, the agglomerates tend to be linear instead of highly branched.
A host of wet-chemistry methods exist in which one or two precursors are placed in

an appropriate solution and nanoparticles form. These can be stabilized with an emul-
sion, surfactant, or a macromolecule that surrounds and protects the nanoparticles
from agglomeration. Metal [103], metal-oxide [104], semiconducting [105–107], super-
conducting, andmagnetic particles [108] have all beenmade this way. Using ZnO as an
example, zinc acetate [(CH3COO)2Zn · 2H2O] can be reacted with NaOH [109] in the
presence of poly(vinylpyrrolidone) to create very stable ZnO particles with an average
diameter of 4 nm [110].
Metal nanoparticles can also be made by sonication chemistry [111]. This process

takes advantage of the formation, growth, and implosive collapse of bubbles within a
liquid to create localized spots with temperatures as high as 5000 K and pressures as
high as 1800 atm. Under appropriate sonication conditions, precursors such as
Fe(CO)5 and Co(CO)3(NO) form nanoparticles. If sonication is done in the presence
of an alkane, the particles can be separated, but sonication can also be done in the
presence of a polymeric ligand to make stable colloids or in the presence of an inor-
ganic support.
Metal oxides an also be formed by taking advantage of hydrodynamic cavitation

[112]. Here, hydrodynamic cavitation is produced by using a high-pressure fluid sys-
tem in the presence of a sol–gel solution. The local high temperatures and pressures
due to collapse of bubbles result in the creation of nanoparticles. The pressure and the
exposure time can be adjusted to control the particle size.
This section has clearly left out many details of nanoparticle processing, and many

significant contributions have not been referenced. We introduce only the basics of
nanoparticle processing here, because this topic is so broad and our focus is on na-
nocomposites.
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2.3

Inorganic Filler–Polymer Interfaces

As mentioned in the Introduction, nanocomposites have at least an order of magni-
tude more interfacial area than traditional composites. This increase in interfacial area
results in a 3D interfacial region within the polymer matrix that can have properties
significantly different from those of the bulk polymer. The local chemistry, degree of
cure, chain mobility, chain conformation, and degree of chain ordering or crystallinity
can all vary continuously from the filler/matrix boundary to some point in the polymer
bulk. To understand the significant effects nanoscale fillers have on polymer behavior,
this interfacial region must be understood. The paragraphs below outline some of the
literature describing the behavior of polymers near a surface.
Consider first a pure thermoplastic polymer film interacting with either air or a very

flat inorganic surface. We know that surface/polymer interactions greatly influence
the glass transition temperature (mobility, relaxation spectra) of thin polymer
films. For example, the presence of a free surface, as observed in free-standing ultra-
thin films, reduces the glass transition temperature [113–116] (Figure 2.14), but an
attractive surface increases the glass transition temperature [117, 118]. The mechan-
ism causing these changes in Tg is currently under discussion in the literature. Mo-
lecular dynamics simulations [119] show that the decrease in Tg for free-standing thin
films is caused by a decrease in the density, which in turn increases the mobility of the
polymer chains. Monte Carlo simulations show that the presence of a neutral surface
can increase the density and decrease the mobility of the polymer chains [120],
although experimental data suggest that the surface must be attracting before Tg in-
creases.

Fig. 2.14 The glass transition temperature as a function of film thickness for

low and high molecular weight polystyrene free-standing films. Reprinted with

permission from [113]
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Composites, however, do not contain ideal 2D interfaces. In fact, the highly curved
surfaces and the size scale close to that of a typical radius of gyration for a polymer
chain make it difficult to apply 2D observations and measurement techniques directly
to nanocomposites. Based on some early nanocomposite work on polymers filled with
carbon black, one description of the interfacial region in nanofilled polymers is a
bound polymer layer (where ‘bound’ implies a region of immobile polymer) with a
distinct interface between the bound and unbound regions. The evidence for this
is an insoluble fraction of polymer that results from the addition of nanoparticles
[121]. In addition, the properties of the nanofilled polymers often scale with a para-
meter somewhat larger than the average particle diameter [122]. The argument has
been that the stronger the polymer–particle interaction, the larger the bound polymer
fraction, up to 2–9 nm thick [123].
The discrete bound polymer layer could result in a second glass transition tempera-

ture, according to some researchers [124]. Research on thin film, however, does not
point to a discrete layer of affected material but to a far-field effect. Figure 2.14 [113,
118] shows the effect of film thickness on the glass transition temperature for free-
standing polystyrene films of various molecular weights. The higher the molecular
weight, the greater the film thickness at which the decrease in Tg begins. This sug-
gests that somemultiple of the radius of gyration may be a relevant parameter. Studies
on diffusion using SIMS show that the effect can be up to 10 times the radius of
gyration [125]. In addition, the thinner the film, the lower the Tg becomes. This in-
dicates that the effect of the surface is a continuous function within the polymer. In
addition, recent results [126] have shown that the nonlinear viscoelastic behavior of
nanofilled polymer melts is strongly dependent on the surface treatment of the filler
particles. The results suggest that the filler surface has a far-field influence on the
chain motions. However, these effects are only apparent when finite shear–strain
magnitudes are used to probe the behavior. Small-strain studies on the same compo-
sites in the vicinity of the glass transition temperature show that, although the glass
transition temperature is increased by filler addition, the curves of normalized loss
modulus vs. frequency superpose perfectly. These studies suggest that the distribu-
tion of relaxation times is shifted but otherwise unaltered. Taken together, these re-
sults indicate that the bound polymer layer is essentially a monolayer and that the far-
field influence is due to entanglement trapping.
Further clarification reassures us that a discrete bound layer and a more diffuse

region are not contradictory. First, a bound polymer layer, as originally defined, is sim-
ply the amount of polymer that is ‘stuck’ to a particle surface; the term was not in-
tended to completely describe the mobility within that region or the effect of that re-
gion on the surrounding polymer. Thus, let us define a bound polymer layer as any
polymer that is bonded to the particle surface. This sometimes occurs in nanocom-
posites, but not always. Let us define the interfacial region as the region of polymer
surrounding the nanoparticle and having altered chain conformation and/or mobility
due to the presence of the filler. Clearly, polymer chains strongly bound to the surface
result in a different interfacial region than chains either repelled by the surface or
weakly interacting. The magnitude of the effect this interfacial region has on the prop-
erties of a composite depends on the property being measured. For example, the effect
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of the interfacial region on the glass transition temperature, which is the result of
cooperative segmental motions, may be different from its effect on diffusion, which
depends on larger-scale mobility.
Consider for a moment, ignoring the specifics of their morphology and properties,

the implications of both the bound polymer layer and the interfacial region on the
behavior of nanofilled polymer composites. The film thickness at which a significant
change in glass transition temperature occurs depends on the molecular weight, but
can be as high as 80 nm. For a 30-nm particle dispersed in a polymer matrix, the
average interparticle spacing is 80 nm at filler loadings as low as 1.5 vol. % (Figure
2.2). Thus large effects on bulk properties can be expected at low filler loading.
The glass transition temperature of a bulk part can be raised and lowered by the

addition of nanoparticles [126–128]. Ash et al. [127] have shown that, for a non-wetting
nanoparticle/polymer composite (alumina/PMMA), the glass transition temperature
starts to decrease at a specific filler volume fraction corresponding to an interparticle
distance of about 200 nm (Figure 2.15). On the other hand, if the PMMA is adsorbed on
the particle surface, the glass transition temperature is stabilized. More commonly, an
increase in Tg is observed [129, 130], which can be as large as 308 [80].
The situation becomes even more complicated for composites in which the poly-

mers are confined between two flat layers (as in clay composites) [131]. For exam-
ple, NMR studies on PEO-intercalated nanoclay showed that confinement of the
chains increases segmental mobility at low temperatures, but at higher temperatures
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a less mobile fraction is revealed. This suggests a broadening in the relaxation spectra.
In addition, the glass transition temperature is suppressed. In thin films this is attrib-
uted to a highly immobilized polymer layer. Krishnamoorti [131], armed with the
knowledge that the rate of polymer intercalation into the clay layers can be as fast
as the diffusion rate in the bulk, suggested that this phenomenon is due only to non-
cooperative motion. This is clearly an area in need of further study and is discussed
more below.
In addition to changes in the mobility of a polymer chain, the average chain con-

formation can be altered and/or the type and degree of crystallinity can change. Dhi-
nojwala and coworkers recently reported measurements on a polystyrene (PS)/sap-
phire interface [132, 133], which revealed a nearly perpendicular orientation of the
phenyl rings to the PS/sapphire interface. It is unclear how these conformations
change in the presence of a nanostructured surface, particularly one with a high ra-
dius of curvature. Recent modeling, however, suggests that studies on flat surfaces
may be relevant [134]; however, it is unclear how the many techniques used to study
behavior on flat surfaces could be modified to measure this. Studies have focused on
the effect of structural details of surfaces on protein structure and have found that the
density of alkane chains on an alkylated surface directly affects the amount of protein
adsorbed [135]. Other studies [136–138] showed that vitronectin (a mediator of osteo-
blast adhesion) remained folded onmonolithic alumina withmicrometer-sized grains,
but showed enhanced adsorption as well as conformational changes when it was ad-
sorbed on nanograined alumina. Vitronectin interactions with nanoceramics were
correlated with significantly enhanced osteoblast adhesion. The change in polymer
chain conformation, in contrast to that of proteins, is likely to be much more local,
but could still affect bulk properties.
Crystallinity is also sensitive to surface interactions. This is seen dramatically in

graphite fiber/polypropylene composites in which a transcrystalline layer develops
perpendicular to the fiber [139]. Nanofillers can also change the degree of crystalli-
nity, change the rate of crystallization, and/or suppress the formation of the thermo-
dynamic crystal phase and stabilize the metastable phase [140, 141]. In silica-filled
Nylon 11 that was thermally sprayed, the crystallinity increased due to the presence
of the nanoparticles [142]. In montmorillonite/HDPE nanocomposites, the polymer
crystals decreased in size and the crystallization rate decreased [143], whereas in poly-
amide (Nylon 6) composites the metastable hexagonal phase formed instead of the
typical monoclinic phase [144]. Another example in Nylon 6 occurs under high pres-
sure: by annealing montmorillonite/ Nylon 6 at high pressures, a higher-temperature
monoclinic phase forms (a), and the orthorhombic (c) phase is suppressed [145].
Finally, changes in the chemistry can occur in the interfacial region. A dramatic

example of this is the preferential adsorption of a curing agent onto the nanofiller.
When this occurs, the region surrounding the nanoparticle consists of a ‘layer’ of
stoichiometrically crosslinked thermoset with excess curing agent, surrounded by a
‘layer’ of depleted curing agent and thus less-than-stoichiometric crosslinking. This
phenomenon has been observed in fiber-filled polymers [146] and is presumed to
exist in nanoscale titania-filled epoxy [147]. More subtle changes could also occur,
such as preferential adsorption of low-Mw material to the surface.
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In summary, the interfacial region is complex, and when the interfacial area is very
large, the whole polymer matrix may essentially be interfacial region. This presents
one of the essential challenges in polymer nanocomposites: to develop technology to
control the interface, to describe the interface mathematically, and to be able to predict
properties taking into account the interfacial region. Traditional composite theory,
although very far advanced in describing properties that are relatively independent
of the interface, is still in its infancy in taking into account the role of the interfacial
region. Significant progress has been made in understanding the interaction of poly-
mers with flat surfaces, but the interaction of polymers with highly curved surfaces
and at scales similar to that of the radius of gyration is not well understood. The na-
nocomposites community has their work cut out for them.

2.4

Processing of Polymer Nanocomposites

One of the key limitations in the commercialization of nanocomposites is processing.
Early attempts at clay-filled polymers required processing that was not commercially
feasible, but this situation has changed. Similarly, processing of other nanocomposites
is becoming easier and more commercially viable as our understanding improves. A
primary difficulty is proper dispersion of the fillers. Without proper dispersion and
distribution of the fillers, the high surface area is compromised and the aggregates can
act as defects, which limit properties. To facilitate discussion, we will define the state of
aggregation in those nanocomposites. Distribution of a nanofiller describes the homo-
geneity throughout the sample, and the dispersion describes the level of agglomera-
tion. Figure 2.16 schematically illustrates good distribution but poor dispersion (a),
poor distribution and poor dispersion (b), poor distribution but good dispersion
(c), and good distribution and good dispersion (d). The state of aggregation is further
defined in layered silicate/polymer nanocomposites later in this chapter.

2.4.1

Nanotube/Polymer Composites

The processing of nanotube/polymer composites is still in its infancy. Although na-
notubes have been incorporated into composites commercially, the literature describ-
ing the processes is limited. Significant issues remain to be solved about purification,
dispersion, and bulk processing.
The ability to disperse SWNT and MWNT into a polymer may be the most critical

processing parameter for controlling properties. Nanotubes that are in clumps or are
agglomerated with other carbonaceous materials create defect sites that will initiate
failure. In addition, they limit the efficiency with which the nanotubes carry load.
This limitation has been illustrated explicitly in both polymer and ceramicmatrix com-
posites [148, 149]. CVD-grown MWNT, which are easily dispersed and less agglom-
erated, increased the modulus and strength of polystyrene without compromising the
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strain-to-failure factor significantly. Other work on arc-discharge-grown MWNT,
which were not fully purified and not as well dispersed, did not show the increase
in toughness observed for well-dispersed MWNT. Similarly, the toughness of
MWNT/alumina composites with excellent dispersion increased significantly com-
pared to composites with somewhat worse dispersion.
Dispersion has been achieved primarily by sonication of nanotubes in a solvent. The

most focused efforts have been on the dispersion of SWNT. Chemical modification of
the surface with the aid of surfactants [150], by functionalization of the end-caps with
long aliphatic amines [151], or by functionalization of the sidewalls with fluorine [152]
or alkanes [153] has resulted in stable suspensions of nanotubes. None of these meth-
ods is ideal for composite processing. The use of surfactant results in an impurity in
the composite. Functionalizing the ends limits further chemical modifications for
controlling bonding with the matrix, and modification of the sidewalls can affect
the mechanical properties [154]. As an alternative, the best solvents for direct disper-
sion of SWNT were identified as NMP, DMF, hexamethylphosphoramide, cyclopen-
tane, tetramethylene sulfoxide, and e-caprolactone [154]. These solvents are all strong
Lewis bases without hydrogen donors, although not all solvents with these character-
istics were good solvents for SWNT.
After dispersion, drying the dispersion on a glass slide and placing resin directly

onto a thin film of nanotubes [29, 155, 156] can produce small-scale composites. Mix-

(a)

(b)

(c)

(d)

Fig. 2.16 A schematic illustrating the difference between dispersion and distri-

bution and giving examples of good and poor for each
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ing both the nanotubes and the polymer in the presence of a solvent [25, 30, 157, 158],
often with the help of a surfactant [159], can also produce composites. Figure 2.17a
shows the wetting and the dispersion of SWNT dispersed in ethanol and then mixed
with an epoxy resin [157]. Figure 2.17b [148] shows the dispersion achieved with CVD-
grown MWNT, dispersed in toluene with dissolved polystyrene and casting films.
Excellent dispersion was achieved. Nanotubes have also been dispersed directly
into liquid urethane acrylate polymer [160], methylmethacrylate monomer [161],
and epoxy resin [162], followed by curing or polymerization. Damage to the nanotubes
is a tradeoff that must be considered.

Fig. 2.17a Transmission electron micrograph of aligned

singlewall carbon nanotube ropes bridging an elliptical hole

in a polymer film. Reprinted with permission from [157]

Fig. 2.17b Treansmission elec-

tron micrograph of MWNT-PS

film in which the nanotubes are

homogeneously distributed in

the polystyrene matrix at a

�1 lm length scale. The inset is

the MWNT weight fraction as a

function of length scale, which

was determined by measuring

the weight fraction of nanotubes

at areas in the image. The error

bars represent the standard de-

viation of the experimental data,

which reflects the homogeneity

of the distribution. Reprinted

with permission from [148]
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Nanofibers have been successfully melt-mixed with polyphenylene ether/polyamide
matrices in a twin screw extruder. This process has led to a commercial product in
conductive thermoplastics for electrostatic painting without the loss of mechanical
properties [163].
An interesting composite processed from nanotubes is a macroscopic fiber that is a

mixture of nanotubes and a traditional material used for carbon fibers, such as pitch or
PAN. This was achieved with a pitch-basedmatrix and led to interesting improvements
in properties, because the pitch fibers were not subjected to the typical high tempera-
ture processing [164].

2.4.2

Layered Filler–Polymer Composite Processing

Scientists have known for about 40 years that polymers interact strongly with mon-
tmorillonite and that the clay surface can act as an initiator for polymerization [165,
166]. Patents for clay/Nylon 6 composites were not issued until the 1980s, at which
point the clay/polymer nanocomposites were commercialized [167]. The improvement
that led to commercialization was the appropriate dispersion of the clays at the nan-
ometer scale.
The first step in achieving nanoscale dispersion of clays in polymers is to open the

galleries and to match the polarity of the polymer or monomer so that it will intercalate
between the layers. This is done by exchanging an organic cation for an inorganic
cation (Figure 2.18). The larger organic cations swell the layers and increase the hy-
drophobic properties of the clay [168] (Figure 2.18), resulting in an organically mod-
ified clay. The organically modified clay can then be intercalated with polymer by sev-
eral routes. Solution processing involves dispersion of both the organically modified
clay and the polymer in a common solution. Variations on this process include emul-
sion or suspension polymerization [169, 170]. Highly polar polymers such as Nylon
[171] and polyimides [8] are more easily intercalated than nonpolar polymers such as
polypropylene, because polar polymers have a higher affinity for the polar clay gal-
leries. In situ polymerization intercalates monomer directly into the organically mod-
ified clay galleries, and the monomer can either adsorb onto the layer surface [172] or
be anchored by free radical techniques [173]. Melt intercalation involves mixing the
clay and a polymer melt, with or without shear. The success of melt intercalation is
surprising, given that the gallery spacing is only about 2 nm and the radius of gyration
of the polymer is significantly larger than this. Even more surprising is that the speed
of melt intercalation is faster than that of self diffusion of polymers and scales with the
inverse of the molecular weight [174]. Coarse-grained molecular dynamics studies
predict a rate twice that of self-diffusion, with the rate scaling inversely with the mo-
lecular weight. The results of molecular dynamics and experimental studies agree that
the stronger the clay/polymer interaction, the slower the intercalation rate [175]. In
addition, layer flexibility seems to control the mechanism of intercalation [176], per-
haps due to a recently proposed mechanism called the ‘kink’ model of melt intercala-
tion [177], in which sufficient shear force causes a kink to form in the clay sheet (a form
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of compression failure) (Figure 2.19). Polymer can then penetrate the new space be-
tween the layers. This kink can propagate along the layer, and more polymer can inter-
calate. This mechanism can explain both the fast intercalation rate (which is enhanced
by the space created by kinking) and the dependence on layer flexibility. Layers with a
lower modulus should kink more easily. A rigorous test of this model is still required.
Models have also been developed to test the tendency for chains to melt-intercalate in
the absence of shear [178, 179]. These studies showed that there is an optimal inter-
layer separation (slightly larger than the pseudobilayer for intercalation of polystyrene)
and an optimal chemical interaction (the greater the hydrophilicity of the polymer, the
shorter the organic modifier should be). This minimizes unfavorable interactions be-
tween the polymer and the aliphatic chain. Polar polymers are also more likely to
intercalate.
As the layer spacing increases, the process can be monitored by x-ray diffraction

(XRD). Intense peaks between 38 and 98 indicate an intercalated composite, but if
the peaks are extremely broad or disappear completely, this indicates complete exfo-
liation. Figure 2.20 [180] shows the XRD pattern of organically modified montmor-
illonite (d), an intercalated montmorillonite (c), and two exfoliated montmorillonite
nanocomposites (a, b).

Inorganic cation / organic cation
exchange

Na+

+

+ + +

+ + +

+ + +

Clay

Organically modified clay

+ + +

+ + +

+ + +

Monomer,

oligomer intercalation

+ + +

+ + +

+ + +

Intercalated nanocomposite

Polymer melt or solution

intercalation

Polymerization

Fig. 2.18 Schematic of the basic steps in processing clay-filled polymers
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Once the clays have been intercalated with polymer, the nanocomposites can be
processed by traditional melt-processing methods. This final processing of the com-
posite is important in determining the final properties. Mixing facilitates nanoscale
dispersion and can lead to clay and/or polymer chain alignment. The degree of shear
during molding determines, not only the degree of clay layer alignment, but also the
degree of crystallite alignment. For example, extruded Nylon sheet with a draw ratio of
4:1 had a higher modulus than a sheet processed by injection molding [181]. This may
be due to a higher degree of platelet and crystallite alignment and is a common
phenomenon in the drawing of Nylon. In some cases, the crystallinity increases

Fig. 2.19 Schematic of the kink model of melt intercalation. Ag denotes the

agglomerated (immiscible) portion of the clay, and Int. denotes the intercalate

state. Redrawn from Fig. 1(a) of [177]

Fig. 2.20 X-ray diffraction data showing the dif-

fraction patterns that result from (a), (b) exfoliated

clays, (c) intercalated clays, (d) organically modified

clays. Reprinted with permission from [180]
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(36%–38%, compared to 31% for unfilled Nylon) and remains constant with filler
content [140]. Other studies, however, have shown decreases in crystallinity [182]. In-
creasing the pressure during processing to 0.1–0.6 GPa favors the a phase [145]. The
clay platelets also enhance alignment of the Nylon 6 chains and the crystallites [140],
though the extent is governed by the degree of shear and can vary across the thickness
of an injection-molded part [183]. Understanding and optimizing the mixing and tak-
ing advantage of interesting rheology and other phenomenon such as strain hardening
and rheopexy is in its infancy, and significant fundamental work still needs to be done
[184].
The resulting nanocomposites can have several structures (Figure 2.21). The struc-

ture of an intercalated nanocomposite is a tactoid with expanded interlayer spacing,
but the clay galleries have a fixed interlayer spacing. Exfoliated nanocomposites are
formed when the individual clay layers break off the tactoid and are either randomly
dispersed in the polymer (a disordered nanocomposite) or left in an ordered array.
The following sections give some details on processing clay/polymer nanocompo-

sites. The discussion is organized by matrix type.

A. Conventional Composite 
with Tactoids

B. Intercalated Nanocomposite

C. Ordered Exfoliated
Nanocomposite

D. Disordered Exfoliated
Nanocomposite

Fig. 2.21 Schematic of the microstructures that can develop in clay-filled polymer composites:

(a) a conventional composite with tactoids, (b) an intercalated nanocomposite, (c) an ordered

exfoliated nanocomposites, (d) a disordered exfoliated nanocomposite
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2.4.2.1 Polyamide Matrices

Nylon-6/Nylon-12/clay hybrid composites were the first exfoliated smectic clay com-
posites made [187]. Montmorillonite, with a CEC of 119mEq/100 g, was intercalated
with 12-aminolauric acid, which increased the intergallery spacing from 1.0 to 1.7 nm.
This ‘12-montmorillonite’ was then mixed with e-caprolactam, which increased the
intergallery spacing even further, to 4.0 nm, indicating that the e-caprolactam had
intercalated into the galleries. Heating to 250 8C led to polymerization, forming a
clay/Nylon-6 nanocomposite. Further research [185] determined that e-caprolactam
could intercalate directly into the galleries of montmorillonite in a hydrochloric
acid solution and, upon intercalation, becomes oriented vertically in the galleries.
The modified montmorillonite then mixed easily with additional molten e-caprolac-
tam and 6-aminocaproic acid, yielding a Nylon-6 homopolymer/clay nanocompo-
site. The montmorillonite was completely exfoliated. Recently [186], montmorillo-
nite/Nylon 6 nanocomposites were processed by melt intercalation. Although the de-
gree of exfoliation was not as high as in nanocomposites produced by the above meth-
ods, at weight fractions less than 0.1 the composites were primarily exfoliated.

2.4.2.2 Polyimide Matrices

The preparation of polyimide matrix clay nanocomposites involves several steps [8,
187] (Figure 2.22). By intercalating montmorillonite with the ammonium salt of do-
decylamine, it becomes soluble in dimethylacetamide (DMAC). DMAC is also a sol-
vent for 4,4’-diaminodiphenylether and pyrometllitic dianhydride, the precursors for
polyamic acid and, as such, polyimides. After intercalation of the ammonium salt of

Fig. 2.22 Schematic of the synthesis of polyimide-clay hybrid film. Reprinted

with permission from [187]
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dodecylamine, x-ray studies [188] showed that hectrite (CEC = 55mEq/100 g) has one
monolayer of organic material between the layers, whereas saponite, montmorillonite,
and synthetic mica (all with CEC > 100mEq/100 g) have two. After composite forma-
tion, however, only the montmorillonite and the synthetic mica have exfoliated com-
pletely, but the hectrite and saponite remain in a somewhat aggregated state. Lan et al.
[189] found aggregates of montmorillonite after using a similar procedure. More re-
cently, P-phylenediamine in an HCl solution was also found to form organic-modified
montmorillonite that dissolves in DMAC [190]. This same study showed that the pre-
sence of a small amount of nanoscale organoclay can decrease the imidization tem-
perature by 50 8C (from 300 8C to 250 8C), and at 250 8C the imidization time decreased
by 15 min. The activation energy decreased by 20%. Clearly, the organoclay surface is
acting as a catalyst.

2.4.2.3 Polypropylene and Polyethylene Matrices

Nonpolar polymers are very difficult to intercalate into smectic clays, because the clays
are strongly polar. This challenge has been met [191, 192] by first intercalating stear-
ylamine into montmorillonite and synthetic mica. Melt-mixing the organoclays with
maleic anhydride-modified polypropylene oligomers results in PP-MA intercalation.
The modified organoclay is then melt-mixed with a polypropylene matrix. There is a
balance between creating a polar oligomer with enoughmaleic anhydride to intercalate
well, but nonpolar enough to mix with the polypropylene. Unfortunately, the oligomer
limits the extent of property improvement achieved to date. Polyethylene has also been
successfully melt-mixed with modified montmorillonite and saponite after ion ex-
change with dioctadecyldimethylammonium bromide. The degree of dispersion is
not excellent, and the layers are certainly not exfoliated; yet, significant modification
of both the crystal structure and properties has been observed [143].

2.4.2.4 Liquid-Crystal Matrices

Smectic clay/liquid crystalline nanocomposites exhibit interesting optical properties
[193, 194]. Upon initial formation, the composites are opaque, but when an electric
field is applied they became transparent. To process these composites, montmorillo-
nite was intercalated with lauryl ammonium or 4-(4’-cyanobiphenyl-4-oxy) butyl am-
monium (CBAM), or 4-cyano-(4’-biphenyloxy) undecyl ammonium cation and solu-
tion-mixed with a nematic crystal matrix such as 4-pentyl-4’-cyanobiphenyl (5CB)
and nematic TFALC (a mixture of low-molar-mass liquid crystals).

2.4.2.5 Polymethylmethacrylate/Polystyrene Matrices

The processing of clay/PMMA or clay/PS composites was first done by directly inter-
calating themonomer into the clay, followed by polymerization [195]. Thismethod was
not successful in exfoliating the clays. At issue again is the compatibility between the
clay and the monomer. One solution for PMMA has been to use appropriate ammo-
nium salts [196, 197], which may be reactive [198]. Another solution is to use a como-
nomer as a compatibilizer [199]. A similar solution was found for polystyrene by using
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the reactive cationic surfactant vinylbenzyldimethyldodecylammonium as the interca-
lant [200]. Exfoliated graphite/polystyrene composites have been made by similar pro-
cessing methods [80]. Recently, a commercially viable process was developed [180] for
polystyrene in which montmorillonite intercalated with octadecyl trimethyl ammo-
nium chloride was melt-mixed with a styrene methylvinyloxazoline copolymer.
This process resulted in complete exfoliation, which could not be achieved with
pure polystyrene [201]. The hypothesis is that the hybridization is due to strong hydro-
gen bonding between the oxazoline groups and oxygen groups in the silicate clays.

2.4.2.6 Epoxy and Polyurethane Matrices

Epoxy is a widely used thermoset, with applications ranging from household glues to
high-performance composites. To improve performance, increasing the Tg of epoxy
and improving its properties above the Tg are desirable. Adding clays and layered
silicic acids to epoxy [6, 71, 202–204] can greatly improve its mechanical perfor-
mance, particularly at temperatures above Tg. The processing has been studied in
detail [71, 205]. In the smectic clay/epoxy composites, the length of the intercalated
organic amine determines the ease of exfoliation, and only clays with primary and
secondary onium ions form exfoliated nanocomposites [71, 206]. After intercalation
of the organic amines, the epoxy resin or a combination of resin and curing agent can
be intercalated into the smectic clays or layered silicic acids. If enough resin and curing
agent are intercalated and the curing process is controlled, exfoliated nanocomposites
result. Figure 2.23 shows a diagram of the process [207]. The acidic onium ions cat-
alyze the intragallery polymerization or curing of the resin. If this reaction occursmore
rapidly than extragallery curing, then the clay exfoliates. Otherwise, an intercalated
nanocomposite results. Therefore, careful control of temperature and time is required
[71], or the ratio of resin to curing agent must be significantly less than the stoichio-
metric ratio [205] in order to achieve exfoliation. An approach similar to that used for
epoxy composites was used to make intercalated montmorillonite/polyurethane com-
posites [208].

Fig. 2.23 Proposed pathway for formation of an

epoxy-exfoliated magadiite nanocomposite: (A) In-

itial organomagadiite with a paraffin-like gallery

structure of onium ions and neutral amine. (B)

Reorientation of the alkylammonium ions into a

lipid-like bilayer structure to accommodate the

cointercalation of epoxide and curing agent. (C)

Rapid intragallery formation of a polymer gel and

expansion of the gallery height beyond a lipid-like

layer. (D) Silicate nanolayers are completely exfo-

liated in a fully crosslinked epoxy polymer network.

Reprinted with permission from [207]
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2.4.2.7 Polyelectrolyte Matrices

Polyelectrolytes can be used in electrochemical devices such as solid-state batteries,
electrochromic devices, and sensors [209]. The addition of layered silicates to polyelec-
trolytes increases the conductivity, improves the mechanical stability, and improves
the interfacial stability with electrode materials. Polyelectrolytes are characterized
by a large number of ionizable groups and thus are highly polar. This makes them
excellent candidates for intercalation into smectic clays. Polyvinylpyridines are of par-
ticular interest because of the variety of processing methods available [210]. Interca-
lated nanocomposites can be formed easily from the water-soluble hydrobromide salt
of the 1,2 or 1,6 polyelectrolyte (1,2 or 2,6 polyvinylpyridinium cations). However, only
a single layer of polymer intercalates, and exfoliation does not occur. A slower, but
ultimately more effective process, uses neutral poly-4-vinylpyridine and results in
an exfoliated composite. A second method involves intercalation of 4-vinylpyridinium
salts, followed by polymerization.
Poly(ethylene oxide) (PEO) matrix composites have also been processed both by

intercalating PEO in solution into organically modified smectic clays [209] and by
melt- mixing clay with PEO and PEO/PMMA mixtures [211,212]. In neither case
does an exfoliated composite result. Aranda and Ruiz-Hitzky [209] dissolved PEO
in acrylonitrile and found that the structure of the PEO changed when the interlayer
cation was changed. Use of Na+ montmorillonite or NH4

+ montmorillonite resulted in
either a helical PEO or a bilayer zigzag PEO structure in the galleries. The PEO ar-
rangement was reversible with exchange of the interlayer cations.

2.4.2.8 Rubber Matrices

Several applications of rubbers might benefit from inclusion of exfoliated clays. Their
greatly reduced permeability [213] would be useful for the inner liners of tires and
inner tubes [214]. In addition, modification of the glass transition temperature
and/or the loss modulus might be useful in a variety of damping applications. Mon-
tmorillonite has been ion-exchanged with a protonated form of butadiene and acry-
lonitrile copolymer. This was subsequently mixed with nitrile butadiene rubber in
the presence of crosslinking agents and resulted in highly dispersed nanocompo-
sites. Nanocomposites have also been prepared from dioctadecyldimethyl ammo-
nium-exchanged montmorillonite in poly(styrene-b-butadiene) matrices [215].
Silicone rubbers have also been successfully intercalated into smectic clays. Burn-

side and Giannelis [216] intercalated Na+ montmorillonite with dimethylditallow am-
monium bromide and then sonicated in a silanol-terminated poly(dimethylsiloxane)
(Mw = 18,000) with a tetraethyl orthosilicate and tin 2-ethylhexanoate crosslinking
agent. Hexadecyltrimethylammonium bromide has also been used successfully as
the intercalating agent [217]. Recently, a latex method was developed in which unmo-
dified clays were mixed with a rubber latex, leading to improved properties over solu-
tion intercalation [218].
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2.4.2.9 Others

Clay/polymer nanocomposites that include poly(e-caprolactone) have been made via
in-situ polymerization [7]. Composites that include poly(p-pheylenevinylene) have
been made via intercalation of poly(xylylenedimethylsulfonium bromide) and subse-
quent elimination of the dimethylsulfide and HBR [219]. Those including cyclic poly-
carbonate [220] or polyethyleneterephthalate have been made via monomer intercala-
tion and subsequent polymerization [221]; and those including polyaniline via in-situ
polymerization of aniline monomer [222].

2.4.3

Nanoparticle/Polymer Composite Processing

There are three general ways of dispersing nanofillers in polymers. The first is direct
mixing of the polymer and the nanoparticles either as discrete phases or in solution.
The second is in-situ polymerization in the presence of the nanoparticles, and the third
is both in-situ formation of the nanoparticles and in-situ polymerization. The latter can
result in composites called hybrid nanocomposites because of the intimate mixing of
the two phases.

2.4.3.1 Direct Mixing

Direct mixing takes advantage of well established polymer processing techniques. For
example, polypropylene and nanoscale silica have beenmixed successfully in a two-roll
mill [5], but samples with more than 20 wt. % filler could not be drawn. This is typical
and is a limitation of this kind of processing method. Nanoscale silica/PP composites
have been processed in a twin-screw extruder, but the dispersion was successful only
after modification of the silica interface to make it compatible with the matrix [223]. A
Brabender high-shearmixer has been successfully used tomix nanoscale alumina with
PET, LDPE [224]. Thermal spraying has also been successful in processing nanopar-
ticle-filled Nylon [142]. When these traditional melt-mixing or elastomeric mixing
methods are feasible, they are the fastest method for introducing new products to
market, because the composites can be produced by traditional methods. This has
been successful in many cases, but for some polymers, the viscosity increases rapidly
with the addition of significant volume fractions of nanofiller, which in turn can limit
the viability of this processing method.
In addition to viscosity effects, nanoparticles can either enhance or inhibit polymer

degradation. One method for measuring degradation is to place the polymer in a high-
shear mixer and measure the torque as a function of time and temperature. As the
material crosslinks, the torque begins to increase (at a constant speed), and when chain
scission begins, the torque decreases. This leads to a peak in the torque, whose posi-
tion is often used as a measure of the degradation time. A recent study on ZnO/LDPE
composites showed that, for nanoparticle/matrix mixtures, the time at the peak in-
creased by a factor of almost 2 [224]; however, micrometer-size particles decreased
the degradation time. In other instances, the catalytic nature of the nanoparticles
greatly decreases the degradation time [225]. Whether degradation is inhibited or en-
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hanced depends on the particle surface activity and the increased interfacial area (par-
ticle size).

2.4.3.2 Solution Mixing

Some of the limitations of melt-mixing can be overcome if both the polymer and the
nanoparticles are dissolved or dispersed in solution. This allows modification of the
particle surface without drying, which reduces particle agglomeration [226]. The na-
noparticle/polymer solution can then be cast into a solid, or the nanoparticle/polymer
can be isolated from solution by solvent evaporation or precipitation. Further proces-
sing can be done by conventional techniques.

2.4.3.3 In-Situ Polymerization

Another method is in-situ polymerization. Here, nanoscale particles are dispersed in
the monomer or monomer solution, and the resulting mixture is polymerized by stan-
dard polymerization methods. One fortunate aspect of this method is the potential to
graft the polymer onto the particle surface. Many different types of nanocomposites
have been processed by in-situ polymerization. A few examples are silica/Nylon6 [227,
228], silica/poly 2-hydroxyethylmethacrylate [229], alumina/polymethylmethacrylate
[230], titania/PMMA [231], and CaCO3/PMMA [232]. The key to in-situ polymeriza-
tion is appropriate dispersion of the filler in the monomer. This often requires mod-
ification of the particle surface because, although dispersion is easier in a liquid than
in a viscous melt, the settling process is also more rapid.

2.4.3.4 In-Situ Particle Processing – Ceramic/Polymer Composites

An interesting method for producing nanoparticle-filled polymers is in-situ sol–gel
processing of the particles inside the polymer. The process has been used successfully
to produce polymer nanocomposites with silica [233] and titania [234] in a range of
matrices [235]. The overall reaction for silica from tetrethylorthosilicate (TEOS) is
shown below.

Si(OC2H5)4 + excess H2O ! SiO2 + 4C2H5OH

The composites can be formed in one of several ways. In the first method, a copolymer
of the matrix polymer and silica precursor are mixed, and the sol–gel reaction is al-
lowed to progress. Figure 2.24 shows an example of the process for silica/polystyrene
composites [233]. During drying, the polymer blocks phase-separate and the silica
regions coalesce. A second approach mixes a silica precursor such as TEOS [236]
with a polymer such as polyvinylacetate [237], polyetherimide [238], or polymethylme-
thacrylate [239]. For example, a recent paper on the processing of TiO2/poly(styrene
maleic anhydride) resulted in excellent dispersion of TiO2 in PSMA [234]. Direct addi-
tion of TiO2 to a PSMA solution resulted in serious aggregation. Therefore, PSMAwas
dissolved in THF, and then tetrabutyl titanate was added under the appropriate condi-
tions. Because the uncondensed TiOH and maleic anhydride could react, the polymer
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coated the titania particles as they formed and prevented agglomeration. A combina-
tion of these first two methods has been used for silica/polydimethylsiloxane (PDMS)
composites in a two step process. First, an unfilled PDMS network was formed, with
TEOS as the end-linking agent. The network was then swelled with TEOS and the sol–
gel reaction was catalyzed [240]. Significant work on determining the parameters affec-
ting particle size has been accomplished with this method [241].
Finally, the polymer and ceramic can be polymerized simultaneously, and compo-

site materials ranging from a few percent to 100% inorganic phase can be formed
[242]. For example, silica/polyacrylate nanocomposites were formed with the simul-
taneous polymerization of HEMA (2-hydroxyethyl methacrylate) and tetraethoxysilane
(TEOS) [229]. This resulted in a continuous interpenetrating network of silica and
polyacrylate. There is a rich chemistry here that has been reviewed elsewhere on
the processing of materials that range from glasses to polymers [243, 244] in which
there is little if any phase separation between the organic and inorganic. We focus here
on systems with discrete, isolated phases.
An interesting variation on in-situ formation of nanoparticles and polymerization is

CVD deposition of nanocomposite films [245]. Here, the chemical precursors aremod-
ified separately and are mixed only just before deposition. Dichloro-p-xylylene was
used as a precursor for poly(dichloro-p-xylyene), and diacetoxydi-tert-butoxysilane
was used a precursor for silica. The resulting microstructure has discrete polymer
and silica phases. This method is promising for the creation of interlayers with a
low dielectric constant.
Barium titanate/polymer nanocomposites have also been prepared in situ by mixing

a titanium alkoxide with a polymer and then casting and drying films. The films are
then reacted with an aqueous solution containing barium, resulting in nanoscale bar-
ium titanate particles within a polymermatrix [246, 247]. Making the precursor and the
polymer compatible improves the degree of dispersion, and using compounds that
tend to form micelles can introduce controlled heterogeneity [246].
Nanosized calcium phosphate particles have been processed by an in-situ deposition

technique in the presence of polyethylene oxide (PEO) or PEO/PVAc mixtures [248].

Fig. 2.24 Example of in-situ synthesis of silica particles in polystyrene. Reprinted with permission from

[233]
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In this method, a polymer-calcium chloride complex is blended with trisodium phos-
phate. As the phosphate and chloride ions diffuse through the polymer, a gel-like
precipitate forms. This can be separated; the size and morphology can be varied by
changing the polymer and/or the polymer concentration.

2.4.3.5 In-Situ Particle Processing – Metal/Polymer Nanocomposites

Metal/polymer nanocomposites have also been processed via in-situ formation of me-
tal particles from suitable metal precursors. The reaction occurs in the presence of a
protective polymer, which limits the size of the particles. Figure 2.25 [249] shows a
reduction scheme that uses a gold precursor and polypyrrole. Once a stable suspen-
sion of metal particles is prepared in the presence of a polymer, the composite can be
cast, or additional monomers, of the same or a different polymer type, can be added to
form a nanocomposite.
Mayer [250] wrote an excellent review paper on the processing of metal/polymer

nanocomposites via in-situ methods in 1998. She reviewed the parameters that affect
particle size, stability, and morphology. Several primary parameters controlled the
particle size, including the choice of metal precursor and the metal/polymer interac-
tion. For example, if PdCl2 is compared with (NH4)2PdCl4, the former tends to form
halogen-bridged complexes and thus tends to form agglomerates of nanoparticles, but
the latter does not. The interaction of the metal precursor with the polymer is also
important. If the polymer has a stronger interaction with the precursor, then the par-
ticle size tends to be reduced [251], because the metal precursors are prevented from
phase separating. In general, becausemost polymers are hydrophobic, precursors with
a more hydrophobic character result in stronger interactions and thus smaller particle
size. Complicating this situation is the ability of the polymer to form a stable suspen-
sion in solution. The rate of reduction affects the particle size, with faster reduction
methods resulting in smaller particles [252, 253].
Another method giving more specific control over particle size and morphology is

the use of either micelles formed from amphiphilic block copolymers (ABC) [254] or
crosslinked/gelledmatrices. For example, through the use of crosslinking and gelation

Fig. 2.25 Schematic of reaction leading to in-situ gold particles in a polymer. Reprinted with permission

from [249]
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reactions, dendritic gold particles can be formed [255]. Amphiphilic block copolymers
provide another avenue of control. Here, block copolymers are used to form micelles.
Metal salts then either penetrate into the micelles or are stable in the micelle corona.
The reducing agent can be added, and metal particles form either within the micelles
or in the corona, resulting in several morphologies shown schematically in Figure
2.26a [250]. Figure 2.26b [294] shows an example of the raspberry morphology for
Pd colloids in a polystyrene-b-poly (4-vinylpyridine) block copolymer matrix that
was reduced with hydrazine. Changing the block length can control the particle size.
This same principle is applicable to other block copolymer morphologies, such as

rods and layers, and leads to interesting morphologies. One thing that is not clear, and
needs to be addressed by theory, is which of these morphologies will lead to the best
properties. Because of the range of metal particles that can be formed, including gold,
silver, palladium [256], platinum, semiconductors [257], and metal oxides [234], tre-
mendous opportunity exists to tune the properties of these systems.
Other methods are available for producing metal nanoparticle-filled polymers, such

as deposition of a metal film onto the polymer [258, 259] and subsequent annealing to
form particles, or electrochemical methods [260], both of which lead to highly con-
trolled thin-film composite structures.

Fig. 2.26a Overall morphologies of block copolymer-metal systems involving

spherical micelle formation of the amphiphilic block copolymers: (a) cherry

morphology, (b) raspberry morphology, (c) strawberry morphology, (d) propo-

sed red currant morphology. Reprinted with permission from [250]
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Fig. 2.26b Electron micrographs of Pd colloids synthesized in Ps-bP4VP block copolymers via reduction

with hydrazine. Reprinted with permission from [253]
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2.4.4

Modification of Interfaces

Literature on the modification of interfaces of traditional composite fillers is extensive.
Many of the methods, however, are not directly applicable to nanocomposites for sev-
eral reasons. Carbon and glass fibers are usually coated as long fibers on a spool, which
is not practical for nanofibers. In addition, methods that require drying the particles
are not appropriate for metal oxide and metal nanoparticles, because during drying
(even at only 100 8C), they may agglomerate significantly. Freeze-drying methods
are more appropriate. Although describing the relevant chemical processes is impor-
tant for understanding nanofiller interfacemodification, this section focuses primarily
on the results of modification, instead of on the detailed chemistry.

2.4.4.1 Modification of Nanotubes

Several reasons exist for modifying nanotubes. The first is to render them more dis-
persible in solution, thus providing a route toward further functionalization or use in
applications. The second is to improve the interaction of the nanotubes with polymer
matrices. Modifying the surface activity of MWNT has focused primarily on doping
them with other elements. Doping MWNT with boron has resulted in changes in the
electronic states [261, 262] and formation of a p-type semiconductor. In addition, bor-
on substitution, as well as other electron-rich substitutions, may very well lead to out-
of-plane bonding configurations that increase the reactivity of the surface with a poly-
mermatrix. Nitrogen doping of MWNT creates an n-type semiconductor and leads to a
bamboo-like structure having ordered regions connected via disordered regions [263].
The nitrogen creates nitrogen-rich cavities in the otherwise graphitic nanotube. Pre-
liminary work has shown that nitrogen doping changes the interface enough to im-
prove the dispersion of nanotubes and results in enough bonding with epoxy matrices
to increase the glass transition temperature by 208 as well as in increased modulus and
strength [264]. In addition, acid treatments and subsequent chemical reactions can
lead to attachment of epoxy groups or even particles to MWNT [265, 266].
SWNT are assembled as ropes or bundles. To maximize their interaction in a poly-

mer matrix, they need to be chemically modified and separated from the bundles. One
way to increase the chemical activity is to use an SWNT with a smaller radius of cur-
vature [267]. A second method is to add functional groups to the ends of SWNT. Car-
boxylic groups have been linked to SWNT ends, and then the SWNT have been teth-
ered to nanoparticles via thiol linkages [268–270]. SWNT have been placed in solvent
through the addition of octadecylamine groups on the ends and a small amount of
dichlorocarbenes on the sidewalls [271]. The first successful method for adding func-
tional groups to the sidewalls involved fluorination at elevated temperatures. The tubes
could then be solvated in alcohols and reacted with other species, particularly strong
nucleophiles such as alkylithium reagents [272]. A simpler route based on a process
used on other carbon species [273, 274] was developed, in which an aryl diazonium salt
was reduced electrochemically, resulting in a free radical that can attach to the carbon
surface of small diameter tubes [271] (Figure 2.27).
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The most exciting development in terms of composites, however, is the dissolution
of full-length SWNT that have been separated from the bundles [275]. Given the issues
of slipping of nanotubes within a bundle discussed earlier, their use in composites
requires separation from the bundles. The process involves, first, partially breaking
up the SWNT bundles in an acidic solution. Carboxylic acid groups are then added
to the ends of the tubes. Finally, the SWNT are placed in an octadecylammonium
(ODA) melt for several days. This results in exfoliated nanotubes. This important re-
sult should eventually lead to SWNT/polymer composites with the SWNT separated in
the polymer, which will provide an avenue for taking advantage of the extraordinary
properties of SWNT.
The development of methods to attach polymers to nanotubes has progressed sig-

nificantly. First, separation of the nanotubes from their aggregates is required. This
separation can be achieved by dispersion in the appropriate solvents with or without
the aid of a surfactant [276] and/or by choosing an appropriate synthesis method. A
polymer chain can then be attached to a bonding site by sonication [277], plasma ac-
tivation [278], chemical etching of the tube ends [279], or chemical adsorption [280].
These advances should lead in the near future to some very interesting copolymers
with SWNT as one block in the polymer and a rich interfacial chemistry. Some evi-
dence suggests that polymers can be patterned by the nanotube surface, providing a
method for templating polymer structures near the surface [281]. It is not clear yet
what role this interface control will have in terms of properties of composites, but
to develop technology that fully exploits the properties of nanotubes in composites,
control over the interface is required.

2.4.4.2 Modification of Equi-axed Nanoparticles

A recent review by Frank Caruso [282] provides extensive background on the modi-
fication of nanoparticle surfaces. He cites two primary methods for modifying an in-
organic nanoparticle surface with organic molecules. The first requires connecting a
short-chain molecule such as a siloxane onto the surface through grafting or strong
hydrogen bonding. The second involves application of a coating by polymerizing a
polymer onto the nanoparticle. In addition, inorganic coatings can be applied.

2.4.4.3 Small-Molecule Attachment

Both metal and metal-oxide nanoparticles are readily modified with small molecules.
They tend to have hydroxyl groups on the surface, although the number of hydroxyl
groups and the strength of the metal-OH bond varies. The most common method

Fig. 2.27 Electrochemical re-

duction of an aryl diazonium salt

to yield, giving a reactive radical

that covalently attaches to a

carbon surface. Reprinted with

permission from [271]
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takes advantage of a long history of modifying metal-oxide glass fiber or filler surfaces.
The hydroxyl group on the nanoparticle surface reacts with a silane coupling agent.
The relative ease of the reaction depends on the nature of the nanoparticle surface
(basicity vs. acidity). The silane coupling agent can have a large variety of functional-
ities attached to the silanol to modify the surface. The chains can be long or short,
hydrophilic or hydrophobic, and linear or bulky. This provides tremendous flexibility
in choosing a coupling agent. Changing the coupling agent can lead to control over the
strength of the interaction between the filler and the matrix, from covalent bonding to
repulsion. The change in bonding leads to increases or decreases in both glass transi-
tion temperature and the modulus, but large effects occur only for particles much less
than 100 nm [128].
Of course, reacting with molecules other than silanes is also common. Nanoscale

titania has been coupled with chelating agents such as lauryl sulfate [283] and with
carotenoids (natural pigments) containing a terminal carboxylate group that reacts
with OH groups on the surface [284].
One creative study underway provides a method for placing one, two, or several

active functional groups on the surface of nanoparticles, followed by passivation of
the rest of the particle. This will result in controlled aggregation of the particles
into dimers, chains, or branched chains [285] (Figure 2.28).

2.4.4.4 Polymer Coatings

Historically, polymer coatings have provided control over the compatibility of the poly-
mer with thematrix and the strength of the interaction. The coating can be grafted onto
the surface of the particle or just highly adsorbed. After the particles are coated they
can be dispersed easily in a matrix of similar chemistry to make low-volume-fraction
composites. The exciting news is that controlling interfacial interactions has moved
well beyond single-component coatings. The possibility for assembling coated nano-
particles directly into useful structures, the core-shell approach, has driven significant
development in multicomponent organic and inorganic coatings. The possibilities of
this approach seem almost endless. We currently know how to graft or strongly adsorb

A

B
C

Organic or

Inorganic Coating

Block Copolymer

Coating

A*

*A

Coating with

Active Sites
Controlled Aggregation and Functionalization

Fig. 2.28 Schematic summarizing many of the possibilities for modifying equi-axed nanoparticles
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several types of polymers onto a surface. In addition, we know how to polymerize
polymers with very monodisperse molecular weight and we know how to make block
(di and tri) copolymers [286]. Progress has also been made in placing inorganic coat-
ings onto particles. This provides flexibility in our ability to engineer the surface of the
particles being placed in composites. No longer will the coating be only for controlling
the extent of the interaction, for it may contain several layers. The role of the first layer
may be to bond with the surface. The second layer may provide electrical, mechanical,
or optical functionality, and the third layer may make the particle compatible with the
matrix and help in controlling the properties. The final layer may have some reactive
sites that could be used to bond particles together and lead to controlled aggregation of
the nanoparticles (Figure 2.28).
In principle, polymer coatings can be produced on organic and inorganic particles by

a variety of polymerization methods. Monomer adsorption and subsequent polymer-
ization, heterocoagulation–polymerization [287], and emulsion polymerization [288]
have been demonstrated on micrometer-scale filler surfaces [287], although not all
have been applied to nanoparticles. Monomer adsorption has been used successfully
in several studies, and initiation has occurred both chemically [289] and via irradiation
[290]. One recently reported method can be used to place nanoparticles (in this case
fumed silica) into a monomer such as styrene or methylmethacrylate. The mixture is

Fig. 2.29a Synthetic scheme for structurally well defined polymer-na-

noparticle hybrids. Reprinted with permission from [292]

Fig. 2.29b Proposed approach

to formation of 3-D polymer

nanocomposite material. Stage

A: synthesis of the core-shell

latex particles with hard func-

tionalized cores and soft inert

shells. Stage B: assembly of latex

particles in a 3-D close-packed

structure. Stage C: heat treat-

ment of the 3-D compact struc-

ture, which leads to flow of soft

shells and formation of a nano-

composite polymers. Reprinted

with permission from [294]
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then irradiated [290]. Themonomer penetrates the silica aggregates, and after grafting,
the surfaces are more hydrophobic and blend more easily with polymers such as poly-
propylene. This treatment leads to more uniform distribution of the particles and
greatly enhanced composite ductility. In some cases, the polymer is not directly
grafted onto but interacts strongly with the surface via hydrogen bonding. For exam-
ple, carboxylic acids are strongly adsorbed to alumina. If the acid contains a polymer-
izable group, then after adsorption, a polymer can be grown from the molecule at-
tached to the surface. This has been shown for maleic acid adsorbed onto a surface
and was used to attach AIBN-initiated 1-octadecene polymers to the surface [291].
Another method that leads eventually to a composite with an ordered array of na-

noparticles involves grafting an initiator onto the surface of the nanoparticles and then
polymerizing a grafted polymer onto the surface [292]. If living radical polymerization
is used, then the particles can be processed into a composite without additional matrix,
to make high-volume-fraction composites with particles in an ordered array. Figure
2.29a shows this for silica particles with grafted polystyrene packed into an ordered
matrix [292]. This process lends itself nicely to block copolymer coatings and even
triblock copolymers. Another method that can lead to multilayer structures is the
use of self-assembled polymer layers in a ‘layer-by-layer colloid templating strategy’
[293]. Here, charged polymers are adsorbed onto charged particles, resulting in a
coated particle with surface charge. A second charged polymer can then be exposed
to the previously charged particles. When this polymer is adsorbed, the surface charge
of the particle is reversed, and the particles have a bilayer coating. This method can be
repeated and enables careful control of the coating thickness and functionality.
A similar core–shell approach has been used to coat a low-Tg polymer onto a high-

Tg latex particle. The coated polymer particles were then taken out of solution and
annealed to create an ordered array of polymer in polymer [294] (Figure 2.29b).
The concept applies to coated nanoparticles other than latex as well.

2.4.4.5 Inorganic Coatings

Inorganic coatings have also been applied to submicrometer particles via either pre-
cipitation of the inorganic coating onto the particles or deposition via a sol–gel type
process. With these methods, silica [295], yttria [296], titania [297], titanium nitride
[298], and zirconia [299] have all been applied to support particles, usually other metal
oxides. The advantage of such coatings is that the nanoparticles (both organic and
inorganic) can be coated with inorganics for further functionalization. For exam-
ple, conducting coatings can be applied, and the optical properties can be tuned.
Sonochemistry can also be used to apply inorganic coatings in much the same way

as described above for the processing of nanoparticles. For example, ZnS coatings (1–
5 nm) on colloidal silica have been prepared in this way [300].
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2.5

Properties of Composites

2.5.1

Mechanical Properties

One of the primary reasons for adding fillers to polymers is to improve their mechan-
ical performance. For example, the addition of high-modulus fillers increases themod-
ulus and the strength of a polymer. In traditional composites, unfortunately, this often
comes at the cost of a substantial reduction in ductility, and sometimes in impact
strength, because of stress concentrations caused by the fillers. Well-dispersed nano-
fillers, on the other hand, can improve themodulus and strength andmaintain or even
improve ductility because their small size does not create large stress concentrations.
In addition, the large interfacial area of nanocomposites provides an opportunity for
altering the matrix properties in unique ways. This section highlights the potential
effect of nanofillers on the modulus, failure stress/strain, toughness, glass transi-
tion, and wear behavior of polymers.

2.5.1.1 Modulus and the Load-Carrying Capability of Nanofillers

In traditional composites, the modulus can be predicted, within bounds, and the me-
chanism that leads to a change in modulus is load transfer. For example, if a high-
modulus filler is added to a lower-modulus polymer, then load transfers from the
matrix to the filler, leading to an increase in modulus. One important question for
nanocomposites is how load is transferred from the matrix to the filler. This is a com-
plicated question, because in some nanocomposites the polymer chain and filler are
almost the same size, and in others, the fillers are atomically smooth, with few func-
tional groups to which the polymer can bond. The importance of load transfer is easily
illustrated with the shear lag discussion commonly applied to graphite fiber/polymer
composites. Figure 2.30a shows a stress–strain curve for a typical high-modulus fiber,
a thermoplastic matrix, and the resulting composite. At a given applied composite
strain, the fiber carries more load than the matrix; therefore stress must be transferred
from the matrix to the fiber. Figure 2.30b shows the stress-transfer behavior on the
micromechanical level. At the fiber end (or at a fiber break) the fiber does not carry
stress. Stress is transferred via a shear stress at the filler/matrix interface, and the rate
of load transfer depends on the shear stress. This highlights the role of the interface in
controlling the modulus of filled polymers. For example, the higher the interfacial
shear stress and the shorter the load transfer length, the more efficient the filler is
in carrying load and the higher the composite modulus. In addition, the higher
the aspect ratio of the filler, the longer the length that carries the maximum load,
and the higher the composite modulus.
To fully understand the modulus of nanocomposites, a second mechanism in addi-

tion to load transfer must be considered. For example, the filler can constrain the
mobility of the polymer chains as well as their relaxation spectra [120], which can
change the glass transition temperature [120, 121] and modulus of the matrix. Nano-
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fillers can also change the degree or type of crystallinity in a polymer, which also
changes the modulus [140, 141]. These two mechanisms of reinforcement are ad-
dressed for each geometry of nanofiller below.

Nanotubes

Consider nanotube-filled polymer composites. The modulus of nanotubes may be
significantly higher than that of any graphite fiber, and therefore, they have the po-
tential to yield higher composite moduli at the same filler volume fraction than a
graphite fiber composite. In addition, because of their small size, if properly dis-
persed, nanotubes may not decrease the strain-to-failure. But, how is load transferred
to a nanotube? Qian et al. [148] and Yu et al. [28] have shown, as first described by
Wagner [29], that MWNTs fail via a sword-and-sheath mechanism (see section
2.2.1). This implies that, even if load is transferred to the outermost nanotube in a
MWNT, the inner tubes slide within the concentric cylinder and do not carry
much load. This situation limits the efficiency of MWNT/polymer composites, be-
cause only a small portion of the volume fraction of the MWNT carries load. Evidence
for this was shown for MWNT/polystyrene composites, in which the effective mod-
ulus of the MWNT in the composite was only 500 GPa [148] but the measured mod-
ulus of the MWNT is close to 1TPa. Therefore, to minimize the number of layers not
carrying load, 2–3 layers are preferable.
For SWNT composites, the SWNT are in a bundle and, as was suggested earlier,

individual SWNTs may slip within the bundle. Work by Yu et al. [27] showed that,
if only the nanotubes on the outer edge of a SWNT in a bundle are used to calculate
themodulus, it is close to the predicted 1 TPa. However, if the whole area of the bundle
is used, the calculated modulus is considerably lower. This suggests that, until the
SWNT are isolated from the bundles or the bundles are crosslinked, the modulus
of composites made from these materials will be limited. Fortunately, progress is
being made in obtaining significant volume fractions of exfoliated nanotubes [279].
A final issue of relevance is the waviness of the nanotubes. If they are not straight

when placed in the composite, then, as recently reported [301], the modulus of the
composite is significantly decreased.
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Fig. 2.30 Schematics of (a) stress vs. strain curve for a typical high modulus

fiber, a thermosetting polymer, and the resulting composite, (b) transfer of

strain from the matrix to the fiber near the fiber end
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Clays

Plate-like fillers can also increase the modulus of a polymer significantly. A compar-
ison of the upper bound modulus prediction (assuming incompressibility) shows that
the modulus for well-aligned platelets can be three times that for well-aligned fibers
[302]. In addition, there is direct evidence that nanoclay carries load; for example, as
the aspect ratio of the clay layers increases, the modulus increases. Some indirect
evidence [303] also shows that the stiffness of the clay layers affects the modulus
(e.g., a stiffer filler leads to a higher composite modulus). Neither of these observa-
tions is surprising if the clay platelets are carrying load. Other studies, however, sug-
gest that the modulus increase is not entirely due to the load-carrying ability of the
platelets, but is caused by the volume of polymer constrained by the platelets [174].
This suggests that, to optimize the increase in modulus, the degree of dispersion
must be optimized to maximize the degree of matrix/filler interaction. Work on
PP nanocomposites [304], in which adding maleic anhydride (MA) to the matrix chan-
ged the degree of filler dispersion, supports this suggestion. Despite the plasticizing
effect of MA, the modulus improved, due to enhanced dispersion of the clay. Addi-
tional evidence [305] (Figure 2.31) relates the interlayer spacing to the modulus. Lan
and Pinnavaia [202] found that, as the degree of exfoliation increased by changing the
length of the alkylammonium intercalating chain, the modulus and strength im-
proved. As the polymer intercalates and swells, the layers and the area of interaction
between the polymer and the filler increase, and the modulus increases significantly.

Fig. 2.31 Relationship between storage modulus and interlayer spacing during

the melt intercalation process. Reprinted with permission from [305]
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The specific role of the clay/polymer interface in controlling the modulus is also
becoming clearer. An interesting study on the modulus of clay/Nylon 6 composites
examined the modulus as a function of the ionic strength (as measured via 15N-NMR
chemical shifts) of the clay [182] (Figure 2.32). Another study determined the types of
matrix/filler interactions responsible for modulus changes [306] (Figure 2.33). Using
short-chain alkylammonium ionsminimized the type-B interactions, allowingmore of
the polymer (epoxy) to interact directly with the clay surface (type-A interactions). Di-
rect interaction of the matrix with the clay basal planes led to a larger increase in the
modulus. It is not clear if the modulus increase caused by the type of interaction and/
or the ionic strength is due to an increase in the interfacial shear stress (the load-bear-
ing efficiency of the clays), the ability of the clay to constrain the polymer, or increases
in the degree of crystallinity. These effects are all related, and the exact mechanism is
still an open question.

Fig. 2.32 Relationship between strength of poly-

mer/filler interaction as measured by 15N-NMR

shift and the tensile modulus at 120 8Cof clay/nylon

hybrids. Reprinted with permission from [182]

Fig. 2.33 Schematic of the types of interfacial interactions occurring in po-

lymer-organoclay nanocomposites including direct binding (adsorption) of the

polymer to the basal siloxane oxygens (type A), “dissolving” of the onium ion

chains in the polymer matrix (type B), and polymer binding to hydroxylated

edge sites (type C). Reprinted with permission from [206]
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Further evidence that the polymer/clay interaction plays a significant role in con-
trolling mechanical behavior is that the improvement in properties tends to be higher
above the glass transition temperature than below it [307]. Figure 2.34 shows this
explicitly for montmorillonite/modified PP matrix composites. Below Tg, the modu-
lus increases by a factor of 2, and above Tg it increases by a factor of 2.5. This behavior
is also seen for epoxy matrices. When a brittle epoxy with a Tg well above room tem-
perature was reinforced with organically modified montmorillonite (OMMT), the in-
crease inmodulus at room temperature was modest. In contrast, when an epoxy with a
Tg below room temperature was used as the matrix, the modulus (and strength) im-
proved by a factor of 10 at 15wt. % of filler [202]. A strong clay/polymer interaction
affords more opportunity for immobilization above Tg than below Tg. In addition, if
the surface area for interaction decreases, the modulus decreases. This result was also
observed in OMMT/polyimide composites. The modulus increased by 1.4 over that of
unfilled polyimide, but at higher volume fractions it started to decrease, presumably
due to aggregation of the filler [308].

Equi-axed nanoparticles

The size scale for equi-axed nanoparticle/polymer composites ranges from hybrid
nanocomposites, in which the matrix and filler are so intimately mixed that they
are no longer truly distinct, to discrete particles in a continuous matrix. We focus
here on discrete fillers more than approximately 5 nm in diameter. The matrix sig-
nificantly influences changes that occur in modulus and strength. For example, in

Fig. 2.34 Relative dynamic

storage modulus of polypropy-

lene clay hybrids as a function of

temperature at filler loadings of

2–5 wt. percent. Reprinted with

permission from [304]
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alumina/PMMA composites, the modulus decreased for very weak particle/polymer
interactions [127]. In silica/polystyrene composites in which the particle was grafted to
a polymer chain, however, the modulus increased [129]. In addition to the reinforcing
effect that the particles can contribute, the increase or decrease in modulus is also
related to the effect of the particles on the polymer’s mobility. Changes in the Tg
are strong evidence that polymer mobility is significantly altered. Tg increases for
strong polymer/filler interactions and decreases for weak interactions [129]. Given
the sensitivity of the polymer modulus to the temperature relative to Tg, changes
in Tg can lead directly to changes in modulus. A third mechanism, namely localized
yielding near the particles, may also decrease the modulus at very low and seemingly
macroscopic elastic strains.

2.5.1.2 Failure Stress and Strain – Toughness

The addition of rigid micrometer-scale fillers to a polymer often increases its strength,
but decreases the toughness. This tradeoff is a significant technical problem for com-
mercial applications of filled polymers. The reason for the decrease in ductility is
straightforward: the fillers or agglomerates act as stress concentrators, and the defects
initiated at the filler quickly become larger than the critical crack size that causes fail-
ure.
Well-dispersed nanoparticles are much smaller than the critical crack size for poly-

mers and need not initiate failure. Thus, they provide an avenue for simultaneously
toughening and strengthening polymers. Proper dispersion is critical for achieving
this. For example, Hasegawa et al. [307] studied the dispersion of clays in polypropy-
lene. When they achieved exfoliation, the strain-to-failure ratio remained high
(>200%) at loadings as high as 3%, but even a small amount of aggregation decreased
the strain-to-failure ratio to 5%–8%. Another example is polyimide matrices, in
which the exfoliation is not complete and the strain-to-failure ratio decreases by
72% with just 1% of OMMT [308]. Further addition of OMMT causes further aggre-
gation and a precipitous drop in the strain-to-failure ratio. Many authors report an
optimum volume percent of filler and claim that the decrease in strain-to-failure ratio
above the optimum is due to agglomeration [147].
Although the small size of nanoparticles, based on the explanation above, should not

decrease the strain-to-failure, it also should not cause the observed increases in the
strain-to-failure [127]. Clearly, there is a second mechanism operating. The lack of
discussion on toughening polymers with rigid particles means we must turn to
the literature on rubber toughening of polymers to obtain hints about the second me-
chanism. An excellent review on rubber toughening [309] provides the background
required for this discussion. First, the toughness of a material can be defined as
the energy to cause failure. This is related to the deformation in the material, but
also to the volume of material undergoing deformation. Even brittle amorphous poly-
mers such as polystyrene and polymethylmethacrylate have the potential for large
deformation, but the volume of material undergoing deformation is small. Material
must first strain-soften after yielding and eventually strain-harden. If the material does
not strain-soften, then defects in the material lead to stress concentrations that cause
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catastrophic brittle failure. If strain softening occurs prior to strain hardening, then the
strain-hardened region draws a larger volume of material into the deformation zone
and a large strain-to-failure results. If strain softening occurs, but not strain hardening,
the initially strain-softened material propagates the crack. Figure 2.35 [309] illustrates
all three scenarios with Considere’s construction.
Plastic deformation and strain hardening can occur via two different mechanisms:

crazing and shear yielding. Crazing is the result of dilatational strains that cause an
increase in volume and subsequent drawing of the material between the voids (fibrils).
Thus, strain softening occurs due to dilatational strains in front of a craze tip and at the
craze/matrix boundary, and strain hardening occurs, which allows drawing and strain
hardening of the material in the craze. In principle, this allows the crazes to thicken
and the volume of deformedmaterial to increase significantly. Unfortunately, in many
brittle amorphous polymers, failure initiates at the craze/bulk polymer interface and
the volume of deformed material is small.

Fig. 2.35 Schematic of Consi-

dere’s construction. True stress

is plotted against extension ra-

tio, and tangents are drawn

through the origin. The first

tangent defines the strain at

which the tensile load reaches a

maximum (the engineering yield

stress, ry). The second tangent

marks the point at which strain

hardenening stabilizes the neck

(the natural draw ratio kd). Fai-
lure at point A between the two

tangents gives a low extension to

break (curve a). Failure beyond

the second tangent gives curve

b. Reprinted with permission

from [309]
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Shear yielding also results in strain softening and strain hardening and can result in
stable neck formation and significant toughness. Due to the large change in shape that
shear stress causes, a triaxial stress state forms in the center of the sample, which can
lead to void formation and crack growth.
In rubber particles having a shear modulus <0.1 that of the matrix, the yield stress

decreases due to the stress concentration caused by the soft rubber (which is essen-
tially a void in terms of stiffness). If the particle does not cavitate, then the only effect of
the addition is to delocalize the stress and allow a significant volume of material to
yield and to limit craze formation. This effect leads to modest improvements in strain-
to-failure and toughness and may occur at a critical interparticle spacing [310]. If, on
the other hand, the rubber particle cavitates, then the stress state in the matrix between
particles is biaxial or uniaxial and can lead to significant drawing (strain hardening) of
the matrix. By this mechanism, large volumes of matrix are drawn into the deforma-

Fig. 2.36 (a) True stress–true strain curves at room temperature for PP-based

materials. (b) Corresponding volume strain versus elongation for the PP-based

materials. Reprinted with permission from [311]
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tion zone and toughening occurs. In addition, the rubber particles strain-harden and
thereby strengthen the most highly deformed regions, allowing a large volume of
material to participate in the deformation process.
How does this apply to nanoparticle-filled polymers? First of all, if the particle/poly-

mer interaction is weak, then the nanoparticles can essentially act as voids, which
initiate yield and allow for shear bands to form and then thicken. Evidence of this
mechanism is provided by several studies. Video extensometry was used to monitor
the volume strain as well as the true stress-vs.-strain behavior of clay-filled PP and
nylon 6 [311]. The results are fascinating. The typical failure mechanism for nylon
is shear banding, but the addition of well-dispersed montmorillonite encouraged ca-
vitation. This added another mechanism of deformation and increased the volume of
material involved in deformation. Figure 2.36 shows a graph of the volumetric strain,
as well as a scanning electronmicrograph of the fibrillation. Interestingly, this result
occurred only for weak polymer/clay interactions or for strong interfacial interactions
at temperatures above Tg. In addition, crystalline alumina-filled PMMA [127] with
weak particle/polymer interactions exhibited an order of magnitude increase in the
strain-to-failure. Evidence for cavitation was seen via fractography (Figure 2.37).
Another example in which nanoparticle inclusions lead to significant improvements

in strain-to-failure and/or toughness is rubber matrices. Here, even if the interaction
between the particle and polymer is strong, the soft material around the particle can
easily lead to interface failure. In rubbery epoxy, the strain-to-failure is maintained for
exfoliated nanocomposites [202] and can be improved by using magadiite to reinforce
relatively ductile epoxy [207]. The addition of OMMT to polyurethane improved the
strain-to-failure by a factor of two [208]. This may be due to a plasticizing effect of

Fig. 2.37 Field-emission electron micrograph showing cavitation surrounding

weakly bound 39 nm alumina particles in PMMA. (Thanks to B. Ash for this

micrograph)
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the alkylammonium ions, but did not result in a decrease in strength or modulus.
Figure 2.38 shows the stress–strain curve for a representative sample. Other inves-
tigators have found similar results [312], which can be maximized when the intercalat-
ing agent acts as a crosslinking agent.

2.5.1.3 Glass Transition and Relaxation Behavior

As discussed in section 2.1, the interfacial region is extremely large in nanocompo-
sites. The interaction of the polymer with the nanoparticles gives significant oppor-
tunity for changing the polymer mobility and relaxation dynamics. For example, poly-
styrene chains intercalated between the layers of a smectic clay have more mobility
locally than in the bulk polymer [313]. This greater mobility may be due to an ordering
that occurs between the layers, which creates low- and high-density regions, thus pro-
viding the opportunity for mobility in the low-density regions [314]. If, however, the
polymer is tethered to the clay, the relaxation spectra broaden to include slower relaxa-
tion times, suggesting that the clay can reduce the mobility locally. Recent work on
silica/polyvinylacetate nanocomposites indicates that, for equi-axed particles, the over-
all effect of the filler is to create a weak network structure that contains both physical
entanglements in the matrix phase and ‘trapped’ entanglements arising from tempor-
ary bonds to the filler particles. This suggests a greater far-field effect of altering chain
dynamics than simply a local immobilization of the polymer chain [318]. Another
example of altered mobility was found for gold particles dispersed in poly(tert-butyla-
crylate). For particle sizes <10 nm, the viscosity of the low molecular weight polymer
at 30 vol. % filler increased by a factor of 4 [315]. The authors claim this result is due to
bridging of the polymer chains between the particles. The bridges have relatively long
lifetimes and decrease segmental motion at the interface compared to the bulk.
Although the specific mechanics of chain dynamics discussed above are not yet

completely understood, it is very clear that the rheology/glass transition temperature
of a polymer can be controlled by changing the polymer mobility with nanocomposite

Fig. 2.38 Stress–strain curves

for (a) a pristine polyurethane

elastomer, and (b) a polyur-

ethane-clay nanocomposite at a

strain rate of 1.0 in/min. Re-

printed with permission from

[208]
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interfaces. For example, the glass transition temperature can be eliminated for clay
nanocomposites with intercalated polymer chains. This indicates a limited ability
for cooperative chain motion when the polymers are confined between the layers
[131]. If the clays are exfoliated, and thus the polymer is not confined between
layers, the Tg does not change significantly.
Without the help of confinement, the Tg can be increased if the polymer is tightly

bound to the nanofiller. Increases of 108 have been observed for clay-filled Nylon,
PMMA, and PS [196], as well as for polyimide composites [308]. The behavior is
not limited to clays. A Tg increase of almost 308 was observed for exfoliated gra-
phite/polystyrene composites [80], as was a 208 increase for nitrogen-doped carbon
nanotube/epoxy composites [264]. The Tg also changes in nanoscale equi-axed parti-
cle-filled composites. The addition of CaCO3 to PMMA resulted in a 358 increase Tg at
6 wt. % filler when the composites were prepared via an in-situ process [232]. Smaller
increases were observed for silica/PMMA [128] nanocomposites.
The Tg can decrease if the interaction between the filler and the matrix is weak, as

has been observed with silica [128] and alumina-filled PMMA [316]. This decrease in
Tg was recently given more attention in nanoalumina/PMMA composites, where it
was found that the Tg did not decrease until a critical volume fraction was
reached. Furthermore, changing the particle surface and making it compatible
with the matrix eliminated the Tg depression.
The explanation for the increase or decrease in Tg in the thermoplastics may be

related to the thin film results discussed in section 2.3.
Of course, chain dynamics affect much more than the glass transition temperature.

Recent studies have attempted to understand the role of filler/polymer interaction, to
begin to understand the role of nanofillers in controlling damping, melt rheology, and
other dynamic processes [131, 317, 318].

2.5.1.4 Abrasion and Wear Resistance

Although it is well known that the abrasion resistance of filled polymers depends on
particle size, the incorporation of nanoscale fillers has led to unexpected results. For
filler particles that are larger than the abrasive particles, most of the filler particles are
stable and increase the abrasion resistance of the composite. As the filler size is de-
creased to a size similar to that of the abrading particles, filler particles are removed,
and the abrasion resistance is compromised. This does not happen on the nanoscale,
however. For example, the addition of nanoscale CaCO3 to PMMA resulted in a sig-
nificant decrease (factor of 2) in material loss due to abrasion at only 3 wt. % of filler
[232]. In addition, nanoparticles can simultaneously improve wear resistance and de-
crease the coefficient of friction. With larger-scale fillers, increased wear resistance is
accompanied by an increased coefficient of friction, which has been observed for si-
lica/Nylon [319] as well as for polyetheretherketone matrix composites filled with
ZrO2, SiC, SiO2, and Si3N4 [320–323] and for sheet silicates in polyimide [324].
The coefficient of friction measured as dry sliding against steel decreased monotoni-
cally with increasing weight percent of fillers. The authors attributed this finding to an
improved and tenacious transfer film that was generated on the counterface, an area
that needs further exploration.
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2.5.2

Permeability

The reduced gas and liquid permeability of nanofilled polymers makes them attractive
membrane materials. The large change in permeability of liquid or gas through a
composite material can be explained from simple predictions [325, 326]. Given a
plate-like material with an aspect ratio of L/W dispersed parallel in a matrix, Nielson
calculated the tortuosity factor s as

s = 1 + (L/2W)Vf (1)

where Vf is the volume fraction of plate-like filler. The relative permeability coefficient
Pc/Pp, where Pc and Pp are the permeability coefficients of the composite and polymer
matrix, respectively, is given by

Pc/Pp = 1 / (1 + (L/2W)Vf) (2)

A slightly more rigorous analysis for a random in-plane arrangement of plates yields

Pc/Pp = 1 / (1 + l(L/W)2(Vf
2/(1 – Vf) (3)

where l depends on the distribution of the plate-like material. In either case, the hig-
her the aspect ratio of the filler, the larger is the decrease in permeability. Yano et al.
[188] compared Eq. 2 to data on clay-filled polyimide (Figure 2.39) and found a good fit.
The large reductions in permeability (Figure 2.39) occur at only 2 wt. % for exfoliated
composites (Figure 2.40) [8]. The barrier, however, is sensitive to the degree of disper-
sion and the alignment of the plates. Significant reductions in permeability were also
reported for exfoliated clay/PET [327], Nylon [328], and polycaprolactone [7] compo-
sites. The reduction is linear with the wt. % of filler for polycaprolactone [7], but for
polyimide [8] (Figure 2.40), the decrease in permeability with wt. % of filler is nonli-
near.

Fig. 2.39 Effect of clay layer size on relative per-

meability compared with the prediction from Eq.

4.2.2. for clay/polyimide nanocomposites. Reprin-

ted with permission from [188]
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Several nanocomposites are being produced commercially for barrier applications
[327]. They include a vermiculite clay/PET composite with oxygen permeation values
of �1 cc m-2 d-2, produced by ICI Corporation, which is significantly less than that of
pure PET. Ube Industries produces a Nylon/clay hybrid whose permeability is less
than that of Nylon by a factor of 2 at 2 wt. % filler.
Apparently, significant improvements in barrier properties are also achievable with

nonplate-like nanoparticles [329]. NanoMaterial Inc. reports that a PVA/EVOHmatrix
composite with 7 nm silica and titania nanoparticles exhibits a gas permeability of 1 cc
m-2 d-1 atm-1 and moisture permeability of less than 1 g m-2 d-1. Although this is
achieved at very high loadings, the material is melt processable.
The absorption of water into composites is significant. For example, one of the lim-

itations of Nylon is the reduction in mechanical properties that accompanies the ab-
sorption of water. The addition of exfoliated montmorillonite increases the resistance
to water permeation after 30 min from 2% to 1% at 5 wt. % of filler [330]. The me-
chanism of the reduction is attributed to the constrained region of the Nylon. If the
constrained region is taken into account, the diffusion coefficient follows a rule of
mixtures. Figure 2.41 shows the change in diffusion coefficient of water in Nylon
in response to clay content.

Fig. 2.40 Effect of montmorillonite content on

relative permeability coefficient of water vapor in

polyimide nanocomposites. Reprinted with per-

mission from [8]

Fig. 2.41 Dependence of diffusion coefficient of

water on clay content for montmorillonite with a

layer width of 100 nm, and saponite with a layer

width of 50 nm. Reprinted with permission from

[330]
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2.5.3

Dimensional Stability

Dimensional stability is critical in many applications. For example, if the layers of a
microelectronic chip have different thermal or environmental dimensional stabilities,
then residual stresses can develop that cause premature failure. Poor dimensional
stability can also cause warping or other changes in shape that affect the function
of a material.
Nanocomposites provide methods for improving both thermal and environmental

dimensional stability. The first mechanism by which nanofillers can affect the coeffi-
cient of thermal expansion (CTE) of a polymer is also observed in traditional fillers.
The composite CTE changes according to the volume average of the two CTEs. For
traditional fillers, at low volume fractions of filler, this change in CTE is almost linear.
Figure 2.42 shows the CTE for polyimide filled with exfoliated montmorillonite [8]. In
contrast to traditional fillers, the dependence is nonlinear. This leads to the second
mechanism effecting CTE – the interfacial region. It may be that the nonlinear effect
is due to the increase in volume of polymer that is behaving similar to a thin film and
has a lower CTE than the bulkmatrix. Observations that, in thin films that interact with
a substrate, the CTE decreases as the film thickness decreases below 10 nm [118] sup-
port this possibility.
Nonlinear dimensional changes are also observed for nanofilled rubbers that swell

in the presence of a liquid. This is a well-known phenomenon [331] and is again due to
the interfacial region around the particles, as discussed in section 2.3. The effect of this
layer increases as the strength of the particle/polymer interaction increases [332]. The
behavior is also observed in recently developed nanofilled rubbers. In comparisons of
the behavior of montmorillonite/PDMS composites with other conventional alumino-
silicates or carbon black [216], the relative swelling of the montmorillonite/PDMS
composites was about half that of both unfilled PDMS and carbon black/PDMS.Mean-
while, kaolinite increased the swelling. The authors argued that the decrease in swel-
ling is due to a bound polymer layer and that the large surface area and very strong
polymer/filler interaction enhance swelling resistance. Reduced swelling was ob-
served recently in nanoparticle titania/epoxy composites [147].

Fig. 2.42 Effect of montmorillonite content on

thermal expansion coefficient of polyimide clay

hybrids at (a) 150 8C, (b) 200 8C, (c) 250 8C, (d)
295 8C. Reprinted with permission from [8]
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A recent paper described the addition of OMMT to the type of PMMA used in dental
work [333]. Here, PMMA is added to MMA monomer, and the resulting mixture is
polymerized under ultraviolet light. The shrinkage occurs largely during polymeriza-
tion, which causes internal stresses and reduces the lifetime of the filling. The addition
of OMMT to the PMMA/MMAmixture, however, reduces shrinkage considerably and
thus lowers the stresses that form. This may provide an excellent method for increas-
ing longevity.

2.5.4

Thermal Stability and Flammability

The first indications that nanoclays could increase the thermal stability of polymers
was demonstrated in 1965 for montmorillonite/PMMA composites. The degradation
temperature (defined as 50% mass loss) increased about 50 8C for a composite with
only 10 wt. % PMMA (90 wt. % filler) [334]. More recently, the degradation tempera-
ture of PDMS was found to increase about 140 8C with 10 wt. % montmorillonite for a
delaminated nanocomposite [216]. A 50 8C increase was found for intercalated clay/PE
composites [143]. The dispersion of the clays is critical to increasing the degradation
temperature. Delaminated composites have significantly higher degradation tempera-
tures than intercalated nanocomposites or traditional clay composites [335]. Some
speculate that this increase in stability is due to the improved barrier properties of
the composites. If oxygen cannot penetrate, then it cannot cause oxidation of the resin
[216]. In addition, the inorganic phase can act as a radical sink to prevent polymer

Fig. 2.43 Comparison of the heat release rate (HRR) plot for Nylon-6, Nylon-6

silicate-nanocomposite (mass fraction 5 percent) at 35 kW/m2 heat flux, sho-

wing a 63 percent reduction in HRR for the nanocomposite. Reprinted with

permission from [338]
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chains from decomposing. The improved thermal stability of some composites may be
limited by the lower thermal stability of alkylammonium ions. For example, in inter-
calated clay/polystyrene composites, the intercalating agent decomposes at about
250 8C. Bonding the intercalating ion to the polystyrene matrix noticeably improved
the thermal stability. Polyimide [308] and polymethylmethacrylate [333] also become
more thermally stable with the addition of OMMT.
In addition to thermal stability, the flammability properties of many clay/polymer

nanocomposites are also improved [336, 337, 338]. Figure 2.43 shows typical plot of the
heat release rate (HRR) vs. time for Nylon-6 and a clay/Nylon-6 nanocomposite with
only a few wt. % of filler. The HRR increases at a lower temperature for the nanocom-
posite, but levels off quickly. Clay nanocomposites commonly show a 60% reduction
in peak HRR relative to unfilled polymer (Table 2.2). In addition, the mass loss rate is
the same for the twomaterials until a char forms, and then the nanocomposite exhibits
a significantly lower mass loss rate. Observation of the char suggests that the layered
silicate collapses during combustion and forms a uniform layered structure (interlayer
spacing about 1.3 nm). The layers act to reinforce the char and reduce the permeability
of the char, reducing the rate of volatile product release. The structure of the char was
fairly uniform for several different matrices and independent of the initial microstruc-
ture of the composite (intercalated or delaminated).
Combining traditional flame retardants with intercalated or exfoliated clays can re-

sult in further improvements in flame retardance [339, 340]. An additional advantage

Tab 2.2 Cone calorimeter data. Heat flux: 35 kW/m2, Hc: heat of

combustion, peak heat release rate, mass loss rate, and specific

extinction area (SEA) data are reproducible to within �10%. The

carbon monoxide and heat of combustion data are reproducible to

within �15%. Reprinted with permission from [338].

Sample

(structure)
Residue

yield

(%) � 0.5

Peak HRR

(D %)

(kW/m2)

Mean

HRR (D %)

(kW/m2)

Mean Hc

(MJ/kg)

Mean

SEA

(m2/kg)

Mean

CO yield

(kg/kg)

Nylon-6 1 1010 603 27 197 0.01

Nylon-6 silicate-nanocomposite

2 % delaminated
3 686 (32 %) 390 (35 %) 27 271 0.01

Nylon-6 silicate-nanocomposite

5 % delaminated
6 378 (63 %) 304 (50 %) 27 296 0.02

Nylon-12 0 1710 846 40 387 0.02

Nylon-12 silicate-nanocomposite

2 % delaminated
2 1060 (38 %) 719 (15 %) 40 435 0.02

PS 0 1120 703 29 1460 0.09

PS silicate-mix 3 % immiscible 3 1080 715 29 1840 0.09

PS silicate-nanocomposite

3 % intercalated
4 567 (48 %) 444 (38 %) 27 1730 0.08

PS w/DBDPO/Sb2O3 30 % 3 491 (56 %) 318 (54 %) 11 2580 0.14

PP 0 1525 536 39 704 0.02

PP silicate-nanocomposite

2 % intercalated
5 450 (70 %) 322 (40 %) 44 1028 0.02
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of nanoclay composites relative to traditional flame retardants is the improvement in
other properties, such as the heat distortion temperature and the bending modulus.
The flammability resistance of clay-filled polymers indicates that their ablation re-

sistance might also be excellent. As a material is heated during ablation, the surface of
the material reacts and forms a tough char. If the char is not reinforced, it fails and is
removed from the surface, exposing more material [341]. Traditional composites re-
quire a significant weight fraction of filler (more than 30 wt. %) to achieve significant
ablation resistance. On the other hand, 2–5 wt. % nanoclay-filled Nylon 6 exposed to a
mock solid rocket motor firing rig formed a layer of char on the surface that was tough
and significantly retarded further erosion [341]. In addition, oxygen plasma forms a
passivation layer on Nylon 6/layered silicate nanocomposites, which significantly re-
tards further erosion of the composite surface [342]. This behavior is not a strong
function of the organic molecules used to modify the clay or the strength of the
clay/polymer interaction [342], but is a function of the degree of exfoliation [341].

2.5.5

Electrical and Optical Properties

The electrical and optical properties of nanofilled polymers are exciting areas of re-
search. This is particularly true because of the possibility of creating composites
with unique combinations of functionalities, such as electrically conducting compo-
sites with good wear properties that are optically clear. Such properties can result
because nanoparticles, with diameters distinctly below the Rayleigh scattering lim-
it, still display their solid-state physical properties when embedded in transparent ma-
trices.
Optical composites have been defined as composites consisting of optically active

nanoparticles embedded in a transparent host material, often a polymer [343]. Optical
composites take advantage of the optical properties ofmaterials that are hard to grow in
single-crystal form or that require protection from the environment and give them the
ease of processing afforded many polymers. In addition, sometimes the material must
be used at the nanoscale to achieve specific optical properties, and the matrix is used
just to hold the particles together and provide processability. For example, high-grade
optical composites, with properties otherwise obtainable only in optical glasses, be-
come accessible through the use of polymer molding techniques.
The following sections briefly review some of the literature in this area.

2.5.5.1 Resistivity, Permittivity, and Breakdown Strength

Electrical properties are expected to be different when the fillers get to the nanoscale
for several reasons. First, quantum effects begin to become important, because the
electrical properties of nanoparticles can change compared to the bulk. Second, as
the particle size decreases, the interparticle spacing decreases for the same volume
fraction. Therefore, percolation can occur at lower volume fractions. For example,
the high aspect ratio of carbon nanotubes or exfoliated graphite leads to percolation
at a lower volume fraction and thus increases in electrical conductivity of polymers at a
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lower volume fraction than in nonexfoliated graphite [80]. This can be understood
from geometric considerations. Figure 2.44 [344] shows an example of this behavior
for ZnO-filled low-density polyethylene. In addition, the rate of resistivity decrease is
lower than in micrometer-scale fillers. This is probably due to the large interfacial area
and high interfacial resistance.
The permittivity of polymers can also be increased with the addition of many metal

oxide fillers, on both the micro- and nanoscale. The use of micrometer-scale fillers for
this application, however, results in a significant decrease in breakdown strength due
the field concentration created by the particles. One of the significant advantages of
using nanoscale fillers instead of micrometer-scale fillers may be a reduction in the
loss in breakdown strength. The breakdown strength decreases for micrometer-scale
fillers because of the field concentration the particles create. Nanoscale fillers do not
lead to as large a reduction in breakdown strength. Preliminary results using ZnO/
low-density polyethylene composites show that at 50 wt. % of filler, the breakdown
strength of the nanofilled LDPE is about 10% higher than that of LDPE filled with
submicrometer ZnO [344]. In addition, fundamental to controlling the breakdown
strength of insulating polymers is the cohesive energy density [345] and the free vo-
lume or mobility of the polymer [346].
Nanotubes can also be used to change the resistivity. Recently, such a behavior was

demonstrated in a conjugated luminescent polymer, poly(m-phenylenevinylene-co-
2,5-dioctoxy-p-phenylenevinylene) (PPV), filled with MWNT and SWNT. Nanotube/
PPV composites have shown large increases in electrical conductivity compared to
the pristine polymer, of nearly 8 orders of magnitude, with little loss in photolumi-
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Fig. 2.44 Resistivity vs. volume fraction for nanoscale andmicrometer scale ZnO filler

in low density polyethylene. (Thanks to J. Hong for this figure)
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nescence/electroluminescence yield. In addition, the composite is far more robust
than the pure polymer with respect to mechanical strength and photo-bleaching prop-
erties (breakdown of polymer structure due to thermal buildup). Preliminary studies
indicate that the host polymer interacts weakly with the embedded nanotubes but that
the nanotubes act as nanometric heat sinks. Recent experimentation with composites
of conjugated polymers such as PPV and nanotubes, show a promising new phenom-
enon. Apparently, the polymer chains wrap around nanotubes suspended in dilute
solutions of the polymer. Microscopy suggests that coiled polymer chains can interact
strongly with nanotubes and assemble on the nanotubes, leading to the creation of
unique interfaces affecting the electronic and optical properties of the polymer [347].
An interesting example of how nanocomposites may affect electronics is the devel-

opment of photo-patternable hybrid inorganic–organic polymers with negative resist
behavior. They are composed of inorganic oxidic structures that are cross-linked or
substituted by organic groups. They are synthesized from organosilane precursors
reacted by sol–gel processing in combination with organic cross-linking of mono-
mers. The processing is often integrated with micro-patterning technologies to fabri-
cate dielectric and passivation layers in microelectronic systems and devices as well as
cladding for optical applications [348].

2.5.5.2 Optical Clarity

A limitation in the development of optical composites or transparent nanocomposites
with improved mechanical or electrical performance is minimizing light scattering
due to the presence of the particles. The scattering power for light propagation
through a collection of scattering particles can be predicted by Rayleigh scattering:

Pscat – 24 p4 Po q ( (n’ – n)/n2) (V2/k4)

Where Po is the incident power, q is the concentration of particles, n’ is the refractive
index of the particles, n is the refractive index of the matrix, V is the volume of a single
particle, and k is the wavelength of light. Therefore, to minimize scattering, the par-
ticlesmust be as small as possible with an index of refraction as close as possible to that
of the matrix material. This equation assumes, however, that the particles are much
smaller than the wavelength of light, and if this is not true, Rayleigh–Debye calcula-
tions are required [349].
Relatively good optical clarity has been obtained in many nanocomposites, particu-

larly at low volume fractions. Studies on PMMAmodified with n-dodecylmethacrylate
during polymerization were shown to maintain optical clarity up to 10 wt. % of ben-
tonite [199]. In addition, when exfoliation was achieved in polyimide matrix compo-
sites, the 2 wt. % hybrid was relatively transparent [8] compared to nonexfoliated clay.
A comparison between smectic clays and magadiite (a layered silicic acid) shows that
magadiite results inmuch better optical clarity than smectic clay, probably due to index
of refraction matching [203]. Optically clear nanofilled polyurethanes have also been
prepared [208]. The addition of UV-absorbing nanoparticles have been used to create a
clear coating on polymers to prevent degradation Figure 2.45 shows a quantitative
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example of the transmission achieved in nanoscale alumina/gelatin nanocomposites
as a function of wavelength [350].

2.5.5.3 Refractive Index Control

Preparation of clear nanocomposites with refractive indices over the entire range of<1
to>3.9 is possible, and these values are by far the lowest and highest ever achieved for
any polymer system. An excellent example of the use of nanoparticles to obtain a spe-
cific index of refraction was presented by Zimmerman et al. [351]. They found that the
index of refraction scaled closely with the volume fraction of lead sulfide nanoparticles
in a gelatin matrix. Indices of refraction as high as 3.9 were obtained [352]. The addi-
tion of nanoscale iron sulfide to polyethylene increased the index of refraction to be-
tween 2.5 and 2.8 [353].

2.5.5.4 Light-Emitting Devices

After the discovery of electroluminescence from conjugated polymer materials (such
as PPV), polymer-based light emitting diodes (LEDs) have attracted much attention.
The practical advantages for polymer-based LEDs are low cost, low operating voltage,
ease of fabrication, and flexibility. Organic light emitting diodes (OLEDs), however,
suffer from low quantum efficiency and low environmental stability (against oxida-
tion, etc.).
Functionalization of nanotubes and doping of chemically modified nanotubes in

low concentration into photoactive polymers such as PPV can affect the hole-transport
mechanism and hence the optical emission of the polymer. Small loadings of nano-
tubes are used in these polymer systems to tune the color of emitted light from organic
LEDs. Although there have been some initial attempts at quantification of nanotube/
conducting polymer interactions, little has been done to understand how excitonic
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transport in a polymer might be modified by the presence of a high-aspect 1D metal
such as a carbon nanotube. Recently, Ago et al. [354] proposed ‘hole collecting’ proper-
ties of multi-wall carbon nanotubes from a conjugated polymer at the composite inter-
facial region. Such hole collecting properties seem to be common in some conjugated
polymers. Specifically, SWNTs in a polymer matrix trap holes injected from the anode
in OLEDs [355].
The addition of layered silicates may combat the low quantum efficiency and poor

stability to oxygen and moisture of OLEDs [356]. Devices made from organically mod-
ified clay and (poly[2-methoxy-5-(2’-ethyl-hexyloxy)-1,4-pheneylenevinylene]) (MEH-
PEV) posses an external quantum efficiency 100 times that of the pure polymer
(�0.38% photons/electron) [357]. The composite also shows increased photolumines-
cence efficiency, due to increased excitation within the two-phase composite.
The addition of equi-axed nanoparticles to electroluminescent polymers also in-

creases current densities, radiances, and power efficiencies. When nanoscale titania
and silica were added to MEH-PPV, the current density and light output increased by
an order of magnitude at low driving voltages [358]. Lifetime was sacrificed slightly.
The explanation for the improvement at low voltages was that the nanoparticles created
a high surface area contact with the cathode and thus improved charge injection into
the polymer. The improvement at high voltages may be due to the thin regions of
MEH-PPV that exist between the nanoparticles. This creates regions of higher current
density and thus higher light output. Nanoparticles can also lead to changes in the
color of emitters. For example, CdSe/polymer nanocomposites emit blue light [359].

2.5.5.5 Other Optical Activity

The dispersion of metal particles into liquids or polymers leads to interesting absorp-
tion spectra that can be controlled by changing the metal used, the particle size, degree
of dispersion, and the polydispersity of the particle size [360]. This has provided an
impetus to look for new applications of nanocomposites in areas such as optoelectro-
nic devices, nonlinear optical devices, and color filters. In these applications, the metal
particle and/or the polymer matrix can be active optical components.
If theparticle is theoptically functioning component, then theoptical properties of the

compositematerial canbe tunedbyadjusting theparticle sizeand theaverage separation
between particles. The polymer in these situations plays the role of stabilizing the
nanoparticles. It is often possible to create ordered arrays (2D or 3D) of nanoparticles
in the polymermatrix. This involves size-selective deposition of nanoparticles, aswell as
surface modification of the particles to prevent agglomeration during processing. An
example of a transparent, mechanically stable nanocomposite film is a continuous
periodic array of self-assembled thiol-passivated Ag nanocrystals in a polystyrene ma-
trix. The film is formed at an air–water interface by the Langmuir–Blodgett technique.
The spatial distribution of particles in the film is altered by changing the thickness of the
film. The films so produced have applications in optical filters [361].
The addition of relatively monodisperse silver particles to polyethylene, followed by

drawing them into films has led to anisotropic absorption of light and a color that
depends on the polarization of incident light [362]. In addition, annealing the com-
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posite led to further changes in color, giving and added dimension of control. The
silver particles formed pearl-necklace type strings upon drawing, which gave rise
to anisotropy. The films were easy to process, strong, and flexible.
Interesting nonlinear optical activity has also been obtained with nanoparticle-filled

polymers. For example, by using Cr:forsterite (Cr:Mg2SiO) in a polymer with a
matched index of refraction, relative optical amplification was achieved [343]. Unfor-
tunately, large particles, cracks in the films, and poor coupling to the electronics lim-
ited the gain obtained. The authors suggested that cubic materials with isotropic op-
tical properties might be most appropriate for such applications.
The optical limiting behavior of polymer nanocomposites has been investigated, a

good example being nanotube filled polymer composites [363]. Polymerization of

Fig. 2.46 Typical change in transmittance of clay-filled nematic liquid crystals

(cell gap 12 lm) due to various fields: (a) electric field and shearing liquid at liquid

crystalline temperature (about 25 8C), (b) thermal change. Reprinted with per-

mission from [193]
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phenylacetylene in the presence of short nanotubes yields a solvated product of tubules
wrapped with poly(phenylacetylene). The optical limiting properties of this composite
are excellent and far better than those of the pristine polymer and of polymer filled with
other carbon structures. These composites also fare well in photovoltaic applications,
suggesting that such nanocomposites could find an array of potential applications in
optics-related and laser-based technologies [363].
Liquid crystalline materials have an interesting optical behavior that changes with

electric field and with temperature. The addition of intercalated smectic clay to ne-
matic liquid crystals added a memory effect to their behavior [193, 194]. Upon imposi-
tion of an electric field, the initially opaque composite became transparent. When the
electric field was removed, the composite remained transparent (with a slight decrease
in transparency). When heated so as to return to the initial state, the composite instead
went into a new state (Memory State II) with light transmittance between that of the
initial state and the first memory state (Figure 2.46).

2.6

Summary

The primary purpose of this chapter was to introduce common types of fillers used in
nanocomposites, to emphasize the role of the interfacial region, to provide a basic level
of understanding of how nanocomposites are currently processed, and to excite the
reader about the multifunctional and as yet incompletely explored properties of nano-
filled polymers.
Today, our ability to control the structures and properties of nanocomposites is

limited only by our current understanding of how tomanipulate these nanoscale struc-
tures. This area of research will clearly lead to fruitful commercial applications, with
significant economic effect, driven by materials with new combinations of properties.
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3

Natural Nanobiocomposites, Biomimetic Nanocomposites,

and Biologically Inspired Nanocomposites

Paul V. Braun

3.1

Introduction

Self-organization and directed assembly of biological macromolecules and inorganic
materials plays an important role in the creation of the nanostructured and nanocom-
positematerials so commonly found in biology. Over the past 10 years, materials scien-
tists and chemists have made considerable efforts to create synthetic analogs of bio-
logical materials by attempting to mimic biology and, importantly, to learn the design
rules of biological systems. Considerable efforts have also been made to use what has
been learned from biology to create new materials with properties not found in bio-
logical systems. All this effort has been made because natural materials unquestion-
ably have exquisite properties not found in synthetic materials. And additionally, bio-
logical systems can produce these exquisite materials at or near room temperature in
aqueous environments, whereas most synthetic schemes that produce materials often
inferior to natural biomaterials require elevated temperature and pressure and harsh
chemicals.
Biological nanocomposite materials can be entirely inorganic, entirely organic, or a

mixture of inorganic and organic materials. Even where the final material may be
entirely one class of material, multiple classes of materials may have been involved
in the synthetic process, which may or may not remain in the final structure. A
good example of a biological nanocomposite in which the organic material does
not remain in the final product is the enamel of the mature human tooth, which
is 95% by weight hydroxyapatite. During tooth formation, enamel consists of a com-
posite of proteins (primarily amelogenin and enamelin) and hydroxyapatite; however,
the proteins are removed as the tooth develops. The presence of the proteins, and the
self-assembled structures they formwith other biological macromolecules, do however
help generate the mineral cross-ply structure of the enamel, which plays a large part in
its observed toughness. The best known example of an inorganic/organic structural
composite for which both phases remain in the final product is the aragonitic nacreous
layer of the abalone shell, which is exceptionally strong because of its organic/inor-
ganic layered nanocomposite structure, in which crystalline ceramic layers are sepa-
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rated by highly elastic organic layers. However, there is much more to the exceptional
properties of the abalone shell than simply its layered structure, as many researchers
are discovering. Synthetic efforts have been made for about 10 years to create such a
structure in the laboratory, and although some synthetic structures resemble the aba-
lone shell, to date their properties have been inferior. Thus the practical value of the
synthetic structures is limited. With the many exciting scientific discoveries that have
been made, there is great potential for new materials in the not too distant future.
Many more examples of attempts to copy biology have not been as successful in

generating engineering materials as one would have hoped. In hindsight, this is
not surprising. Biological materials generally form over a period of days to years,
use a limited set of elements, and are designed to be used within a limited tempera-
ture range. Practical engineering materials must be made rapidly (hours or minutes)
and generally must operate over a wide range of temperature and other environmental
conditions. The disconnect between the needs of engineering materials and of biolo-
gical materials has led many scientists to conclude that, rather than attempting to
directly copy biology, a much better philosophy is to learn from biology and use
this knowledge to create synthetic materials. This may or may not involve the use
of some biological molecules, but no attempt is made to ‘copy’ specific biological pro-
cesses.
This chapter covers natural nanobiocomposites, biomimetic nanocomposites, and

biologically inspired synthetic nanocomposites. Natural nanobiocomposites are ex-
actly what the name implies, that is, natural composite materials with structure on
the nanoscale; biomimetic nanocomposites are synthetic nanocomposite materials
formed through processes that mimic biology as closely as possible; and biologically
inspired nanocomposites are composite materials with nanoscale order created
through processes that are inspired by a biological process or a biological material,
but without attempting to mimic, or directly copy, the mechanism of formation of
the biological material. There are many areas I do not attempt to cover, including
mixtures of two or more materials in which the materials form a homogeneous mix-
ture (and thus are not composites) or in which the organic molecule is simply dis-
persed in an organic host, such as organic molecules in a sol–gel matrix. I also
only minimally cover the widely publicized work on mesoporous silica and related
materials, because several very good reviews on this subject already exist [1–5].
The formation of solids containing defined nanometer-scale structures and features

is a challenging goal of great interest in the synthesis of novel materials. Significant
efforts have been made to generate nanostructured materials by techniques ranging
from scanningmicroscopy to molecular self assembly [6–14]. Through careful control
of molecular architecture, self-assembly can yield many different nanostructured or-
ganics. The potential for creating new materials by mineralizing, polymerizing, or
otherwise replicating these organized structures is very interesting. For example,
mineral growth within and on lipid aggregates has resulted in unusual morpholo-
gies, including mineralized tubules and disks [15, 16]. Another approach to control-
ling mineral growth through self-assembly involves the coassembly of molecular spe-
cies and mineral-phase precursors into mesoporous structures. This methodology has
been successful in the now widely studied formation of mesoporous oxides [17–23].
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3.2

Natural Nanocomposite Materials

In biology, examples abound of structures with nanoscale dimensions, and virtually all
the functionality provided by these materials is a direct consequence of the nanoscale
dimensions of the structure. A few examples of nanoscale materials in biology are lipid
cellularmembranes, ion channels, proteins, DNA, actin, spider silk, and so forth. In all
these structures, the characteristic dimension, at least in 1D, and often in 3D, is on the
order of a few nanometers. Although a materials scientist does not typically consider
such materials to be composites, in truth, the properties of many biological materials
are driven by structure on the nanoscale and, in the sense that the larger material is
composed of discrete nanoscale building blocks, most of these biological materials can
be considered nanocomposite materials. In their active form, that is, when folded,
proteins are composed of domains with varying hydrophilic and hydrophilicity, as
well as domains with such structural features as alpha helixes, beta sheets, and
turns. The assembly of proteins into these complex structures containing nan-
ometer-sized domains of varying chemical properties gives proteins, as well as
many other biomolecules, their intriguing properties. Because these chemically di-
verse regions can exhibit acidic, basic, hydrogen-bonding, hydrophilic, or hydropho-
bic behavior, they can interact in exceedingly diverse ways with precursors for mineral
compounds and the final mineral product. The inorganic/organic composite materials
formed by these exceedingly complex biomolecular structures are the primary focus of
the rest of this section.
However, before discussing inorganic/organic nanocomposites, a short discussion

of at least one completely organic nanocomposite with outstanding properties, namely
spider silk, is in order. Dragline spider silk, which makes up the spokes of a spider
web, is five times tougher than steel by weight and can stretch 30%–40% without
breaking. However, to be fair to steel, I should point out that, although the work-
to-failure is greater for silk than steel, the elastic modulus of silk is significantly
less than that of steel. For applications in which flexibility and toughness are the pri-
mary need, a synthetic route to creating a material with properties equivalent to spider
silk would be exceedingly valuable. The strong core of spider silk is composed primar-
ily of two protein components that self-assemble into crystalline and amorphous re-
gions. The crystalline regions consist of alternating alanine-rich crystalline forming
blocks, which impart hardness [24–26], and glycine-rich amorphous blocks, which
are believed to provide elasticity [27]. This nanocomposite structure of organic nano-
crystals in an amorphous organic matrix generates the exceptional properties of spider
silk. Spiders cannot be kept in close quarters and harvested, because they eat one
another; thus the only route to creating quantities of spider silk sufficient for applica-
tion will be synthetic.
Knowledge of the molecular structure of spider silk is not sufficient for creating a

synthetic material with its properties. Inside the spider, the silk precursor exists as a
lyotropic liquid crystal that is approximately 50% silk. As the silk is excreted, the pro-
tein molecules that make up silk fold and are aligned as they approach and then pass
through the spinneret, forming a complex insoluble nanostructured fiber. In fact, not
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only is the spider silk made up of crystalline and amorphous regions, but the crystal-
line regions are in turn composed of both highly oriented crystals and less oriented,
but still crystalline, regions [28, 29]. These poorly oriented crystalline regions may
serve to mechanically couple the highly oriented crystalline structure with the amor-
phous domains. This three-phase morphology presumably has properties exceeding
those of a similar two-phase system because of better coupling between the phases,
due to the smaller mismatch in mechanical properties at the interface between the
various domains.
Recently, a synthetic spider silk-like material with properties approaching those of

natural spider silk has been created. Because of their high complexity, the silk precur-
sors could not be created by conventional organic synthesis and thus were created by
expressing two of the dragline silk genes in mammalian cells [30]. The resulting so-
luble recombinant dragline silk proteins were wet-spun into fibers of diameters ran-
ging from 10 to 40 micrometers. After a postspinning draw, fibers with mechanical
properties approaching those of natural spider silk were obtained. The fibers were
highly birefringent, indicating a high degree of chain orientation, but it is not yet
known if the internal nanostructure of the fibers was similar to that of natural spider
silk.Work is now ongoing to build up a herd of transgenic goats that express spider silk
proteins and excrete them in their milk, which should result in the production of
sufficient silk protein for manufacturing.
Much like the nanostructure of natural silk, which self-organizes in the biological

organism, natural organic/inorganic nanocomposites are also formed through self-
assembly. The two extremes of the mechanism for formation of natural nanocompo-
sites are when the organicmatrix forms first, followed bymineralization, and when the
organic and inorganic materials coassemble into the nanostructured composite. There
do not appear to be any examples in which the inorganic structure forms first, followed
by organic structure formation.Most biological composites appear to form through the
first route; a process whereby an organic structure first forms, followed by the biolo-
gically directed nucleation and growth of a mineral phase. However, it is also clear that
the organic matrix restructures and reorganizes continuously as the mineral deposits,
which resembles the secondmechanism.With bothmechanisms, the organicmaterial
is generally composed of an amazing diversity of macromolecules, including proteins
and other biopolymers. Considerable effort has beenmade to understand the mechan-
ism of formation of these composite materials, a process that requires an understand-
ing of both the structure and function of the organic matrix and the interactions be-
tween the organic matrix and the inorganic precursors and product.
The simplest examples of biological nanocomposites are those in which the mineral

phase is simply deposited onto or within an organic structure. The next level of com-
plexity is shown by examples in which the structure of the mineral phase is clearly
determined by the organic matrix. The greatest complexity is where the mineral is
intimately associated with the organic phase to create a structure with properties
that are superior to those of either the mineral or organic phase. In the first and sec-
ond examples, the organic phase forms first, but in the third, the organic and inorganic
phases almost certainly coassemble into the final structure.
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3.2.1

Biologically Synthesized Nanoparticles

For the simplest example of a biological nanocomposite, one needs to look no farther
than the grasses. Many species of grass precipitate SiO2 nanoparticles within their
cellular structures. Perhaps due to some internal structure in their cells, the silica
nanoparticles generated within the cells can be found in sheet-like, globular, or
rod-like morphologies, with characteristic dimensions ranging from a few nan-
ometers to tens of nanometers (Figure 3.1) [31]. The exact reason for the silica deposi-
tion is not known, although it may simply be a way for the plant to sequester silica,
which it continuously takes in as dissolved silicic acid and other silica-containing so-
luble species. If the plant could not sequester silica, it would build up and potentially
limit growth. At high levels, silica may make the plant undesirable as food [32], for
example, the dry weight of horsetails consists of 20%–25% silica.
Another example of a biologically simple organism that can generate internal na-

nocomposite structures is bacteria, the most famous of which are magnetic bacteria,
which contain an internal chain of magnetite (Fe3O4) nanocrystals running down their
long axis (Figure 3.2). These nanocrystals are about 40 nm in diameter and give the
bacteria a net magnetic moment, which aligns them with respect to the earth’s mag-
netic field. The presence of this magnetic chain of nanocrystals plays a role in defining

Fig. 3.1 Transmission electron micrograph of rod-like

amorphous silica extracted from a grass. The rod-like nature

is due at least in part to the local environment inside the

plant cells. Adapted from [31]

Fig. 3.2 Transmission electron microscope

bright-field image of a single cell of Magnetospiril-

lum magnetotacticum strain MS-1. Off-axis electron

holography of the boxed region in the transmission

electron microscope showed that the magnetite

crystals were all single magnetic domains. Adapted

from [161]
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the direction of locomotion. Because an individual bacterium, on average, points in a
specific direction, as it moves it continuously explores fresh territory. In contrast, the
movement of a bacterium lacking a directing force follows a randomwalk, resulting in
a substantially lower probability for movement into fresh territory. Besides the Fe3O4-
containing bacteria, other bacteria deposit chains of nanoparticles of the magnetic
mineral greigite (Fe3S4) within themselves. This mineral chain appears to serve the
same function as the Fe3O4 chain in the previous bacteria.

3.2.2

Biologically Synthesized Nanostructures

Biological organisms commonly synthesize nanostructured and nanocomposite ma-
terials of much greater complexity than nanoparticles. These structures can come in
many forms, ranging from needles and plates to complex 3D nanostructures, and can
exhibit many unique and interesting mechanical, chemical, and optical properties.
Although simplifying all biological nanostructure formation routes into a single me-
chanism is not possible, several general synthetic tenets tend to hold true. The first is
that the biological structure forms first, and then the inorganic phase begins to form.
Although truly cooperative assembly is possible, it is much more common that the
organic matrix forms first, regulating the growth of the inorganic material. We should
keep in mind, however, that the organic matrix is plastic and can deform or reshape in
response to the growing inorganic material.
Besides forming nanoparticles, bacteria can form more complex nanostructures.

Bacteria in general are responsible for a vast amount of mineral deposition and in
fact can contribute greatly to mineral deposits on the bottoms of lakes and other aqua-
tic environments. Mineral formation in the vicinity of bacteria is generally driven by a
biologically induced change in the pH or ionic strength around individual bacteria.
This change in the local environment reduces the solubility of certain mineral com-
pounds, leading to precipitation of minerals. Generally, this results in an unfeatured
mineral, so is not of interest here. However, in specific cases, the structure of the
precipitated mineral is highly regulated by proteins on the surface of the bacteria,
resulting in the formation of complex nanostructures. Specifically, some bacteria
have on their exterior a layer of proteins called an S-layer. As these bacteria re-
spire, the local pH and ionic strength change, driving, for example, the mineralization
of gypsum (CaSO4). Rather than being deposited as an unfeatured solid on the exterior
of the bacteria, the growing gypsum is templated by the organic S-layer into a complex
nanostructured form that very closely replicates the structure of the protein S-layer
(Figure 3.3) [33, 34]. The exact mechanism of the mineral templating is not
known, but clearly preferred sites must exist on the S-layer for heterogeneous nuclea-
tion of mineral, or a regular structure would not form. As these mineral nuclei grow,
they impinge on one another, forming a thin, periodically structured film of gypsum.
One reason for the complexity of this structure is that the resulting pores in the in-
organic layer may allow the bacterium to exchange nutrients with its surroundings
even after the mineral phase forms. If the gypsum had formed as a dense solid
film, it would rapidly stop the bacterium’s respiration, thus killing it.
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Although this specific S-layer templated structure as yet has no known applications,
inorganic nanostructures of these length scales are of great interest for many high-
technology applications. Patterning on these length scales is exceedingly difficult,
so if bacteria could be genetically engineered to express proteins that result in S-layers
having technologically significant nanostructures, there would be the potential to bio-
mineralize materials for advanced applications. In fact, initial strides have been made
in this regard and are covered later in this chapter.
Higher organisms also generate inorganic/organic composite structures. An excel-

lent example is the sea urchin. The sea urchin spine is a single crystal essentially
composed of calcite, containing only about 0.02% glycoproteins trapped within the
crystal lattice of the spine [35]. However, this very small amount of organic matter
leads to the extraordinarily high toughness and unique fracture properties of the
spine. The spine is much tougher than a synthetic equivalent composed of polycrystal-
line or single-crystalline calcite. Most surprising is the fracture mode of the spine.
Rather than fracturing along a specific crystallographic direction, as occurs for
most single crystals, it fractures with conchoidal cleavage, that is, with a smooth
rounded fracture surface, similar to that observed for glassy materials (Figure 3.4).
The fact that it is a single crystal but does not fracture along any specific crystallo-
graphic direction is quite unlike almost all other crystalline ceramic materials. The
mechanism for the toughening is still unknown but is clearly due at least in part
to the nanoscale dispersion of protein molecules in the crystal lattice.

Fig. 3.3 Transmission electron micrograph of (left) bacterial S-layer, which

serves as a protein template for the formation of (right) a thin film of me-

sostructured gypsum. Adapted from [33]

Fig. 3.4 Scanning electron micrograph of the fracture

surface of a single-crystal spine from a sea urchin, demon-

strating conchoidal cleavage. Adapted from [35]
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Another sea creature that creates an organic/inorganic composite that is vital to the
creature’s survival is the abalone, as already mentioned. The nacreous (mother-of-
pearl) layer of the abalone shell consists of alternating layers of 500-nm-thick arago-
nite platelets and �30-nm-thick sheets of an organic matrix (Figure 3.5). The matrix
forms first, then the mineral plates develop between the layers. The matrix defines the
thickness of the crystals, and certainly also adds to the strength of the composite struc-
ture by forcing fractures to dissipate their energy as they travel a tortuous path through
this elastic structure. The matrix also controls the crystallographic orientation of the
mineral plates, which must also be important for strength. The resulting composite
structure has a fracture toughness that is about 3000 times greater than that of inor-
ganic aragonite [32]. Along with defining the size and shape of the aragonite plates, the
organic matrix also likely serves to define their crystallographic orientation. The me-
chanism for formation of nacreous aragonite is not entirely clear, although it is known
that the organicmatrix forms first into a hollow layered structure, and then the voids in
this structure are mineralized.
Another excellent example of a biological nanocomposite with complex structure

and function is bone. Bone must perform multiple functions. It must have high
strength, yet low weight; it must support remodeling in response to applied stres-
ses, yet not deform under applied stress; it must contain pores to allow oxygen
and nutrients to reach the cells within the bone, yet these same pores cannot lead
to fractures; finally, it must act as a reservoir for minerals, but not allow itself to de-
mineralize and thus weaken. Bone exists in several forms; lamellar bone provides the
structural properties of long bones in mammals and other species and is the subject of
the following discussion, adapted from [36, 37] (Figure 3.6). The basic structure of
bone is a mineralized collagen fibril consisting of on average 65% mineral, the re-
mainder being organic material and water. The collagen phase of bone is composed
of individual fibrils about 80–100 nm in diameter. These fibrils are in turn composed

Fig. 3.5 Scanning electron micrograph of a fracture surface of the nacre of the

red abalone, showing a side view of the aragonite tablets. Adapted from [162]
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of assemblies of a triple helix of polypeptide chains with an average diameter of 1.5 nm
and length around 300 nm. The internal arrangement of this triple helix structure in
the collagen fibril is not random: the helix aligns with its long axis parallel to the long
axis of the bone and has additional fine structure. The mineral phase of the bone,

Fig. 3.6 The 7 hierarchical levels of organization of the bone family of ma-

terials, according to Weiner [37]. Level 1: Transmission electron micrographs of

individual mineral crystals from human bone (left side) and an unmineralized,

unstained collagen fibril from turkey tendon embedded in vitreous ice (right

side). Level 2: Transmission electron micrograph of a mineralized collagen fibril

from turkey tendon. Level 3: Transmission electron micrograph of a thin section

of mineralized turkey tendon composed of multiple fibrils. Level 4: Four fibril

packing motifs found in the bone. Level 5: Scanning electron micrograph of a

single osteon from human bone. Level 6: Light micrograph of a fractured

section through a 5500 year old fossilized human femur. Level 7: Whole bovine

bone (scale: 10 cm). Adapted from [37]
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carbonated apatite (Ca5(PO4,CO3)3(OH)), forms as 50-nm-long, 25-nm-wide platelets
that are on average 1.5–4 nm thick (Figure 3.7). These platelets lie within the collagen
fibrils, with only a small number of polypeptide chains between each platelet. The long
axis of the platelets is generally parallel to the outer surface of the bone, most likely to
maximize the compressive strength of the bone.
The mineral structure forms in bone after the collagen fibrils form. However, as the

mineral forms, the collagen structure may reorganize to some extent. Thermodyna-
mically, the carbonated apatite platelets should coarsen into larger single crystals over
time (Ostwald ripening), but clearly this is prevented by the collagen matrix. Thus,
although the collagen matrix reorganizes to some extent, it clearly cannot be comple-
tely pushed out of the way by the growing mineral. This level of control by biology over
structural development during mineralization currently exceeds that found in syn-
thetic materials. Additionally, after a bone is broken, new structures form which gen-
erate material that is as strong as the original bone; yet, the mineralization process
stops when the healing process is complete. Bone thus is an excellent example of
a self-healing biological nanocomposite in which an organic host phase is formed,
followed by highly regulated mineralization processes. The mechanism for this pro-
cess is not entirely clear, but substantial strides in understanding it are being made.
Clearly, biological systems can create a tremendous diversity of inorganic materials;

however, biological systems are also very limited in terms ofmaterial selection. Metals,
as well as many polymers, semiconductors, and ceramics cannot be synthesized by
biological processes, because the precursors are not available in the natural environ-
ment, the materials or precursors are toxic, and/or the product is not stable in the

Fig. 3.7 Transmission electron micrograph of a fractured piece of mineralized

bone from a 50-year-old human male femur. (a) Many mineral crystals are

oriented edge-on and are parallel to the long direction of the collagen fibrils. (b)

Higher magnification view of the bone fragment at the location in (a) marked

with an arrowhead. Here, crystals are oriented face-on. The flat, plate-like nature

of the mineral crystals in bone can be observed in these figures. Adapted from

[163]
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presence of water and/or oxygen. Because of this, there is serious interest in using
elements of biological systems to create synthetic nanocomposites from materials
not found in biology, thus achieving the best of both the biological and synthetic
worlds.

3.3

Biologically Derived Synthetic Nanocomposites

Because of the limited variety of materials available by purely biological routes, there is
great interest in utilizing the sophistication offered by biological systems in concert
with synthetic procedures to create materials with otherwise unobtainable nanostruc-
tures and thus, potentially, unique properties. Biology offers a unique selection of
building blocks that would be difficult or impossible to synthesize in the labora-
tory. These include proteins, DNA, RNA, and small but highly functional molecules.

3.3.1

Protein-Based Nanostructure Formation

As already mentioned, protein S-layers on the surface of bacteria create complex na-
nostructures. The protein S-layer present on the surface of some bacteria has now also
been used to create entirely synthetic nanostructures. The diversity of S-layer struc-
tures, coupled with the potential for chemical functionalization, make them ideal start-
ing points for nanostructure synthesis. To review, S-layers are 2D protein crystals that
have oblique, square, or hexagonal lattice symmetry with lattice constants between 3
and 30 nm. Interesting for potential nanostructure formation, and to enable bacterial
respiration, S-layers almost universally contain pores of identical size and identical
surface chemistry – properties that make S-layers useful for nanostructure and na-
nocomposite fabrication. In an early example [38, 39], an S-layer was used to template
a periodic structure into a thin metal film. Specifically, a 1-nm-thick metal (Ta/W) film
containing 15-nm holes periodically arranged in a triangular lattice with a lattice con-
stant of 22 nm was created by S-layer templating. This was accomplished by first de-
positing a suspension of S-layer fragments onto an amorphous carbon support film.
After S-layer deposition, a 1.2-nm thick film of Ta/Wwas evaporated onto the S-layer at
an angle of 408 from the normal of the substrate surface. When examined in the trans-
mission electronmicroscope (TEM), the resulting film shows contrast indicating some
thickness variation in the metal, but the contrast is not significant. To improve the
contrast and to open up holes in the metal film, the film was argon-ion-milled for
a short time. The result was a metal film that contained a periodic array of holes
with the same symmetry as in the S-layer template [38, 39]. This work was done
more than 15 years ago, yet creating such a nanostructure today would still be a chal-
lenge, even with a modern e-beam lithography system.
Much more recently [13], an S-layer was used to create nanostructured semiconduc-

tor films. The S-layer in this study had an oblique 2D lattice (space group p1; a = 9.8
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nm, b = 7.5 nm, h = 808). Depending on the mechanism of S-layer deposition, either its
negatively charged inner face or its charge-neutral outer face was exposed to a 10mM
CdCl2 solution. After drying, the cadmium-ion-doped S-layer was exposed to H2S gas,
resulting in formation of a nanocrystalline film of the semiconductor CdS on the S-
layer. In the TEM, the CdS film exhibited a superlattice structure that was a direct copy
of the structure of the S-layer [13]. The S-layer may have survived the entire process,
and thus the actual mineral structure formed may be a nanocomposite of CdS and
protein. It is still unclear what applications might be found for such materials,
although robust metal or semiconductor nanoporous structures may find application
as filter membranes, sensors, and optoelectronic devices.
Another protein assembly that has been used to form nanocomposite materials is

ferritin (Figure 3.8). In its native form, ferritin consists of a supramolecular arrange-
ment of proteins around an iron oxide core. The iron oxide core can be selectively
dissolved without damaging the structure of the protein shell, yielding a hollow
ball of protein about 10 nm in diameter. The demineralized protein (apoferritin)
can be refilled with iron oxide, demonstrating that its structure was not greatly af-
fected by the demineralization process. Interestingly, apoferritin can also be filled
with other mineral nanoparticles. In one example [32], the iron oxide core of ferritin
was converted to FeS by treating the ferritin withH2S. Nanoparticles ofMnOOH, UO3,
Fe3O4, and CdS can also be formed inside apoferritin through the appropriate chemi-

Fig. 3.8 Transmission electron

micrographs of magnetite

(Fe3O4)- and maghemite (c-
Fe2O3)-filled ferritins. (a) 260 Fe

atoms/molecule, unstained;

only the discrete electron-dense

inorganic cores can be seen. (b)

260 Fe atoms/molecule, after

staining with uranyl acetate,

showing encapsulation of inor-

ganic cores by intact protein

shell (white halo around each

particle). (c) 530 Fe atoms/mo-

lecule, unstained. (d) 1000 Fe

atoms/molecule, unstained. (e)

2040 Fe atoms/molecule, un-

stained. (f) 3150 Fe atoms/mo-

lecule, unstained. Scale bars in

all figures = 50 nm. Adapted

from [164]
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cal treatment. Because the protein shell is not disrupted by the mineralization process,
the final product is truly a nanocomposite of protein and inorganic material. See [32]
for an extended discussion of the use of apoferritin as a template for synthesizing
nanocomposite materials.

3.3.2

DNA-Templated Nanostructure Formation

DNA offers great potential as a building block for nanocomposite materials. It can be
tethered to a wide range of substrates, can direct assembly with specificities that greatly
exceed that of any synthetic molecule, is relatively robust, can be synthesized in re-
latively large quantities, and can be functionalized with tags such as fluorescent mo-
lecules to enable rapid detection of binding events.
The use of DNA to assemble and create nanostructures and nanocomposite materi-

als is only in its infancy, but even the preliminary work done so far indicates the great
potential of DNA-based assembly techniques. A few of the approaches that have been
studied to date include the mineralization of DNA, the use of DNA to assemble na-
noparticles, and the use of DNA to assemble much larger colloidal particles. These
three approaches are outlined in this chapter; however, the number of possibilities
is vast, and significant work on DNA-mediated assembly of nanostructures is cur-
rently being done.
The possibility of using plasmid DNA as a template for mineralization was first

explored in 1996 [40]. In this work, single strands of a 3455-basepair circular plasmid
DNA were mineralized with CdS nanoparticles, by mixing the plasmid and cadmium
perchlorate in solution, followed by spin coating this solution onto a polylysine-coated
glass slide. The DNA/cadmium perchlorate-coated glass slide was then exposed to
H2S, converting the cadmium perchlorate to CdS, which preferentially mineralized
the DNA. This procedure results in ring-like structures consisting of DNA embedded
within a 5–10-nm-thick CdS strand that can be directly observed in the TEM (Figure
3.9). The diameter of the ring formed by the CdS-encrusted DNA is directly related to
the diameter of the DNA plasmid, and the thickness of the CdS/DNA composite
strand is about 10 nm. This represents the first example of DNA templating of semi-

Fig. 3.9 Transmission electron micrograph of a

nanostructure obtained by mineralization of a cir-

cular plasmid DNA with CdS nanoparticles. The

ring diameter closely matches the predicted dia-

meter of the plasmid DNA. Adapted from [40]
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conductors but, given the vast array of structures that can be formed from DNA,
should not be the last.
Another example of DNA-based nanostructure development can be seen in the work

on DNA-based nanoparticle assembly. Several approaches have been explored, with
the majority based on the Watson–Crick base-pairing of DNA strands attached to
various nanoparticles. The first approach involved the functionalization of gold nano-
particles with multiple strands of thiol-terminated type-A or -C DNA in separate reac-
tions [41] (where ‘type’ is used as a label for different nucleotide sequences). The thiol
terminal group is important, because it enables covalent attachment of the DNA strand
to the gold nanoparticles. Importantly, the A and C strands were designed so that they
would not hybridize. The result, after mixing the solutions of each kind of DNA-func-
tionalized nanoparticles, is a simple mixture of DNA-functionalized gold of type A and
DNA-functionalized gold of type C. Then a single strand of DNA with one end com-
plimentary to the type-A DNA and the other end complimentary to the type-C DNA
was added. We label this strand B-D. Upon hybridization of the B-D strand with both
nanoparticles of type A and nanoparticles of type C, a DNA-linked aggregate of na-
noparticles was formed. Aggregate formation is thermally reversible by increasing
the temperature above the melting point of the DNA, at which point the strands de-
hybridize. The assembly could be monitored by UV/visible spectroscopy, because the
UV/visible absorption of gold nanoparticles changes greatly when they are close to-
gether, due to changes in the surface plasmon.
The formation of controlled aggregates, although interesting, is really a starting

point for the creation of much more complex structure through a marriage of biolo-
gical macromolecules and synthetic materials. In addition to placing multiple DNA
molecules on a nanoparticle, it is possible to place a single or a finite number of
DNA molecules on a nanoparticle. However, this requires a significant degree of syn-
thetic effort, because one usually starts with a population of nanoparticles with various
numbers of attached DNA molecules. Through careful separation, nanoparticles with
exactly one or exactly two single-stranded DNA molecules on their surface can be
recovered. These DNA-functionalized particles can then be assembled in highly con-
trolled fashions through DNA hybridization reactions, by adding single-stranded DNA
that is complimentary to the single-stranded DNA on the nanoparticles (Figure 3.10).
This is similar to the approach used tomake DNA-linked aggregates; however, because
each nanoparticle contains only one DNA strand, not multiple strands, the result after
hybridization is not the formation of an aggregated structure, but rather, individual
dimers of gold nanoparticles. Trimers of gold nanoparticles were also created by a
similar approach, except that nanoparticles with one strand of DNA of three different
sequences was mixed with a strand of DNA complimentary to all three of the DNA
strands on the surface of the nanoparticles [42, 43].
Recently, it was demonstrated that DNA can assemble much larger colloidal parti-

cles into 3D assemblies of controlled shape. The basic approach is very similar to the
assembly of nanoparticles; however, here the results after hybridization are assemblies
of colloidal particles with defined connectivity [44].
The overall power of DNA-based assembly of nanostructures is based on several

powerful aspects of DNA hybridization. First, hybridization is reversible with tempera-
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ture; thus it is possible to anneal structures that at least partially eliminate kinetic traps
that may be present in the assembly process. For example, if during nanostructure
assembly, a particle does not hybridize in the correct location, the structure can be
gently heated, releasing the particle, and then the particle can be retrapped by cooling
below the melting point of the DNA. Second, DNA hybridization is very specific. Un-
like most organic linking chemistries, which cannot distinguish small changes in
molecular structure, DNA can be designed to hybridize only to its exact complimen-
tary strand. Thus it may be possible to combine many DNA-functionalized nanopar-
ticles into very specific arrays by hybridizing to a long strand of DNA that is encoded so
as to react with each DNA functionalized nanoparticle at only a very specific location.

3.3.3

Protein Assembly

To achieve a level of complexity similar to what can be obtained by DNA-based assem-
bly, one can engineer or select biological organisms that recognize and bind with high
specificity to specific minerals, semiconductors, and metals. In the first example [45],
Escherichia coli containing genetic sequences specific for recognizing and binding iron
oxide but not other metal surfaces was identified and multiplied. Bacteria that would

Fig. 3.10 DNA allows for precise manipulation of

the order and spatial arrangement of nanoparticles.

The large and small nanoparticles can be designed

to hybridize or react with a single site on the DNA

backbone. See examples A, B, and C on the left and

the resulting nanostructures on the right. Adapted

from [43]
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specifically adhere to iron oxide were identified via serial enrichment from a popula-
tion of bacteria. The experimental procedure was as follows: A population of geneti-
cally diverse E. coli was exposed to iron oxide particles. The bacteria that bound to the
iron oxide were collected, and the remainder were discarded. After repeating this pro-
cedure for several generations, bacteria with high degrees of specificity for iron oxide
were obtained. The reason only some of the bacteria bind iron oxide is that E. coli, like
many other bacteria, express proteins on their outer surface whose sequences are a
function of the unique genetic makeup of the bacteria. By starting with a library of
�107 E. coli that express surface proteins of slightly different sequences, the probabil-
ity that at least one of the E. coli has a highly specific protein is reasonable. Through
enrichment, it is possible to extract and multiply just those bacteria that bind to the
surface of interest.
It is also possible to select for protein sequences that attach to specific metal sur-

faces, and presumably also to metal nanoparticles. Through such biological experi-
ments, a library of �107 different polypeptides 14 or 28 amino acids long was cre-
ated. Then, the polypeptides that adhere to the metal surface were isolated, and their
sequences were determined [46]. This approach is exceedingly powerful because of the
vast number of different molecular sequences that can be studied in parallel in a single
experiment.
From a technological standpoint, it is interesting to consider the possibility of re-

cognizing semiconductor surfaces and semiconductor nanoparticles with this proce-
dure. If an appropriate genetic sequence can be identified, it would be possible to
assemble nanoparticles via biological organisms that are designed to present the ap-
propriate biological macromolecules on their surface. Phage display enables the simul-
taneous testing of many peptide sequences for specificity to a given surface. A phage
library containing 109 polypeptide sequences was exposed to a surface, and all the
phages that did not bind to the surface were washed away. The phages that stuck
were then removed from the surface by lowering the pH and were amplified by in-
fecting E. coli bacteria with them. This process was repeated until only phages that
stuck strongly to the surface were present. The DNA of these phages was then se-
quenced to determine the specific peptide sequence(s) that bind with such high affi-
nities to the specific surface of interest [47].
A phage that identifies and binds to a surface of a specific material also binds

strongly to nanoparticles of this material. The result of mixing a nanoparticle-binding
phage with nanoparticles is ‘decoration’ of the phage with nanoparticles, which occurs
only at the end of the phage that contains the specific binding polypeptide, and no-
where else on the phage [48]. Depending on the experimental conditions and phage
design, it may even be possible to bind single nanoparticles to an individual phage or to
assemble the nanoparticles into defined structures, although in the present state of the
art, multiple nanoparticle are bound in a fairly random fashion to each phage.
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3.4

Biologically Inspired Nanocomposites

The properties of biocomposites and synthetic pathways for their formation have in-
spired wide ranging research. However, early on it was recognized that it is not always
necessary or even desirable to use biologically derived materials for many applications
and that it may be possible simply to use biology as an inspiration for totally synthetic
nanocomposite systems. It is interesting to consider biological systems as an inspira-
tion for nanocomposite materials, because biological systems exhibit many character-
istics that would be attractive in synthetic materials, but it is also clear that direct mi-
micking of biology will be limited to a specific small subset of materials and to specific
nanostructures. However, many lessons can be learned from biology on how to form
complicated nanostructures and on the potential properties of these synthetic nanos-
tructured materials, should one be successful in synthesizing them. Of course, just
because a synthetic material resembles a natural process and the process of forming
that material resembles a natural synthesis does not always mean that the scientists
and engineers who performed the work were inspired by biology. Often it is not stated
whether biology was an inspiration for the work, and thus some care must be taken
before assuming that, just because something appears biologically inspired, it is bio-
logically inspired. In this chapter, I do not attempt to make this distinction and by
necessity assume that, if the work has a biological analog, then it can be considered
‘biologically inspired’, although certainly in some cases this assumption may be
wrong. In this chapter I take the liberty to lump such work under the heading of
‘Biologically Inspired Nanocomposites’.
Much can be learned from biological systems to further the development of syn-

thetic approaches to the formation of complex inorganic structures. Each of the routes
to nanostructure formation that is discussed in this section – liquid crystal templating,
colloidal particle templating, block copolymer templating, and surfactant-inorganic
self-assembly (mesoporous silica being the most famous of this approach to nanos-
tructure formation) – invokes many of the tenets of biologically directed mineral
growth. As already discussed, biological systems rely on self assembly and mineraliza-
tion in the synthesis of hard inorganic structures such as shells, teeth, and bone [11],
and their approaches to materials fabrication can provide guidance and direction to
synthetic systems. Often, the term ‘biomimetic’ has been applied to any approach
using self assembly in the synthesis of nanocomposite materials. As mentioned
above, biological systems do indeed use self-assembling molecules, and high levels
of molecular organization are a very important part of an organism’s inorganic struc-
ture development. However, it would be naive to expect to simulate this process in the
laboratory except on the most basic level. Biological processes are extremely dynamic,
involving huge numbers of very specific proteins and other molecules being generated
and transported to very specific locations, with temporal control. The best synthetic
systems are indeed very simple approximations of living systems and generally are
much too simple to be considered to be truly mimicking biology. Although the syn-
thetic systems are only simple approximations of life, still much can be learned by
attempting to mimic living systems [8], even if biomimetic is perhaps not the best
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term. For example, many attempts centered around the synthesis of mineral phases in
a self-organized matrix have indeed mimicked the mineralization processes of many
biological systems. Examples of matrix-mediated biological mineralization processes
include the reliance of bacteria, plants, shells, and even mammals on organically
mediated growth of mineral phases to eliminate byproducts (bacteria and plants)
[31, 33, 34], create exoskeletons (shells) [49], and grow teeth (mammals) [35]. If during
the synthetic process, organic molecules are incorporated into the mineral phase, the
resulting material may resemble the spicule of a sea urchin, which contains much less
than 1% protein intercalated into the crystal lattice [35].
Despite the low degree of sophistication of synthetic systems, they do have very

distinct advantages over biologically based schemes. Biological systems operate
with only a limited subset of elements and compounds, but synthetic systems can
be designed to use a wider range of elements and compounds, many of which would
be toxic to most living organisms. Biological systems form and operate near room
temperature in the presence of water and oxygen (for the most part), but synthetic
systems can be formed and operate under a wide range of temperature and condi-
tions. Finally, biological materials generally take days to years to form, but synthetic
systems may be formed rapidly. For biology, systems that form slowly in response to
external stimuli have significant advantages, for example, bone remodels to meet the
demands of applied loads. However, in general, the long time scales required for for-
mation of biological nanocomposites limit the application of direct biological synthesis
of engineering materials to a few very specific cases.
Through self-assembly of organic molecules, biological systems have succeeded in

synthesizing a wide range of composite and inorganic nanostructures. Biological sys-
tems contain large quantities of lipids, or soap-like molecules, which self-assemble
(along with many other biological macromolecules, including proteins) to form the
external membranes of cells, as well as smaller vesicles within the cell. These mem-
branes serve to protect the interior contents, as well as to provide synthetic microreac-
tors for biological processes. The concept of performing syntheses in self-assembled
microreactors is in this sense biologically inspired, has been exploited by many re-
searchers to create nanoparticles and composite nanostructures, and is the topic of
this section.
The simplest examples of nanomaterials are zero-dimensional materials, known as

‘nanoparticles’. The study of small semiconductor particles in general is of significant
interest, because the electronic and optical properties of semiconductor nanoparticles
change drastically as the characteristic dimension of a particle is reduced to the na-
noscale regime, largely due to the quantum confinement of electrons within the par-
ticle, although surface-area effects may also play a role (Figures 3.11, 3.12) [50–52].
The most popular nanoparticles for basic studies have been II–VI semiconductor
particles, because of their scientifically interesting and technologically important prop-
erties. In this context, synthetic methodologies for the formation of metal sulfide and
selenide quantum dots and their assembly into higher-order structures have been
widely studied [53–57]. For nanostructuring to dominate the properties of metal sul-
fides and other semiconductors, it is generally necessary for the characteristic dimen-
sion of the nanoparticle to be <10 nm [58]. Semiconducting nanoparticles are gener-
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ally synthesized through one of three routes. The first, grinding of large chunks is
rarely done for nanoparticle preparation, because the grinding process is poorly regu-
lated, generally generating a very polydisperse population of particles, and grinding
introduces too many contaminates for most applications. The other two methods,
gas-phase and solution-phase synthesis, are much more common. Gas-phase synth-
esis is essentially a vaporization and condensation process – a crucible containing the
desired semiconductor (or other material) is heated until it starts to sublime, and then
an inert carrier gas is flowed over the material. The carrier gas then heads into a cool
region where the gaseous semiconductor atoms or molecules condense into nanopar-
ticles and are collected [59]. Although this method is fairly versatile, it operates only
under conditions of high temperature and vacuum and generally produces solid sphe-
rical particles.
Solution-based synthetic routes for nanoparticle formation have ranged from simple

precipitation reactions to much more complex self-assembly-based routes. In general,
simple precipitation results in agglomerates of nanoparticles, and the size distribution
generally varies widely. These problems led to research into synthetic procedures that
would result in nanoparticles that are stable against aggregation and have narrow size
distributions. A primary route to preventing both these problems is to use self-assem-
bly-based techniques, which inmany respects resemble nanostructure development in
biological systems, including biomineralization, cell membrane development, and
other biological structure formation. Solution-phase synthesis of semiconductors is
often preferred over other techniques, because it is generally mild (even being carried
out at room temperature and pressures) and can be used to create reasonable volumes
of materials. Solution-phase synthesis has been widely used to grow semiconductor

Fig. 3.11 Theoretical calcula-

tion of band-gap energy as a

function of particle diameter for

several different semiconduc-

tors. Adapted from [58]
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quantum dots, yielding particles with low polydispersities and novel optical properties
[50, 51, 56, 57, 60]. Solution-based chemical syntheses are very attractive because they
allow for direct control over the actual concentrations of the chemical precursors. De-
pending on actual conditions, it is even possible to cap the surface of the particles with
organic molecules, which allows for further solution-based processing [53, 55].
The more conventional route to creating nanostructured materials is of course

through top-down lithographic methods. Some examples of top-down techniques
for generating very small features are extreme UV (k << 200 nm) lithography [61,
62], electron beam writing [63], focused ion-beam lithography [64], x-ray-lithography
[65], scanning probe lithography [66], and microcontact printing [67]. In general, all
these techniques can form structures on the scale of tens to hundreds of nanometers,
although generally only on very flat substrates, and they can be quite slow and often
very expensive. The self-assembly-based route to nanostructure formation has the sig-
nificant advantage that it is not limited to feature generation on flat surfaces, and it can
bemassively parallel. Of course, the general problemwith self-assembly is that it is not
possible to highly regulate the exact spatial position of the nanostructure, and thus we
are still many years away from creating highly functional self-assembled electronic
circuits.
In the micellar routes to nanoparticle formation, micelles are self-assembled from

surfactant molecules and a solvent that contains at least one of the precursors for the
inorganic nanoparticles in solution. The result is a solution that contains vast numbers
of discrete nanoreactors which individually contain only a finite number of precursor
species for the inorganic phase.When these ions are converted tomineral, generally by
reduction or oxidation, the result can be one nanoparticle per micelle. The polydisper-
sity in nanoparticle diameter is thus directly related to the polydispersity in the initial
micelle size. If it were possible to create a suspension of monodisperse micelles, it
would be a straightforward process to create nanoparticles with a very narrow size

Fig. 3.12 Cd3P2 quantum dots. Particle size increases in the direction of the

arrows. The white particles are about 1.5 nm, and the black particles are larger

than 5 nm. Adapted from [50]
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distribution. Taking a lesson from biology, this might be possible through the use of
complex macromolecules that organize into particles of only a specific size. A very
good biological example of a potential nanoreactor with a tight size distribution is
a virus particle. It may be possible to use virus particles to synthesize nanoparticles
with tight size distributions if a way to load the interior of the virus particles with
precursors for nanoparticles can be developed.
Most of the early nanoparticle synthesis routes produced solid semiconductor par-

ticles with morphologies never far from spherical. The creation of nanoparticles with
complexmorphologies ismost interesting, because even such sophisticated patterning
techniques as e-beam lithography are limited to �10-nm features, which are often too
large to result in the desired quantum confinement and other properties [63]. Nano-
particles having certain complex morphologies cannot be created through e-beam pat-
terning or other top-down processing routes. The possibility of generating complicated

Fig. 3.13 Transmission electron micrograph of nanocrystalline CdS structure

grown under an arachidic acid monolayer at room temperature. Scale bar = 200

nm. Adapted from [165]
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morphologies was examined in studies of CdS synthesized under Langmuir mono-
layers, in which dendritic structures were generated (Figure 3.13) [68]. Subse-
quently, a range of strategies have resulted in rod-like and even complex nanoparticles
with complex morphologies that are based on self-assembly regulating the growth of
semiconductor particles.
As examples of self-assembly processes which create nanoparticles with complex

shapes, Alivisatos and coworkers [69, 70] demonstrated the formation of CdSe nanor-
ods with aspect ratios of 30:1, as well as arrow-, teardrop-, tetrapod-, and branched
tetrapod-shaped nanocrystals of CdSe (Figure 3.14). These highly shaped nanoparti-
cles result from using a mixture of hexylphosphonic acid and trioctylphosphine oxide
as passivating agents in the synthesis. Apparently, it is possible to block the growth of
specific crystallographic faces while encouraging the growth of other faces. Thus, par-
ticles that have one crystallographic direction as their long axis, and their short axis as
another crystallographic direction can be formed. The advantage of high aspect ratio
particles over normal, spherical particles has not yet been proven, but the electronic or
physical properties of the particles might be impacted by the change in shape. In
addition, the particles might be able to self-assemble into higher-order structures be-
cause of their high aspect ratios; for example, they may form liquid crystalline phases,
much like molecules with high aspect ratios [69, 70].
Semiconductor nanostructures may also have potential nonquantum confinement-

based properties not found in the bulk equivalent. Besides quantum confinement, one
way to greatly modify the properties of nanostructured semiconductors may be to
design synthetic methodologies that result in dispersion of organic molecules within
the inorganic phase at the molecular level. These composite materials could exhibit
novel properties significantly enhanced over those of either the inorganic or organic
phase alone, as has actually been observed in a wide range of materials. Composite
materials that are tougher [71–73], have increased thermal stability [74], are electro-
nically more sophisticated [75,76], or have enhanced chemical selectivity [77] than
either of the constituent parts have been created. Even without the incorporation
of organic material, periodically nanostructured semiconductors have great potential
in solid-state science and technology, for example because of their potential for both
electronic and catalytic activity. For example, a periodically nanostructured semicon-

Fig. 3.14 Examples of CdSe nanoparticles with complex shape and form that

can be created by solution synthesis from a mixture of surface passivating

agents. Adapted from [70]
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ductormight behave as an array of antidots (amaterial with a regular array of scattering
centers spaced closer than the mean free path of electrons traveling through them) [78,
79]. A nanostructural material is necessary because, if the mean free path of the elec-
trons is shorter than the spacing between the scattering centers, the antidot lattice does
not operate. At high magnetic fields (>2 Tesla), quantum steps in the conductivity as a
function of electric field may be observed if the lattice spacing of the antidots is on the
order of the cyclotron diameter of the electrons. In contrast to forming a solid of quan-
tum dots, the formation of an antidot lattice requires the semiconducting structures to
be continuous, with a periodic array of nanocavities.
Early on, the greatest emphasis was on creating nanoparticles with narrow size dis-

tributions, not on creating superlattice structures. However, through careful control of
size distribution and chemical functionality, CdSe nanocrystals, and now many other
nanocrystals, have been observed to order into superlattice structures [55]. These struc-
tures may present properties beyond simple quantum effects. The individual crystal-
lites in this system do not form a continuous mineral structure, but are actually se-
parated by thin layers of organic molecules, which are composed of the self-assem-
bling molecules used in the synthesis to regulate the diameter and polydispersity
of the particles. During synthesis, the organic self-assembles into a shell around
the nanoparticles, imparting organic solubility to the nanoparticles, which enables
them to be processed similar to organic compounds. Because of the high degree
of regularity in size and shape, these organically coated nanoparticles assemble
into a crystal of nanoparticles with long range periodicity, much in the way that or-
ganic molecules and atoms can crystallize.
The next level of complexity in nanostructure formation is the creation of nanos-

tructures with complex, predefined morphologies. Here, the biological concepts of
self-assembly and nanostructure formation become most applicable. For example,
in biology, it is common to have complex predefined structures on the nanometer
scale, yet this length scale is exceedingly difficult to regulate in synthetic materials.
However, if the power of self-assembly is coupled with the materials synthesis stra-
tegies known today, there is great potential for the formation of complex composite
nanostructures.
Liquid-crystal templating of inorganic nanostructures, an approach in which the

periodic structure of liquid crystals is imparted to a mineral phase, is one such
route. Liquid crystals present an ideal matrix for the creation of nanoscale composite
materials, because the characteristic 1–10 nm length scales most often expressed in
liquid crystals are similar to the size scale of interest for semiconductor nanostruc-
tures. Furthermore, the periodic structure in liquid crystals can be quite long-
range, and thus the periodic nanostructure also has the potential for long-range or-
der, which is of exceptional interest for many applications. A very important goal
of several research groups is in fact the creation of long-range nanoperiodic order
in materials such as semiconductors through liquid-crystal templating.
Semiconductors with long-range periodic composite structures could come in sev-

eral forms, for example as a particle containing a periodic array of embedded second-
phase material, as a thin film with a periodic topography, or as a periodically porous
material. Highly porous, periodically nanostructured semiconductor particles could be
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quite interesting for solution-based chemistry. For example, the photochemical nature
of their semiconducting phase and zeolite-like pore structure could make them highly
applicable for photochemical degradation of toxic compounds or for performing
shape-selective chemistry, that is, chemistry that operates only on molecules of spe-
cific shape and size. Thin filmsmay be evenmore technologically important, given the
wide range of potential uses for both supported and freestanding thin films. The ability
to predefine a nanoperiodic array of features in semiconductor thin filmsmay open up
many applications, including electronic devices, sensors, and filter membranes.
Three-dimensional semiconductor structures may have unique optical or electronic
properties, depending on the characteristic length scale of the structure. As the length
approaches hundreds of nanometers, the materials may even exhibit photonic band-
gap effects. Because direct top-down patterning of <10-nm-long nanostructures is
difficult or impossible, and the patterning of 3D nanostructures of almost any length
scale is difficult, templating of nanostructures through self-assembly processes has
significant promise. Essentially, self-assembly-based templating can take place in
either 2 or 3D, and the templating agent may or may not be removed, as desired.
Here, we discuss several templating methodologies with potential for nanocomposite
formation, the properties of such templatedmaterials, and their potential applications.

3.4.1

Lyotropic Liquid-Crystal Templating

Lyotropic liquid-crystal templating is an approach for nanostructure and nanocompo-
site formation that utilizes the self-assembled structure of a liquid crystal to regulate
the structure of a growing inorganic material. When processed correctly, the structure
of the inorganic phase directly replicates the structure of the liquid crystal; thus the
liquid crystal is a ‘template’ for the inorganic. The most important aspect of liquid-
crystal templating of inorganic material is the lyotropic liquid crystal; thus, we should
to review some of the basics of lyotropic liquid crystals. Lyotropic liquid crystals are
composed of at least two covalently linked components, one of which is usually an
amphiphile, which is a molecule that has two or more physically distinct compo-
nents, and the other a solvent. Typically, one of the components making up the am-
phiphile is hydrophobic, and the other component is hydrophilic, as in common soaps,
although this is not the necessary distinction. The dual solvent properties of an am-
phiphile lead to the interesting self-assembly of these molecules in solution by means
that include surface segregation, formation of micelles [80,81] and vesicles [82,83], as
well as the formation of a wide range of LC structures [84,85].
Most amphiphilic molecules contain two or occasionally three segments, of which at

least one is water soluble. Clearly, if half a molecule dissolves in a solvent and the other
half does not, interesting self-assembled structures may result. Within the general
class of amphiphilic molecules are four distinct subclasses: cationic, anionic, zwitter-
ionic, and nonionic. Cationic, anionic, and zwitterionic amphiphiles all contain a for-
mally charged polar moiety, typically called the head group, and a nonpolar moiety,
typically termed the tail. As the names imply, cationic amphiphiles contain a cationic
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head group, such as a quaternary ammonium salt, and anionic amphiphiles, an an-
ionic head group such as a sulfonate salt. Zwitterionic amphiphiles contain a head
group having both positive and negative charge, for example trimethylammonium
phosphonate. Nonionic amphiphiles do not contain charged functional groups, but
instead contain polar segments such as oligo(ethylene oxide) or oligo(vinyl alco-
hol). Examples of anionic and nonionic amphiphiles, sodium octanoate and oli-
go(ethylene oxide) oleyl ether, respectively, are shown below.

Amphiphiles exhibit very rich, complex phase behavior as a function of solvent con-
centration. In the dilute amphiphile limit, structures such as micelles form, and in the
concentrated amphiphile limit (even solvent free), some amphiphiles show liquid crys-
talline or crystalline phases. Between these endpoints, a wide range of phases and
structures can form. A typical nonionic amphiphile, oligoethylene oxide (10) oleyl
ether [(EO) 10 oleyl], forms micelles, micellar rods, and hexagonal, cubic, and lamellar
liquid crystals as the amphiphile:water ratio increases. This rich self assembling be-
havior occurs because the polar segment is readily solubilized by water, and the non-
polar tail is not. For a single molecule in solution, other than curling up on its self
(which is entropically very unfavorable), there is no physical way to reduce the unfa-
vorable interactions, but if multiple molecules are allowed to associate, or self-assem-
ble, the unfavorable interactions can be reduced. Determination of the structure of this
minimum-energy aggregate is beyond the scope of this book, but essentially one can
calculate the free energies of each possible phase for a particular concentration and
temperature and then select the lowest-energy phase [86].
The three most common phases observed in mixtures of water and amphiphile are

hexagonal, lamellar and cubic. Correctly stated, the cubic phase encompasses a wide
range of potential phases, all exhibiting cubic symmetry but with differing degrees of
continuity in the hydrophilic or hydrophobic phases. Similar to the structures ob-
served for block copolymers [87], the structures observed in lyotropic liquid crystals
can be rationalized as a function of the volume fraction of the various components.
Figure 3.15 shows representative phase diagrams for two nonionic amphiphiles: the
first liquid crystalline phase observed as the amphiphile concentration is increased is
the hexagonal phase, which is in essence the hexagonal close packing of rod-like mi-
celles (Figure 3.16). These rod-like micelles develop in solution as the concentration of
the amphiphile increases, but below a critical concentration do not pack closely. As the
concentration of amphiphile is increased further, the spacing between the rod centers
decreases, and eventually a critical point is reached where a bicontinuous cubic phase
is formed (Figure 3.17). Finally, at high enough concentration of amphiphile, a lamel-
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lar phase forms (Figure 3.18). In some systems, especially those composed of nonionic
triblock amphiphiles, a close-packed cubic phase is observed, usually at lower concen-
trations of amphiphile than the hexagonal phase (Figure 3.19) [88, 89].
Rather then relying on coassembly, which is the process by which nanostructures

develop in many mesoporous oxide systems, many biological processes utilize the
order present in a preformed structure to form nanostructured inorganics. Substan-
tial efforts have been made to utilize the order present in an organic mesophase to

Fig. 3.15 Phase diagrams for nonionic amphiphile/water systems. (a) C12E6 (C12 repre-

sents the number of carbons in the tail, and E6 represents the number of ethylene oxide

groups in the head), (b) N-Methyl-N-dodecanoylglucamine. Adapted from [84]
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directly template the growth of an inorganic phase; liquid crystal templating has been
one of the most successful of these approaches. Early efforts in this area resulted only
in oblong or cubic crystallites or microporous reticulated structures [90–92]. More
recently, through liquid-crystal templating, the successful synthesis of periodically
nanostructured semiconductors that copied directly the symmetry and dimensionality
of the precursor liquid crystal was demonstrated [11, 93–96]. Liquid-crystal templating
appears to be a general route to the synthesis of semiconductor nanostructures. The
general concept of liquid-crystal templating is to first form a liquid crystal that contains
at least one of the precursors of the mineral phase, and then to induce a mineral phase
to precipitate in only one chemical region of the liquid crystal by applying an outside

Fig. 3.16 Schematic illustra-

tion of the hexagonal phase. The

polar head group of the surfac-

tant points out into the water

phase, and the hydrophobic tail

inserts into the center of the rod-

like micelles. Adapted from [166]

Fig. 3.17 Schematic illustration of a bicontinuous

phase. The light gray region in the center of each

circle indicates the hydrophobic segments, and the

dark gray, the hydrophilic segments

3.4 Biologically Inspired Nanocomposites 181181

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



perturbation. Obviously, it is very important to select the correct synthetic conditions,
mesophase, and mineral phase to be successful in this process. The versatility of this
process has been demonstrated by the fact that materials have been formed in liquid-
crystal phases, including the hexagonal, lamellar, and cubic phases, and the materials
have included the already mentioned II–VI semiconductors; periodically nanostruc-
tured metals, both as thin films and in bulk [97–102]; as well as films of the chaco-
genides selenium and tellurium [103, 104]. Not only are the characteristic dimensions
of the materials synthesized by liquid-crystal templating smaller than those obtainable

Fig. 3.18 Schematic illustra-

tion of the lamellar phase.

Adapted from [166]

Fig. 3.19 Schematic illustra-

tion of the simple cubic phase.

Adapted from [166].
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by lithographic techniques, but they are often attainable through bulk synthesis, which
is obviously not possible via lithography.
The direct templating of materials in the preordered environment of a nonionic

amphiphilic mesophase generates semiconductor/organic superlattices containing
both the symmetry and the long-range order of the precursor liquid crystal. In the
templated growth of II–VI semiconductors, the semiconductor is grown in a
water-containing liquid crystal by reaction of H2S or H2Se with a dissolved salt
such as Cd(NO3)2. Both the chemical nature and the structure of the amphiphile
are important for direct templating. For example, the order obtained in the nanostruc-
tured systems was even observed to be dependent on the counterion for the metal [95].
One advantage of direct templating with liquid crystals as a route to nanostructure

formation, as was already discussed, is that there are a large number of amphiphilic
liquid crystals, with lattice constants ranging from a few nanometers to tens of nan-
ometers, and which include lamellar, hexagonal, cubic, and bicontinuous phases [84,
105, 106]. Potentially, many of these systems can be mineralized, generating materials
with an array of novel structures and properties.
Specifically, II–VI semiconductors have been directly templated by hexagonal liquid

crystals based on (EO) 10 oleyl [11, 93, 95], and a lamellar liquid crystal formed from
oligo(vinyl alcohol) (23) oleyl ester [93]. As expected, the hexagonal liquid crystal

Fig. 3.20 The structure on the left in the transmission electron micrograph (bottom) is

nanostructured CdS viewed with the hexagonally packed cylindrical templated pores

parallel to the electron beam; the one on the right has the cylindrical structures per-

pendicular to the electron beam. Top: model of the nanostructure as a hexagonal ar-

rangement of cylindrical pores of low electron density, corresponding to organic material

in a solid matrix of semiconductor. The left and right schematic representations corre-

spond to the adjacent micrographs; the central view shows the cylindrical assemblies in an

intermediate state of rotation
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yielded product with a hexagonal nanostructure, and the lamellar liquid crystal yielded
a lamellar structure. (EO) 10 oleyl can also form a lamellar liquid crystal, which also was
successful in templating a lamellar CdS product. Other lyotropic phases, such as a
variety of bicontinuous and cubic liquid crystals [84, 105, 107], may also yield inter-
esting mineral nanostructures. In this regard, CdS has been grown in a body-centered
cubic phase by using a triblock copolymer of poly(oxyethylene)-poly(oxypropylene)-
poly(oxyethylene) [(EO) 106 (PO) 70 (EO) 106] as the amphiphile. When mixed with
water, the PO segment is only weakly solvated, but the EO is highly solvated.
Thus, when this molecule is hydrated it forms micelles which pack closely, forming
a cubic phase [106]. The result of precipitation in this cubic phase was the formation of
hollow nanospheres of CdS, which are covered later in this chapter.
It is remarkable that a soft organic liquid crystal can directly template a hard covalent

mineral phase. As a specific example, a hexagonal mesophase consisting of 50 vol. %
aqueous 0.1 M Cd(OAc)2 and 50 vol. % (EO) 10 oleyl templated an inorganic/organic
nanocomposite of CdS and amphiphile when exposed to H2S gas (Figure 3.20) [93].
The composite material contained an internal nanostructure that replicated the sym-
metry and dimensions of the liquid crystal in which it was grown. Interestingly, CdS
and ZnS exhibited a superlattice morphology when formed in a liquid crystal from
their respective nitrate salts and H2S, but Ag2S, CuS, HgS, and PbS did not (Figure
3.21). CdSe is also nanostructured by this method (Figure 3.22). An additional virtue of
the (EO) 10 oleyl system is that, when combined with H2O, it forms a hexagonal me-
sophase at 25 8C over the range of �35 to �65 vol. % amphiphile and a lamellar me-

Fig. 3.21 Transmission electron micrographs of mineralized structures grown in hexagonal mesophases

from their respective nitrate salt and H2S (bar = 50 nm, except for PbS where the bar is 250 nm)
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sophase from�70 to�85 vol. % amphiphile [108, 109], and it can directly template the
growth of mineral over almost this entire range.
As shown in Figure 3.21, the nanostructures of the semiconductors CdS and ZnS

synthesized by precipitation in hexagonal mesophases doped with their respective
nitrate salts have hexagonal symmetry with a periodicity and dimensionality commen-
surate with that of the template. The hexagonal nanostructure is not always evident in
TEMmicrographs, due to random orientation of particles in the field of view. Presum-
ably, if properly oriented, all the particles would show hexagonal symmetry. This was
partially observed by tilting the samples on the TEM stage, revealing many more par-
ticles with hexagonal nanostructures.
CdS is also templated when grown from its acetate salt, although the order of its

nanostructures is not nearly as well defined as in the nitrate systems (Figure 3.23)
[95]. When ZnS is generated from its acetate salt, only spherical polycrystalline par-
ticles with a porous appearance are formed. Another difference between the product
obtained from the acetate and nitrate salts is the average particle diameters of the
semiconductor product: both CdS and ZnS grown from their respective nitrate salts
are approximately five times larger than when grown from their acetate salts. This size

Fig. 3.22 Transmission electron micrographs of

CdSe mineralized in hexagonal mesophases doped

with (a) cadmium nitrate and (b) cadmium acetate
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difference can be clearly observed in low magnification electron micrographs. As con-
trols, CdS was also grown in aqueous environments from both the nitrate and acetate
precursors, and as expected, no nanostructure was generated. The counterion of the
metal did not affect the templating of the other mineral systems studied: Ag2S, CuS,
HgS, and PbS were not generated with a superlattice morphology when grown in a
hexagonal mesophase, irrespective of whether the acetate or nitrate salts were used.
The reason may be that the byproduct of the synthesis from the nitrate salt is nitric
acid, whereas the byproduct of the synthesis from the acetate salt is acetic acid. Nitric
acid is a much stronger acid, and apparently enables the mineral phase to reform
around the template during growth so as to remove any structural defects.
As already mentioned, in addition to the hexagonal mesophase, a lamellar meso-

phase of (EO) 10 oleyl also can template a precipitated mineral (Figure 3.24). The la-

Fig. 3.23 Transmission electron micrographs of CdS grown in identical hexagonal mesophases except for

precursor salt. Note the significantly improved order when cadmium nitrate is used as the precursor over the

order obtained with cadmium acetate

Fig. 3.24 Schematic representation of the lamellar organic template and transmission

electron micrograph of the resulting product after mineralization. The dark bands are CdS

that mineralized in the hydrophilic region of the template liquid crystal; mineral growth is

prohibited in the hydrophobic regions
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mellar periodicity in the resulting CdS is �7 nm, which agrees very well with the
periodicity of the lamellar template. The lamellar morphology can be confirmed by
careful tilting of particles within the TEM. If a particle is tilted about an axis perpen-
dicular to the stripes, no change is observed in the pattern. However, if it is tilted on an
axis parallel to the stripes (and perpendicular to the electron beam), the pattern quickly
disappears. These observations constitute strong evidence for a lamellar morphology
within the particles and agree closely with results obtained from lamellar nanocom-
posites formed in a poly(vinyl alcohol)-based liquid crystal [94]. As shown in Figure
3.24, themineralized product consists of disk-like particles with a long axis in the plane
of the layers that is �1.5 times the maximum width perpendicular to the layers. Very
interestingly, particles having lamellar morphology do not disperse, even with re-
peated ultrasonication, perhaps due to mineral or organic bridging between the
CdS layers. Presumably, CdS nucleates within a hydrophilic layer of the mesophase
and grows rapidly in the plane, but concurrently an occasional finger forms perpen-
dicular to this layer, piercing the hydrophobic region. This finger then nucleates an-
other layer of CdS, resulting in a mineral bridge between layers. Another possibility is
tethering of organic molecules in the mineral phase, tying the layers together. Of
course, growth in the plane of the layers is faster than growth perpendicular to the
layers, generating the disk-like habit observed. Not surprisingly, since it seems to en-
hance the templating effect, lamellar-nanostructured CdS was seen only when the
nitrate salt was used, while the acetate salt afforded only small particles.
The layered structure formed by templating with a lamellar liquid crystal is in fact

reminiscent of the layered abalone shell structure; however, in the templated material
the characteristic dimension is just a few nanometers, not hundreds of nanometers to
micrometers. It still remains to be seen if the properties of the layered material are
significantly improved over those of the solid equivalent, but if the abalone shell is any
guide, advanced mechanical properties are a possibility.
As described, mineral growth in the hexagonal and lamellar phases yields interest-

ing, controlled nanostructures. Mineral growth in the cubic phase formed from (EO)

106 (PO) 70 (EO) 106 was also done, using cadmium acetate andH2S as precursors [110].
Although the mechanism is not entirely understood, the result was hollow spheres
20–200 nm in diameter (Figure 3.25), which can be observed by both TEM and
SEM. When the sample is tilted in the stage, the shape and observed structure do
not change, as expected for a hollow sphere (Figure 3.26). If the particles had been
corpuscular in shape, their appearance would change as a function of sample tilt.
The strongest evidence for their hollow nature is the dark edges of the spheres ob-
served in TEM micrographs. If each sphere were solid, TEM would show greater scat-
tering from the center than the edges, making the center appear darker. In the SEM,
the spheres also scatter the most electrons from their edges and appear somewhat
transparent in their centers, providing further proof of their hollow nature (Figure
3.25). Unlike materials produced by direct templating in hexagonal and lamellar li-
quid crystals, the hollow spheres are not of a size commensurate with the structure
of the liquid crystal, but are rather 1–10 times the size of the characteristic dimension
of the liquid crystal in which they were formed.
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Because the characteristic dimension (diameter) for hollow CdS spheres obtained
from the Cd(CH3CO2)2-doped cubic phase is 20–200 nm, (1–10 times the diameter of
the micelles making up the cubic phase), it does not appear that the mineral nanos-
tructure is directly templated by the liquid crystal. In addition, this nanostructure is
entirely absent from the CdS when the cubic phase is doped with Cd(NO3)2 as the
precursor salt. This result is important when taken in the context of previous results
in which the use of the nitrate salt led to a nanostructure with enhanced order [95]. In
essence, the nitrate salt allowed the growing mineral to access a thermodynamically
lower-energy morphology, which was a nanostructure commensurate with the struc-
ture of the liquid crystalline matrix. The inability of the nitrate salt to ‘sharpen’ the
order in the cubic system is not surprising, because, as observed in previous stu-
dies, the nitrate salt only improves the registry between the nanostructure and the
liquid crystal and does not result in a new nanostructure. In the cubic system, the
spheres are not a copy of the liquid crystal, so there is no registry to improve. The
mineralization of the cubic phase must lead to local rearrangements of the liquid
crystal, leading to the hollow-sphere morphology observed; however, the detailed me-
chanism is still not understood.

Fig. 3.25 Scanning electron micrograph of hollow

spheres of CdS mineralized within a cubic meso-

phase

Fig. 3.26 Transmission electron microscope tilt

series of hollow CdS spheres grown in an acetate-

doped cubic phase. The tilt axis was diagonal run-

ning from upper left to lower right of each micro-

graph. (a) –458, (b) 08, (c) 458
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A potentially significant difference between the cubic phase and the other phases
studied (hexagonal and lamellar) is the connectivity of the hydrophilic and hydropho-
bic portions of the liquid crystal. In the lamellar and hexagonal phases, both these
regions are continuous in at least one direction. In the cubic phase, however, the hy-
drophobic regions are confined to discrete micelles. This confinement may cause a
difference in templating ability relative to the other phases. For all templating
phases, as the mineral nucleates and grows, it is necessary to expel some molecules
from the volume occupied by themineral. For both the lamellar and hexagonal phases,
a molecule can diffuse away from the growing mineral without ever exposing its hy-
drophobic (oleyl) or hydrophilic (EO) segments to domains of the opposite nature. In
contrast, in the cubic phase, when a molecule is forced away from the growingmineral
it must leave its micelle and expose its hydrophobic (PO) segment to the polar sur-
roundings (EO + H2O), a high-energy situation. As already stated, the nitrate salt al-
lows the mineral phase to access a lower-energy configuration, which in the lamellar
and hexagonal systems results in a high degree of fidelity between the template and the
semiconductor nanostructure. That a hollow-spheremorphology is not observed in the
cubic system when the nitrate salt is used is not surprising, given that the hollow
morphology is not directly templated by the liquid crystal and that formation of
the spheres requires the mesophase to go through a high-energy intermediate
state. The full reason for the spherical morphology when Cd(CH3CO2)2 is used as
the semiconductor precursor must be due to a subtle kinetic balance that is not
yet understood. At the very least, the energy difference between the lamellar, hexago-
nal, and cubic systems is rather small, and thus the fact that templating is successful in
the first two systems but unsuccessful in the last indicates that some fairly specific
interactions are necessary for direct templating. This is similar to the action of
many biological systems, in which very specific interactions between proteins and
other macromolecules and growing inorganic phases are exceedingly important for
structural development.
In addition to simple one-component systems, it is interesting to consider the result

of templating binary mixtures of the precursor salts within a liquid crystal. In one
system, a hexagonal mesophase containing 0.05 M Cd(NO3)2 and 0.05 M Zn(NO3)2
was mineralized. The resulting semiconductor (CdxZn1-xS; x �0.5) product’s nanos-

Fig. 3.27 Transmission electron micrograph of the product

obtained from precipitation in a hexagonal mesophase

doped with 0.05 M Cd(NO3)2 and 0.05 M Zn(NO3)2. The

templated product is a solid solution of CdS and ZnS
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tructure exactly matched that of the template (Figure 3.27). In a system of 0.05 M
Pb(NO3)2 and 0.05 M Zn(NO3)2, the result was a very different nanostructure, which
consisted of a single-crystal core of PbS surrounded by a shell of nanostructured ZnS
(Figure 3.28). From this it appears that, when mixed metal products are synthesized,
there is a direct correspondence between the behavior of the constituent solids and the
mixed solid. CdxZn1-xS was nanostructured (as were CdS and ZnS, Figure 3.21), but
precipitation from Pb2+ and Zn2+ ions resulted in a single crystal of PbS surrounded by
nanostructured polycrystalline ZnS, corresponding with the result seen for PbS and
ZnS when grown discretely (Figure 3.21). The formation of mixed metal precipitates
gives an insight into the growth processes and also opens the possibility of engineering
a property. The system of CdxZn1-xS offers the possibility of band-gap engineering,
although, due to the somewhat lower solubility of CdS than ZnS in water, the particles
may be cadmium-rich in their center and zinc-rich on their exterior. The differing
solubilities of PbS and ZnS in water play a very important role in the structure of
the particles formed from this mixed system. PbS has a much lower solubility
than ZnS and, as a result, upon exposure of the doped mesophase to H2S, single-crys-
tal PbS cubes nucleate and grow. Then, after most of the Pb2+ ions are locally ex-
hausted, ZnS heterogeneously nucleates on the PbS particles. As expected, because
ZnS is templated by liquid crystals, the shell of ZnS around the PbS single crystal
contains a periodic superlattice structure.
Direct templating of an inorganic by an organic liquid crystal may depend on many

factors, the most important of which is probably the thermodynamic stability of the
mesophase throughout the mineral growth process. The mesophase must be stable to
the addition of mineral precursors, and the mineral precipitation process must not
disrupt the order of the liquid crystal. In studying direct templating, researchers
have observed that the textures observed by polarized optical microscopy are the
same for the pure mesophase and for a mesophase that contains the precursor
salt, indicating that the doping did not lead to radical disruption of the order in
the mesophase. Nuclear magnetic resonance (NMR) can also be utilized to verify
the structure of liquid crystalline mesophases. To verify that the characteristic mole-

Fig. 3.28 Transmission electron micrograph of a

composite product of PbS and ZnS grown in a

hexagonal mesophase doped with 0.05 M

Pb(NO3)2 and 0.05 M Zn(NO3)2. The single crystal

cube at the core of the particle is PbS, and the shell

is a periodically nanostructured solid consisting of

ZnS
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cular order of the mesophase was not disrupted by ion doping, broadline 2H NMR
spectra were obtained from both cadmium ion-doped and undoped mesophases
[96]. For both mesophases, the same quadrupole splitting was observed (Figure
3.29). If ionic doping had perturbed the structure of the mesophase, the splitting
would have decreased [111, 112]. As additional proof of molecular order in the me-
sophase, x-ray diffractograms were collected to characterize both the mesophase’s
long period and symmetry. For systems containing 35%, 40%, 50%, and 60% am-
phiphile, the 100, 110, and 200 reflections are clearly observed, indicating that the
liquid crystalline structure is hexagonal (Figure 3.30). A mesophase containing
78% amphiphile forms a lamellar liquid crystal, as indicated by the presence of
100 and 200 reflections and the absence of a 110 reflection (Figure 3.31). As ex-
pected, a strong correlation was found between the phase diagrams as determined
by optical analyses and the x-ray data. Similar experiments have been performed

Fig. 3.29 Quadrupole splitting for a hexagonal mesophase (a) doped with 0.1

M cadmium acetate and (b) undoped. The splitting indicated by an arrow is the

same for both samples
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for other liquid-crystal templating systems, as well as for the formation of mesoporous
silica.
In addition to the metal sulfides, which can be successfully templated as already

mentioned, several sulfide materials, including Ag2S, CuS, HgS, and PbS, were
not templated by the liquid crystal in which they were grown, irrespective of the coun-
terion. Design of amphiphiles with proper structures and binding constants for both
the inorganic precursors and the inorganic product may enable a wide variety of in-
organic and organic compounds to be templated in the future.
To better understand the scientific underpinnings of liquid-crystal templating, it is

instructive to consider a few additional experiments. For example, liquid-crystal tem-
plating at elevated temperature sheds some light on the mesophase– ion–product
interactions. As already mentioned, it appears the periodically nanostructured materi-

Fig. 3.30 Small-angle x-ray

scattering of hexagonal aqueous

mesophases containing (a)

35%, (b) 40%, (c) 50%, and (d)

60% amphiphile by volume
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als are thermodynamically stable with respect to their solid equivalent. This implies
that there is a critical energy balance between the energy gained by reducing the sur-
face area of the mineral phase and the energy lost due to disruption of the mesophase
structure. To study this further, CdS was precipitated in mesophases at both 35 8C and
50 8C. These temperatures are both below the isotropization temperature of the doped
mesophases, so the reactions were carried out in a self-assembled medium. The CdS
produced from the reaction at 35 8C did express the order of the mesophase, albeit
poorly when compared with the order obtained at room temperature (22 8C). Precipi-
tation at 50 8C resulted in mineral with no periodic order, clearly indicating that the
energetic difference between periodically nanostructured and disordered product is
small and that it only takes a small perturbation to result in nonnanostructured pro-
duct.
As additional evidence for the direct templating mechanism, samples composed of

35%, 40%, 50%, and 60% by weight (EO) 10 oleyl were mineralized with CdS. By
varying the amphiphile content of the mesophase, the spacing between the cylindrical
aggregates of amphiphilic molecules making up the hexagonal mesophase was varied.
Assuming that CdS is directly templated by the liquid crystal in which it is grown, the
hexagonal symmetry and associated length scale should be nearly identical to that
found in the precursor hexagonal mesophase, which is what indeed happened.
The result (Figure 3.32), demonstrating that the superlattice dimension in the preci-
pitate can be varied by changing the lattice constant of the mesophase, is very strong
evidence for direct templating. If the nanostructure present in the templated inorganic
phase had been the result of a cooperative self-assembly process, much as occurs for

Fig. 3.31 Small-angle x-ray scattering of a lamellar mesophase containing

78% amphiphile and 22% water by volume

3.4 Biologically Inspired Nanocomposites 193193

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



most mesoporous silica systems, the result would have been that the periodicity of the
nanostructure would not have changed with varying water content.

3.4.2

Liquid-Crystal Templating of Thin Films

The templating of thin films by self-organized organic structures should find signifi-
cant application in both technology and scientific study. Thin-film templating is struc-
turally related to the bulk templating of inorganic materials, which generally results in
periodically structured particles; however, because the result is a periodically struc-
tured thin film, the potential for application is clearer. Templating with organic struc-
tures is especially intriguing because of the potential to create features much smaller
than those feasible by almost any top-down technique, because it utilizes the nanoscale
molecular order inherent in self-assembled organic structures to define the structure
of the resulting thin film. A few key points must hold true for successful thin-film
templating by liquid crystals. First, clearly, for templating to be successful, the self-
assembled matrix must be compatible with the substrate. Then, via some process,
the inorganic material must be deposited or grown on the substrate. Realistically,
only chemical and electrochemical routes for materials deposition can meet these

Fig. 3.32 Center-to-center spacing in a cylindrical assembly of amphiphilic

molecules of hexagonal mesophases as determined by x-ray diffraction (*), and

center-to-center pore spacing in templated CdS as measured by transmission

electron microscopy (^). Both are plotted as a function of the water content in

the mesophase
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requirements. Other conventional methods of thin-film deposition require high va-
cuum, which is incompatible with lyotropic liquid crystals and furthermore cannot
operate through a thick overlying layer of liquid crystal.
The synthetic routes for liquid-crystal templating of thin films are relatively straight-

forward. To date, most studies have used electrochemical techniques to drive the ma-
terial deposition. First, a precursor containing lyotropic liquid crystal is interfaced with
the substrate. Then, under an applied potential, material is electrochemically depos-
ited at the liquid-crystal/substrate interface. Nanostructured materials that have been
created through this process include a variety of metals, selenium, and tellurium [97,
99–104, 113]. It may also be possible to electrodeposit other interesting materials
including semiconductors; however, no publications have yet appeared demonstrat-
ing success.
Throughout, it is quite interesting that all the successful templating experiments

have relied on liquid crystals formed of nonionic amphiphiles. However, in biol-
ogy, most preformed matrices are formed via ionic macromolecules. In part, this
is likely because biology makes use of very specific interactions to create mineral struc-
tures, but synthetic systems do not have this degree of sophistication. Thus, the fact
that nonionic amphiphiles are much more stable to varying concentrations of soluble
salts is actually an advantage. Ionic amphiphiles (as well as biomolecules) are affected
much more strongly by salts, because a single salt ion can bind to one or more of the
polar amphiphile headgroups, greatly reducing their polarity. This was indeed ob-
served for several of the anionic amphiphiles studied, and most likely was the reason
that ionic systems were not successful in templating the growth of a mineral phase. In
biology, where the molecular structures are designed to interact specifically with one
salt under very specific conditions, the strong interaction of ionic groups with dis-
solved species is an advantage. However, for generalized synthetic systems, this
may not be an advantage.

3.4.3

Block-Copolymer Templating

Block copolymers are a widely studied class of materials that organize into both 2D and
3D structures at slightly longer length scales than observed for liquid crystals. Similar
phase behavior is observed, with systems transitioning between lamellar, hexagonal
and cubic phases as the relative volume fraction of the two blocks changes [87]. Much
more complex morphologies can form in triblock systems. The characteristic periodi-
city in block copolymer systems ranges from �5 nm to hundreds of nanometers and
primarily depends on the molecular weight of the block copolymer. As expected, as the
molecular weight of the block copolymer increases, the characteristic length scale in-
creases. It was realized that if there was a way to impart this nanoscale order into a
substrate, one might have a powerful technique for patterning materials with a per-
iodic array of nanometer-sized structures. Unlike lyotropic liquid crystals, block copo-
lymers are generally solvent-free and can be taken to elevated temperatures and under
vacuum without destabilizing the self-assembled structure; thus high-vacuum mate-
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rial deposition and processing approaches can be used. Usually the chemistry of the
block copolymer is designed so that one of the two bocks can be removed via a dry etch
with ozone or other reactive compound to generate the porous structure, which will
subsequently serve as a template for nanostructure formation.
The procedure for block copolymer templating of nanostructures usually is as fol-

lows. A thin film of some block copolymer is spun-coated from solvent onto a substrate
and allowed to self-assemble. After this, one of the blocks of the polymer is removed by
ozone etching. The result of this etching procedure is a substrate coated with a thin
polymer film containing a periodic nanoscale void structure. After removal of any solid
polymer film that overlies the void structure, the polymer film is used as a mask.
Material can be evaporated through the polymer film onto the substrate, material
can be electrochemically grown from the substrate up through the polymer film,
or the polymer film can be used as an etch mask. In all cases, the result is material
structured to be a replica of either the polymer film (when the polymer is used as an
etch mask) or the pore structure of the polymer film (whenmaterial is deposited in the
pores). Usually, at the end, the polymer film is removed with solvent or reactive ion
etch, leaving behind nanostructured templated features on a substrate. With this ap-
proach it is possible to create features as small as �20 nm holes or dots in a periodic
array on a substrate of a wide range of materials, including oxides, semiconductors,
magnetic materials, and of course the polymer itself (Figure 3.33) [114–121]. The
power of block copolymer templating is further enhanced due to the facts that
both the size and spacing of the feature can be modulated simply by varying the mo-
lecular weight and composition of the polymer and that the lattice structure can be
modulated by varying the relative length of the two blocks. For example, both the
lamellar and hexagonal phases can template nanometer-scale lines if they are oriented

Fig. 3.33 (a) Scanning electron micrograph of a polystyrene/polyisoprene

block copolymer template after it has been partially etched with ozone and the

continuous polystyrene layer on the top has been removed. The now empty PI

domains are now holes and are darker in the micrograph. (b) Scanning electron

micrograph of hexagonally ordered arrays of holes in silicon nitride on a thick

silicon wafer. This pattern is formed by using as a template a copolymer film

such shown in (a). The darker regions are ~20-nm-deep holes in the silicon

nitride layer, which are formed by etching through the overlying template.

Adapted from [114]
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properly on the substrate. I should point out that the periodic arrays of dots have at-
tracted the greatest attention for applications such as magnetic storage media.

3.4.4

Colloidal Templating

In any discussion of biologically inspired nanocomposite materials, one must include
recent developments on colloidal crystal templating of photonic materials. The basic
premise behind this approach is to use the 3D periodic structure of synthetic opals to
direct the structure of a second phase material. This approach is not biologically in-
spired, but should more accurately be described as ‘naturally inspired’, because opals,
although natural, are geological, not biological, in origin. Furthermore, although the
lower limit to the characteristic length scale of thematerial generated is 10–20 nm, the
characteristic dimension is often relatively large, on the order of 500 nm. This is in fact
intentional, since most of the applications for these materials are optical, and thus the
characteristic length should not be much smaller than the wavelength of the light that
one desires to modulate. Commonly, however, much smaller features are embedded
within the templated structure, and these features may be as small as a few nan-
ometers. Because of the clear natural inspiration for the colloidal templating of ma-
terials and the relationship of the templating process to many biological processes, I
cover this approach in this chapter.
The interest in microperiodic 3D structures has grown tremendously due to the

exciting potential of such materials, particularly in the area of photonics [122].
Such 3D structures, often termed photonic crystals, are the extension of the well-
known dielectric stack into three dimensions. Although the colors that occur in
opals, which stem from diffraction of white light by planes of highly ordered submic-
rometer silica spheres, are our inspiration; for practical application, synthetic ap-
proaches are needed to create materials and structures with the necessary refractive
index and periodicity to meet the requirements for most optical applications, which
opals simply do not have.
A particularly interesting class of optical structures are the so-called photonic band-

gapmaterials. For example, a microperiodicmaterial consisting of low-refractive-index
spheres arranged in a face-centered-cubic array in a matrix with a high index of re-
fraction, and having a lattice constant on the order of the wavelength of light (visible
or infrared), could be such a photonic band-gap material [123]. Similar to how a di-
electric stack has a stop-band for light in a given frequency range, this material would
not allow light in a given frequency range to travel through it in any direction. In es-
sence, it would be an omnidirectional, perfectly lossless, mirror.
The synthesis of these structures however is exceedingly difficult. Layer-by-layer

fabrication of photonic crystals using state-of-the-art VLSI tools, e.g., deep UV photo-
lithography, chemical vapor deposition (CVD), chemical-mechanical polishing, has
been demonstrated [3], but formidable processing difficulties limit the formation
of large area and truly 3D structures.
When appropriately formed, self-assembled colloidal crystals are natural candidates

for the construction of photonic crystals. Good crystal quality is achieved only with
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colloids that have very low size polydispersity (<5%), which currently limits the choice
of materials to SiO2 or polymers, both of which have a fairly low index of refraction
around 1.5, which is much smaller than that required for most optical applications.
This has led researchers to take a two-stage templating approach. In a first step the
desired microperiodic structure is assembled by using colloids. In a second step this
structure is used as a template to build a complementary structure with a material
having a higher index of refraction [124].
Colloidal crystal templating is a very promising approach for production of high-

resolution, micrometer-scale, 3D periodic photonic crystals, but as conventionally ap-
plied to the fabrication of photonic band gap structures it has serious optical limita-
tions, unless materials with the necessary optical properties can be used. Typically, the
most important point is to infill with a material with a sufficiently high refractive index
to generate an optically interesting material. A range of approaches have been sug-
gested to maximize the index contrast, including sol–gel [125–127], chemical vapor
deposition [128–131], imbibing of nanoparticles [132–134], reduction of GeO2 to Ge
[135], electroless [136] and electrochemical deposition [137], and melt imbibing [138].
In addition, polymers have been used to infill colloidal crystals, and in one report, the
colloidal particles were less than 100 nm in diameter, which, although perhaps not
interesting from an optical standpoint, may have potential for separation membranes
and confined chemical reactor spaces [139]. Although they are not the focus of the
following discussion, the colloidal templates used in these attempts are commonly
polycrystalline and can contain unacceptably high numbers of defects; thus, substan-
tial effort has also gone into creating colloidal crystals with low defect densities. Each of
these infilling techniques has various advantages and disadvantages, which are dis-
cussed below. In general, they all consist of approaches to infill the interstitial space
of the colloidal template, after which the colloidal template is generally removed.
The sol–gel infilling of colloidal crystal templates is intriguing to consider as a route

to 3D porous materials [125–127], although it is somewhat limited in application for
photonic materials for several reasons. First, the refractive index of most materials that
can be formed via sol–gel is < 2 (with the exception of TiO2, which can have a re-
fractive index of �2.5), second, there is considerable reduction in volume during
the conversion of the sol to solid material, and third, the refractive index of most
sol–gel-derived material is substantially less than that of a single crystal of the
same material. The net effect is that most sol–gel-derived macroporous materials
have relatively low refractive index contrast, and their long-range order is somewhat
disrupted due to the uneven contraction of thematrix. However, if one is not interested
in photonic materials, but rather is attempting to make a ceramic macroporous ma-
terial, sol–gel infilling of colloidal crystals may be a very good route. The contraction of
the matrix may in fact be an advantage, in that it may be possible to make structures
with pore diameters on the order of 50% of the diameter of the template. Because it is
difficult to make colloidal crystal templates from spheres smaller than a few hundred
nanometers, this may be valuable for creating nanoperiodic structures.
Another pathway to macroporous materials is to fill the interstitial space of a col-

loidal crystal with nanoparticles, followed by removal of the colloidal template. This
has some advantages over sol–gel infilling, in that the contraction of the structure
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upon removal of the template from a nanoparticle filled colloidal crystal is significantly
less than that seen upon removal of the template from a sol-gel filled system, and a
much larger subset of materials can be prepared as nanoparticles, including semicon-
ductors, metals, and ceramics. The first example of semiconductor nanoparticle in-
filling of colloidal template used II–VI semiconductor nanoparticles [132]; since
then, Er-doped TiO2 nanoparticles, for example, have been filled into a colloidal tem-
plate, followed by removal of the template to generate a macroporous solid (Figure
3.34) [140].
The use of CVD as a pathway to filling colloidal crystals at first may seem counter-

intuitive. After all, CVD generally is most efficient at coating planar surfaces, and it
would seem almost impossible to fill structures with deep pores, such as the interstitial
space of a 3D colloidal crystal. However, significant strides have been made in the past
few years, and now virtually complete infilling of colloidal structures with both Si and
Ge via CVD has been demonstrated [128–131]. After dissolution of the colloidal tem-
plate, the result is an inverse structure with the necessary refractive index and struc-
tural conditions to exhibit a complete photonic band gap.
Electrodeposition-based infilling is intriguing for several reasons and has the poten-

tial to be general with respect to both characteristic lattice constant and material (Fig-
ure 3.35). The potential for high-refractive-index materials, large area structures, and
the complete infilling of thick 3D colloidal templates, as well as the low cost of elec-
trodeposition have led to interest in this area. To date, three different classes of ma-
terials that have been electrodeposited into self-assembled colloidal crystals, namely
semiconductors, polymers, and metals.
Semiconductors are interesting candidates for photonic crystals, primarily because

of their high refractive indices and generally robust nature. For example, CdS has a
refractive index of 2.5, and materials such as GaP, Si, and Ge have indices of 3.4, 3.5,
and 4.0, respectively. However, routes to creating periodic macroporous structures

Fig. 3.34 Left, transmission electron micrographs

of 3% erbium-doped hydrothermally synthesized

titania nanoparticles. Right, scanning electron mi-

crographs of macroporous titania structure formed

by imbibing these nanoparticles into a colloidal

template formed from 466 nm polystyrene colloidal

particles. The colloidal template was removed by

calcination at 300 8C for one hour in air
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Fig. 3.35 Generalized procedure for creating 3D

periodic macroporous materials by colloidal tem-

plating and electrodeposition. Monodisperse col-

loids sediment onto a conducting substrate, self-

assembling into a crystal. The sample may be dried

and sintered before electrolyte is added. A coun-

terelectrode allows electrodeposition of the desired

material (semiconductor, polymer, metal) into the

interstitial spaces. In a final step the electrolyte and

the templating colloid are removed. For polymeric

colloids this can be done by treatment at elevated

temperature or by dissolution with a solvent. For

silica colloids, aqueous HF is effective for dissol-

ving the template
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Fig. 3.36 Schematic representation of the ex-

perimental setup for potentiostatic deposition of

CdSe through the interstitial space of a colloidal

crystal

Fig. 3.37 Scanning electron micrographs of po-

tentiostatically deposited CdSe (a) and galvanos-

tatically deposited CdS (b, c) after removal of the

polystyrene colloidal template. In the overdeposited

system (b), the overlying solid CdS film can be

clearly seen on the right. The apparent lack of

periodic pore structure in the underdeposited

system is not due to disorder in the colloid, but

occurs because the nodular surface of the semi-

conductor cuts through multiple lattice planes of

the template
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from such materials are limited because of their very high melting points and low
solubility in common solvents.
To date, the II–VI semiconductors CdS and CdSe [137, 141], and ZnO [142], have

been electrochemically grown through colloidal templates, resulting, after dissolution
of the template, in macroporous semiconductor films. For all systems, a conducting
oxide film on glass was used as the substrate. Macroporous CdS films were generated
by galvanostatic deposition through the interstitial spaces of a colloidal crystal formed
from 1 lm SiO2 spheres, and CdS and CdSe macroporous films were generated by
potentiostatic deposition through a colloidal template generated from 466 nmpolystyr-
ene spheres (Figure 3.36). After electrodeposition, the SiO2 and polystyrene colloidal
templates were removed with aqueous HF and toluene, respectively. Because of the
high rigidity of the semiconductor network, contraction upon removal of the template
was limited to a few percent at most. The fine and gross morphologies of the electro-
deposited semiconductors are shown in Figure 3.37.
Macroporous ZnO films were formed by potentiostatic deposition through a colloi-

dal crystal formed from 368 nm polystyrene spheres, and the spheres were removed
with toluene. Careful control of the electrodeposition conditions was necessary: if
electrodeposition was done at a potential less negative than –1.0 V vs. Ag/AgCl, large
crystalline grains of ZnO formed, which disrupted the structure of the colloidal tem-
plate. Using a deposition potential more negative than –1.0 V suppressed the forma-
tion of large-grain ZnO, and the colloidal template was not disrupted.
All the electrodeposited semiconductor films are reported to be opalescent; however,

detailed optical spectroscopy has yet to be performed. Real progress in optically inter-
esting materials may await the electrochemical deposition of materials such as GaP,
Ge, and Si, which, because they have refractive indices >3, may result in materials
with 3D photonic band gaps. Routes to the electrodeposition of such materials
have been demonstrated [143], but problems, such as hydrogen gas evolution and
generally harsh conditions, need to be solved before success in these areas is likely.
Electrodeposition of conducting polymers (electropolymerization) through self-as-

sembled colloidal crystals, followed by removal of the colloidal template, is a promising
route to achieving active macroporous materials. Several significant advancements
over the past few years have begun to demonstrate the potential of conducting poly-
mer-basedmicroperiodic photonic structures. Inherently, because of the low refractive
index of polymeric materials, it is quite unlikely that a 3D photonic band-gap material
will result from a polymer-based photonic crystal; however, conducting polymers have
advantageous properties as compared to conventional polymers or inorganic materi-
als: their optical properties can be electrochemically modulated, fine control over prop-
erties can be obtained through organic chemistry, and they are often mechanically
flexible.
Electrochemical growth of conducting polymers is a fairly well developed field, and

many procedures for growing solid films have been published [144]. There are, how-
ever, only a few reports on the growth of porous conducting polymer films. Fibers of
polypyrrole, poly(3-methylthiophene), and polyaniline were formed in the early 1990s
by electrodeposition from the appropriate monomer solution through a porous mem-
brane [145]. The first example of electrochemical deposition of a conducting polymer
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around a colloidal template was in 1992, when polypyrrole was grown around latex
particles [146]. However, no attempt was made to remove the colloidal particles,
and the optical properties of the resulting films were not measured. Only in the
past few years have researchers been exploring the possibility of the templated growth
of conducting polymers for photonic applications.
To date, three reports on colloidal templating of conducting polymers have ap-

peared, all of which followed the general procedure of (1) colloidal crystal formation
on a conducting substrate, (2) electrochemical deposition from solution, and (3) dis-
solution of the colloidal template with an appropriate solvent. In the first example,
polypyrrole was grown potentiostatically from a solution of pyrrole in acetonitrile
through a colloidal crystal composed of SiO2 spheres with a mean diameter of
238 nm assembled on F-doped SnO2-coated glass, followed by removal of the colloidal
template with aqueous HF [147]. Macroporous polypyrrole, polyaniline, and poly-
bithiophene films have been potentiostatically polymerized through a colloidal crystal
assembled from 500 nm and 750 nm polystyrene spheres, on a substrate of gold-
coated glass. The polystyrene template was then removed with toluene [148]. In
the most recent example, polypyrrole and polythiophene macroporous films were po-
tentiostatically grown through colloidal crystals assembled from 150 nm and 925 nm
polystyrene spheres, respectively, on glass coated with indium tin oxide; the polystyr-
ene was removed with tetrahydrofuran [149]. A preliminary optical characterization
[149] showed a weak dip in transmittance that appeared to be correlated with the per-
iodic structure.
One significant issue is the contraction of the period structure upon removal of

solvent for electrodeposited macroporous polymers. This was most clearly observed
in polystyrene-templated systems, in which significant contraction, ranging from
13% to 40%, was observed for the macroporous polypyrrole and polyaniline. How-
ever, very little contraction was observed in polystyrene-templated macroporous poly-
bithiophene or when SiO2 spheres were used as the template. For example,
poly(ethylenedioxythiophene) was templated by silica colloidal particles (Figure
3.38). The primary difference is that organic solvents are used to remove the polystyr-
ene spheres and an aqueous HF solution is used to remove the SiO2 spheres. This
suggests that the organic solvent softens the electrodeposited polymer, allowing it
to contract; however, there may be other systems similar to polybithiophene, in which
contraction of the macroporous matrix does not occur. This is less of a problem for
macroporous metals and semiconductors.
Metallic macroporous ordered replicas of colloidal assemblies are of potential inter-

est for a wide range of applications including filtration, separation, and catalysis. In
addition, they might have interesting electrical, magnetic, or optical properties. The
tools and techniques for electrochemically plating metals have been well established
for thin films and even bulk materials. It is thus fairly straightforward to develop re-
cipes to backfill the interstitial space of a colloidal self-assembled crystal with almost
any metal.
From a photonic standpoint, the properties of bulk metals are very poor, although of

course templated structures may have many other applications. The imaginary com-
ponents of the dielectric constants of bulk metals are large, hence they readily absorb
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light. When the metallic structures become small enough, however, strong optical
resonances associated with plasmon frequencies of the conduction electron in the
metals can lead to qualitatively new phenomena. A well-known example of this is
the red color of a nanosized dispersion of gold colloid. A more recent manifestation
of unexpected behavior is the anomalously high light transmission through small
holes (<200 nm) in thin metallic films [150].
Theoretical calculations [151–153] on ordered 3Darrays ofmetallo-dielectric spheres

show that these are promising for the construction ofmaterials with full photonic band-
gap in the visible part of the optical spectrum. The advantage of metallo-dielectric
structures over purely dielectric structures is that it should be easier to achieve a
full band-gap in the visible. A full band-gap in the visible is exceedingly difficult, if
not impossible, to create with purely dielectric structures, because very few dielectric
materialshaveanindexofrefraction>3andverylowabsorptioninthevisible.Thishasled
to the development of synthesis routes to producemetallo-dielectric colloidal core-shell
particleswith sizes in the submicrometer range [154, 155] andmetallic shell thicknesses
or cores that are small enough to show resonance effects.
Vos et al. [156] made gold replicas of colloidal crystals made of silica (radius 113 nm)

and polystyrene (radius 322 nm). Prior to electrodeposition of the gold, the silica
spheres were sintered by heat treatment at 600 8C. After electrodeposition of the
gold, the silica template was removed by etching with aqueous HF, and the polystyr-
ene spheres were removed by combustion at 450 8C (Figure 3.39). There are no dimen-
sional changes between the dried, sintered colloid and the final replica, although some
cracking is observed during the original drying and sintering process, indicating that
the electrochemically formed gold is dense and structurally robust. This is a definite
improvement over other methods of infilling macroporous structures with high-di-
electric materials, e.g., liquid-phase or sol–gel chemistry [126, 127], and infiltration

Fig. 3.38 Scanning electron micrograph of poly(ethylenedioxythiophene)

electrodeposited around a colloidal crystal template, after dissolution of the

template
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with nanosized particles [132], in which considerable contraction of the matrix is ob-
served, which leads to serious crack formation and warping of the colloidal structure.
Other electrodepositedmaterials include Ni, Pt, and a SnCo alloy [157, 158], Pd, Pt, and
Co [159]; electroless deposition has also been attempted [136].
As just described, recent work has demonstrated that templating of the interstitial

space of highly ordered colloidal crystals has promise for creating macroporous photo-
nic crystals from a diverse set of materials including oxides, semiconductors, metals,
polymers, and glasses. The resulting 3D macroperiodic materials have been formed
with close-packedmacropores ranging in diameter from 100 nm to a fewmicrometers,
giving the potential to modulate light ranging from deep UV to the infrared. However,
problems with the infilling process still need to be overcome before this approach to
photonic structures comes to fruition. As outlined, filling the 3D interstitial space of a
colloidal crystal with a high-index material has been problematic, because many tech-
niques either only deposit material in the top few layers of a colloidal crystal or do not
fully fill the colloidal crystal with a material of high enough refractive index.
Another route to infilling of colloidal crystals to generate a high-refractive-index

structure is melt-imbibing of a chalcogenide glass such as selenium, followed by dis-
solution of the silica template. Selenium was selected because it has a high refractive
index of 2.5, and thus can provide a nearly complete 3D photonic gap (Figure 3.40), a
very low optical loss coefficient between 1 and 10 lm [160], low melting point (217 8C),
and relatively low surface tension (�100 dynes cm-1), which reduces the force neces-
sary to infill the structure. Importantly, selenium vitrifies easily, forming an optically
isotropic glass [160]. Other chalcogenide glasses certainly could be used to infill col-
loidal crystals; however, they have higher softening points and thus are not suitable for
initial investigation. Through melt imbibing, essentially complete infilling of a colloi-
dal crystal was demonstrated (Figure 3.41).

Fig. 3.39 (a) Scanning electron micrograph of a

crystal of air spheres (radius 111 nm) in gold, made

with a silica template. The inset is a Fourier

transform of the image. (b) Scanning electron

micrograph of macropores (radius 322 nm) in gold,

made with a latex template. The structure has short-

range order, but no long-range order. Adapted from

[156]
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Fig. 3.40 Photonic density of states for inverse fcc structure for refractive index

contrasts of (a) 1.45, (b) 2.5, and (c) 2.95; 1.45 corresponds to filling with a

simple oxide such as silica, 2.5 to filling with selenium, and 2.95 to filling with a

high-index chalcogenide glass such as Ge25,As20Se25Te30. Note the deep photonic

band gap for an index contrast of 2.5 at 2 lm and a complete gap at 2.3 lm for

the system with an index contrast of 2.95. Adapted from [138].
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Infilling was accomplished by imbibing molten selenium under high pressure into
the colloidal crystal, followed by quenching to vitrify the selenium. Subsequently, the
colloidal crystal template was removed withHF, resulting in amacroporous selenium/
air structure with a high contrast in refractive index.

3.5

Summary

The confluence of nanoscience, biotechnology, and materials chemistry offers great
potential for discovery and fabrication of advanced composite materials. Great
amounts of information still need to be gleaned from the study of biological sys-
tems, but we have now reached a point where the current body of knowledge on

Fig. 3.41 Scanning electron micrographs of a

selenium photonic crystal cut and polished to ex-

pose specific crystallographic faces. (a) Polished

(001) facet, which is perpendicular to the settling

direction. The contact points between the spheres

on adjacent layers are clearly visible as pores, but

within the (001) plane the voids do not appear to be

interconnected. This pore morphology is the result

of a 2% mismatch between the sphere diameter

and the template size. (b) (110) face, proof that the

selenium photonic crystal is indeed fcc. Again, the

voids are generally not interconnected within the

(001) plane, but are interconnected between (001)

planes. (c) Low-magnification scanning electron

micrograph of the (110) face, presenting a cross

section of the entire thickness of the selenium

photonic crystal. The sample was mounted in epoxy

prior to polishing, which is seen below the photonic

crystal; solid selenium is present above the

photonic crystal. Importantly, the structure is highly

ordered throughout the entire crystal, including the

top layer. Because of an ~1.58misorientation of the

polished sample with respect to the (110) face, the

size of the pores appears to change from left to

right across the sample. Adapted from [138]
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how biological systems can create highly functional nanocomposites is starting to en-
able the creation of advanced materials. For example, natural systems widely exploit
self-assembly to create a great diversity of interesting and highly functional materials,
and today we are beginning to also create synthetic systems by similar processes. We
must always remember that biological organisms work with a limited subset of ma-
terials and take up to years to create nanocomposite structures, so, rather than attempt-
ing to create materials by direct mimicking of biology, it will likely be much more
productive to create materials by exploiting the design rules expressed by biological
systems and applying them to synthetic systems. The dividends for research into bio-
logically inspired nanocompositematerials are great, andmuch progress is expected in
the near future.
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4

Modeling of Nanocomposites

Catalin Picu and Pawel Keblinski

4.1

Introduction – The Need For Modeling

Polymer- as well as ceramic-based composites filled with nanofillers are a novel class of
materials. These systems are compositionally similar to conventional composites. In
both nanocomposites and regular composites (referred to here as microcomposites),
the matrix is the same. For example, polymer forming a matrix may be essentially any
thermoplastic or thermosetting polymer. The feature that distinguishes the two classes
of composites is the size and nature of the filler. Nanocomposites are filled with na-
noparticles or with carbon nanotubes. The characteristic dimensions of the filler are
<100 nm and often in the range of 100 nm. The fillers may be spheroid, such as
ceramic nanoparticles or carbon black; plate-like, such as layered silicates; or fiber-
like, such as nanotubes.
Nanocomposite materials exhibit properties that are significantly different from

those of the corresponding microcomposite. Examples are discussed at length in
other chapters of this book. Polymers filled with nanoparticles have significantly en-
hanced stiffness and strength compared to similar materials filled with regular micro-
meter-size ceramic particles. Most importantly, a gain in these properties does not
compromise ductility, as typically occurs with conventional materials. In other sys-
tems a significant ductility enhancement was measured with no decrease in strength
[1, 2]. Also, ceramic nanocomposites exhibit increased fracture toughness. Other ex-
amples involve fluids such as water or glycol which, when filled with metal nanopar-
ticles, exhibit thermal conductivity enhancement [3] that cannot be explained by clas-
sical approaches valid for standard composites [4]. This clearly indicates that, whereas
a body of knowledge derived from standard continuum-level modeling approaches
provides a good description of microcomposites, it is inadequate in its current
form to describe properties and behaviors of nanocomposites.
The development of these new materials, and particularly an understanding of their

properties, is still in its infancy. Consequently, to date, proofs of concept have been
repeatedly and consistently made, but material optimization is still an elusive goal. For
example, good filler dispersion has been demonstrated to be critical for achieving

Nanocomposite Science and Technology. Edited by P.M. Ajayan, L.S. Schadler, P.V. Braun
Copyright ª 2003 WILEY-VCH Verlag GmbH Co. KGaA, Weinheim
ISBN: 3-527-30359-6

215215

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



properties superior to those of microcomposites, but it is still unclear how other para-
meters such as filler distribution and filler surface functionalization influence the
overall properties. Optimization of these materials will be possible only when the phy-
sics controlling the enhanced properties is properly understood, and when the proces-
sing routes leading to the desired nano- and microstructures are established. The cur-
rent approach to investigating these issues is experimental and based on trial and
error. Hence, modeling the material response would provide valuable information
on the underlying physics and the desired structure–property linkages. Further-
more, once the desired structure is established, modeling has the capability to assist
the development of material processing.

4.2

Current Conceptual Frameworks

The properties of the matrix, the distribution and properties of the filler, and the nat-
ure of their interface control the behavior of a typical microcomposite. The interface
plays an important role in controlling several microcomposite properties such as its
thermal conductivity, load-carrying capacity, toughness, and transport properties.
However, for a characteristic filler particle sizes on the micrometer scale and lar-
ger, the main parameter controlling the macroscopic properties is still the filler vo-
lume fraction. In these materials, the interface may be viewed in the standard way,
as a 2D surface separating the constituents. By contrast, when the matrix is filled
with nanosized particles, a significant fraction of the material is either at the interface
or within its immediate vicinity. For ceramic composites, one can argue that the inter-
face width is still small relative to the filler size or the filler-to-filler distance; thus
extension or modification of standard composite theory or modeling approaches
may be sufficient. For polymer nanocomposites, the modification of the matrix
may extend over several radii of gyration from the particle surface. In turn, this situa-
tion results in novel macroscopic properties that are dictated qualitatively, as a trend,
and quantitatively, by the behavior of the confined polymer that forms the modified
matrix.
Several attempts have been made to provide a conceptual framework for justifying

the observed enhanced properties of polymer nanocomposites. One such theory, al-
luded to above, the ‘bonded polymer layer’ [5], is based on the observation that, at the
same volume fraction, the total interfacial area in a nanocomposite is much larger than
in a microcomposite. The total volume of ‘bonded polymer’ (confined polymer next to
the filler wall) is conjectured to represent a large fraction of the volume of the nano-
composite, and therefore, the properties of this confined material determine the
macroscopic properties of the system. However, the available experimental results
on the existence of a bonded polymer layer are contradictory [6, 7]. It is also unclear
how thick the layer surrounding each particle is and, most importantly, what the prop-
erties of the polymer in the interfacial region are.
More recently, the ‘double network’ theory was proposed. This idea is based on the

observation that the reduction in particle size entails a similar reduction in the inter-
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particle spacing and that special macroscopic properties are obtained when the average
distance between particles becomes comparable to the bulk radius of gyration of the
polymer chains. These events create conditions for a chain to connect two or more
particles, hence forming a network that provides additional strength by increasing
the number of effective entanglements in the system [8]. The intuitive appeal of
this theory is high, but quantitative predictions that may be compared with experimen-
tal results require a thorough understanding of the structure of chains confined be-
tween spherical fillers.

4.3

Multiscale Modeling

Considering the multiple time and length scales characterizing nanocomposites, and
polymer nanocomposites in particular, a comprehensive approach to modeling these
systems requires multiscale modeling. Whereas multiscale modeling across all length
scales, from electronic level to bulk-matter sizes, and all time scales is a future chal-
lenge, the various components of composites have however undergone extensive in-
dependent study. The dynamics of polymers, which control the mechanical and di-
electric responses of these materials, have been studied for many years. Much litera-
ture exists on both molecular and continuum aspects of this problem. Several classical
models of stress production and chain dynamics dominate current thinking. Follow-
ing an idea introduced by Guth and Mark [9], the chains are regarded as entropic
springs in tension. This concept is rooted in the observation that, as the material de-
forms, the chains are stretched and their entropy decreases. The change in entropy
entails a free energy variation, leading to a retractive force. The force required to
stretch the chain proves proportional to the change in the end-to-end distance, which
suggests that the chain may be compared with a linear spring. The force is always
retractive, and in vacuum, the chain should collapse into itself. The corollary is
that all chains are in tension. Furthermore, the force is proportional to the absolute
temperature, which is the signature of its entropic nature. The energetic component of
the free energy is usually neglected in this theory. This view gained support from early
experimental observations that established unequivocally that the nature of stress in
rubbers is indeed entropic.
Two main models describe chain dynamics, and hence stress and dielectric relaxa-

tion. The Rouse model represents the dynamics of chains shorter than the average
distance between entanglements, but long enough to behave as entropic springs
[10]. This model is in agreement with the entropic spring description of a chain.
The principal interactions accounted for are those along the chain, and the surround-
ingmedium is represented in a homogenized way, bymeans of a frictional force acting
on the representative chain. Chains longer than the entanglement length exhibit
slower dynamics, which is described by the reptation model [11]. In this model,
the effect of nonbonded interactions between monomers not directly connected by
backbone covalent bonds is conjectured to lead to constraints that force the chain
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to diffuse primarily along its contour. Several other representations have been pro-
posed [12–14].
A rich literature exists on the development of continuum constitutive models of

polymer behavior. These models are mostly phenomenological and are developed
based on macroscopic mechanical testing of both neat and filled polymeric materi-
als. Several excellent treatises exist on this topic; [15] is a general overview.
Polymer interfaces and, in particular, the polymer chain behavior close to flat inter-

faces, have been studied by simulations and have a long history of theoretical treat-
ment. The study of the conformations and dynamics of linear polymeric chains in the
vicinity of flat walls or free surfaces [16–29] is motivated by the many applications in
which the behavior of confined chains is important. Such applications include, but are
not limited to, coatings, flow of molecular solutions in capillaries, and their interaction
with filters and membranes.
In nanocomposites, the chain–filler interactions control to a large extent the matrix

and macroscopic properties. Therefore, understanding chain conformations and dy-
namics of the confined chains next to filler surfaces is crucial. The physical picture that
emerges from the cited studies is summarized below.
The conformations of a macromolecule located close to an impenetrable interface

are restricted. They are determined by the configurational entropy of the chain, by the
energetic interactions between polymers (cohesive interactions in bulk), by the nature
and strength of the interaction between polymers and the confining wall, and by global
system parameters such as temperature and density. When the chain approaches the
wall, the configurational entropy decreases due to the reduced number of accessible
chain configurations. This generates an entropic driving force that retracts the chain
from the interface, with the force increasing linearly with temperature. This effect
generates a low-density polymer layer in the immediate vicinity of the interface
[30–32]. The variation in density has a significant effect on chain mobility as well
as on the diffusion of small molecules. The retraction is balanced by packing in
the bulk polymer. An attractive energetic interaction between polymers and the
wall also promotes chain adsorption. The interplay of these forces determines the
actual configuration.
Another entropic force promotes movement of chain-end monomers to the inter-

face [21, 32]. This force is due to the fact that the reduction in the number of accessible
chain configurations induced by confinement is less dramatic if the chain comes in
contact with the wall with only one of its ends. Hence, chains having their center of
mass within two radii of gyration of the wall adjust so as to replace chain-inner-mono-
mer contacts with chain-end contacts.
In the immediate vicinity of a flat impenetrable wall, the polymer chains are pre-

ferentially aligned on multiple scales in a direction parallel to the interface. This leads
to changes in the glass transition temperature and to a broader relaxation spectrum.
The degree of alignment depends on the details of the energetic interaction with the
wall. It is generally considered that a chain may adopt a ‘docking’ type configuration at
high temperatures and relatively weak attractive interactions and may completely ad-
sorb if the attraction is strong [33]. Chain collapse in the interface leads to pronounced
alignment on the bond and larger scales.

4 Modeling of Nanocomposites218

www.iran-mavad.com 
مرجع دانلود رایگان مهندسی متالورژی و مواد



These details are important for understanding the physics of polymer-filler interac-
tions in systems filled with layered silicates, in which interfaces are mostly planar [34].
Another issue in these composites regards the dynamics of polymer intercalation be-
tween silicate layers. In polymers filled with nanoparticles and nanotubes, the inter-
face is curved, and it is necessary to ask to what extent the curvature modifies the
physical picture described above. This issue was studied [35, 36], resulting in the con-
clusion that, for realistic curvatures, the polymer structure next to a wall is close to that
next to a flat surface in the presence of similar energetic interactions. Interestingly,
these models showed that, even in the presence of strong hydrogen bonding of poly-
mers to the curved wall, the shape and size of polymer coils having their center of mass
close to the wall remains essentially similar to that in the bulk. However, the ellipsoidal
coils undergo a ‘docking transition’, rotating with their long semiaxis in the direction
tangential to the curved wall.
The connection between the physics on the atomic and molecular scales and the

meso and macroscopic material behavior requires the development of continuum
models. These models must incorporate the smaller-scale physics. Steps along this
line have been taken for neat polymer and are reviewed in [37]. In nanocompo-
sites, additional difficulty resides in the fact that the mesoscale continuum model
needs to describe deformation on the scale of the inter-filler spacing. Because the
fillers have dimensions comparable to those of the polymeric chains, and because
the fields vary on the same scale, the homogeneity assumption for the representative
volume element is no longer mandated. Under these conditions of high structural and
field gradients, nonlocal constitutive laws are required. The development of such laws
that incorporate molecular and atomistic information is an emerging field.
On a larger scale, nanoparticles tend to cluster before and during processing of the

composite. Currently, it is generally accepted that good dispersion is required for
enhanced macroscopic properties. Obtaining the appropriate dispersion in practice
is largely a matter of experimental ability. Modeling may be used in this connection
to elucidate two issues. On the one hand it is necessary to understand the lower limit
of dispersion required for imposed macroscopic properties, and on the other,
process modeling that would guide the routes for achieving the desired dispersion
is highly desirable. Developing these types of models requires reliable constitutive
equations.
On the scale of filler agglomerates and larger, the material may be described in the

continuum sense by using the methodologies developed for classical microcompo-
sites. Homogenization theory and asymptotic expansion techniques are useful tools
in this endeavor. The standard homogenization theory leads to poor approximations of
local fields in the presence of high-gradient regions. In fact, the use of this technique is
possible only within the assumption of homogeneous fields over the representative
volume considered. In practice, the adequacy (or lack of it) of the homogenization
theory can be assessed on the basis of the uniform validity of the double-scale asymp-
totic expansion [38].
These techniques may be used to study the effect of filler distribution. Good dis-

persion of fillers, but nonuniform distribution, improved wear properties and scratch
resistance of the composite. Most properties depend on filler distribution, and mate-
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rial optimization would require the development of models that may provide the gross
behavior while accounting for nonuniform distributions of fillers.

4.4

Multiphysics Aspects

One of the principal advantages of polymer nanocomposites is multifunctionality.
Through multifunctionality, the material exhibits enhanced properties with regard
to several physical phenomena. The composite may be transparent to the visible spec-
trum and opaque to ultraviolet while being wear- and scratch-resistant; it may simul-
taneously provide good strength and diffusion barrier properties. All models predict-
ing the macrosopic behavior should capture the relevant multiple physical processes
with respect to which the material is being optimized.
Various physical phenomena are intimately coupled at the atomic and molecular

scales and, as such, are captured by discrete models. In continuum representa-
tions, the physics is traditionally decoupled. Nanocomposite models should overcome
this limitation. Hence, when going from discrete to continuum models, one has to
ensure that discretely represented processes can be described by conventional partial
differential equations, that the constitutive law selected for the ‘smallest-scale conti-
nuum’ is able to represent the (mean) ‘fields’, and that the time scale cutoff, which is
associated with this transition, does not alter the essential physics studied. Accurate
modeling of discrete-continuum transition hinges on an affirmative answer to all these
questions.
Multiphysics coupling in the continuum sense may be performed either by adding

additional terms in the continuum balance equations (‘equation coupling’) or by re-
quiring the phenomenological coefficients entering the constitutive laws to depend on
the fields to be coupled (‘constitutive law coupling’). The coupling of fields (stress/
strain, temperature, solute/reactants concentration) occurs through diverse phenom-
ena, some of which are shown in the interaction matrix of Table 4.1. The interaction
matrix is ‘nonsymmetric’, with cell (i, j) representing the phenomenon induced by the

Tab. 4.1 Coupling of physical phenomena in continuum models.

Deformation

(displacements)

Deformation-induced

heat production

Strain-controlled

diffusion

Strain-controlled

chemical activity

Thermal expansion Heat transfer

(temperature)

Temperature-

controlled diffusion

Temperature-controlled

chemical activity

Clustering,

precipitation

(eigenstrains)

Diffusant

concentration-

controlled heat transfer

Diffusion

(diffusant

concentration)

Transport of reactants

Reaction products

accommodation

(eigenstrains)

Heat production during

chemical reactions

Transport of reaction

products

Chemical reactions
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process corresponding to field i and which influences field j. For instance, cell (1, 2)
represents heating due to deformation, and cell (2, 1) corresponds to thermal expan-
sion and thermal stresses. A fully coupled continuum analysis would consider all pro-
cesses shown in the matrix, but an uncoupled approach would only consider the di-
agonal entries. As mentioned, the coupling of various physical processes in the math-
ematical model can be carried out either by considering additional terms in the field
equations or by allowing the constitutive law to depend on the interacting field. An
example from the first category is the effect of the temperature gradient on the stress
field, which can be captured by adding a thermal stress term to equilibrium equations.
A less familiar example within the same class of problems is the effect of diffusion
(clustering of diffusants) and chemical reactions (reaction products) on the stress field,
which can be accounted for by the eigenstrain formulation [39]. An example from the
second category is the influence of temperature upon diffusion, which can be captured
by simply considering the diffusion coefficients to be temperature dependent.

4.5

Validation

Development of faithful predictive multiscale models of nanocomposites will require a
systematic validation effort. The multiscale multiphysics models must be calibrated
and validated at multiple scales against experiments that resolve the finer scales.
For polymer nanocomposites, the experimental data obtained by nuclear magnetic
resonance (NMR), dielectric spectroscopy (DS) and quantitative dynamic mechanical
analysis (QDMA) can be used to verify the ability of the developedmodels to predict the
conformation and kinetics of polymer chains. NMR measurements probe segmental
motions of the main chain and side chain movement over a frequency domain from
several Hz to several MHz. Longer-time and larger-scale dynamic effects, which can be
modeled by coarse-grained discrete and continuum approaches, would be validated
against DS and QDMA measurements. By these techniques, short- and long-time
relaxation modes are probed by mechanical or electric excitations.
The challenge to the experimental work will be to perform measurements on well

characterized systems, such as those with well defined particle size and shape distri-
bution and particle dispersion. Ideally, one would like to control and vary individual
parameters so as to asses their roles. Some successes in this area involve the ability to
change surface chemistry, thus controlling the strength of the particle-matrix interac-
tions. However, in experiment, it is often very difficult or even impossible to control
various parameters and characteristics independently of one another. The hope is that
the combined experimental–modeling effort will allow the acquisition of better and
deeper understanding of the structure–property–processing relationships in the
quest for guided design of nanocomposites with desired, optimized properties.
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– optical applications 46 ff
inter/intragranular designs, metal
nanocomposites 3

intercalation
– nanofillers 124
– polymer nanocomposites 103 f
interfaces
– inorganicpolymers 96 ff
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iron powders 7
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jet variables 12
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kanemite 92
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kink model 104
KratschmerHuffmann method 86

l
lamellar phases, amphiphiles 179
LangmuirBlodgett technique 142
Langmuir monolayers 174
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laser ablation
– hard coatings 29
– polymer-filled nanocomposites 85 f, 95 f
lattice defects 81
lattice mismatch 25
layer-by-layer fabrication 197
layered double hydroxides (LDH) 93
layered fillers 103 ff
layered silicates 90 ff, 219
layers 59
Lewis bases 102
light-emitting devices 141 f
lipid cellular membranes 157
liquid crystal matrices 108
liquid crystal templating 171, 177 f, 194 ff
lithographic methods 174
load carrying capability 122, 127
loadings 10
low-dimensional nanocomposites 35 ff
low-friction coatings 27
Ludox process 93
luminescence 48, 66
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machinability 3
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magnetic applications 57 ff
magnetic bacteria 159
magnetic properties 17
magnetite 159
Magnetospirillum magnetotactium 159
magnetothermal analysis (MTA) 34
magnetron sputtering 27
makatite 92
maleic anhydide 124
matrices 107 ff
mechanical alloying
– metal matrix nanocomposites 4 ff, 14
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mechanical properties
– bulk ceramic nanocomposites 18, 22
– metal nanocomposites 3 f
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media manufacturing 59 ff
melt processing 105
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metal nanocomposites 1–76
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metal-polymer composites processing 114
metal-semiconductor junctions 42
metallic glass nanocomposites 34
mica 133
mica type silicates (MTS) 78
micellar routes 174
micelles 114
microcracks 27
see also: cracking

microstructures 59
milling 6
mineralization 158 ff
mixing 111 ff
mobility 96
modeling nanocomposites 215–222
moduli 122
monolayers 91
monomer adsorption 120
monosilicic acid 64
montmorillonite
– clay layers 133
– organically-modified 126, 130
– polymer-filled nanocomposites 90 ff, 103,
107

montmorillonite/HDPE nanocomposites 99
MoS2 24
MoSi2 68
mullite, SiC/zirconia toughened 19
multilayer films 23 f

multilayer nanocomposites 59 ff
multiphase nanowires 42
multiscale modeling 217 ff
multiwalled nanotubes (MWNT)
– alumina 32
– polymer 81 ff, 123

nanobiocomposites 155–214
nanocermets 7
nanocomposites applications 44 ff, 57 ff
nanocracks 27
see also: cracking

nanofibrils 86
nanofillers 122
– polymeric 80 f
nanoparticle polymer composites 111 ff
nanoporous structures 53 ff
nanotube carbon composites 31 ff
nanotubes
– modeling 215
– polymer composites 117, 122
– processing 85 ff, 100
nanowires 35
natural nanobiocomposites 155–214
nitrides 29
nucleation
– encapsulated composite
nanosystems 36

– magnetic nanocomposites 60
Nylon 91–107, 125–136
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octadecylamine groups 117 ff
oleyl ester 183 ff
oligo(ethylene oxide) 179
oligo(vinyl alcohol) 179
oligomers 54
optical applications 46 ff
optical properties 66, 138 ff
organic matrices 158
organic nanotubes 90
organo transition metal complexes 10
organosilanes 10
organosilicon polymers 54
Ostwald ripening 164
oxalic acid 56
oxidation resistant coating 68
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pairing, biocomposites 168
palladium colloids 116
particle dispersed magnetic
nanocomposites 57 f
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particulate-reinforced metal matrix
nanocomposites 14 ff
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PDMS 135
percolation effects
– bulk ceramic nanocomposites 22
– inorganic nanocomposites 50 ff
permeability 78, 133
permittivity 138
perovskite dispersed composites 67
phages 170
phase diagrams
– amphiphiles 179 f
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phosphoric acid 56
photoelectrochemical properties 65
photoluminescence
– encapsulated composite
nanosystems 42

– inorganic nanocomposites 46
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photonic bandgap materials 197
phyllosilicates 90
physical properties 122 ff
physical vapor deposition (PVC) 26, 29
piezoelectric materials 4
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plasma activation 118
plasma-assisted chemical vapor deposition
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plasma spraying 12
plastic deformation
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– hard coatings 27
– metal nanocomposites 7
– polymer filled nanocomposites 128
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platelike fillers 77 ff, 90 ff, 124
poly(ethylene oxide) (PEO) 110
polyacetonitrile 28
polyamide matrices 107
polyaniline 203
polycaprolactone 78, 134
polyelectrolyte matrices 110
polyetheretherketone matrix 132
polyethylene
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– zirconia-filled 139
polyhydromethylsilazane pyrolysis 5
polyimides 78, 103, 132–137
– matrices 107
polyisoprene 196
polylysine 167

polymer-based/filled
nanocomposites 77–153

polymer coatings 119 f
polymer films 196
polymer precursors
– hard coatings 28
– processing 20
polymeric membranes, nanoporous 53
polymethylacrylate 127, 137
polymethylacrylate/polystyrene matrices 108
polymethylphenylsilazane pyrolysis 20
polypeptide chains 163, 170
polypropylene 103, 108
polypyrrole 203
polystyrene 123, 127, 203
– biocomposites 203
– films 97 ff
polystyrene-polyisoprene block copolymer
templates 196

polyurethane matrices 109
pore sizes 53, 56
powder metallurgy 4, 14
precursors
– biocomposites 156 ff, 174, 187 ff
– bulk ceramic nanocomposites 19 ff
– hard coatings 26, 31
– metal nanocomposites 8 ff, 114
– nanoporous membranes 54
– polymer-filled nanocomposites 86, 95
processing polymer nanocomposites 100
protein assemblies 169 ff
protein layers 160
pulsed-laser deposition
– bulk ceramic nanocomposites 19
– hard coatings 27
purity 88 ff
pyrolysis
– polyhydromethylsilazane 5
– polymethylphenylsiliazane 20
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PZT powder 49
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quadrupole splitting 191
quantum confinement
– biocomposites 174
– optical applications 46 f
– semiconductors 66
quantum dots
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rapid solidification process (RSP)
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– carbon nanotube-based nanocomposites 33
– metal matrix nanocomposites 15
Rayleigh scattering 138, 140
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reactive magnetron sputtering 27
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– inorganic nanocomposites 48
rehybridization 84
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relaxation spectra
– dielectric 217
– polymer-filled nanocomposites 96, 131 f
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resistivity 82, 138
resorcinol fomaldehyde monomers 8
rf magnetron sputtering 60, 63
rf plasma deposition 69
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rheopexy 106
RNA 165 f
Rouse model 217
rubber matrices 110

s
S layers 160, 165 ff
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sapphire-polystyrene interface 99
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sea urchin 161
segregation 29
selenium chalcogenides 182, 205
self-assembled quantum dot arrays 61
self-assembly routes 173
self-propagating combustive reactions 6
self reinforced silicon nitrides 18
semiconductors
– biocomposites 172 f, 182 f, 199
– nanoporous membranes 56
shear modulus 25
silane coupling 119
silica
– biocomposites 159, 171
– coatings 64
– fumed 77
– matrix 46
– metal nanocomposites 8
– modeling 219
– polymer-filled nanocomposites 93
silica aerogel composites 10
silica-Nylon 132
silica-polyvinylacetate nanocomposites 131
silicates 90 ff
silicon, nanoporous membranes 56

silicon-boron-carbon-nitrogen system 5
silicon carbide 4
silicon carbide-zirconia-toughed mullite 19
silicon composites 10
silicon nitrides
– metal nanocomposites 4
– self-reinforced 18
silicone rubber matrices 110
silver-polystyrene matrix 142
single-walled nanotubes (SWNT) 39, 78–87,
123

sintering 4, 20
small molecule attachment 118
smectic clays 90 ff, 140
sodium octanante 179
sol-gel methods
– biocomposites 198
– inorganic coatings 121
– metal nanocomposites 4, 8 ff
– polymer-filled nanocomposites 95
solution mixing 112
solution phase synthesis 4, 173
sonication 95, 118
spider silk 157
spinning 58
spinodal decomposition 29
splat cooling 58
spraying
– metal matrix nanocomposites 14
– metal nanocomposites 11 ff
– nanoparticle/polymer composites 111
sputtering 60
squeeze casting 14
stability 135
StoneWales defect 85
straight pore alumina 56
strain-controlled diffusion 220
strain hardening 106
strain-to-failure ratio 123, 130
strength
– metal nanocomposites 3, 17
– polymer-filled nanocomposites 82
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stress production model 217
stress-strain curves 122, 127
strong field behavior 49
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supercritical drying 8
superlattices 183
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superplasticity 3
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Ta/W films 160
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thermal shock resistance 3
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thermal stability
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thin films 23 f
– liquid crystal templating 194 ff
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WC/Co coatings 13, 28
WC/TiC/Co coatings 28
weak field behavior 49
wear properties
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